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Figure S1. Image of the simplified benchtop setup.

Figure S2. Rendering of the controller box for the benchtop setup.
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Figure S3. Image of the control box for the benchtop setup. The box was 3D printed from PLA.

Figure S4. Rendering of the controller box for the benchtop setup with the lid removed. Electric
compontents are visible.
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Figure S5. Wiring diagram for the controller box.

Figure S6. Screenshot of the graphical user interface to preset and record settings and parameter
from the controller box.
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Figure S7. Images of crystals from the different experiments.


