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Abstract

:

Polyamide commercial membranes in flat-sheet configuration and with molecular weight cut-off (MWCO) in the range of ultrafiltration (UF) to nanofiltration (NF) were tested for the recovery of phenolic compounds from clarified olive mill solid waste (OMSW) aqueous extracts. The performance of selected membranes was evaluated in terms of productivity (permeate flux) and selectivity towards biologically active compounds (such as phenolic compounds, flavanols, and hydroxycinnamic acids derivatives) and total antioxidant activity (TAA) as a function of transmembrane pressure (TMP). NF membranes produced higher permeate fluxes and a lower fouling index in comparison with UF membranes. Retention of bioactive compounds was also significantly higher for NF membranes than for UF membranes. In particular, membranes with MWCO in the range 150–500 Da showed rejection towards flavanols and hydroxycinnamic acid derivatives of about 100%. On the other hand, the rejection towards TAA and total polyphenols was of about 90% and 72%, respectively. Therefore, NF retentate fractions appear of practical interest for the production of food additives and food supplements due to their high antioxidant activity.
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1. Introduction


Olive processing and olive oil production are well established activities in different Mediterranean countries, including Morocco, Spain, Italy, Greece, and Turkey, accounting for about 76% of the world’s olive oil production [1]. The extraction of olive oil is accomplished by the production of large amounts of dark liquid effluents called olive mill wastewaters (OMWs) consisting of solid and liquid matter with a slightly acidic pH. The latter is composed of polyphenols, carbohydrates, fatty acids, and water. On average 0.5–0.8 m3 of OMWs are produced for 1 ton of treated olives. The production of these wastes, especially in the 3–4 months of intensive olive oil production, and the variability of the waste composition represent the main challenge of the olive oil industry [2].



These secondary products have an impact on soil and air quality as well as on aquatic ecosystems due to the deposition of toxic effluents directly into the receiving bodies [3,4]. Therefore, complex management and disposal systems are required in order to minimize the environmental impact and to enable a sustainable use of resources.



A combination of different physico-chemical and biological processes, including solar distillation, centrifugation, flocculation, adsorption, composting, and anaerobic/aerobic digestion, is effective for pollution control, resulting in considerable organic load and toxicity abatement [5]. However, these techniques are not used due to economic and technical reasons (i.e., high amount of sludge produced). In addition, the small scale and dispersed nature of olive mills, as well as the seasonality of the process, make it difficult to find affordable solutions to meet the quality required by environmental standards [6]. Therefore, there is a huge need to develop more efficient and economically viable technologies. On the other hand, it is well known that OMWs, if properly managed, appear to be an inexpensive source of biologically active compounds, mainly represented by phenolic compounds [7,8]. The most important biophenols in olive mill by-products include benzoic acid and hydroxycinnamic acid derivatives and, in larger amounts, tyrosol, hydroxytyrosol, and oleuropein. These compounds exhibit potential antioxidant, antimicrobial, anticarcinogenic, and skin and bone regenerative properties [9,10]. Furthermore, recent research suggests that olive phenolics could play a significant role in the prevention and treatment of different lifestyle-related diseases, including neurodegeneration [11]. Such bioactivity drives the use of these by-products for new applications, such as food additives, natural food antioxidants as alternative to synthetic ones [12], or for cosmetics [4]. Hence, the recovery of polyphenols from olive mill by-products not only improves the economic status of olive oil producers, but it also makes them less toxic and easier to treat, promoting the overall sustainability of their management. Thus, it is of great interest to evaluate the possibility of recovering extracts enriched in phenolic compounds, from a low-cost and widely available by-product, especially in the Mediterranean area [2].



The “Five-Stages Universal Recovery Processing” approach has been reported in the literature for recovering valuable compounds from food by-products including: (i) macroscopic pre-treatment, (ii) separation of macromolecules from micro-molecules, (iii) extraction, (iv) purification, and (v) product formation [13]. To accomplish these steps, different conventional technologies are available. Recently, green or clean techniques, based on reduced use of energy, short extraction time, decreased solvent consumption, overall enhancement of extraction rate, enhancement of the quality extracts, improvement of aqueous extraction processes, and improved extraction of heat sensitive compounds, have been proposed and investigated to overcome typical drawbacks of conventional methodologies [14]. Membrane processes, with their intrinsic properties, meet these requirements and have been successfully used in the treatment of OMWs devoted to the reduction of the pollution load and selective recovery of polyphenols [15]. In particular, pressure-driven membrane processes, such as microfiltration (MF), ultrafiltration (UF), nanofiltration (NF), and reverse osmosis (RO), have been largely investigated in the sequential design for the selective fractionation, purification and concentration of polyphenols from OMWs and for water recovery [6,16,17]. More recently, the possibility to recover bioactive compounds from olive leaves with pressure-driven membrane processes has been also reported [18].



On the basis of our knowledge, few studies have been reported until now on the use of membrane processes for the recovery of biologically active compounds from olive mill solid wastes (OMSWs). These wastes typically contain huge amount of phenolic compounds, which interact with suspended solids. RO polymeric membranes (BW30 from Dow Water & Process Solutions, USA) were less affected by fouling when compared with NF membranes in the treatment of olive pomace aqueous extracts [19]. They also exhibited higher rejection towards total organic carbon (99.93%), salts (99.72%), and phenolic (100%) and flavonoid (100%) compounds. An integrated approach, based on the use of UF, NF, and RO for recovering polyphenols from semi-solid wastes (pomace or alperujo), has been recently investigated by Sygouni et al. [20]. In this approach, the UF step was used to remove suspended solids, fat, lipids, and high molecular organic molecules from a hydroalcoholic extract of two-phase olive mill semi-solid waste. In the NF step, most of the organics and the total phenolic content were recovered in the retentate stream. A final RO step was used for the tertiary treatment of the NF permeate, producing a final clear effluent with limited concentrations of phenolics and organics.



This work was aimed at investigating a sustainable process for the purification and recovery of polyphenols from OMSWs. It was based on an aqueous extraction step of the olive waste followed by pre-treatment of the extract by MF and a fractionation/concentration step of the MF permeate through the use of tight ultrafiltration (UF) and nanofiltration (NF) membranes. Permeate fluxes, fouling index, cleaning efficiency, and selectivity towards biologically active compounds (such as phenolic compounds, flavanols, and hydroxycinnamic acids derivatives) and total antioxidant activity (TAA) were analyzed and discussed for each investigated membrane.




2. Materials and Methods


2.1. Materials


Olive mill wastewaters, obtained through a three-phase process, were supplied by Olearia San Giorgio (San Giorgio Morgeto, RC, Italy). Olive mill solid wastes were obtained after treatment of olive mill wastewaters with sulfuric acid until pH 2.5 in order to achieve the coagulation and precipitation of undesired solids according to Stokes’ law.



Gallic acid (MW 170.12 g/mol), Folin–Ciocalteu phenol reagent, potassium persulfate (MW 270.3 g/mol), 6-hydroxy-2,5,7,8-tetramethylchroman-2-carboxylic acid (Trolox) (MW 250.29 g/mol), 2,20-azinobis(3-ethylbenzothiazoline-6-sulfonic acid) diammonium salt (ABTS) (MW 548.68 g/mol), caffeic acid (MW 180.16 g/mol), and hydrochloric acid (37%) were from Sigma Aldrich (Milan, Italy). Sodium carbonate anhydrous (MW 105.99 g/mol), sodium chloride, sodium hydrogen, and dihydrogen phosphate were supplied by Carlo Erba (Milan, Italy).




2.2. Extraction of Phenolic Compounds from Olive Mill Solid Wastes


The optimization of aqueous extraction of polyphenols from OMSWs was performed at lab scale in terms of liquid-to-solid ratio (L/S) (from 5 to 20 mL/g) and extraction temperature (from 30 to 70 °C), at a selected extraction time of 60 min. The extraction was performed in water as it is safer, environment-friendly, and less expensive than alcohols or other solvents, so able to guarantee a better food product quality [21].



Aqueous extracts, produced under operating conditions optimized at lab scale, were stored in the freezer (−20 °C) until usage.




2.3. MF Pre-treatment of OMSW Extracts: Equipment and Procedures


The aqueous extract was microfiltered using a laboratory pilot unit equipped with a polypropylene membrane module in tubular configuration (MD 020 TP 2N, from Mycrodin Nadir, Wuppertal, Germany) with a nominal pore diameter of 0.2 μm and a membrane surface area of 0.036 m2. The MF system was operated at a transmembrane pressure (TMP) of 0.32 bar, and a feed flowrate (Qf) of 400 L·h−1 and a temperature (T) of 27 ± 2 °C according to the batch concentration mode (recycling the retentate stream and collecting separately the permeate). Experiments were performed in triplicate and permeate fluxes were expressed as the average value ± SD. Membrane cleaning was performed by using an enzymatic detergent (Ultrasil 50, Henkel Chemicals Ltd., Dusseldorf, Germany) at a concentration of 1% (w/w), followed by cleaning with a 0.1% (w/w) NaOH solution. Cleaning solutions were re-circulated in the MF plant for 60 min at a temperature of 40 °C. At the end of each cleaning procedure the membrane module was rinsed with distilled water for 20 min and the water permeability was measured.




2.4. Treatment of Clarified OMSW Extracts with UF and NF Membranes: Equipment and Procedures


Clarified extracts were processed by UF and NF polymeric membranes. Experiments were performed by using a laboratory bench plant supplied by Three-Es Srl (Milano, Italy). The plant consisted of a feed tank, a positive displacement pump (Cut pump, pressure range 7–140 bar, maximum operational flow 16 L/min), a stainless steel cross-flow cell having a filtration area of 0.0032 m2, a digital flow meter, two pressure gauges (0–60 bar) for measuring of the inlet and outlet pressures, a pressure control valve, and a cooling coil fed with tap water used to maintain the feed temperature constant. An inverter connected to the pump was used to control the pumping velocity. The permeate flux (J) was determined by measuring the collected permeate volume at a given time through the membrane surface area.



UF and NF experiments were performed according to the total recycle configuration in which both permeate and retentate streams were continuously recycled to the feed tank in order to study the effect of transmembrane pressure (TMP) on the permeate flux and selectivity towards the compounds of interest. TMP was modified in the range 5–25 bar at fixed conditions of feed flow rate (Qf = 498 L/h) and temperature (26 ± 1 °C).



For each membrane, the permeate flux was measured by increasing the TMP value from the lowest to the highest one. Once the stable flux value was reached at a given TMP, the pressure was increased to the next value. Samples of feed, retentate, and permeate were collected for each investigated TMP and stored at −20 °C until analyses.



Approximately 1.5 L of clarified extracts were used for each experiment.



Five thin-film composite flat-sheet membranes with different average molecular weight cut-offs (MWCOs) (from 150–300 to 3500 Da) were used. Their typical characteristics according to the manufacturers’ data sheet are reported in Table 1.



A burette cylinder was used to average the volume variation at the output of the permeate stream in a fixed time interval. The permeate flux (Jp), expressed as L/m2h, was determined by measuring the collected permeate volume (Vp) at a given time (t) through the membrane surface area (A) according to the following equation:


   J p  =    V p    A · t   .  



(1)







A schematic representation of the investigated process of extraction and membrane-based treatment of OMSW is illustrated in Figure 1.




2.5. Measurement of Hydraulic Permeability and Membrane Cleaning


Before each experiment, the water permeability (Lp0) of each membrane was determined by the slope of the straight line obtained by plotting the water flux values, measured in fixed conditions of temperature (25 °C), as a function of the TMP, according to the Darcy’s law [24]:


   L p  =    J w    T M P   ,  



(2)




where Jw is the pure water flux (L/m2h).



The fouling index (If), expressed as a percentage drop in the water permeability, was estimated by measuring the water permeability before and after the treatment of OMSW extracts, according to the following equation [25]:


   I f  =   1 −    L  p 1      L  p 0       · 100 ,  



(3)




where Lp0 and Lp1 are the water permeabilities measured before and after the treatment of OMSW extracts, respectively.



After the treatment with OMSW extracts, the selected membranes were cleaned in two steps. The first cleaning step was performed by recirculating tap water for 15 min through the membranes in order to remove the reversible polarized layer. In the second step, the membrane module was submitted to a cleaning with an enzymatic solution (1% w/w Ultrasil 50) at 40 °C for 60 min. At the end of each cleaning procedure, membranes were rinsed with tap water for 15 min and the hydraulic permeability was measured once again (Lp2).



Flux recovery (FR, %) was calculated according to the following equation:


  F R =      L  p 2      L  p 0       · 100 .  



(4)








2.6. Analytical Methods


Feed, permeate, and retentate samples coming from each membrane treatment were analyzed for suspended solids, total antioxidant activity, and phenolic compounds.



The rejection (R) of selected membranes toward specific compounds was determined as:


  R =   1 −    C p     C f      · 100 ,  



(5)




where Cp and Cf are the concentration of a specific component in the permeate and feed streams, respectively.



The suspended solid content was determined in relation to the total extracts (%, w/w) by centrifuging, at 2000 rpm for 20 min, 45 mL of a pre-weighted sample; the weight of settled solids was determined after removing the supernatant.



Total polyphenols were measured by the Folin–Ciocalteu method [26]. The method is based on the reduction of tungstate and/or molybdate in the Folin–Ciocalteu reagent by phenols in alkaline medium resulting in a blue colored product (λmax 756 nm). The estimation of total phenols was carried out in triplicate and results were expressed as mg/L gallic acid (mg GAE/L).



The determination of different polyphenol classes was performed according to the method reported by Obied et al. [27]. One mL of diluted ethanolic extract (1:10 in water) was mixed with 1 mL of HCl-ethanol solution (0.1 mL HCl/100 mL in 95 mL ethanol/100 mL) into a 10 mL volumetric flask and the volume was made up to 10 mL with 2 mL HCl/100 mL. After mixing, the absorbance was measured at 320 and 360 nm to determine hydroxycinnamic acid derivatives and flavanols, respectively. Results were expressed as mg/L of caffeic acid (λ, 320 nm) and quercetin (λ, 360 nm), respectively.



TAA was determined by an improved version of the ABTS assay in which the radical cation is generated by reaction with potassium persulfate before the addition of the antioxidant (decolorization assay) [28]. This method gives a measure of the antioxidant activity of pure substances and of mixtures by monitoring the reduction of the radical cation as the percentage inhibition of absorbance at 734 nm. Spectrophotometric measurements were performed by using a UV–Visible recording spectrophotometer (UV-160 A, Shimadzu Scientific Instruments, Inc., Japan) at 30 °C. Results were reported as mmol Trolox equivalent.



Analytical determinations were performed in triplicate. Results were expressed as the mean ± SD.





3. Results and Discussion


3.1. Aqueous Extraction of OMSWs


The effectiveness of the extraction process of polyphenols is largely regulated by different experimental parameters including the extraction temperature. Indeed, several studies have indicated that temperature is one of the most important parameters affecting the extraction efficiency of polyphenols from plant materials [29,30]. Basically, an increase of temperature leads to an increase of the diffusion rate and solubility of the extracted substances. On the other hand, it should also be considered that bioactive compounds, such as polyphenols, are damaged at high temperatures [31]. Therefore, to investigate the impact of temperature on the yield and stability of the polyphenols, a range of temperatures from 20 to 70 °C, was applied.



The profiles of total polyphenols extracted from OMSWs at different temperatures are reported in Figure 2. As expected, the total polyphenol content increased gradually by increasing the temperature in the range of investigated values (30–70 °C). Therefore, the optimal extraction temperature of polyphenols was selected as 70 °C. These results are in agreement with those reported by Alu’datt et al. [32] who analyzed the extraction conditions of polyphenols from olive cake. In particular, the authors studied the effect of extraction temperature (from 25 to 70 °C) on total polyphenols, obtaining the highest extraction value at 70 °C. Optimal extraction temperature was chosen to be 80 °C in the extraction of catechins from green tea using hot water [33]. As previously discussed, high temperatures decreased solvent viscosity and improved diffusion and, consequently, mass transfer of solutes, including polyphenols.



The L/S ratio is considered another important factor that affects the extraction of biocompounds from vegetable matrices [34]. According to Figure 2, an increase in polyphenol concentration was observed by decreasing the L/S ratio from 20 to 5 mL/g for all investigated temperatures; this means that the polyphenols extracted from OMSWs are diluted when a higher solvent volume is used. An increase of total polyphenols content by decreasing the solid to liquid ratio (S/L, from 1:10 to 1:5) was also observed by Stamatopoulos et al. [35] who investigated the effect of S/L ratio on the recovery of phenolic compounds from olive leaves. Although the extraction yield increased by increasing the L/S ratio (at 70 °C the concentration of polyphenols expressed as mg GAE/g OMWS was 11.8 for a L/S ratio of 5 mL/g and 21.2 for a L/S ratio of 20 mL/g, respectively), an L/S ratio of 5 mL/g was selected in order to reduce the volume of water needed for the extraction. Indeed, the volume of required solvent determines the size of the extraction unit; a lower volume of solvent is preferable because not only less water is needed for the extraction but also less energy is required for heating it up [36].




3.2. Microfiltration of OMSW Aqueous Extract


The aqueous extract obtained in the optimized extraction conditions (70 °C, L/S 5 mL/g, and 60 min) was clarified by MF. Figure 3 shows the time course of permeate flux related to the clarification of the aqueous extract by MF in the selected operating conditions up to a recovery factor of 80%. The results showed a decrease of permeate flux in the first minutes, followed by a smooth gradual decline until the end of the process. In particular, the initial permeate flux of about 42 kg/m2h decreased with the operating time until it reached a steady-state higher than 28 kg/m2h. According to several authors, the decline of permeate flux can be attributed to concentration polarization and fouling phenomenon as well as to the increase of the solute concentration in the retentate. Pore blocking phenomena are generally involved in the first steps of the filtration process while the gradual slow flux decline is caused by the accumulation of foulant molecules on the membrane surface, with a formation and consolidation of a cake layer or a gel layer on the membrane surface [37,38].



In Table 2 the chemical composition of permeate and retentate streams obtained in the MF treatment of the aqueous extract is reported. It is well known that olive mill wastes are considered to be an interesting source of phenolic compounds, the most important being phenolic alcohols, phenolic acids, lignin, and flavonoids. A high correlation between these individual and combined phenolic compounds and the antioxidant activity, was found by Suárez et al. [39]. The aqueous extract was characterized by a total antioxidant activity (TAA) of 11.2 of Trolox and a total polyphenol content of 1812 mg/L of gallic acid. These values were higher than those reported in olive mill wastewaters [40]. Similarly, the content of flavanols and hydroxycinnamic acid derivates (190.4 mg/L and 180.2 mg/L, respectively) was greater than the amount reported by Galanakis et al. [41] in olive mill wastewaters. The MF membrane allowed for the preservation of all the analyzed bioactive compounds and TAA in the permeate side due to the low rejection of the membrane towards these components (in the range 1.8%–7.7%). On the other hand, suspended solids were completely removed with a production of a clear extract.




3.3. Treatment of Aqueous Extract with UF and NF Membranes: Effect of TMP on Permeate Flux


The dependence of permeate flux as a function of the TMP for both clarified extract and water with UF and NF membranes is reported in Figure 4 and Figure 5, respectively. It can be seen that pure water fluxes increased linearly by increasing the TMP for each tested membrane following Darcy’s law. However, during the treatment of clarified extract, two different trends of flux as a function of the TMP were identified. GH and GE membranes (with MWCO of 2500 and 1000 Da, respectively) showed a linear relationship between flux and applied pressure, despite that the permeate flux values were lower than those measured with water. For both membranes, the difference in the permeate fluxes between the clarified extract and water was greater at higher operating pressures.



For GK and NF membranes, the permeate flux increased linearly with TMP only at low pressures (up to 10 bar); at a higher TMP, the permeate flux showed a deviation from a linear flux-pressure behavior and it became independent of pressure. However, in the range of investigated values (5–25 bar) a limiting flux was not achieved at all. Similar results were obtained by Díaz-Reinoso et al. [42] in the treatment of aqueous extracts from pressed distilled grape pomace with UF and NF membranes: operating with the GE membrane, a linear interrelationship between TMP and permeate flux was observed, while for a polyamide NF membrane with a MWCO of 350 Da (Nanomax 50, Millipore) a higher TMP led to independent permeate flux values for further increases in pressure. Non-linear increases of permeate fluxes with TMP were also observed by Xu and Wang [43], in the concentration of flavones by NF of Ginkgo biloba, and by Giacobbo et al. [44], in the treatment of a microfiltered extract of red wine lees with composite fluoro polymer UF membranes (ETNA 01PP and ETNA 10PP, from Alfa Laval) with an MWCO of 1 and 10 kDa (ETNA 01PP and ETNA 10PP, respectively, from Alfa Laval).



As observed in Figure 4 and Figure 5, the permeate flux did not vary proportionally with the MWCO of the selected membranes, suggesting that other parameters, including hydrophilicity/hydrophobicity, are crucial factors in membrane performance. Hydrophilic membranes hold water better, thus facilitating flux through pores [45]. The highest fluxes with the clarified extract were achieved with the NF 12A membrane (with MWCO of 500 Da), which presented the lowest contact angle value, whereas the lowest permeate fluxes were observed for GH and GE membranes (with MWCO of 2500 and 1000 Da, respectively). For UF membranes, small particles with the same size range of membrane pore size can clog membrane pores, increasing the resistance to the flow. On the other hand, these particles would remain out of the pores of NF membranes resulting in a comparatively lower flow resistance [42].



These results were in agreement with those related to the fouling index and water flux recovery (Table 3). In particular, the fouling index decreased by decreasing the MWCO on the investigated membranes: NF membranes showed the lowest fouling index (12.5% and 29.6% for DK and NFA 12 A membranes, respectively) with the highest water flux recovery (higher than 97%) after the chemical cleaning. Fouling increases with membrane pore size, indicating that pore blocking could be a major contributor to membrane fouling [46].




3.4. Treatment of Aqueous Extract with UF and NF Membranes: Effect of TMP on Solute Rejection


In Figure 6 and Figure 7, the rejection values of selected membranes as a function of the TMP are reported. As a general trend, an increase in the rejection towards all the analyzed compounds by increasing the applied TMP was observed. In particular, UF membranes, with a higher MWCO, presented a greater increase in bioactive compounds rejection with the increase in TMP, in comparison with NF membranes. This behavior could be attributed to a more severe concentration polarization and membrane fouling when the TMP is increased, leading to the formation of a cake layer on the membrane surface and, therefore, to an increased rejection coefficient [47]. Membrane compaction inducing pore size reduction can also occur at higher operating pressures [48]. Therefore, retentates produced at higher TMP values resulted in better quality due to the enriched content of bioactive compounds. These results are consistent with those reported by other authors. Díaz-Reinoso et al. [49] reported an increase in polyphenol rejection by increasing the TMP in the treatment of white vinasse with UF and NF membranes. Similarly, Cissé et al. [50] found an increased rejection of anthocyanins with TMP in the processing of roselle extract (Hibiscus sabdariffa L.) through polymeric membranes with MWCO in the range 0.2–150 kDa.



Figure 8 summarizes the effect of the MWCO on the rejection towards biologically active compounds and TAA for the selected UF and NF membranes at a TMP of 25 bar. For all compounds, the rejections increased by decreasing the MWCO, allowing for the prediction of rejection values according to the membrane’s MWCO. Therefore, the physical sieving of solutes larger than the membrane MWCO gives a significant contribution to the retention mechanism of target compounds [51]. In particular, membranes with MWCO in the range 150–500 Da showed rejection towards flavanols and hydroxycinnamic acid derivatives of about 100%. On the other hand, the rejection towards TAA and total polyphenols was about 90% and 72% %, respectively. Khemakhem et al. [18] reported similar rejections values of biologically active compounds and TAA in the treatment olive leaf extract with an NF membrane of 300 Da. In the range 1000–3500 Da, typical of UF membranes, the rejections towards total polyphenols decreased from 62% to 50%; accordingly, the TAA rejection decreased from 80% to 55% in the same range. A decrease in the rejection of hydroxycinnamic acid derivatives from 90% to 71% was also observed, while the rejection of flavonoids resulted higher than 90% independent of the MWCO value.



The whole results confirmed that the retention of bioactive compounds was significantly higher for NF membranes than for UF membranes. Higher retention capacities of sugars, organic acids, and anthocyanins were also measured for NF membranes with MWCO of 150–400 Da in comparison with tight UF membranes in the treatment of roselle extract [50]. Therefore, NF membranes appear to be suitable for the concentration of aqueous extracts from OMSWs, producing concentrated fractions enriched in biologically active compounds with a high antioxidant potential. These fractions may act as antioxidant food additives and as food supplements, endowing new and relevant properties to foodstuffs and also to beverages [12,52]. Like synthetic antioxidants, and contrary to vitamin E and ascorbic acid, olive biophenols are stable at high temperatures and, at the dosage typically required (50–100 ppm), they do not interfere with taste or color of foodstuffs [11].





4. Conclusions


A combination of aqueous extraction and membrane-based operations was investigated on a laboratory scale for the recovery of phenolic compounds from olive mill solid wastes. The aqueous extract was preliminary clarified by MF. UF and NF polyamide membranes in flat-sheet configuration were evaluated for their performance in the processing of the clarified extract at different operating pressures.



Maximum total polyphenols yield (2350 mg/L gallic acid) was achieved in optimized conditions of the aqueous extraction (70 °C and water-to-solid-ratio (L/S) of 5 mL/g). Suspended solids were totally removed in the MF step while most parts of the biologically active compounds were recovered in the MF permeate.



NF membranes showed higher permeation fluxes and lower fouling index when compared with UF membranes. In addition, these membranes exhibited high rejection coefficients to biologically active compounds and total antioxidant activity. In particular, membranes with MWCO in the range 150–500 Da retained totally flavanols and hydroxycinnamic acid derivatives and more than 70% of total polyphenols at an optimal operating pressure of 25 bar. Therefore, NF retentate fractions could be of practical interest for the industrial production of functional ingredients due to their high antioxidant activity. Further research activities performed on a large scale and in typical concentration operative mode are needed in order to evaluate the economics of the process at industrial level.







Author Contributions


A.C. conceived and designed the experimental activity. A.E.-C. performed membrane filtration experiments. A.E.-C. and C.C. performed the analytical measurements on the samples from the membrane filtration experiments. A.C. and C.C. analyzed, elaborated, and discussed the experimental data. All authors wrote, edited, and drafted the work.




Funding


This research received no external funding.




Conflicts of Interest


The authors declare no conflict of interest.




References


	



FAOSTAT. 2014. Available online: http://www.fao.org/faostat/en/#data/QD/visualize (accessed on 10 October 2019).

	



Aliakbarian, B.; Casazza, A.A.; Perego, P. Valorization of olive oil solid waste using high pressure-high temperature reactor. Food Chem. 2011, 128, 704–710. [Google Scholar] [CrossRef]

	



DellaGreca, M.; Monaco, P.; Pinto, G.; Pollio, A.; Previtera, L.; Temussi, F. Phytotoxicity of low-molecular-weight phenols from olive mill wastewaters. Bull. Environ. Contam. Toxicol. 2001, 67, 352–359. [Google Scholar] [CrossRef] [PubMed]

	



Dermeche, S.; Nadour, M.; Larroche, C.; Moulti-Mati, F.; Michaud, P. Olive mill wastes: Biochemical characterizations and valorization strategies. Process Biochem. 2013, 48, 1532–1552. [Google Scholar] [CrossRef]

	



Rozzi, A.; Malpei, F. Treatment and disposal of olive mill effluents. Int. Biodeterior. Biodegrad. 1996, 38, 135–144. [Google Scholar] [CrossRef]

	



Paraskeva, C.A.; Papadakis, V.G.; Tsrouchi, E.; Kanellopoulou, D.G.; Koutsoukos, P.G. Membrane processing for olive mill wastewater fractionation. Desalination 2007, 213, 218–229. [Google Scholar] [CrossRef]

	



Kalogerakis, N.; Politi, M.; Foteinis, S.; Chatzisymeon, E.; Mantzavinos, D. Recovery of antioxidants from olive mill wastewaters: A viable solution that promotes their overall sustainable management. J. Environ. Manag. 2013, 128, 749–758. [Google Scholar] [CrossRef] [PubMed]

	



Obied, H.K.; Allen, M.S.; Bedgood, D.R.; Prenzler, P.D.; Robards, K.; Stockmann, R. Bioactivity and analysis of biophenols recovered from olive mill waste. J. Agric. Food Chem. 2005, 53, 823–827. [Google Scholar] [CrossRef] [PubMed]

	



Araújo, M.; Pimentel, F.B.; Alves, R.C.; Oliveira, M.B.P.P. Phenolic compounds from olive mill wastes: Health effects, analytical approach and application as food antioxidants. Trends Food Sci. Technol. 2015, 45, 200–211. [Google Scholar] [CrossRef]

	



Delisi, R.; Ciriminna, R.; Arvati, S.; Meneguzzo, F.; Pagliaro, M. Olive biophenol integral extraction at a two-phase olive mill. J. Clean Prod. 2018, 174, 1487–1491. [Google Scholar] [CrossRef]

	



Ciriminna, R.; Meneguzzo, F.; Delisi, R.; Pagliaro, M. Olive biophenols as new antioxidant additives in food and beverage. ChemistrySelect 2017, 2, 1360–1365. [Google Scholar] [CrossRef]

	



Nunes, M.A.; Pimentel, F.B.; Costa, A.S.G.; Alves, R.C.; Oliveira, M.B.P.P. Olive by-products for functional and food applications: Challenging opportunities to face environmental constraints. Innov. Food Sci. Emerg. Technol. 2016, 35, 139–148. [Google Scholar] [CrossRef]

	



Galanakis, C. Recovery of high added-value components from food wastes: Conventional, emerging technologies and commercialized applications. Trends Food Sci. Technol. 2012, 26, 68–87. [Google Scholar] [CrossRef]

	



Soquetta, B.M.; de Marsillac Terra, L.; Peixoto Bastos, C. Green technologies for the extraction of bioactive compounds in fruits and vegetables. CyTA J. Food 2018, 16, 400–412. [Google Scholar] [CrossRef]

	



García-Castello, E.; Cassano, A.; Criscuoli, A.; Drioli, E. Recovery and concentration of polyphenols from olive mil wastewaters by integrated membrane system. Water Res. 2010, 44, 3883–3892. [Google Scholar] [CrossRef] [PubMed]

	



Russo, C. A new membrane process for the selective fractionation and total recovery of polyphenols, water and organic substances from vegetation waters (VW). J. Membr. Sci. 2007, 288, 239–246. [Google Scholar] [CrossRef]

	



Cassano, A.; Conidi, C.; Giorno, L.; Drioli, E. Fractionation of olive mill wastewaters by membrane separation techniques. J. Hazard. Mater. 2013, 248, 185–193. [Google Scholar] [CrossRef] [PubMed]

	



Khemakhem, I.; Gargouri, O.D.; Dhouib, A.; Ayadi, M.A.; Bouaziz, M. Oleuropein rich extract from olive leaves by combining microfiltration, ultrafiltration and nanofiltration. Sep. Purif. Technol. 2017, 172, 310–317. [Google Scholar] [CrossRef]

	



Nunes, M.A.; Pawlowski, S.; Costa, A.S.G.; Alves, R.C.; Oliveira, M.B.P.P.; Velizarov, S. Valorization of olive pomace by a green integrated approach applying sustainable extraction and membrane-assisted concentration. Sci. Total Environ. 2019, 652, 40–47. [Google Scholar] [CrossRef] [PubMed]

	



Sygouni, V.; Pantziaros, A.G.; Iakovides, I.C.; Sfetsa, E.; Bogdou, P.I.; Christoforou, E.A.; Paraskeva, C.A. Treatment of two-phase olive mill wastewater and recovery of phenolic compounds using membrane technology. Membranes 2019, 9, 27. [Google Scholar] [CrossRef] [PubMed]

	



Sousa, L.S.; Cabral, B.V.; Madrona, G.S.; Cardoso, V.L.; Reis, M.H.M. Purification of polyphenols from green tea leaves by ultrasound assisted ultrafiltration process. Sep. Purif. Technol. 2016, 168, 188–198. [Google Scholar] [CrossRef]

	



Acero, J.L.; Benitez, F.J.; Leal, A.I.; Real, F.J.; Teva, F. Membrane filtration technologies applied to municipal secondary effluents for potential reuse. J. Hazard. Mater. 2010, 177, 390–398. [Google Scholar] [CrossRef] [PubMed]

	



Córdova, A.; Astudillo, C.; Giorno, L.; Guerrero, C.; Conidi, C.; Illanes, A.; Cassano, A. Nanofiltration potential for the purification of highly concentrated enzymatically produced oligosaccharides. Food Bioprod. Process. 2016, 98, 50–61. [Google Scholar] [CrossRef]

	



Strathmann, H.; Giorno, L.; Drioli, E. An Introduction to Membrane Science and Technology; Consiglio Nazionale delle Ricerche: Rome, Italy, 2006; pp. 19–31. [Google Scholar]

	



Mänttäri, M.; Nyström, M. Membrane filtration for tertiary treatment of biologically treated effluents from the pulp and paper industry. Water Sci. Technol. 2007, 55, 99–107. [Google Scholar] [CrossRef] [PubMed]

	



Singleton, V.L.; Orthofer, R.; Lamuela-Raventós, R.M. Analysis of total phenols and other oxidation substrates and antioxidants by means of Folin-Ciocalteu reagent. Methods Enzymol. 1999, 299, 152–178. [Google Scholar]

	



Obied, H.K.; Allen, H.S.; Bedgood, D.R.; Prenzler, P.; Robards, K. Investigation of Australian olive mill waste for recovery of biophenols. J. Agric. Food Chem. 2005, 53, 9911–9920. [Google Scholar] [CrossRef] [PubMed]

	



Re, R.; Pellegrini, N.; Proteggente, A.; Pannala, A.; Yang, M.; Rice-Evans, C. Antioxidant activity applying an improved ABTS radical catión decolorization assay. Free Radic. Biol. Med. 1999, 26, 1231–1337. [Google Scholar] [CrossRef]

	



Wissam, Z.; Ghada, B.; Wassim, A.; Warid, K. Effective extraction of polyphenols and proanthocyanidins from pomegranate’s peel. Int. J. Pharm. Pharm. Sci. 2012, 4, 675–682. [Google Scholar]

	



Piwowarska, N.; González-Alvarez, J. Extraction of antioxidants from forestry biomass: Kinetics and optimization of extraction conditions. Biomass Bioenergy 2012, 43, 42–51. [Google Scholar] [CrossRef]

	



Gironi, F.; Piemonte, V. Temperature and solvent effects on polyphenol extraction process from chestnut tree wood. Chem. Eng. Res. Des. 2011, 89, 857–862. [Google Scholar] [CrossRef]

	



Alu’datt, M.H.; Alli, I.; Ereifej, K.; Alhamad, M.; Al-Tawaha, A.R.; Rababah, T. Optimization, characterization and quantification of phenolic compounds in olive cake. Food Chem. 2010, 123, 117–122. [Google Scholar] [CrossRef]

	



Vuong, Q.V.; Golding, J.B.; Stathopoulos, C.E.; Nguyen, M.H.; Roach, P.D. Optimizing conditions for the extraction of catechins from green tea using hot water. J. Sep. Sci. 2011, 34, 3099–3106. [Google Scholar] [CrossRef] [PubMed]

	



Rajha, H.N.; El Darra, N.; Hobaika, Z.; Boussetta, N.; Vorobiev, E.; Maroun, R.G.; Louka, N. Extraction of total phenolic compounds, flavonoids, anthocyanins and tannins from grape byproducts by response surface methodology. Influence of solid-liquid ratio, particle size, time, temperature and solvent mixtures on the optimization process. Food Nutr. Sci. 2014, 5, 397–409. [Google Scholar] [CrossRef]

	



Stamatopoulos, K.; Chatzilazarou, A.; Katsoyannos, E. Optimization of multistage extraction of olive leaves for recovery of phenolic compounds at moderated temperatures and short extraction times. Foods 2014, 3, 66–81. [Google Scholar] [CrossRef] [PubMed]

	



Maciel Bindes, M.M.; Cardoso, V.L.; Miranda Reis, M.H.; Boffito, D.C. Maximisation of the polyphenols extraction yield from green tea leaves and sequential clarification. J. Food Eng. 2019, 241, 97–104. [Google Scholar] [CrossRef]

	



Cassano, A.; Donato, L.; Conidi, C.; Drioli, E. Recovery of bioactive compounds in kiwifruit juice by ultrafiltration. Innov. Food Sci. Emerg. Technol. 2008, 9, 556–562. [Google Scholar] [CrossRef]

	



Mondal, S.; Majumdar, G.C.; De, S. Clarifications of stevia extract using cross flow ultrafiltration and concentration by nanofiltration. Sep. Purif. Technol. 2012, 89, 125–134. [Google Scholar]

	



Suárez, M.; Romero, M.P.; Ramo, T.; Macià, A.; Motilva, M.J. Methods for preparing phenolic extracts from olive cake for potential application as food antioxidants. J. Agric. Food Chem. 2009, 57, 1463–1472. [Google Scholar] [CrossRef] [PubMed]

	



Cassano, A.; Conidi, C.; Drioli, E. Comparison of the performance of UF membranes in olive mill wastewater treatment. Water Res. 2011, 45, 3197–3204. [Google Scholar] [CrossRef] [PubMed]

	



Galanakis, C.M.; Tornberg, E.; Gekas, V. Clarification of high-added value products from olive mill wastewater. J. Food Eng. 2010, 99, 190–197. [Google Scholar] [CrossRef]

	



Díaz-Reinoso, B.; Moure, A.; Domínguez, H.; Parajό, C.J. Ultra-and nanofiltration of aqueous extracts from distilled fermented grape pomace. J. Food Eng. 2009, 91, 587–593. [Google Scholar] [CrossRef]

	



Xu, L.; Wang, S.Y. The Ginkgo biloba extract concentrated by nanofiltration. Desalination 2005, 184, 305–313. [Google Scholar] [CrossRef]

	



Giacobbo, A.; Bernardes, A.M.; de Pinho, M.N. Sequential pressure-driven membrane operations to recover and fractionate polyphenols and polysaccharides from second racking wine lees. Sep. Purif. Technol. 2017, 173, 49–54. [Google Scholar] [CrossRef]

	



Pino, L.; Vargas, C.; Schwarz, A.; Borquez, R. Influence of operating conditions on the removal of metals and sulfate from copper acid mine drainage by nanofiltration. Chem. Eng. J. 2018, 345, 114–125. [Google Scholar] [CrossRef]

	



Vegas, R.; Moure, A.; Domínguez, H.; Parajό, J.C.; Alvarez, R.J.; Luque, S. Evaluation of ultra- and nanofiltration for refining soluble products from rice husk xylan. Bioresour. Technol. 2008, 99, 5341–5351. [Google Scholar] [CrossRef] [PubMed]

	



Conidi, C.; Cassano, A.; Drioli, E. A membrane-based study for the recovery of polyphenols from bergamot juice. J. Membr. Sci. 2011, 375, 182–190. [Google Scholar] [CrossRef]

	



Acosta, O.; Vaillant, F.; Pérez, A.M.; Dornier, M. Potential of ultrafiltration for separation and purification of ellagitannins in blackberry (Rubus adenotrichus Schltdl.) juice. Sep. Purif. Technol. 2014, 125, 120–125. [Google Scholar] [CrossRef]

	



Díaz-Reinoso, B.; Moure, A.; González, J.; Domínguez, H. A membrane process for the recovery of a concentrated phenolic product from white vinasses. Chem. Eng. J. 2017, 327, 210–217. [Google Scholar] [CrossRef]

	



Cissé, M.; Vaillant, F.; Pallet, D.; Dornier, M. Selecting ultrafiltration and nanofiltration membranes to concentrate anthocyanins from roselle extract (Hibiscus sabdariffa L.). Food Res. Int. 2011, 44, 2607–2614. [Google Scholar] [CrossRef]

	



Bellona, C.; Drewes, J.E.; Xu, P.; Amy, G. Factors affecting the rejection of organic solutes during NF/RO treatment—A literature review. Water Res. 2004, 38, 2795–2809. [Google Scholar] [CrossRef] [PubMed]

	



Rodis, P.S.; Karathanos, V.T.; Mantzavinou, A. Partitioning of olive oil antioxidants between oil and water phases. J. Agric. Food Chem. 2012, 50, 596–601. [Google Scholar] [CrossRef] [PubMed]








[image: Polymers 11 01868 g001 550] 





Figure 1. Schematic representation of the investigated process of extraction and membrane-based treatment of olive mill solid waste (OMSW). 
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Figure 2. Influence of temperature and liquid-to-solid ratio (L/S) on polyphenols extraction from OMSWs. 
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Figure 3. Microfiltration of OMSW aqueous extracts. Time course of permeate flux (operating conditions: T, 27 ± 2 °C; TMP, 0.32 bar; Qf, 400 L/h). 
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Figure 4. Effect of TMP on water flux and steady-state permeate flux of OMSW extracts for UF membranes: (a) GK membrane (MWCO, 3500 Da); (b) GH membrane (MWCO, 2500 Da); (c) GE membrane (MWCO, 1000 Da). 
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Figure 5. Effect of TMP on water flux and steady-state permeate flux of OMSW extracts for NF membranes: (a) NFA-12 membrane (MWCO, 500 Da); (b) DK membrane (MWCO, 150–300 Da). 
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Figure 6. Rejection of UF membranes towards analyzed compounds: (a) GK membrane (MWCO, 3500 Da); (b) GH membrane (MWCO, 2500 Da); (c) GE membrane (MWCO, 1000 Da). 
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Figure 7. Rejection of NF membranes towards analyzed compounds: (a) NFA-12 membrane (MWCO, 500 Da); (b) DK membrane (MWCO, 150–300 Da). 
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Figure 8. Effect of MWCO on the rejection of analyzed compounds. 
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Table 1. Characteristics of ultrafiltration (UF) and nanofiltration (NF) membranes (PA-TFC, polyamide – thin film composite).
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	Membrane Type
	GK
	GH
	GE
	NFA-12A
	DK





	Manufacturer
	GE Osmonics
	GE Osmonics
	GE Osmonics
	Parker
	GE Osmonics



	Membrane material
	PA-TFC
	PA-TFC
	PA-TFC
	PA-TFC
	PA-TFC



	Configuration
	flat-sheet
	flat-sheet
	flat-sheet