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Figure S1. FT IR spectra of organo-clay L6-70 pure powder at increasing temperatures. Broken line: 

pure STx reference spectrum recorded at 100 °C. Arrows: bands assigned to L6 amine. 

200°C

A
b
s
o
rb

a
n
c
e

2000  2500  3000  3500  4000  

Wavenumbers (cm-1)

300°C

100°C

100°C

= 0,5 a.u.


