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Figure S1. Cyclic voltammogram of carbonized poly(p-phenylenediamine) derived carbon recorded 

in quiescent nitrogen-purged 3 M KOH solution at the scan rate of 10 mV s–1 and an electric double layer 

capacitance contribution evaluated by Dunn method. 


