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Figure S1. Surface SEM image of a TiO2/PVDF-TrFE nanocomposite. 

 

 

 

 

 

 

 

 

 

 

Figure S2. Photocatalytic controls performed with just oily water, PVDF-TrFE, and the TiO2/PVDF-TrFE, under the 
same conditions.  
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