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Supplementary material: 

 
Figure S1 NMR spectrum of PCL (top) and PCLm (bottom). All peaks are referenced to the diluent 
CDCl3 

 

 
Figure S2 SEM image of microchanneled PCLm porous tube showing the 200 µm diameter channels 
and their arrangement over the tube section. 
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