SPU-6l

4.0-3.5 ppm
PPG backbone

1.9-0.8 ppm
IPDI

5.0-4.8ppm 4.5 ppm 2.8 ppm

COO-CH, COO-NH IPDI
80 75 70 65 60 55 50 45 40 30 25 15 10 05 00
(b) 4.0-3.5 ppm 1.9-0.8 ppm

PPG backbone IPDI
SPU-4I ! _
1 1

5.0-4.8ppm 4.5 ppm 2.8 ppm

COO-CH, COO-NH IPDI
80 75 70 65 60 55 50 45 40 30 25 15 10 05 00



