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This supplementary file shows the results of the EDX analysis, which was used to identify the 

main elements present in the GTR sample qualitatively.  

 



 

 

Figure S1. EDS analysis for GTR sample. 

 



 

 



 



 

 

Figure S2. Compositional map for GTR sample. 


