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Figure S1. SEM images of electrospun fibers of 12 wt % PCSN solution. It seems that 12 wt % polymer 
solutions are not suitable for spinning and resulting in electrospraying, powder or fibers with  
beads morphology.  

 
Figure S2. SEM images of electrospun fibers of 12 wt % PCSN solution. Figures S1 and S2 are the same 
concentration of PSCN, but with different resolution images. 


