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Fig S1. A) Overview of various release profiles of TMZ for various PLGA concentrations in ACSF, B) Overview of

various release profiles of DFP for various PLGA concentrations in DMEM fabricated with the O/O method.
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Fig S2. Cell viability of the U251 tumoroids after exposure to DFP for one day



