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Figure S1. XRD traces of samples 01277 and 01405. Sample 01405 has elevated background due to the 
presence of hematite and goethite. 
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Figure S2. Reduction in % bacterial counts as a function of concentration, on a sample by sample basis 
and for G-Positive S. aureus and Gram-negative P. Aerugenosa. 
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