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Table S1. Manganese concentration (in ppm) determined by ICP-MS in samples (SD2, SD3, SD4) and Standard Reference 
Material (Mica Schist SDC1) by USGS. The measurements were repeated three times, thus mean and deviation standard 
were calculated and reported in the table. 

 SD2 SD3 SD4 
Standard Reference 

 Material  
Mica Schist SDC1 

Mica Schist 
SDC1 Certified 

value 

Mica Schist 
SDC1 Measured 

value 

Precision Std/ 
Mica Schist 
SDC1 Meas-

ured in % 

Accuracy Certi-
fied/Measured in % 

Mn (ppm) 14.5 379 11.7 Mica Schist SDC1  880 906 7.28 −2.95 
Std +/− 1.01 15.3 0.77 std +/− 60 66   

Detection 
Limit 0.17        

 


