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Abstract

:

A progressive forming method is applied where stamping is continuously executed to produce the rectangular fins of the plate fin heat exchanger. This process produced the fins one-by-one instead of by bundles. In order to produce a fin having a depth of more than 6.0 mm, the forming load and effective stress according to the size of the edge radii of punch and die are predicted by forming simulation. Furthermore, the process of forming the second, as well as the third, fins is predicted. As the edge radii of the die and those of the punch became smaller, the effective stresses generated during deformation became smaller. The forming load during deformation also became smaller. The sizes of the edge radii of die and punch were set to 0.5 mm and 0.2 mm, respectively. When the second fin was formed, overforming occurred at the ribs. The punch was therefore modified so that the rib could be compressed at the same time the fin was formed. With the designed process, the inner fins close to the target size could be manufactured. The resulting fins had right-angled ribs, although the fin width was a slightly opened isosceles trapezoid due to the spring-back.
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1. Introduction


Plate fin heat exchangers are devices that conduct heat transfer as fluids of different temperatures pass between a finned chamber and a plate. The key component in the plate fin heat exchangers, which are used in automobile parts including radiators, intercoolers, and air conditioner condensers are over 100 assembled inner fins [1,2]. Recently, as the demand for comfort and fuel efficiency improvement for cars have been increasing, compact, lightweight, and high-performance aspects of heat exchangers have been demanded [3,4,5]. Lightweight and high-quality plate fin heat exchangers are directly related to the shape and materials of inner fins, and the shape and materials of inner fins are closely related to manufacturing technology [6,7].



The inner fin of the plate fin heat exchanger is a product in which corrugated fins are arranged in a uniform pattern on the thin plate. Since heat exchange takes place while the fluid passes through the inner fins, it is essential for them to possess the same shape with a constant gap. Fins should be narrow and deep in order to improve thermal efficiency. In addition, they should have mechanical strength, to some extent, in order to withstand the pressure difference of the fluids. Specifically, the manufacturing cost of the inner fins should be low and the production mode should be in mass quantity because about 100 inner fins are assembled on the plate fin heat exchangers. The manufacturing process that meets such requirements of the inner fin is a stamping process [8,9,10]. Jin et al. [11] used the commercial Finite Element Method (FEM) to analyze the optimization of plate type heat exchanger. Choi et al. [12] fabricated corrugated plate for a plate-type heat exchanger using multi-step stamping for improved formability.



The stamping process can form numerous fins in one process. In addition, its production cost is low and it can be manufactured in large quantities. However, there can be cracks, tears, or wrinkles in the corrugated plates during the manufacturing of fins. If the plate is thin, severe warpage can occur. Furthermore, since spring-back occurs during processing, there is a problem of forming a fin shape with a right angle. This problem can be resolved by using progressive forming. With progressive forming, several numbers of fins are not formed at once, but are formed one by one. If a ductile plate is used for forming, a fin with enough depth can be formed. However, high-speed forming should be executed to increase productivity [13,14,15,16].



In this study, progressive forming was adopted in order to produce inner fins with a depth of more than 6 mm. Because the inner fins should be formed continuously with high speed, a process in the order of uncoiler, feeder, and stamping die was planned in this study. The forming load and effective stress according to the die shape (edge radius) were predicted by means of a forming simulation with the help of a commercial program, while the die shape was selected from the simulation results. The deformation and defect were also analyzed while the inner fins were formed. The die shape was modified to avoid the defects derived from the simulation results. The modified die shape was adopted in the actual experiment, and the final inner fin samples were prepared.




2. Method of Experiment and Simulation


2.1. Design of Inner Fins


A cross section of the inner fin shows a uniformly formed corrugation exhibiting a constant gap. In order to raise heat transfer efficiency, the fins should be deep and the number of fins at a specific length should be large. To increase the number of fins, the fin shape should have a right angle and be narrow. Based on these requirements, the fin shape was designed to be rectangular as in Figure 1, which illustrates the inner fins of the plate fin heat exchanger. The length of the inner fin was 100 mm, and its depth was 6.1 mm. The width of the fin was 2.0 mm and each fin had a right angle. The thickness of the inner fin was set to 0.3 mm, the same thickness as the plate used to produce the fins. Outer edge radius (R1) and inner edge radius (R2) were decided from the set values for the simulation conditions.



Figure 2 shows the die and punch shape that performs the forming simulation of the inner fins. The die consists of a punch with “l” shape and a lower die with “U” shape. The lower die was fixed, and the punch was a moving type of up and down motion. The mode of forming is that while punch was descended, the blank was pushed into the lower die. The clearance, which is a gap between the punch and die, was set to 0.




2.2. Material of Inner Fins


Pure aluminum series A11060 was used as the material for inner fin. The coil-type A11060 plate having a thickness of 0.3 mm was used in this study. The mechanical properties of A11060 plate were investigated before they were input to the engineering data of the simulation program. Therefore, the tensile test and micro Vickers hardness (HM-210, Mitutoyo, Kawasaki, Japan) experiments were conducted. Tensile test specimens were processed towards three directions, along the rolling direction (0°), perpendicular to the rolling direction (90°), and 45 degrees to the rolling direction (45°). The specimens were prepared in accordance with ASTM E8/E8M-09 rectangular tension test specimen. The gage length was 50 mm and the gage width was 12.5 mm. The speed of the cross head of tensile tester was set to 5 mm/min, with the initial strain rate of 1.66 × 10−3 s−1. The micro Vickers hardness test was carried out towards the cross-sectional area of the sheet.



Table 1 shows the mechanical properties of the material A11060 obtained from the tensile test and micro Vickers hardness test. The yield strength was in the range of 21.2–29.2 MPa, the tensile strength 95.5–98.3 MPa, and the elongation rate 22.5–25.0%. Work hardening exponent refers to a slope of the flow stress curve. If a work hardening exponent was lower than 0.17 in the plate forming process, it would be considered as a material with poor formability. Meanwhile, if it was about 0.2, the material would be considered as having excellent formability [17]. The work hardening exponents for the directions of 0°, 45°, and 90° of the specimen A11060 were 0.215, 0.210, and 0.212, respectively, whereas the Vickers hardness value of the material was 45 HV.




2.3. Simulation Method


The forming simulation by stamping the single fin with the punch and lower die was conducted via ABAQUS simulation program. This program provides an isotropic elasto-plasticity hardening model that is useful for cases involving gross plastic straining. Although this model is referred to as a hardening model, strain softening or hardening followed by softening can be defined. This material model is either as a rate-dependent or as a rate-independent model [18]. In this formulation, the strain rate decomposition is    d  ε ˙   =    d  ε ˙     el   +    d  ε ˙     pl    .      d  ε ˙     el     is elastic component of the strain-rate tensor and      d  ε ˙     pl     is plastic component of the strain-rate. The general flow rule    e  pl   =    d  e -     pl   n  . Where the flow direction   n =  3 2   S q    and the Mises equivalent stress   q =    3 2  S : S    , and      d  e -     pl     is the (scalar) equivalent plastic strain rate [18]. Von Mises yield criterion is:


  3 G  (    e ¯   − Δ   e ¯   p l    )  −  σ ¯  = 0  



(1)







This is a nonlinear equation for   Δ   e ¯   pl     in the general case when    σ ¯    depends on the equivalent plastic strain. Where G is shear modulus and    σ ¯    is uniaxial strength.    e ˜    is written as     e ˜   =    2 3    e ^   :   e ^      ,     e ^   =      e  el    |   t  + Δ e   and the deviatoric strain   e = ε −  1 3   ε  vol   I   [18].



Equation (1) is solved by Newton’s method as follows:


   c  p l   =   3 G  (   e ˜  − Δ   e ¯   p l    )  −  σ ¯    3 G + H    



(2)




where isotropic hardening of modulus   H =    d    σ ¯        d    e ¯     pl       and   Δ   e ¯   pl   = Δ   e ¯   pl   +  c  pl    . The process is iterated until a convergence is reached. An overview of the ABAQUS theory manual and all kinds of information can be found elsewhere [18].



After the modeling of the punch, die, and blank with a 3D modeling program, each modeling file was loaded on the simulation program. The mechanical properties of the material A11060 in Table 1 were input in the engineering data of the simulation program. In order to perform the Finite Elements Method, mesh should be formed for the die and blank for Finite Elements Method. To derive accurate simulation results without incurring an extended analysis time, the mesh of the data that affected the simulation results should be set as fine as possible, while the portion which did not affect the result should be set rough. Figure 3 shows the setting of the mesh for the punch, die, and blank. For the blank, the mesh was divided into four partitions in the width direction first, with the sizes of meshes rendered different in each partition. In the center where forming was concentrated, the mesh size was set fine, whereas the mesh sizes at the edges (partition 1 and partition 4) were set rough. For the die, the mesh was set fine at the curved edges, while the mesh was set rough at the rest of the straight parts.



Once the mesh was set, boundary conditions were set next. Figure 4 shows boundary conditions defined for the die and the punch. The boundary conditions were applied in the same way as the actual manufacturing condition of the inner fins. The lower die was completely fixed on the press bed (6 degree of freedom fixed) and the punch was set to descend only. The punch speed was set to 6.1 mm/s to move down, that is, the forming speed to make the blank U shape was 1 s. The blank in Figure 4 had both ends free, but in practical cases, the left end was connected to the uncoiler, therefore, a symmetry condition was given in order to assume the blank as a continuum. Between the die and the blank, frictionless condition was assumed.



Table 2 shows the variables of simulation for the curved edge radius sizes of the punch and die. R1 refers to the curved edge radius of the lower die, while R2 refers to the curved edge radius of the punch in this study. Since the thickness of the blank was 0.3 mm, there was a size difference of 0.3 mm between R1 and R2. Four types of variables were set to analyze the effective stress and load according to R1 and R2 during deformation. In case of plate forming, both the elasticity and plastic deformation behavior should be considered. Therefore, the simulation was conducted with the implicit-quasi static with which linear analysis and non-linear analysis both could be carried out.




2.4. Experimental Method


The process for continuous inner fin production with a progressive forming is schematically shown in Figure 5. The forming device consists of an uncoiler, a feeder, and a set of punch and die. The A11060 plate in a coil form was hung on the uncoiler and the plate was inserted into the feeder. The plate after passing the feeder entered between the punch and die installed in the press. One side of the plate was fixed at the feeder, and other faces of the plate are free. Since one face of the plate material was locked to the feeder, it would not be moved out from the die when the punch compressed the plate. When the punch descended and the plate was pushed into the die cavity, one fin was formed. As the punch ascended, the feeder would push the plate in-between the punch and die precisely as much as fin pitch (4.6 mm). At the same time, die 3 moved downwards. While this process cycle was repeated, inner fins were produced. The speed of the punch to move up and down was 6.1 mm/s each and the speed for the feeder to transfer the plate was 4.6 mm/s. Therefore, the time taken to form one fin was 3 s. The punch was controlled as a stroke mode and was moved down as much as the set distance. Further, the force required to form a fin by the punch was measured through a load cell.





3. Results of Experiment and Simulation


3.1. Simulation


3.1.1. First Forming


Figure 6 shows the simulation results in terms of effective stress distribution for the single fin forming by the stamping process of the punch and die. The images at the left side of Figure 6 show the punch, die, and blank. The image at the right side in Figure 6 shows the simulation results only for the blank. The first stage of stamping is shown in Figure 6a where the blank start was pushed to the entrance of the die cavity by the punch and was deformed into a V shape. During this process, the stress over the yield strength of the A11060 material was generated at the bending zone and the material underwent a complete plastic deformation. Figure 6b shows the second stage of stamping wherein the punch entered the die cavity and the V angle of the blank became narrower. Since a bending occurred at large, the effective stress around more than 50 MPa was generated at the bending zone. Figure 6c shows the third stage of forming in which the punch was pushed into the die cavity, the V shape of the material was deformed to a U shape. In this stage, it was not the bottom face of the punch that pushed the blank down but the left and right faces of the punch. Therefore, the stress at the bending zone was less than that in the previous stage and the stresses were generated from the left, as well as the right faces close to the bending zone, which was about 40 MPa. Figure 6d shows the last stage of forming where the punch and blank touched the die cavity and fin was formed to a final shape. In this stage, since the blank was compressed while the bottom of the punch contacted the bottom face of the die cavity, the highest effective stress value of 69 MPa was generated at the bending zone.



Figure 7 shows the differences of effective stresses during the forming stages according to the R1 of the die and R2 of the punch. Figure 7a shows the second stage of Figure 6b. Condition 1 (R1= 1.0 mm and R2= 0.7 mm) and Condition 2 (R1= 0.7 mm and R2= 0.4 mm) generated the effective stress of more than 60 MPa in the bending zone. Under Condition 2, the area where the effective stress of more than 60 MPa was generated was smaller than that under Condition 1. With Condition 3 (R1= 0.5 mm and R2= 0.2 mm), an effective stress of about 55 MPa was generated in the bending zone, that is, the smaller the R1 and R2 were, the smaller the effective stress was. Figure 7b shows the third stage of Figure 6c. The effective stress in the bending zone of the U shape was 65 MPa under Condition 1, and most of the effective stresses were 40 MPa under Condition 2 except in some areas having an effective stress of 60 MPa. Under Condition 3, the effective stress values were about 40 MPa in all the zones. It was also found that as R1 and R2 became smaller, the effective stresses also became smaller in the bending zone of U shape. Figure 7c shows the last stage of Figure 6d. In this stage, the results were different from those found in the earlier stages. The area where the effective stress was the largest (Condition 3) was the largest, and the area of effective stress was the smallest under Condition 1. As the R1 and R2 were smaller, the area where the punch and die contacted became larger. In the last stage of forming, pressure was imposed while the blank contacted the bottom of the punch and bottom of the die cavity. Therefore, even if the effective stress equivalent to the ultimate tensile strength on the blank was generated, a crack would not occur. The stages where a crack could occur the most were the first and the second stages of forming. In this stage, since straight blank was deformed to a V shape, there was a high risk of a crack when the effective strength reached the ultimate tensile strength.



Figure 8 shows the forming load during the forming process of single fin calculated with the simulation program. The required load according to the R1 of the die and R2 of the punch was expressed over time. It is obvious that the largest load was required in the first stage (the process of deforming the blank to V shape). From the moment the blank entered the die cavity, the forming load decreased. When the blank was inserted about halfway into the die cavity, the forming load for deformation was almost zero, that is, a plastic deformation was completed when the blank entered the entrance of the die cavity and only the punch pushed the blank down from the next stage. The forming load according to the R1 of the die and R2 of the punch was the highest in Condition 1, while it was the smallest in Condition 3. In the first stage, the load 163 N was consumed under Condition 1, 149 N was consumed under Condition 2, and it was 70 N under Condition 3. Condition 3 needed about half of the load of Condition 1. Considering the effective stress and forming load in the process of deforming blank into fin, Condition 3 (R1= 0.5 mm and R2= 0.2 mm) would be the most suitable for fin processing.




3.1.2. Second Forming


Figure 9 shows the simulation results of forming in the second fin after forming in the first fin. When the punch pushed the blank into the die cavity, the blank was deformed to a V shape, which is why the rib was not deformed to a right angle during the forming process but was deformed to a round shape. The ideal shape of the fin should have a right angle with the ribs at the top and bottom, similar with the right angles shown in Figure 1.



Therefore, the shape of the punch was modified to form the rib with a right angle as in Figure 10a. The rib was designed in such a way that the rib could be compressed at the same time the fin was formed by the punch. As confirmed from the simulation results in Figure 10b, the rib portion was formed with a right angle.





3.2. Experiment


The inner fin sample produced with the punch and die is shown in Figure 2 and that produced by the punch and die in Figure 10a are presented in Figure 11. There were no visible cracks and wrinkles, as well as large warpage in both the samples. The cross-sectional observation and size measurement of the fin were carried out by means of a digital microscope (100× magnification of compact lens).



Figure 12a shows the cross-sectional shape of the fin produced by the punch and the die in Figure 2. The rib was round and not right-angled, similar to the results in Figure 9. The rib was formed with a bigger bulge compared with the simulation result. Since the rib was deformed to a round shape, the fin depth was 6.44 mm. After the blank was inserted into the die cavity by the punch, there occurred a spring-back phenomenon when the blank was released from the die, which is why the bottom of the fin width was 2.0 mm, but the top of the fin width was 2.22 mm. The approximate spring-back angle calculated by the shape of the fin was 1.08°. Figure 12b shows the cross-sectional shape of the fin produced by the modified punch and die in Figure 10a. Same as the simulation results in Figure 10b, the rib was formed to a right-angled shape. The depth of the fin was 6.08 mm. The reason why the depth of the fin was smaller by 0.02 mm than the ideal fin in Figure 1 was that the blank was shrunk while compressed by the punch. The bottom of the fin width was 2.0 mm and the top portion of the fin was 2.20 mm due to the spring-back. The approximate spring-back angle calculated by the shape of the fin was 0.98°. Although there was no overforming in the rib after the modification of the punch, spring-back was generated nonetheless.



Figure 13 shows the comparison results between the simulation and actual measurement of the forming load while forming one fin. The load data from the simulation had a little difference from the load obtained in the actual experiment. The load consumed in the deformation of the blank to a V shape in the first stage (0.1–0.2 s) was in the range of 79–69 N compared with the value in the range of 70–53 N in the simulation.





4. Conclusions


A progressive forming process was applied in order to produce the inner fins which were the key component of a plate fin heat exchanger. The forming load and effective stress according to the edge radii of the punch and the die were predicted through a forming simulation program. In addition, the defects generated during a continuous fin forming process were also investigated. The results obtained in this study were as follows:




	
The blank was deformed while it was pushed into the entrance of the die cavity by the punch, and the largest load (79 N) was consumed during this stage. The V shaped fin became U shaped when the blank entered the die cavity by a gradual descend of the punch. When the punch contacted the bottom of the die cavity, the fin was formed to a final shape.



	
As the edge radii of the die R1 and those of the punch R2 became smaller, the effective stresses generated during blank deformation became smaller. Moreover, the forming load as the fin deformed to a V shape, likewise became smaller. The optimal edge radius of the die R1 was found to be 0.5 mm and the edge radius of the punch R2 was found to be 0.2 mm in order to manufacture a rectangular fin with a depth of 6.1 mm, width of 2.0 mm, and thickness of 0.3 mm.



	
From the simulation, it was concluded that when the second fin and the third fin were formed, overforming occurred at the ribs. The overforming was also observed in the samples prepared in the laboratory with the results being the same as the simulation. The punch was modified so that the punch could compress the rib at the same time the fin was formed by the punch. The modified punch could produce the inner fins having right-angled ribs, however, the spring-back occurred during forming, resulting in the bottom of the fin width being 2.0 mm, while the top of the fin measured 2.20 mm and the depth of the fin measured 6.08 mm.
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Figure 1. Rectangular fins of the plate fin heat exchanger (unit: mm). 
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Figure 2. Shape of die and punch for forming simulation: (a) 3D and (b) 2D (unit: mm). 
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[image: Metals 10 00395 g002]







[image: Metals 10 00395 g003 550] 





Figure 3. Method of mesh generation for blank and die: (a) blank and (b) die and punch. 
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Figure 4. Boundary condition for blank, punch, and die. 
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Figure 5. Progressive forming process for manufacturing inner fin. 






Figure 5. Progressive forming process for manufacturing inner fin.



[image: Metals 10 00395 g005]







[image: Metals 10 00395 g006a 550][image: Metals 10 00395 g006b 550] 





Figure 6. The simulation results in terms of effective stress distribution for the single fin forming by stamping process: (a) first stage—V shape deformation; (b) second stage—V angle of the blank became narrower; (c) third stage—U shape deformation; and (d) last stage—fin shape deformation. 
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Figure 7. The comparison of effective stress according to R1 of die and R2 of the punch: (a) second stage—V angle of the blank became narrower; (b) third stage—U shape deformation; and (c) last stage—fin shape deformation. 
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Figure 8. The comparison of forming load according to R1 of the die and R2 of the punch. 
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Figure 9. Simulation results for second fin forming by stamping process: (a) blank compressed by punch and (b) rib deformation to a round shape. 
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Figure 10. Modified punch for compressing rib: (a) punch shape and(b) simulation result of formed rib. 
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Figure 11. Inner fin sample by progressive forming process: (a) punch and die in Figure 2 and (b) punch and die in Figure 10a. 
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Figure 12. Cross-sectional shape of the formed fin by a digital microscope (unit: mm): (a) punch and die in Figure 2 and (b) punch and die in Figure 10a. 
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Figure 13. The comparison of forming load between the simulation and experiment. 
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Table 1. Mechanical properties of Al1060.
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	Direction of Specimen
	Yield Strength (MPa)
	Tensile Strength (MPa)
	Elongation (%)
	Work Hardening Exponent





	0°
	24.5
	96.5
	25.0
	0.215



	45°
	21.2
	95.3
	22.5
	0.210



	90°
	29.2
	98.3
	24.0
	0.212
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Table 2. Variables of simulation condition about edge radius of the punch and die.






Table 2. Variables of simulation condition about edge radius of the punch and die.





	Edge Radius
	Condition 1
	Condition 2
	Condition 3





	R1
	1.0 mm
	0.7 mm
	0.5 mm



	R2
	0.7 mm
	0.4 mm
	0.2 mm











© 2020 by the author. Licensee MDPI, Basel, Switzerland. This article is an open access article distributed under the terms and conditions of the Creative Commons Attribution (CC BY) license (http://creativecommons.org/licenses/by/4.0/).






media/file4.png
Open

Punch

Bottom die

(a)

Close

b

A

6.1

w, \ \ kY “ .I
N \ " .
e

(b)





media/file30.png
Load (N)

100

- -0 - Experiment
—m— Simulation

m.
75 - i
50 A
25
m__ D
T T T T T T T T T T
00 01 02 03 04 05 06 07 08 09

time (sec)





media/file18.png
S, Mises

SNEG, (fraction = -1.0)

(Avg: 75%)
6.900 x 10?
6.339 x 10}
5.779 X 10}
5.218 x 10}

(c)





media/file21.jpg
Round shaped rib
£ st

First formed fin
(a) (b)





media/file13.png
a b





media/file26.png
FATAT AT L T TN N S

\ \
A \tt\bh&hhilhkg;ubhhibh-

(b)





media/file27.jpg





media/file12.jpg
= 7





media/file3.jpg
Open

Punch

Bottom die

(a)

Close

__10

6.1

66

(b)





media/file22.png
Round shaped rib
Y

R A
v“.-l"\

0u= ]'

First formed fin

(a) (b)






media/file19.jpg
200

—e— Condition 1 (R1=1.0,, R2=0.7)
—e— Condition 2 (R1=0.7 , R2=0.4)|
—u— Condition 3 (R1=0.5 , R2=0.2)
150
Z 100
L
5
50
o e






media/file7.jpg
Move punch






media/file28.png





media/file10.png





media/file14.png
(d)





media/file11.jpg





media/file6.png
partition 1

Y
partition 2

G artition 4
partition 3 P

(a)

.

‘—‘ 4
Ve,

el
N

"" ;-





media/file15.jpg
Rl= 10 mm Rl= 07 mm R1=05 mm
R2= 07 mm R2= 04 mm R2=0.2 mm

(b)





nav.xhtml


  metals-10-00395


  
    		
      metals-10-00395
    


  




  





media/file2.png





media/file20.png
200

150 -

100 -+

Load (N)

50 -

\'-ag'h.h._'_.__._._.

—e— Condition 1 (R1=1.0, R2=0.7)
—&— Condition 2 (R1=0.7 , R2=0.4)
—m— Condition 3 (R1=0.5, R2=0.2)

I I I 1 I
0.3 04 0.5 0.6 0.7
time (sec)





media/file23.jpg
(b)





media/file5.jpg





media/file24.png
(b)





media/file29.jpg
Load (N)

100

75

25

T Experiment
— =~ Simulation

T T
00 0.1

—T—
04 05 06
time (sec)

T T
02 03






media/file1.jpg





media/file16.jpg
sl Ul





media/file25.jpg
%/////4//””//” - @ N\\\\“\&

A LY

(b)





media/file9.jpg





media/file0.png





media/file17.png
RlI=10 mm Rl=07 mm Rl=0.5mm
R2= 0.7 mm R2=04 mm R2= 0.2 mm

(a)

(b)

S, Mises
SNEG, (fraction = -1.0)
(Avg: 75%)

6.900 x 10!
6.339 x 10}
5.779 x 10*
5.218 x 10}
4.658 X 10}
4.097 x 10}
3.537 X 10}
2,976 x 10}
2.416 X 10}
1.855 x 10}
1.295 x 10}
7.340 x 10°
1.735 % 10°
S, Mises

SNEG, (fraction = -1.0)
(Avg: 75%)
6.900 x 10}
6.339 x 10}
5.779 X 10!
218 x 10}

]
©
X

.

T B T g b e
Ywivosonon






media/file8.png
v=6.1mm/s

Move punch

Fix die






