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Abstract: In this study, the phase transformation behaviour of the carburised layer and the matrix of
23CrNi3Mo steel was comparatively investigated by constructing continuous cooling transformation
(CCT) diagram, determining the volume fraction of retained austenite (RA) and plotting dilatometric
curves. The results indicated that Austenite formation start temperature (Ac1) and Austenite for-
mation finish temperature (Ac3) of the carburised layer decreased compared to the matrix, and the
critical cooling rate (0.05 ◦C/s) of martensite transformation is significantly lower than that (0.8 ◦C/s)
of the matrix. The main products of phase transformation in both the carburised layer and the matrix
were martensite and bainite microstructures. Moreover, an increase in carbon content resulted in
the formation of lamellar martensite in the carburised layer, whereas the martensite in the matrix
was still lath. Furthermore, the volume fraction of RA in the carburised layer was higher than that
in the matrix. Moreover, the bainite transformation kinetics of the 23CrNi3Mo steel matrix during
the continuous cooling process indicated that the mian mechanism of bainite transformation of the
23CrNi3Mo steel matrix is two-dimensional growth and one-dimensional growth.

Keywords: 23CrNi3Mo steel; carburised layer; dilatometric curve; bainite transformation kinetics;
transformation behavior

1. Introduction

23CrNi3Mo steel, which is widely used to make hollow drill rods, is a kind of Cr–Ni–
Mo series low-carbon alloy steel [1]. For example, the composition of drill steel utilized by
the internationally renowned drill tool brands Sandvik and Atlas is consistent with that of
23CrNi3Mo steel [2]. Cr–Ni–Mo series low-carbon alloy steel has generated interest from
drilling tool practitioners and scholars [3–5]. Economic and environmental factors neces-
sitate that the service lifetime of machine components and structures are prolonged and
extended. Accordingly, various surface engineering techniques that can endow additional
useful surface properties, such as high strength and wear resistance, have been devised to
meet this demand [6]. Among these techniques, carburizing heat treatment is one of the
most widely applied to improve steel hardness and strength [7–9].

Current research on carburizing heat treatment focuses on the heat treatment process
after carburizing [5,9–11]. The influence of thermal deformation and cold working on
the phase transition of materials is enthusiastic by scholars [12,13], as a conventional
chemical heat treatment method, the effect of carburizing on the phase transition of the
material should also be taken seriously, just like thermal deformation and cold working,
etc. This is due to Several material transformation behaviours must be explored prior
to further processing and heat treatment. Theoretical continuous cooling transformation
(CCT) is important in exploring material transition behaviours because it can provide
the optimal combination of time–temperature–cooling rate to predict the ideal start of
phase transition. Yan [4] researched the gradient microstructure of 23CrNi3Mo carburised
steel under different cooling rates (0.05–3 ◦C/s) and indicated that when continuous
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cooling, microstructure of the carburized Layer is martensite; when the cooling rate is
0.05–0.1 ◦C/s, the microstructure of the core is lower bainite, and the microstructure of
the transition region is a mixed structure of martensite + lower bainite; when the cooling
rate range from 0.1 ◦C/s to 1 ◦C/s, the microstructure of transition area is martensite and
the microstructure of the core is a mixed microstructure of martensite + lower bainite;
when the cooling rate ≥3 ◦C/s, the microstructure of the transition area and the core
are martensite. Jiang et al. [5,9] summarized the microstructure transformation of the
carburizing steel (25Si2MnCrNi2MoV, 23CrNi3Mo), at the cooling rate (0.05–5 ◦C/s), the
transformed microstructure from the surface to the position nearly 1.0 mm are all high
carbon martensite. The microstructures at the transition zone and the matrix change with
the cooling rate. The microstructure consists of martensite and bainite (0.05–0.3 ◦C/s),
while the cooling rate is high than 0.3 ◦C/s, only martensite exists. The network carbide
was formed along the boundary in the microstructure at the surface when the cooling
rate range from 0.05–3 ◦C/s. However, the usual approach in studying transformation
behaviour after carburizing is treating the carburised layer (the surface) and the matrix
(the core) as a whole. This method can conveniently regulate the gradient microstructure
formed by carbon content gradient. However, they failed to treat the carburised layer and
the matrix as two single entities in observing phase transformation characteristics.

In this work, the phase transformation behaviours of a carburised layer and a 23CrNi3Mo
steel matrix were investigated. The carburised layer and the matrix were processed as two
separate specimens. This study aimed to obtain deeper phase transformation data of the
carburised layer and the matrix during continuous cooling. The results provide a reference
for exploring the mechanism of heat treatment process after carburizing.

2. Materials and Methods

The chemical compositions of the alloy are listed in Table 1.

Table 1. Chemical composition of the tested steel (wt. %).

C Si Mn Cr Ni Mo P S Fe

0.23 0.29 0.65 1.29 2.87 0.22 0.001 0.013 Bal.

Specimens were cut via electrical discharge machining into cylinders of 4 mm in
diameter and 10 mm in length. The continuous transformation behaviour of the carburised
layer was evaluated by carburizing some of the specimens. The surface of carburised
specimens was peeled off by 0.4 mm, and carbon content was measured using a carbon–
sulphur spectrometer (LECOCS844, LECO, Michigan, MI, USA). The schematic of the
quartz push rod and sample (Figure 1a). During the experiment, the part in contact with
and measured by the quartz push rod was an outer ring with a thickness of 0.4 mm. The
carbon content of the outer ring after carburisation was 0.73% (Figure 1b), which is similar
to that reported in the literature [9,11,14].

The Ac1 and Ac3 of the steel were measured using a DIL402C dilatometer (Netzsch,
Selb, Germany). Dilatometric curves were tested on a DIL805A/D dilatometer (Netzsch,
Selb, Germany). The specimens were heated up to 920 ◦C at a rate 80 ◦C/s for 15 min.
Subsequently, the specimens were continuously cooled to room temperature at a rate of
0.02, 0.03, 0.05, 0.08, 0.1, 0.2, 0.4, 0.8, 1, 3, 5 and 15 ◦C/s. The hardness was tested using
a Vickers tester model HVS-1000 under an applied load of 9.8 N for 10 s, Specimens for
metallographic examination were mechanically polished and etched with 4% nitric acid
alcohol solution and analysed via OM and scanning electron microscopy (SEM, Zeiss
SUPRA-40, Oberkochen, Germany). The volume fraction of retained austenite (RA) was
determined using an X-350 stress tester (AST, Handan, China).
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Figure 1. (a) Quartz push-rod diagram, (b) carbon content of the carburised sample and the origi-
nal sample. 
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at the rates of 3 °C/s and 5 °C/s were analysed to explain these differences. 
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stage, and volume increased as temperature increased. The radial change of the specimens 
at this stage was approximately linear. As temperature increased to 470 °C, the dilatomet-
ric curve of the carburised layer showed a nonlinear change. As temperature decreased 
from 920 °C to about 340 °C, a similar linear contraction behaviour was observed in both 
curves, and they showed similar length changes (Figure 2b). The contraction in the two 
curves reversed with further cooling. The dilatometric curve sharply turned because the 
volume expansion caused by martensitic transformation was considerably larger than the 
volumetric shrinkage caused by the decrease in temperature [15]. 
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Figure 2. (a) Dilatometric curves of the carburised layer and the matrix at the heating stage, (b) 
dilatometric curve of the carburised layer and the matrix. 

Carbide precipitation is beneficial to reduce the degree of lattice distortion, such 
modifications affect the expansion coefficient of alloys. When the volumes of carbide pre-
cipitation are small, it difficult to observe whether the expansion coefficient of the alloy 
had changed by the dilatometric curve. As shown in Figure 3a, the carbide precipitation 
in the matrix has a certain orientation, part of the carbide forms a certain angle with the 
ferrite, and the rest is in a parallel relationship with the ferrite. Figure 3b indicated that 
the high carbon content makes the carbide precipitation in the carburized layer during the 
heating stage was stronger than that in the matrix, large amounts of carbide precipitates 
resulted in nonlinear changes in the dilatometric curve of the carburised layer. During the 
cooling stage, the difference in carbon content of the carburised layer and the matrix led 
to the difference in their dilatometric curves by affecting phase transition. The increase in 

Figure 1. (a) Quartz push-rod diagram, (b) carbon content of the carburised sample and the original
sample.

3. Experimental Results and Analysis
3.1. Differences in Dilatometric Curves between the Carburised Layer and the Matrix

As shown in Figure 2, the dilatometric curves of both the carburised layer and the
matrix exhibited different characteristics. The dilatometric curves of the samples cooled at
the rates of 3 ◦C/s and 5 ◦C/s were analysed to explain these differences.
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Figure 2. (a) Dilatometric curves of the carburised layer and the matrix at the heating stage, (b)
dilatometric curve of the carburised layer and the matrix.

The dilatometric curves of both the carburised layer and the matrix during the heating
stage are plotted in Figure 2a. Their dilatometric curves coincided in the early heating
stage, and volume increased as temperature increased. The radial change of the specimens
at this stage was approximately linear. As temperature increased to 470 ◦C, the dilatometric
curve of the carburised layer showed a nonlinear change. As temperature decreased
from 920 ◦C to about 340 ◦C, a similar linear contraction behaviour was observed in both
curves, and they showed similar length changes (Figure 2b). The contraction in the two
curves reversed with further cooling. The dilatometric curve sharply turned because the
volume expansion caused by martensitic transformation was considerably larger than the
volumetric shrinkage caused by the decrease in temperature [15].

Carbide precipitation is beneficial to reduce the degree of lattice distortion, such
modifications affect the expansion coefficient of alloys. When the volumes of carbide
precipitation are small, it difficult to observe whether the expansion coefficient of the alloy
had changed by the dilatometric curve. As shown in Figure 3a, the carbide precipitation
in the matrix has a certain orientation, part of the carbide forms a certain angle with the
ferrite, and the rest is in a parallel relationship with the ferrite. Figure 3b indicated that
the high carbon content makes the carbide precipitation in the carburized layer during the
heating stage was stronger than that in the matrix, large amounts of carbide precipitates
resulted in nonlinear changes in the dilatometric curve of the carburised layer. During the
cooling stage, the difference in carbon content of the carburised layer and the matrix led
to the difference in their dilatometric curves by affecting phase transition. The increase in
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carbon content reduced the starting temperature of martensitic transformation (Ms) of the
carburised layer.
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Figure 3. SEM micrographs of the matrix, (a) and the carburised layer, (b) heated to 550 ◦C and
quickly cooled (15 ◦C/s) to room temperature.

3.2. Microstructural Analysis

According to the steel’s undercooled austenite transformation temperature range
and transformation characteristics, and the microstructure and mechanical properties of
the transformation products, the undercooled austenite transformation is divided into
pearlite transformation, bainite transformation and martensite transformation. The pearlite
transformation is a diffusion-type phase transition, which is usually carried out under the
conditions of high temperature and slow cooling rate, this is because it requires sufficient
diffusion of atoms (iron atoms, carbon atoms) to occur. Bainite transformation is often
referred to as mid-temperature transition. In the bainite transformation temperature range,
it is difficult for iron atoms to diffuse, while carbon atoms can continue to diffuse. As the
cooling rate increases and the temperature decreases, a third type of phase transition will
occur, which is completely different from pearlite transformation and bainite transforma-
tion. This non-diffusion coherent shear transition is named martensite transformation.
Combining the dilatometric curve, microstructure and hardness to determine the type of
phase transition is a common method.

3.2.1. Microstructures of the Carburised Layer

The typical cooling curves of the carburised layer and their corresponding microstruc-
tures are displayed in Figures 4 and 5. The hardness curves of the matrix and the carburised
layer at different cooling rates are plotted in Figure 10.

At a very slow cooling rate (0.02 ◦C/s), a mixed microstructure of bainite, martensite
and pearlite were achieved (Figure 4a). An enlarged view of bainite in Figure 4a is shown
in Figure 4f, which shows that the characteristic microstructures of lamellar bainite and
martensite was black fine needle. The massive black structure observed in Figure 4a
was pearlite, according to the SEM micrograph in Figure 4e, this structure was a layered
complex composed of alternately stacked thin layers of ferrite and cementite. Although the
pearlite was observed in the microstructure, there is no signal of pearlite transformation
on the cooling curve. This is because the specific volume of pearlite is small, and the
quantity of the pearlite transformation is less. When the cooling rate increase to 0.05 ◦C/s,
the transformation start temperature turned to 190 ◦C (Figure 5b), and the microstructure
exhibited the trait of lamellar martensite (Figure 4b). As the cooling rate further increased,
only exists martensite microstructure and became finer (Figure 4c,d), also the Ms point
decrease with the cooling rate increase, the phase transformation driving force increase
caused by the cooling rate increase is responsible for the both changes. Pay attention to
0.02 ◦C/s, the Ms point (155 ◦C) substantially decreased because bainite transformation
occurred. During bainite transformation, carbon atoms must redistribute in austenite by
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diffusion to form carbon-rich and carbon-poor regions to meet the carbon content required
for the nucleation of the new phase. After bainite transformation, part of the untransformed
austenite is transformed into martensite in the subsequent cooling process. However, as
carbon content increases, the Ms point decreases. As mentioned above, the observed
microstructures corresponded well with the results of dilatometry and hardness tests, and
conclude that the critical cooling rate of martensite transformation is 0.05 ◦C/s.
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3.2.2. Microstructures of the Matrix

Under different cooling rates, the transformation product of austenite changed to
ferrite + granular bainite→ granular bainite + lath martensite→ lath martensite.

As can be observed from the SEM micrograph in Figure 6a, the microstructure was
granular bainite, and some small island particles were distributed in the massive ferrite. As
shown in Figure 7a, at about 646 ◦C, a knee point was observed in the dilatometric curve
of 0.02 ◦C/s, indicating that the ferrite formed before bainite transformation. As shown in
Figure 7b, within the cooling rate range of 0.1–15 ◦C/s, the dilatometric curves showed a
similar contraction feature, and both martensite and bainite transformations displayed a
similar temperature characteristic, in terms of the phase transition starting temperature.
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Therefore, 0.8 °C/s was determined to be the critical cooling rate for martensitic transfor-
mation. Figure 8 indicated that the martensite of the carburised layer was finer than that 
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Figure 7. The dilatometric curves of the matrix when the cooling rate at 0.02 ◦C/s (a) and range from
0.1 ◦C/s to 15 ◦C/s (b).

The formation of granular bainite is associated with high temperature, slow cooling
rates, high carbon activity gradients and high carbon diffusion rates. These factors lead
to the appearance of carbon-poor and carbon-rich regions in the parent austenite before
bainitic transformation occurs. When temperature decreases within the moderate range of
bainite, ferrite nucleates in the carbon-poor regions and grows separately. As ferrites grow,
meet and merge with each other, a ferrite matrix is then formed. Consequently, the area
of carbon-rich austenite among massive ferrite gradually reduces, resulting in numerous
isolated islands of the carbon-rich austenite. The shape and dimension of the carbon-rich
austenite islands depend on the growth of massive ferrite around. Therefore, the shape and
dimension tend to be irregular. In the subsequent cooling process, the chemical driving
force for the transformation increases as temperature decreases. The islands of the carbon-
rich austenite mainly decompose into ferrite and cementite and retains a small amount of
RA [16].

As the cooling rate reached 0.1 ◦C/s, the microstructure turned to a mixture of lath
martensite and granular bainite (Figure 6b). As the cooling rate further increased to
0.4 ◦C/s, the trait of the lath martensite became quite obvious (Figure 6c). When the cool-
ing rate reached 0.8 ◦C/s, the hardness curve of the matrix had a step growth (Figure 10),
and only martensite existed in the microstructure (Figure 6d). Follow the cooling rate
further increased, the hardness (490 HV) and microstructure no longer remarkably changed.
Therefore, 0.8 ◦C/s was determined to be the critical cooling rate for martensitic trans-
formation. Figure 8 indicated that the martensite of the carburised layer was finer than
that of the matrix, this is in agreement with other results described in the literature [17].
The differences in microstructure morphology were attributed to differences in carbon
content, resulting in different volumetric strain energies. Moreover, the rectangularity of
martensite increases as carbon content increased. Both of these properties affect martensite
morphology to a large extent.
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3.3. CCT Diagram Analysis

The temperature of phase transition was determined via the expansion method. Along
with the results of microstructural observation in the previous section, the CCT diagram of
both the carburised layer and the 23CrNi3Mo steel matrix were constructed (Figure 9). The
thermal expansion method is commonly used to determine phase transition temperature.
This method applies different principles of thermal expansion coefficient and specific
volume to determine thermal differences. The specific volume of each phase followed the
order of austenite < ferrite < pearlite < bainite < martensite, but the opposite order was
observed for the coefficient of thermal expansion. Therefore, in the phase transformation
process of steel, ferrite precipitation and austenite decomposition into pearlite, bainite or
martensite are all accompanied by volume expansion [18].
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Figure 9. (a) CCT diagram of the matrix, and (b) CCT diagram of the carburised layer.

As one of the most important reference for production, CCT diagrams provide impor-
tant information for designing heat treatment processes. Figure 9 shown the CCT diagrams
of both the carburised layer and the 23CrNi3Mo steel matrix. During the continuous
cooling process, bainite and martensite were found to be the main phase transformation
products. Due to the differences in carbon content, their phase transition temperatures and
the critical cooling rate of phase transition were vastly different. In the carburised layer,
bainite transformation moved to the right owing to its high carbon content, and bainite
could only be obtained at cooling rates lower than 0.05 ◦C/s. By contrast, in the matrix,
bainite transformation occurred within a broader cooling rate range, and the critical cooling
rate of martensitic transformation was 0.8 ◦C/s. The phase transformation temperatures
are listed in Table 2.

Table 2. The phase transition temperature points of the carburised layer and the matrix.

Series Ac1/◦C Ac3/◦C Ms/◦C Mf/◦C

carburised layer 716 743 180 -
matrix 757 778 340 255

The Ac1 and Ac3 values of the carburised layer considerably declined compared with
those of the matrix (Table 2). Austenite formation is related to carbon atom diffusion [19].
The decline in Ac1 and Ac3 values was primarily caused by the differences in carbon atom
diffusion between the carburised layer and the matrix. The carbon content decreased from
the surface to the core and, by extension, the diffusion coefficient. Therefore, pushing
austenite transformation to a higher temperature. Due to the differences in carbon content,
a gradient of austenitizing temperature was observed from the carburised layer to the
matrix. The surface layer with a higher carbon content was austenitised in lower tempera-
tures during the heat treatment process, and the surface often reached the predetermined
temperature faster than the core (especially for large-sized workpieces). These means that
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during the heat treatment process, the austenitizing time of carburised layer is longer than
the subsurface layer and the core of the workpiece.

When the cooling rates higher than 0.05 ◦C/s, the endpoint of the martensite transfor-
mation (Mf) could not be found in the CCT diagram of the carburised layer (Figure 9b), and
volume fraction of RA in the carburised layer was higher than that in the matrix (Figure 10).
The increase in carbon content not only caused the Ms point to decrease [18], also makes
martensite transition more completes. As the cooling rate further increased, the volume
fraction of RA in the carburised layer tended to decrease because of the increase in the
driving force for phase transition, which in turn, was caused by the increase in cooling rate.
At cooling rates lower than 0.05 ◦C/s, the carbon content did not alter the volume fraction
of RA in the microstructure.

Metals 2021, 11, x FOR PEER REVIEW 9 of 13 
 

 

When the cooling rates higher than 0.05 °C/s, the endpoint of the martensite transfor-
mation (Mf) could not be found in the CCT diagram of the carburised layer (Figure 9b), and 
volume fraction of RA in the carburised layer was higher than that in the matrix (Figure 10). 
The increase in carbon content not only caused the Ms point to decrease [18], also makes 
martensite transition more completes. As the cooling rate further increased, the volume frac-
tion of RA in the carburised layer tended to decrease because of the increase in the driving 
force for phase transition, which in turn, was caused by the increase in cooling rate. At cool-
ing rates lower than 0.05 °C/s, the carbon content did not alter the volume fraction of RA in 
the microstructure. 

0 0.02 0.03 0.05 0.08 0.1 0.2 0.4 0.8 1 3 5 15
0.00
0.02
0.04
0.06
0.08
0.10
0.12
0.14
0.16
0.18
0.20
0.22
0.24
0.26

V
o;

um
e 

fr
ac

tio
n 

of
 R

A

Cooling rate /( /s)℃

  RA of the Matrix 

  RA of the Carburized 

300

350

400

450

500

550

600

650

700

750

800

850

900
 Hardness of the Matrix

 Hardness of the Carburized 

H
ar

dn
es

s 
/H

V
1

 

 
Figure 10. The volume fraction of RA and hardness of the matrix and the carburised layer. 

3.4. Kinetics of Matrix Bainite Transformation 
Figure 11a indicated that the higher the cooling rate was, the lower the starting tem-

perature of bainite transformation would be. This was because the nucleation rate of bain-
ite is affected by atom diffusion at γ-grain boundaries. Growth rate is affected by the dif-
fusion rate of C-atom from the γ-side of the γ–bainite interface to the γ–phase far away 
from the interface [20]. The main factor that affects C atom diffusion is undercooling, 
which depends on the cooling rate. A faster cooling rate leads to greater undercooling and 
stronger driving force of phase transformation; hence, phase transformation is easier at 
low temperatures. Sung et al. [21] proposed that the different microstructural characteris-
tics of bainite may be attributed to differences in phase transformation temperatures. The 
present study also investigated the bainite transformation kinetics of the 23CrNi3Mo steel 
matrix by exploring the mechanism of nucleation and growth mode of bainite under dif-
ferent cooling rates. 

-100 0 100 200 300 400 500 600 700 800 900 1000
-60

-40

-20

0

20

40

C
ha

ng
e 

in
 le

ng
th

 /u
m

Temperature /℃

 0.02 /s℃

 0.05 /s℃

  0.1 /s℃

(a)

BsB422 ℃

BsB403 ℃

 

BsB463 ℃

280 300 320 340 360 380 400 420 440 460 480
-0.1
0.0
0.1
0.2
0.3
0.4
0.5
0.6
0.7
0.8
0.9
1.0
1.1

fb

Temperature /℃

 0.02 /s℃

 0.05 /s℃

 0.1 /s℃

(b)
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3.4. Kinetics of Matrix Bainite Transformation

Figure 11a indicated that the higher the cooling rate was, the lower the starting
temperature of bainite transformation would be. This was because the nucleation rate
of bainite is affected by atom diffusion at γ-grain boundaries. Growth rate is affected by
the diffusion rate of C-atom from the γ-side of the γ–bainite interface to the γ–phase far
away from the interface [20]. The main factor that affects C atom diffusion is undercooling,
which depends on the cooling rate. A faster cooling rate leads to greater undercooling and
stronger driving force of phase transformation; hence, phase transformation is easier at low
temperatures. Sung et al. [21] proposed that the different microstructural characteristics of
bainite may be attributed to differences in phase transformation temperatures. The present
study also investigated the bainite transformation kinetics of the 23CrNi3Mo steel matrix
by exploring the mechanism of nucleation and growth mode of bainite under different
cooling rates.
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Metals 2021, 11, 48 10 of 12

The bainite transformation is a complicated process accompanied by nucleation and
growth [22]. During continuous cooling, the particular activation energy for each trans-
formed volume fraction (fb) may inconsistent, this is different from isothermal process. The
activation energy corresponding to a fixed fb was used to describe the variable activation
energy, calculated by a Kissinger analysis [23,24],

ln

(
T2

fb

ϕ

)
=

Efb

RTfb

+C (1)

where Tfb
is the temperature corresponding to the Bainite transformation volume fraction,

ϕ is the cooling rate, Efb
is the activation energy, R is the gas constant and C is constant.

The activation energy (Efb
) is regarded as the slope of the straight line in a plot between

ln
(

T2
fb
ϕ

)
and 1/Tfb

. The local activation energy for each fb can be obtained on the basis of

the diatometric data (Figure 11b), Figure 12a shown the local activation energy for each fb
at different cooling rates, indicates that the bainite transformation becomes easier with the
increasing of its volume fraction and cooling rate.
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Figure 12. (a) Relationship between local activation energy and volume fraction of bainite transfor-
mation, (b) relationship between local Avrami exponent and the bainite transformed volume fraction.

The bainite transformation Kinetics under non-isothermal conditions has been mod-
eled by the modified Johnson-Mehl-Avrami (JMA) equation, which is expressed as fol-
lows [24–26],

fb= 1− exp
(
(−kt)n)= 1− exp{ − [

k(T − T0)

ϕ
]
n
} (2)

where T is the temperature at a fixed state of transformation, T0 is the onset temperature of
bainite transformation, n is the Avrami exponent, and k is a new frequency factor that can
be expressed as,

k = k0 exp
(
− E

RT

)
(3)

where k0 is a constant. The JMA equation can be simplified to obtain Equation (4) [27]:

n =− R∂ln[− ln(1 − fb)]

Efb
∂(1/T)

. (4)

Avrami exponent n is widely used to reflects the phase transition mechanism. The
dilatometric curves in Figure 11a were processed to obtain the fb− T curve (Figure 11b).
The dynamic data were fitted using the Origin software, with 1/T as the abscissa and
ln[− ln(1 − fb)] as the ordinate, and the slope is nE/R. Finally, the Avrami exponent n at
the three cooling rates were derived (Figure 12b).

The new crystal nucleus at the grain boundary is restricted by adjacent crystal grains,
and the edge cannot extend forward. Therefore, they can only grow in the direction
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perpendicular to the grain interface along the one-dimensional mode. When new crystal
nuclei grow along the axis direction of the crystal edges, the growth also be limited by the
adjacent grains and follow the two-dimensional mode. New crystal nuclei at crystal corners
will grow without restriction in any direction, and the growth model is three-dimensional
model [23].

As shown in Figure 12b, when 0 < fb < 0.2, n is larger than 4, which is anoma-
lous and has no physical meanings for bainite nucleation and growth [26,28]. When
0.2 < fb < 0.8, Avrami exponent n lies between 0.5 and 3, indicated that the mian mecha-
nism of bainite transformation of the 23CrNi3Mo steel matrix is two-dimensional growth
and one-dimensional growth.

4. Conclusions

In this study, the phase transformation behaviour of the carburised layer and the
matrix of 23CrNi3Mo steel was comparetively investigated. The continuous cooling trans-
formation (CCT) diagram, the volume fraction of retained austenite (RA) and dilatometric
curves of both the carburised layer and the matrix were obtained. The main conclusions
were drawn as follows:

(1) The critical temperatures (Ac1, Ac3, Ms and Mf) of the matrix were as follows:
Ac1 = 737 ◦C, Ac3 = 770 ◦C, Ms = 340 ◦C, Mf = 255 ◦C. However, unlike those of the
matrix, all of the critical temperatures of the carburised layer decreased as follows:
Ac1 = 716 ◦C, Ac3 = 755 ◦C, Ms = 180 ◦C.

(2) The main products of undercooled austenite transformation were bainite and marten-
site microstructures. The critical cooling rate of martensite transformation of the
carburised layer and the matrix was 0.05 ◦C/s, and 0.8 ◦C/s, respectively. The lamel-
lar martensite of the carburised layer was finer than the lath martensite of the matrix.

(3) During the cooling process at low cooling rates, the volume fraction of RA in both
matrix and the carburised layer were almost the same. However, as the cooling rate
was more than 0.08 ◦C/s, the volume fraction of RA in the carburised layer is higher
than that of matrix.

(4) The main mechanisms of bainite transformation of the 23CrNi3Mo steel matrix are
two-dimensional growth and one-dimensional growth.
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