

  Influence of Solution Treatment Temperature on Microstructural Properties of an Industrially Forged UNS S32750/1.4410/F53 Super Duplex Stainless Steel (SDSS) Alloy




Influence of Solution Treatment Temperature on Microstructural Properties of an Industrially Forged UNS S32750/1.4410/F53 Super Duplex Stainless Steel (SDSS) Alloy







Metals 2017, 7(6), 210; doi:10.3390/met7060210




Article



Influence of Solution Treatment Temperature on Microstructural Properties of an Industrially Forged UNS S32750/1.4410/F53 Super Duplex Stainless Steel (SDSS) Alloy



Vasile Dănuț Cojocaru 1, Nicolae Șerban 1, Mariana Lucia Angelescu 1,*, Mihai Cosmin Cotruț 1, Elisabeta Mirela Cojocaru 1 and Adrian Nicolae Vintilă 2





1



Materials Science and Engineering Faculty, University POLITEHNICA of Bucharest, Bucharest 060042, Romania






2



FORJA ROTEC Ltd., Buzău 120224, Romania









*



Correspondence: Tel.: +40-21-402-9531; Fax: +40-21-316-9562







Academic Editor: Rebecca L. Higginson



Received: 27 March 2017 / Accepted: 2 June 2017 / Published: 7 June 2017



Abstract:



In this present study, the influence of solution annealing temperature on microstructural properties of a forged Super Duplex Stainless Steel (SDSS) was investigated by SEM-BSE (Scanning Electron Microscopy-Backscattered Electrons) and SEM-EBSD (Scanning Electron Microscopy-Electron Backscatter Diffraction) techniques. A brief solution treatment was applied to the forged super duplex alloy, at different temperatures between 800 °C and 1100 °C, with a constant holding time of 0.6 ks (10 min). Microstructural characteristics such as nature, weight fraction, distribution and morphology of constituent phases, average grain-size and grain misorientation were analysed in relation to the solution annealing temperature. Experimental results have shown that the constituent phases in the SDSS alloy are δ-Fe, γ-Fe and σ (Cr-Fe) and that their properties are influenced by the solution treatment temperature. SEM examinations revealed microstructural modifications induced by the Cr rich precipitates along the δ/γ and δ/δ grain boundaries, which may significantly affect the toughness and the corrosion resistance of the alloy. Solution annealing at 1100 °C led to complete dissolution of σ (Cr-Fe) phase, the microstructure being formed of primary δ-Fe and γ-Fe. The orientation relationship between δ/δ, γ/γ and δ/γ grains was determined by electron back scattering diffraction (EBSD). Both primary constituent phase’s microhardness and global microhardness were determined.
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1. Introduction


Super Duplex Stainless Steels (SDSS) are known to exhibit high mechanical and corrosion resistance properties, which recommend them to be used in hard exploitation conditions, such as those encountered in oil, chemical, marine and nuclear industrial fields [1,2,3,4,5,6,7,8]. A less favourable aspect is the poor hot ductility of SDSS, which makes their hot working to be very difficult [9,10,11]. Besides chemical composition, thermo-mechanical treatments have a significant influence on the properties of SDSS, hence the importance of studying this subject in order to improve their behaviour during industrial processing and exploitation. It has been shown that the high alloying content in these steels increases the risk of precipitation of intermetallic phases, with a negative effect on the corrosion resistance and ductility [5,6,7]. For example, it was reported that precipitation of sigma phase determines the formation of Cr-depleted zones [12,13], leading to a decrease of mechanical and corrosion resistance and finally to premature failure [14,15,16,17,18,19,20]. The microstructural evolution of SDSS after hot deformation and subsequent solution annealing is very important for preventing the formation of deleterious intermetallic phases and, therefore, the easiest solution to achieve the desired properties seems to be a proper control of thermo-mechanical treatment [21,22,23,24,25]. The solution annealing improves the mechanical and corrosion characteristics of SDSS by dissolving the secondary deleterious phases at high temperatures, but also the annealing temperature can affect the δ-Fe and γ-Fe phases proportion, modifying this way the alloying elements partitioning in the two phases (δ-Fe being enriched in Cr and Mo and γ-Fe in N) and consequently the corrosion resistance of each phase [1,26]. In this regard, studying the correlation between the solution treatment parameters and microstructural characteristics can be very helpful [27,28,29].



The present work aims to study the microstructural evolution during a brief solution heat treatment applied to a commercial UNS S32750/1.4410/F53 SDSS alloy, which was previously forged in industrial conditions, with the purpose of improving the forging process and the quality of forged products. By varying the solution treatment temperature between 800 °C and 1100 °C, several microstructural states were obtained. The holding time was always the same, 0.6 ks (10 min). The component phases in different conditions of thermo-mechanical processing were identified and characterized by means of SEM-BSE (Scanning Electron Microscopy-Backscattered Electrons) and SEM-EBSD (Scanning Electron Microscopy-Electron Backscatter Diffraction) techniques, in order to establish the influence of solution annealing temperature on microstructural properties.




2. Materials and Methods


The investigated UNS S32750/1.4410/F53 Super Duplex Stainless Steel (SDSS) alloy has been industrially forged in the 1250–1050 °C temperature range, starting from an initial polygonal ingot with an equivalent diameter of about 800 mm and a total mass of 8.6 t, at FORJA ROTEC Ltd., Buzau, Romania. The industrial forging process was performed in 7 consecutive steps, with 6 intermediary reheating stages, until a final 350 mm square section bar was obtained. After forging, the furnace was turned off and the forged bar was introduced inside and slowly cooled, up to the ambient temperature.



After forging, the bar is designated for the production of special flanges for petrochemical industry, by mechanical machining. The chemical composition (wt %) of the investigated SDSS alloy UNS S32750/1.4410/F53, determined by optical emission spectrometry (OES), was C 0.023, Si 0.522, Mn 0.998, P 0.021, S 0.012, Cr 24.864, Ni 7.102, Mo 4.216, Cu 0.322, W 0.795, N 0.284 and balance Fe.



From the initial forged bar, at 0.5 m from the forward end, a slice of approx. 3 cm thickness was cut (Figure 1a). From this slice, at 1/3 from each slice corner, 5 cm × 5 cm sampling areas were cut, in order to obtain samples for further processing by solution treating, with the aim of investigating the microstructural changes registered (Figure 1b). Parallelepiped shaped samples, with approx. dimensions of 20 mm × 10 mm × 5 mm, were used for solution treating processing.


Figure 1. (a) Sample reference frame FD-ND-TD (FD—forging direction, ND—normal direction, TD—transverse direction), 1—forged bar, 2—forging anvils; (b) Forged bar slice showing the location of area sampling.
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The solution treatment temperatures were chosen taking into account that at temperatures below 1100 °C secondary phases may precipitate, as σ (Cr-Fe), Cr2N and γ2-Fe (secondary austenite), with high negative effects on the corrosion resistance of SDSS alloy [25,26,27,28,29]. Four solution treatment temperatures were selected: 800 °C, 900 °C, 1000 °C and 1100 °C. Considering the sample dimensions and the rapid dissolution kinetics of deleterious secondary phases [14], the solution treatment duration was set to 10 min (0.6 ks) for all treatments, including also the transitory time needed to reach the heat treatment temperature (the samples being fed into the preheated furnace) and the time required for temperature homogenization. At the end of heating, the temperature of each sample was verified by using a laser pyrometer and, after that, the samples were water-quenched (WQ), to preserve the microstructure from high-temperature to ambient-temperature and also to limit intermetallic precipitates formation [30,31,32,33].



Samples from all processed states (as-forged; solution-treated at 800 °C for 0.6 ks; solution-treated at 900 °C for 0.6 ks; solution-treated at 1000 °C for 0.6 ks and solution-treated at 1100 °C for 0.6 ks) were cut and metallographically polished for microstructural analysis. The samples were hot-mounted in conductive phenolic powder (150 °C—0.42 ks) and metallographically grinded down from 180 to 1200-grit SiC paper, in 6 steps (60 s/step), then polished with 6 μm and 1 μm polycrystalline diamond suspension (180 s/step), followed by super-polishing with 0.5 μm and 0.05 μm alumina suspension (120 s/step) and finally vibro-polishing with 0.02 μm colloidal silica (3.6 ks).



The microstructure was investigated by SEM-BSE and SEM-EBSD techniques, with the purpose of observing the microstructural changes produced during the thermo-mechanical processing. The SEM microscope—TESCAN Vega II-XMU SEM (TESCAN, Brno, Czech Republic) was fitted with a BRUKER Quantax e-Flash EBSD detector. The following parameters were used: 320 × 240 pixels resolution, 10 ms acquisition time/pixel, 1 × 1 binning size and less than 0.5% zero solutions.



In order to identify all phases, the SEM-EBSD analysis was applied. The γ-Fe phase was indexed in Fm-3m-225 cubic system, with a lattice parameter a = 3.66 Å, the δ-Fe phase was indexed in Im-3m-229 cubic system, with a lattice parameter a = 2.86 Å and the σ (Cr-Fe) phase was indexed in P42/mnm-136 tetragonal system, with lattice parameters a = 8.80 Å and c = 4.54 Å. No other phases (chi, nitrides, carbides, etc.) were detected for the investigated UNS S32750/1.4410/F53 SDSS alloy.



In order to compute the weight fractions of δ-Fe, γ-Fe and σ (Cr-Fe) phases, the following procedure was applied: for each microstructural state, 10 arbitrary SEM-EBSD images were acquired at identical magnification, with the following parameters: EBSD 160 × 120 pixels resolution, 5 ms acquisition time/pixel, 1 × 1 binning size; in each SEM-EBSD image the fractions of phases were quantified; the data obtained was statistically analysed, to determine the standard deviation for each component phase.



All samples (as-forged and solution-treated for 0.6 ks at 800 °C, 900 °C, 1000 °C and 1100 °C) were also microhardness-investigated using a Wilson-Wolpert 401MVA equipment (Wilson Hardness, Norwood, MA, USA.), by applying testing forces of 10 gf (HV0.01) for evaluating the microhardness of γ-Fe and δ-Fe phases and 100 gf (HV0.1) for evaluating the global microstructure microhardness and using a dwell time of 30 s for each test. In all cases, a number of 15 measurements were performed and after eliminating the minimum and the maximum values obtained, using the remaining data the average value of Vickers microhardness was calculated.




3. Results and Discussion


The microstructure of SDSS alloys usually contain a mixture of primary phases, such as δ-Fe (ferrite) and γ-Fe (austenite), and other secondary phases, such as: σ (Cr-Fe) (sigma), χ (chi), Cr2N (chromium nitride), M23C6 (carbides) and γ2-Fe (secondary austenite) [27,28,29,30,31,32].



In the case of UNS S32750/1.4410/F53 SDSS alloy thermo-mechanically processed by the procedure as described above, the microstructure consisted of δ-Fe and γ-Fe primary phases and of σ (Cr-Fe) secondary phase (Figure 2). By examining the as-forged microstructural state in both investigated areas (Figure 2a), it can be seen that σ (Cr-Fe) phase is dispersed at grain boundaries of primary phases (δ-Fe and γ-Fe). Although δ-Fe and γ-Fe primary phases are distinguishable also by SEM-BSE [14], due to their close chemical composition, it is easier to distinguish and characterize them using the SEM-EBSD analysis.


Figure 2. SEM-BSE micrographs of: (a) as-forged UNS S32750/1.4410/F53 SDSS alloy; (b) solution-treated (ST) at 800 °C for 0.6 ks; (c) ST at 900 °C for 0.6 ks; (d) ST at 1000 °C for 0.6 ks; (e) ST at 1100 °C for 0.6 ks.
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The fraction of σ (Cr-Fe) phase is higher for solution temperatures of 800 °C (Figure 2b), 900 °C (Figure 2c) and 1000 °C (Figure 2d), compared with the as-forged microstructure (Figure 2a). A higher fraction of σ (Cr-Fe) phase was obtained for solution treatment temperatures of 800 °C and 900 °C. The solution treatment temperature of 1100 °C (Figure 2e) led to a microstructure consisting only of primary δ-Fe and γ-Fe phases.



Figure 3 shows the composite phase distribution maps for the following microstructural states: as-forged (Figure 3a), solution-treated at 800 °C for 0.6 ks (Figure 3b), solution-treated at 900 °C for 0.6 ks (Figure 3c), solution-treated at 1000 °C for 0.6 ks (Figure 3d) and solution-treated at 1100 °C for 0.6 ks (Figure 3e).


Figure 3. SEM-EBSD Pattern Quality (PQ) and composite phase distribution map of: (a) as-forged UNS S32750/1.4410/F53 SDSS alloy; (b) solution-treated (ST) at 800 °C for 0.6 ks; (c) ST at 900 °C for 0.6 ks; (d) ST at 1000 °C for 0.6 ks; (e) ST at 1100 °C for 0.6 ks.
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It can be seen that, in all cases, the microstructure consisted of δ-Fe phase as matrix phase, containing a dispersed, irregular, elongated γ-Fe phase. As observed, the σ (Cr-Fe) phase is located at δ-Fe/γ-Fe grain boundaries (Figure 3a–d). The SEM-EBSD analysis confirmed that a solution treatment temperature of 1100 °C led to a microstructure formed only of primary δ-Fe and γ-Fe phases, no σ (Cr-Fe) phase being detected.



Figure 4 shows higher-magnification SEM-EBSD images for as-forged, solution-treated at 800 °C, 900 °C and 1000 °C investigated microstructural states. As observed, in all cases the microstructure consisted of a mixture of δ-Fe, γ-Fe and σ (Cr-Fe) grains. The as-forged microstructural state (Figure 4a) showed high-size δ-Fe and γ-Fe grains and small-size σ (Cr-Fe) grains, the average grain-size of σ (Cr-Fe) phase being situated close to 3 μm. The σ (Cr-Fe) phase is formed during the slow cooling of forged product, due to chromium diffusion towards grain boundaries. For instance, in the case of a stabilized AISI 347 austenitic stainless steel under heat treatments, it was shown that σ (Cr-Fe) phase precipitation is a very slow process and usually small grains and very low proportions are obtained during slow cooling [34]. It was also reported that, for a type 316FR austenitic stainless steel weld metal under isothermal ageing treatments, σ-phase usually precipitates around grain inclusions, incoherent grain boundaries and δ-Fe/ γ-Fe grain boundaries region [35].


Figure 4. SEM-EBSD images of composite phases map distribution for all detected phases in the case of: (a) as-forged UNS S32750/1.4410/F53 SDSS alloy; (b) solution-treated (ST) at 800 °C for 0.6 ks; (c) ST at 900 °C for 0.6 ks; (d) ST at 1000 °C for 0.6 ks.
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The solution treatment temperature of 800 °C (Figure 4b) led to an increased grain-size of σ (Cr-Fe) phase and to a higher fraction of σ (Cr-Fe) phase, with an average grain-size close to 8–9 μm. By increasing the solution treatment temperature at 900 °C (Figure 4c), the fraction of σ (Cr-Fe) phase raised, but the average grain-size of σ (Cr-Fe) phase diminished. This could be explained considering the fact that locally, during heating at temperatures higher than 850 °C, δ-Fe partially transforms to γ-Fe and σ (Cr-Fe) phases, new σ precipitate nuclei appearing at grain boundaries [36,37] and starting to grow. On the other hand, it was also reported that σ phase becomes unstable above 860 °C, the σ grains starting to dissolve when the temperature is increased above this value, but they do not disappear completely until 985 °C [36,37]. A solution treatment temperature of 1000 °C led to decreasing of both weight fraction and average grain-size of σ (Cr-Fe) phase, the average grain-size being situated close to 4 μm. This behaviour can be explained by the influence of temperature on precipitation and dissolution mechanisms of σ (Cr-Fe) phase. In this regard, in situ observations were made on σ phase formation and dissolution in a 2205 duplex stainless steel using synchrotron X-Ray diffraction [36,37] and it was reported that σ phase precipitates rapidly in the initial stages of heating, dissolves as the temperature increases and is reformed on cooling, the dissolution temperature of σ being determined as 985 ± 2.8 °C at a heating rate of 0.25 °C/s.



The data concerning computed fractions of phases (statistical determination of weight fraction for each phase detected and its standard deviation) are presented in Table 1, showing that the δ-Fe phase fraction grew from 45.13 ± 3.66% to 48.89 ± 3.56% by raising the solution treatment temperature, while γ-Fe phase fraction decreased from 54.81 ± 3.01% to 51.11 ± 3.29% by increasing the solution treatment temperature. The σ (Cr-Fe) phase fraction increased from 0.06 ± 0.03% up to 0.73 ± 0.05% by raising the solution treatment temperature to 900 °C. Further increase of temperature led to a decreasing fraction of σ (Cr-Fe) phase, no σ (Cr-Fe) phase being detected at 1100 °C.



Table 1. Computed weight fractions of observed phases for all investigated microstructural states. WQ means water-quenching.







	
Phase

	
As-Forged

	
Solution-Treated




	
800 °C—0.6 ks + WQ

	
900 °C—0.6 ks + WQ

	
1000 °C—0.6 ks + WQ

	
1100 °C—0.6 ks + WQ






	
δ-Fe (%)

	
45.13 ± 3.66

	
45.26 ± 3.61

	
47.11 ± 3.74

	
48.54 ± 3.72

	
48.89 ± 3.56




	
γ-Fe (%)

	
54.81 ± 3.01

	
54.48 ± 3.97

	
52.16 ± 3.39

	
51.33 ± 3.49

	
51.11 ± 3.29




	
σ (Cr-Fe) (%)

	
0.06 ± 0.03

	
0.23 ± 0.05

	
0.73 ± 0.05

	
0.13 ± 0.04

	
-










Figure 5 shows the Inverse Pole Figure images of γ-Fe, δ-Fe and σ (Cr-Fe) phases in respect to z sample axis (IPFZ), for all investigated microstructural states: as-forged (Figure 5a) and solution-treated for 0.6 ks at 800 °C (Figure 5b), 900 °C (Figure 5c), 1000 °C (Figure 5d) and 1100 °C (Figure 5e). It can be seen that, in all cases, the microstructure consisted of large δ-Fe phase grains, acting as a matrix, and elongated, dispersed γ-Fe phase grains.


Figure 5. Inverse Pole Figure in respect to z sample axis (IPFZ) images of both δ-Fe and γ-Fe phases for: (a) as-forged UNS S32750/1.4410/F53 SDSS alloy; (b) solution-treated (ST) at 800 °C for 0.6 ks; (c) ST at 900 °C for 0.6 ks; (d) ST at 1000 °C for 0.6 ks; (e) ST at 1100 °C for 0.6 ks.



[image: Metals 07 00210 g005]






Regardless of microstructural state, γ-Fe grains contained extended twinned areas, larger twins being detected in the as-forged state compared to solution-treated states (Figure 5a–e). This can be explained considering the fact that all observed twins are actually annealing twins, who were allowed to expand in the as-forged state, the material being slowly cooled up to the ambient temperature, while in the solution-treated states, the samples were water-quenched after a brief holding time (10 min) at the elevated treatment temperatures, restricting this way the expansion of annealing twins formed in the γ-Fe grains.



In order to identify the twinning system of γ-Fe phase twins, the following microstructural states were considered: as-forged (Figure 6), solution-treated at 800 °C for 0.6 ks and solution-treated at 1100 °C for 0.6 ks.


Figure 6. (a) Inverse Pole Figure in respect to ND sample axis (IPFZ) image of γ-Fe phase in the case of hot-forged and slow-cooled structural state; (b) misorientation profile of investigated twin; (c) <111> and <112> Pole Figures (PFs) of investigated twin.
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Analysing the case of selected twin in as-forged microstructural state (Figure 6a), the twin misorientation profile (Figure 6b) revealed that the misorientation between twinned and un-twinned grain regions was about 60°. In cubic systems, according to Coincident Site Lattice (CSL) theory, Σ3 boundaries are characterized by a misorientation of 60° [33,34]. Also, it was demonstrated that in the case of face-centred cubic systems, the {111}<112> twinning system is characterized by coherent Σ3 twin boundaries, the twin rotation angle being close to 60° [38,39]. In order to confirm the {111}<112> twinning system, the pole figures of <111> and <112> crystallographic directions were plotted (Figure 6c), being observed a single <111> common axis for twinned and un-twinned region and three <112> common axes, corresponding to twinned and un-twinned grain region. All observations confirmed that the observed twin belongs to {111}<112> twinning system.



Similar observations have also been made in the case of selected twins in microstructural states obtained after solution treatments for 0.6 ks at 800 °C and 1100 °C. The misorientation profile of selected twins showed a misorientation of 60° between twinned and un-twinned grain regions, a single <111> common axis and three <112> common axes corresponding to twinned and un-twinned grain regions. The {111}<112> twins are commonly formed in FCC (face-centred cubic) crystalline materials, during annealing and recrystallization [40,41,42].



Considering the fact that in all cases the microstructure mainly consisted of a mixture of δ-Fe and γ-Fe phases, it was necessary to analyse the crystallographic orientation/misorientation between adjacent grains from these constituent phases, in order to establish the fraction of low-angle grain boundaries (LAGBs, misorientation angle smaller than 15°) and high-angle grain boundaries (HAGBs, misorientation angle larger than 15°), the LAGBs/HAGBs ratio affecting the material properties, being reported for example that a high concentration of LAGBs is increasing the susceptibility to localised corrosion for a grade 2205 duplex stainless steel [43,44]. The acquired EBSD images were processed using the advanced features of the microscope software (Bruker ESPRIT 1.9, Bruker Corporation, Billerica, MA, USA), so that all grain boundaries available in the EBSD images were considered in this analysis. Figure 7 shows the evolution of misorientation between adjacent γ-Fe/γ-Fe grains (Figure 7a), δ-Fe/δ-Fe grains (Figure 7b) and γ-Fe/δ-Fe grains (Figure 7c). The misorientation analysis considered a misorientation distribution consisting of 10 class-sizes, with the following average misorientation class-size: 3.25°, 9.75°, 16.25°, 22.75°, 29.25°, 35.75°, 42.25°, 48.75°, 52.25° and 61.75°.


Figure 7. Evolution of fraction of grains with the same misorientation class in the case of: (a) γ-Fe/γ-Fe grains; (b) δ-Fe/δ-Fe grains; (c) γ-Fe/δ-Fe grains.
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The misorientation analysis between neighbouring γ-Fe grains (Figure 7a) showed for the as-forged microstructural state a small fraction of γ-Fe grains (12–13%), with low-angle grain boundaries, the misorientation angle being less than 10°. In the case of solution-treated states, it can be seen a 50% reduction of γ-Fe phase fraction, showing low-angle grain boundaries (5–6%). For all solution treatment variants, the misorientation analysis of γ-Fe grains showed high-angle grain boundaries, characterized by a misorientation larger than 15°. Also, it can be observed that a higher fraction of γ-Fe grains (40–50%) showed a misorientation angle between 30–50°. In the as-forged microstructure, the misorientation analysis of adjacent δ-Fe grains (Figure 7b) revealed that low-angle grain boundaries are mainly formed (above 80%). The solution treatment temperature significantly influenced the fraction of low-angle grain boundaries, so that a solution treatment at 800 °C led to the formation of 28–30% δ-Fe grains with low-angle grain boundaries, while a solution treatment at 1000 °C led to the formation of 52–55% δ-Fe grains with low-angle grain boundaries. The misorientation analysis of neighbouring γ-Fe/δ-Fe grains (Figure 7c) showed that high-angle grain boundaries are mainly formed, the fraction of boundaries characterized by misorientations between 30–55° being situated close to 60–80% in all investigated cases.



The microhardness of γ-Fe and δ-Fe phases was evaluated by using an indentation force of 10 gf (HV0.01), the minimum force that can be set for the testing equipment. Figure 8 shows some generic microhardness indentation images (HV0.01) on γ-Fe phase (Figure 8a) and δ-Fe phase (Figure 8b).


Figure 8. Microhardness indentation images on: (a) γ-Fe phase and (b) δ-Fe phase.
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The results regarding the average microhardness of both phases, calculated for all investigated microstructural states, are given in Table 2. It can be seen that, for all microstructural states, an average microhardness between 221.3 HV0.01 and 236.2 HV0.01 was obtained for γ-Fe phase, while an average microhardness between 274.1 HV0.01 and 281.4 HV0.01 was obtained for δ-Fe phase. Also, it can be observed that the solution treatment improves the microhardness of δ-Fe phase, but increasing the solution treatment temperature leads to a decrease of the average microhardness for δ-Fe, with a minimum peak at 1000 °C, the solution treatment performed at 1100 °C causing further increase in the microhardness of δ-Fe. The average microhardness of γ-Fe phase, on the other hand, records a drop as a result of solution annealing treatment, but increasing the solution treatment temperature leads to an improvement in the average microhardness for γ-Fe phase, the treatment performed at 1100 °C resulting in a microhardness value even higher than the one obtained for the initial as-forged state. This behaviour can be explained if the precipitation and dissolution phenomena of σ (Cr-Fe) phase, observed for the investigated SDSS alloy, are considered; these leading to a different partitioning of Cr between δ-Fe and γ-Fe and consequently to a change in the chemical composition of the two phases and thus, to a variation of the mechanical characteristics measured for δ-Fe and γ-Fe phases.



Table 2. Average microhardness values of δ-Fe and γ-Fe phases for all investigated microstructural states.







	
Phase

	
As-Forged

	
Solution-Treated




	
800 °C—0.6 ks + WQ

	
900 °C—0.6 ks + WQ

	
1000 °C—0.6 ks + WQ

	
1100 °C—0.6 ks + WQ






	
δ-Fe (HV0.01)

	
274.1

	
281.4

	
277.6

	
276.4

	
278.0




	
γ-Fe (HV0.01)

	
235.5

	
221.3

	
231.1

	
234.9

	
236.2










In order to determine the global microstructure microhardness, an indentation force of 100 gf (HV0.1) was used. Figure 9 shows the global microhardness evolution for all microstructural states. It can be seen that the minimum microhardness, close to 236 ± 5.9 HV0.1, was obtained in the case of the as-forged microstructural state, while the maximum microhardness, close to 258 ± 7.9 HV0.1, was obtained in the microstructural state corresponding to the solution treatment at 800 °C for 0.6 ks. The increasing of solution annealing temperature caused a drop in the global microhardness, so the minimum microhardness, close to 248 ± 4.6 HV0.1, was obtained in the case of solution treatment performed at 1000 °C. It was observed that the solution treatment performed at 1100 °C leads to a small increase in global microhardness in comparison with the solution treatment performed at 1000 °C, from 248 ± 4.6 HV0.1 to 250 ± 3.7 HV0.1, but this increase is smaller than the standard deviation of the measurement.


Figure 9. Global microhardness evolution for all investigated microstructural states.
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In order to explain this behaviour, the following mechanism should be considered. Firstly, the phase fractions influence through the mixing law should be taken into account, this law stating that a higher fraction of a certain phase implies a higher influence of the respective phase on the overall properties. It is known that in SDSS alloys, the highest microhardness is exhibited by σ (Cr-Fe) phase, followed by δ-Fe and γ-Fe phases [45]. According to the experimental results obtained in this study, increasing the content of σ (Cr-Fe) and δ-Fe phases led to a higher global microhardness. Furthermore, considering also the solution treatment temperature influence on constituent phases, it was shown that during heating at temperatures below 1000 °C [25,26,27,28,29], secondary phases, such as: σ (sigma), χ (chi) and Cr2N are formed [30,31,32,33], being known that these phases exhibit a higher microhardness in comparison with δ-Fe and γ-Fe phases.




4. Conclusions


The microstructural changes that occurred in an industrially forged F53 Super Duplex Stainless Steel (SDSS) alloy, during solution treating at different treatment temperatures, were studied in order to show how component phases are influenced. The obtained results can be summarized as follows:

	
the main positive effect of solution treatment is represented by the possibility to control the σ phase fraction, a solution treatment temperature above 1100 °C assures obtaining microstructures with no σ phase;



	
a maximum σ phase fraction, close to 0.73 ± 0.05%, is obtained for a solution treatment temperature of 900 °C;



	
increasing the solution treatment temperature, from 800 °C to 1100 °C, leads to increasing of δ-Fe phase fraction, from 45.13 ± 3.66% to 48.89 ± 3.56%, while the γ-Fe phase fraction is decreased, from 54.81 ± 3.01% to 51.11 ± 3.29%;



	
in all investigated microstructural states, the majority of γ-Fe/γ-Fe grain boundaries are high-angle grain boundaries, δ-Fe/δ-Fe grain boundaries are showing a mixture of low-angle grain boundaries and high-angle grain boundaries, while δ-Fe/γ-Fe grain boundaries are high-angle grain boundaries;



	
in all investigated microstructural states, the γ-Fe phase shows the presence of twins, induced during slow-cooling and solution treating, twins belonging to {111}<112> twinning system.








Further optimization of the solution treating processing route, in order to achieve microstructures consisting only in δ-Fe and γ-Fe phases, in 50–50% fractions, is currently being undertaken by the present authors.
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