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Abstract

:

The right selection of carburizing gas flow rates in the low-pressure carburization process is a key factor in terms of its efficiency. However, a correct calculation of the amount of carburizing gas required for uniform carburization of parts, taking into account the process temperature and batch size, is still problematic. For this reason, modern carburizing processes are carried out using an excessive belaying flow of carburizing gases. In this work steel parts (16MnCr5) were carburized in a variable-flow carburizing process (960 °C) individually matched to each segment of saturation. The effect of the variable-flow on the microstructure, surface hardness, and case hardness depth was evaluated and compared to that of a control group. It was proven that the amount of the mixture used in the variable-flow carburizing process can be significantly reduced to 54% of that consumed during the regular constant-flow carburizing without affecting the properties of the hardened layer of the steel parts.
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1. Introduction


Low-pressure carburizing (LPC) is a method of strengthening the surface of the steel. A vacuum of 1–10 hPa is created in the vacuum furnace chamber with the subsequent introduction of small amounts of carburizing gas at a temperature within the range of 900–1050 °C. Non-treated steel is post-cured in this environment for the time required to obtain the desired carbon profile. Due to the high temperature, the carbon transfer is more efficient in the case of the conventional carburizing method, thus leading to a shorter carburizing time. Yada and Watanabe reported an LPC process that did not pollute the environment, did not cause intergranular oxidation, and consumed less energy [1]. Additionally, Kula et al. demonstrated carburized steel after quenching and tempering to be multiple times harder than non-treated steel and, as such, to be industrially applicable in those processes where resistance to wear under working conditions is of significance [2].



The process of low-pressure carburizing is organized into cyclically repeating boost (saturation) and diffusion segments, where a boost segment is a characteristic of an intense surface and diffusion phenomena taking place in the part treated, while a diffusion segment solely consists of diffusion processes, with no carbon being delivered to the surface. During the boost segments, light hydrocarbons (methane, propane, acetylene, ethylene)—being a source of carbon—are dosed into the furnace chamber. Bensabath et al. described the phenomena of the decomposition of these compounds at high temperatures. Additionally, they indicated that hydrocarbon pyrolysis under low-pressure gas carburizing conditions might lead to gas phase reactions, which produce polycyclic aromatic hydrocarbons (PAHs) [3]. Mendiara et al. showed that increasing reaction temperature and the initial C2H2 concentration favors a formation of soot [4]. However, an optimization of the furnace performance is still carried out by using an empirical formula like the Harris equation [5] as a detailed vacuum carburizing prediction method has not yet been established.



Antes have proved that the correct selection of the carburizing mixture flow rate in the carburization chamber during the boost segment is of key importance for that segment efficiency [6]. An insufficient volume of carburizing gas in the carburization chamber results in a non-uniform carburized layer and, in consequence, a rejection of a batch of parts at the production stage. On the other hand, as Herring presented, an excess volume of such gas results in a deposition of carbon derivative substances accumulating in the furnace chamber, thus necessitating service break for the duration of its cleaning [7]. Therefore, a correct calculation of the amount of carburizing gas required for uniform carburization of parts, taking into account the process temperature and input (batch) size, remains problematic.



The EU 1558781 and US 7550049 patent publications describe a method of carburizing steel products applied in vacuum furnaces in an anaerobic atmosphere under reduced pressure, where the parts are saturated with carbon through continuous dosage of a carburizing atmosphere consisting of a mix of ethylene—or propane or acetylene—with hydrogen in the volume ratio of 1.5–10 for 5–40 min, flowing with constant efficiency throughout the whole duration of the carburization phase [8,9]. The EU 1558780 and US 7513958 patent publications describe a mixture for carburizing steel in a vacuum, containing a carbon carrier in the form of a mixture of ethylene and acetylene in a volume ratio of 0.1–2.0 and a modifier in the form of hydrogen in an amount of 0.7–1.5 times the carbon carrier volume, or in the form of ammonia in an amount of 0.7–5.0 times the carbon carrier volume, which is also dosed with constant efficiency during the saturation phase [10,11]. Additionally, Hermanowicz and Smolik report that it is possible to apply an impulse method of low-pressure carburizing, consisting of dosing carburizing gases during the saturation phase and then pumping the reaction products out during the diffusion phase [12].



What is characteristic of all the low-pressure carburization methods presented is an introduction of carburizing gas or gas mixture with constant efficiency (constant flow), without taking into account the actual demand resulting from absorption of carbon in the material carburized (which fluctuates during the carburization process). At the same time, the dependency described by Fick’s first law indicates that the demand for carbon during a process decreases proportionally to an increase in carbon content in the material carburized. Therefore, this study aimed to establish whether the volume reduction of carburizing gases to the level given by Fick’s laws would have an impact on the properties of the hardened case obtained in regular low-pressure carburization processes. The following null hypotheses were tested: no differences in the properties of the surface layer (microstructure, surface hardness, case hardness depth) will be found between specimens that were carburized in a variable-flow carburizing process and those that were treated in a constant-flow carburizing process.




2. Low-Pressure Carburizing


Carburizing itself is a process where three fundamental phenomena take place (see Figure 1): transport of carbon atoms from the atmosphere to the steel surface (1); surface chemical reactions (absorption and adsorption) (2); diffusion of the carbon atoms absorbed deep into the material, consistently with the concentration gradient direction (3) [13]. Additionally, at a pressure of 1–10 hPa with small amounts of carburizing gas, the system conditions strive into the regime of Knudsen flow dynamics. However, under pressure conditions stated (>1 hPa), Knudsen parameter is <<0.01, which means that these phenomena still make a minor effect and can be neglected. Therefore, the total rate of carbon transfer from the atmosphere to steel is determined by the limiting process, which kinetically becomes a stage controlling the rate of carburizing. From that point of view, it is necessary to deliver carburizing gas to the steel surface at the rate adequate to the carbon demand to prevent it from becoming a factor slowing down the course of the process.



The constant value of the mass transfer coefficient is applicable in the majority of cases as, when the carbon potential approximates the carbon solubility limit in the austenite (with its content greater than 0.5 wt.%), the value of β coefficient becomes dependent on the temperature and has little relation to the carburizing gas composition [15]. However, hydrocarbon gases supplied to the furnace chamber during the boost stage create a very high carbon potential which may cause a formation of soot and tar. Therefore, the mass balance boundary condition is not applicable to the carburization process. However, a dependency can be applied that describes the constant surface flux. It is assumed that the amount of carbon produced through surface reactions is equal to the mass flow rate for diffusion, as described by Fick’s first law [15]:


J|x=0=−D|x=0⋅dCdx|x=0



(1)




where x = 0 at the gas-steel interface.



At optimization of industrial carburization processes is usually carried out using the trial and error method. As well as being time-consuming and expensive, this approach provides results that are suboptimal at best [16]. An additional factor making a selection of the right flow difficult is the fact that the gas introduced into the carburization chamber does not fully dissociate. The degree of dissociation depends on the temperature and changes in time, and its value can only be determined experimentally [6].



In conventional atmospheric carburizing, it is assumed that the input absorbers constitute no more than 10% of carbon available from the carburizing atmosphere. Consequently, when calculating the flow value, at last, a tenfold excess is specified. In low-pressure carburizing, the amount of carburizing mixture applied is three to four times greater. The method of calculating the carburizing gas flow rate for acetylene has suggested by Antes, with an indication that this procedure requires familiarity with the curve of a fraction of acetylene dissociated as a function of temperature and time [6]. Once calculated, the flow value remains constant for all the boost stages. Simultaneously, the absorptivity of the carburized material decreases with the decrease of the material’s carbon concentration gradient. It is therefore important to elaborate a method that will adjust the flow value individually to each boost segment and ensure maximum utilization of carbon (reduction of its excess) delivered by the carburizing gas at each stage of the process. At the same time, it has to ensure the supply of a sufficient amount of carbon to the surface, in order not to become a parameter that limits the rate of the process.




3. Materials and Methods


Three thousand two hundred forty identical machine parts made of 16MnCr5 steel (0.17%C, 0.27%Si, 1.15%Mn, 0.95%Cr, 0.3%Ni, 0.05%Al, 0.3%Cu) of a total surface area of 21.8 m2, were evenly distributed on nine trays and placed inside a vacuum furnace chamber (Seco/Warwick, Świebodzin, Poland). The parts were subjected to a low-pressure carburizing process at a temperature of 960 °C, in a 2:2:1 mixture of acetylene, ethylene, and hydrogen. After carburizing, the parts were subjected to oil quenching and tempering at a temperature of 165 °C. From the entire input volume, 32 parts were randomly selected and subjected to metallographic examination. Additionally, the surface hardness and case hardness depth of the parts were measured.



Low-pressure carburizing was carried out in 6 “boost-diffusion” cycles (Table 1). In the boost stages, individual flows of carburizing gases were applied, that were consistent with the demand for the mixture at a given stage, determined using the following formula [17]:


Fb=22.4mC⋅7,870,000⋅∫∂C⋅∂xtb⋅S



(2)




where mC is the mass of carbon in 1 mole of the carburizing mixture, tb—boost segment duration, S—carburization area, ∫∂C⋅∂x—amount of carbon absorbed by the surface areas during a boost-diffusion segment. Given the mixture in the carburization chamber being only partially dissociated, the calculated flow value was divided by the degree of mixture dissociation determined according to the procedure of Antes [6]. After carburizing, the parts were quenched and tempered and then examined with regard to metallography, surface hardness, and thickness of the hardened case.



The values measured were compared to those obtained in a references process, with a constant flow of mixture at a level of 180 dm3/min, applied in the industrial practice. The parameters expected were those of the correct structure of a given part (martensite in the hardened later with retained austenite content of <10%, and bainite in the core), uniform thickness of the hardened case of above 0.8 mm (but not by more than 0.3 mm), and hardness of the hardened and tempered case of above 60 HRC (but not by more than 4 HRC). The surface hardness and case hardened depth test results were statistically analyzed with the U-Mann Whitney’s test (α = 0.05) (see Figure 2).




4. Results


Metallographic observations carried out with the use of an optical microscope (Nikon, Tokyo, Japan) confirmed the presence of a tempered martensite structure in the hardened layer, with a minor amount of retained austenite (<5%). A uniform bainitic structure was observed in the core (Figure 3).



The average surface hardness of all the parts examined amounted to 62.2 ± 0.4 HRC and fit within the range of 60–64 HRC (Figure 4). The average thickness of the hardened case (with the criterion of 550 HV) for all the parts examined was 0.88 ± 0.03 mm and also fit within the expected range of 0.8–1.1 mm (Figure 5 and Figure 6). The statistical analysis of the results of the surface hardness test indicate that the type of LPC process does not affect surface hardness (P > 0.05). The statistical analysis of the results of the CHD test would affect the thickness of the hardened case. However, as it was mentioned above, for all the parts examined CHD fit within the expected range of 0.8–1.1 mm.




5. Discussion


To verify the correctness of the method of selection of the carburizing mixture flow rate, a low-pressure carburizing process was performed, with subsequent quenching and tempering. The amount of carburizing gases was indicated individually for each boost stage. The parts, after processing, were examined with regard to their structure, hardness, and the thickness of the hardened case. It was confirmed that the correct microstructure was obtained in the parts (tempered martensite in the carburized layer and bainite in the core). All the samples achieved a satisfactory surface hardness (62.2 ± 0.4 HRC) and hardened case thickness (0.88 ± 0.03 mm). Additionally, based on the statistical three-sigma rule, it is expected that 99.7% of the whole series of 3240 parts exhibit surface hardness within a range of 61.0–63.4 HRC and hardened case thickness within a range of 0.80–0.97 mm. These results entirely meet the requirements assumed.



In the case of samples 1–4 that were located on the first tray in the chamber, an increased layer hardness and thickness were found. The authors of the work believe that it is related to the distribution of carburizing nozzles inside the furnace chamber. Tray 1 was located on the top of the input and was situated closer to the nozzle exhaust when compared to the rest of the input. As a result, it was absorbing more carbon that the parts located in the middle of the input. However, this had no impact on the results of the examinations as the parameters of these parts still fitted within their expected ranges.



In the experiment, the amounts of carburizing gas were adjusted individually to every boost stage, and they led to satisfactory results of the process, comparable to those of conventional low-pressure carburizing processes. No differences in the properties of the surface layer were found between specimens that were carburized in a variable-flow process and those that were treated in a constant-flow process. It was, therefore, demonstrated that the process could be carried out efficiently with a simultaneous significant reduction of the amount of carburizing gases. The value of reduction depends on the temperature and the method of the process organization. In the studied case, the amount of the gas mixture used was 46% lower than that applied in the traditional process (Figure 7).




6. Conclusions


The amount of carburizing gas in the low-pressure carburizing process can be significantly limited. The value of reduction depends on the temperature and the method of organization of the process. By an individual selection of carburizing gas flow rates for each boost segment the amount of the mixture used for the variable-flow carburizing was 46% lower than that used during the regular constant-flow carburizing. It is a completely new approach to the organization of the process, not described in the literature so far. The individual selection of carburizing gas flow rate for each boost segment ensures a significant reduction of the gas amount without affecting the properties of the hardened case of the parts treated.
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Figure 1. Mechanisms of carbon transfer during carburizing and their primary control parameters: the mass transfer coefficient (β) defining carbon atom flux (J) from the atmosphere to the steel surface and the diffusion coefficient of carbon in steel (D) at austenitizing temperatures [14]. 






Figure 1. Mechanisms of carbon transfer during carburizing and their primary control parameters: the mass transfer coefficient (β) defining carbon atom flux (J) from the atmosphere to the steel surface and the diffusion coefficient of carbon in steel (D) at austenitizing temperatures [14].



[image: Metals 09 00439 g001]







[image: Metals 09 00439 g002 550]





Figure 2. Block scheme of the experimental system: test group (32 parts) randomly taken from 3240-part batch (resulting from variable-flow LPC process), investigated and compared with the control group (resulting from constant-flow LPC process). 
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Figure 3. Structure of parts resulting from variable-flow process. (a) Surface of part. Structure: tempered martensite; retained austenite share below 10%. Magnification: ×400. Etching: 3% HNO3/ethanol; (b) Core of part. Structure: bainite. Magnification: ×400. Etching: 3% HNO3/ethanol. 
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Figure 4. Surface hardness of parts resulting from variable-flow and constant-flow processes (LSL, USL—lower and upper specification limit). 
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Figure 5. The depth of the hardened case of parts resulting from variable-flow and constant-flow processes (LSL, USL—lower and upper specification limit). 
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Figure 6. Surface hardness and depth of the hardened case of parts resulting from variable-flow and constant-flow processes. 
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Figure 7. The amounts of carburizing gases used in the processes with constant and variable mixture flows. 
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Table 1. Organization of the low-pressure carburizing process including carburizing mixture flow.
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	No.
	Boost (min)
	Diff (min)
	Pressure (hPa)
	Flow in the Boost Stage (dm3/min)





	1
	5
	5
	6.0/0.3
	158



	2
	4
	7
	6.0/0.3
	109



	3
	4
	8
	6.0/0.3
	86



	4
	4
	10
	6.0/0.3
	75



	5
	4
	12
	6.0/0.3
	71



	6
	4
	40
	6.0/0.3
	71











© 2019 by the authors. Licensee MDPI, Basel, Switzerland. This article is an open access article distributed under the terms and conditions of the Creative Commons Attribution (CC BY) license (http://creativecommons.org/licenses/by/4.0/).






media/file13.jpg





media/file4.png
carburizing gas flows — /

boost / diffusion segmentation Z

temperature

structure investigation
hardness mesurement
CHD measurement

structure investigation
hardness mesurement
CHD measurement

vacuum furnace control group

\ /

statistical analysis of
the significance of
differences






nav.xhtml


  metals-09-00439


  
    		
      metals-09-00439
    


  




  





media/file2.png
Carburizing atmosphere

carburizing gas bounda steel -
Q2 Q aver ]
2tz (" )CaHa
V7 20 ok e
(CaHa ! h
Gzl-.f:p [
H-C=C-H
(324 Ty vapor-solid
3 w2 < .
HeH interface
62"‘4() U
a2 H2 C2Ha H-C=C-H
CaHa caHa L) Ha)
Cy mCQHACJf"‘ HQ Gsz
CoH . o
3| J = B(Cp — Cg) a3 :
CoHa \ _/ ‘\C"szl A=Ay qu
GszHQ ) e CE2H4U H-c=cf
Q QC2H462H4U GZHZHQ H-C=C-H
('Csz D' G (" JC2Ha i '
H2 o o 22 i Y CS chemical reaction
@zHA_J A T A at the surface
Hz HZQ coHa U
Gsz C/
CC/sz;U Ce Hoo ese
O QCZHd fD CaH2 H-C=C-H
oty Cepmp 2 H-goc-H
2l 2 e QH2Q02H4 He
(CaHa L C::\'ZHZQCZH“(_)Z no( ) H-C=C-H
Com" w2} (CaHa © H-C=CH
2O T |
(., ()C2H4 Ho 2ne C=CH
(ngz S Coomz Qr, CaHa dcC
2t Sy (e CaHa H-C=C-H J=—=D¢c—
(G2t ) (Esz M (7Y () dx
) Hod) i2{ D weomy T fre=c-ff
CoH H2
Qu,(F2Ha Comy Qs — Co





media/file5.jpg





media/file3.jpg
sttt sralyis of
o signcance of
herencen






media/file1.jpg
Carburizing atmosphere

carburizi

ng gas.

steel

el

O 2

S ol

UD Can'

Qe

vapor-solid
[ interface

chemical reaction
at the surface

dc
-0






media/file7.jpg
HItH Tjﬁi;u |

2 4 6 8 10 12 14 16 18 20 22 24 26 28 30 32





media/file10.png
1.20
1.15

mm

1.10

h
=
)
a

1.00

e dept

0.95

0.90

Ive cas

0.85

Effect

0.80
0.75

0.70

0 2 4

6 8 10 12 14 16 18 20 22 24 26 28 30 32
Part no

e variable-flow process
M constant-flow process
e» e» o Avg +3 SD

e» a» o Avg -3 SD

e eoSL

o | S|





media/file12.png
1.02

1.00

0.98

0.96

0.94 ¢

0.92 t

0.90 ¢

0.88

0.86 |

0.84 ¢

0.82 t

0.80

Surface hardness [HV]

63.0

o0
N
)

(2]
N
N

62.2 ¢

62.0 t

61.8

[0 Median
[]125%-75%
T Min-Maks

il

variable-flow LPC

constant-flow LPC






media/file9.jpg
110

S100 s g . B o A .
a3

8 ¥ . ¥

Soso 4 s
g, aflaagied duagds Toaglygats
8 .

) . U O A S A

0 2 4 6 8 101214 16 18 20 22 24 26 28 30 32
Part no

o varibleowprocess
B constantfow process
——hgan
-—hg3s
-t

—_—





media/file0.png





media/file14.png
200

180

[ERY
N
o

60

Mixture flow, dm3/min.
Y
o
o

40

20

1 |

20

40

60

Time, min.

e Const-flow mixture

e \/ariable-flow mixture

80

100





media/file8.png
=) (=)}
® oW
o (%

o
I
(0

)
=
n

Surface hardness, HV
2 2
o o

)
&
U

60.0

H—e—

e

i
-

I--:
HEp-H

0 2 4 6 8 10 12 14 16 18 20 22 24 26 28 30 32

Part no

e variable-flow process
B constant-flow process
e» a» o Avg +3 SD

e e» o Avg -3 SD

- e|SL

e | S|





media/file11.jpg
$REEEEEEEEEE

. =)
-
fa
[ i : :
w T
<4 = T






media/file6.png





