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Abstract

:

This article deals with the development of concretes intended to be used as construction materials in the Czech deep repository for radioactive waste. The basic requirements for this concrete are a reduced pH value, which must maintain a constant reduced pH with a value of around 11 in the long term, and mechanical properties comparable to conventional concrete. The raw materials for the production of the proposed low pH concrete come exclusively from the Czech Republic. Material characteristics were measured on fresh mixtures and concrete after 28, 56, and 90 days of curing. In addition to the basic raw materials (aggregate, cement, water), plasticizers, microsilica or slag, and defoaming agents were added to the mixture. The aggregate:binder ratio was approximately 5:1 and the w/c water coefficient was approximately 0.6. The mechanical properties of the final concrete were similar to the reference recipe of conventional concrete (the decrease was less than 10%) and the pH value was even below 11 after 90 days. The issue of a sprayed variant of the LPC mixture was solved within the project.
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1. Introduction


The issue of storing high-level activity waste and spent nuclear waste is a hot topic in many countries; the first storage of this waste should be operational in 2025 in Finland [1]. At present, depositing waste in stable rocks is considered to be the most suitable variant, where the waste will be secured (isolated from the biosphere) for a long time both by the rock itself and by a system of engineering barriers [2]. As it is a radioactive material with a long half-life, it is necessary to ensure the safety of its storage for hundreds of thousands of years.



All countries that use nuclear power are forced to consider how to solve the question of the disposal of radioactive waste and spent nuclear fuel. Scientists around the world agree that building a deep geological repository (DGR in short) is the safest solution to protect the environment for hundreds of thousands of years [3]. All countries that produce high-level activity waste and spent nuclear fuel must take care of these materials themselves, and the Czech Republic is also moving towards the construction of such a repository [4].



DGRs work based on a system of engineered and geological barriers. The most significant barrier consists of 500 m of stable rock, which, in combination with the engineered barriers, shields the biosphere from radioactivity over a period of hundreds of thousands of years. Although in terms of human existence this is an unimaginably long time, certain geological formations remain unchanged even over hundreds of millions of years. Several types of rocks are being studied around the world, which in specific geological conditions can be assumed to have the required properties.



The Czech concept is based on storage in crystalline rocks, where the waste will be placed in steel storage sets and sealed with bentonite, which will also be used as a filler for the remaining underground spaces, in a borehole at a depth of 500 m underground (see Figure 1) [5]. The technical solution for the repository is still under development. The vertical system involves vertical disposal wells drilled from horizontal disposal tunnels; the diameter of 1.8 m and a depth of around 5.5 m for VVER-440 container type, respectively, and 7.2 m for VVER-1000. The horizontal disposal system contains horizontal microtunnels with a diameter of 2.2 m; their maximum length is 300 m [6].



The other, i.e., engineered barriers consist of a double-skinned metal waste container, a special clay (bentonite) buffer and backfill material, and concrete structures. The selection of the most suitable materials for the production of the waste container will be based on the results of intensive research on the properties of various metals. The containers will be hermetically sealed and backfilled with the bentonite mixture, which is both inert and impermeable to water. Moreover, research to date indicates that bentonite is able to retard the transport of radionuclides for up to several tens of thousands of years. Moreover, the design of a container for spent nuclear fuel is under development; 12 variants have been considered [7]. The most studied variety is a double-walled steel-based canister, with an outer wall from carbon steel and inner pouches from stainless steel. Concerning the buffer and backfill concept, the basic design was proposed, but searching for alternatives is ongoing. The basic concept for the buffer involves the combination of compacted bentonite blocks and pellets. The design of the backfill is based on the bentonite material; however, a mixture of bentonite and crushed rock can also be used. Currently, the solution for the Czech Republic is that bentonite will be used as the buffer and also as a backfill material. That is the reason why has been extensively tested in recent years [8]. This bentonite (Ca–Mg type with a higher amount of iron in the octahedral positions) is mined in the western part of Czechia [9].



This system will also be supplemented by other structural elements such as plugs separating individual sections, linings, and grouting. These structural elements will perform their function only during the operation of the repository, but after its closure, it is necessary that these elements do not affect the properties of engineering barriers adversely. Concrete will be used for most structural elements, which is a tested material in underground construction. Some of these concrete elements are of a fixed shape, and therefore can be created in a laboratory/company and brought as ready-made product to the DGR site. Other constructions, for example, covering of the wall or plugs, must be solved on the spot in the form of shotcrete [10]. However, concrete is specific for its pH, whose values range from 12.5 to 13.5, and with contact of the ground waters creates a pore water leachate with a pH around 13 [11]. For the stability of bentonite, as a material of one of the engineering barriers, such a high pH is unfavorable and could degrade its properties [12].



Undesirable geochemical processes that can change material properties were observed on the concrete/bentonite interface. [13] In the vicinity of this interface, magnesium silicate hydrates M-S-H and calcium silicate hydrates C-S-H could form. These crystallization phases, which most likely can be related to the decalcification of concrete, can cause a loss of swelling ability or a change in porosity and diffusion properties [14]. The size and scope of changes is caused by the very nature of the cement material [15]. Given the complexity of the proposed DGR, it is easier to change the properties of concrete than to look for a new buffer material instead of bentonite. Therefore, concrete that retains a long-term pH value of around 11 has to be developed [16]. This value is especially required for its characteristics to approximate properties of bentonite, so that it can perform its function in the deep repository for a long time [17]. At the same time, it also affects the resistance of concrete to granitic groundwater exposure [18].



The key issue of low pH is the binder composition of the concrete, time, and methods of pH measurement. The most important requirements for the concrete, besides low pH, are good processability of the mixture, low shrinkage, and low hydrating heat [19]. Parameters such as compressive and tensile strengths or a modulus of elasticity test are also determined on concrete [20].



All concrete recipes have a similar pH after mixing, regardless of the binder composition. However, with increasing time, the pH value decreases [18,21,22]. The steepness of the drop and the resulting value of the long-term stabilized pH depend on the selected binder and added chemical admixtures. In most samples, the pH stabilizes after about 3 months of age [16].



In order to achieve a lower pH, it is necessary to replace approximately 50% of the cement with other active ingredients such as pozzolanas, microsilica, fly ash, or slag [23,24,25]. To reduce the pH, it is necessary to increase the SiO2 content of the mixture. The SiO2-based binder has finer grains, and therefore better fills the space between larger cement grains. The resulting concrete is therefore denser, and as a result has better mechanical properties such as compressive strength.



When designing mixtures, it is important to determine the so-called Ca/Si ratio, which is the ratio of calcium and silicon content in the mixture [26]. Substituting cement by the mineral additives with high silica content decreases the calcium hydroxide formation in the binder and significantly changes the microstructure compared to ordinary concrete. The resulting C-S-H gels with low Ca/Si ratios are formed by longer-length chains of tetrahedral silica [27]. The binding process during hydration removes the alkalis from the pore solution of low-pH pastes. This process is more effective when the Ca/Si ratios of C-S-H gels are between 1.2 and 0.85 [28]. The chemically stable concrete should not have a ratio of less than 0.6. The optimum recommended value for concretes with low pH is in the range of 0.6–1.0 (preferably around 0.8) [16].



Not only the choice of binder but also the specific type of filler and its properties can affect the resulting pH of the mixture [20]. The recommended ratio of gravel to sand is around 1.1. Feldspar or basalt, which have up to 53% SiO2, are especially mentioned as suitable aggregates for these concretes [29].



In addition to measuring pH, it is necessary to determine the basic properties of these mixtures. The most important characteristics of a fresh mixture include its processability (in most cases, self-compacting concrete is required) and low hydrating heat. In the case of hardened samples, the mechanical properties, shrinkage, absorbency, and permeability for chlorides and sulfates are determined [30].



This paper deals with the design formula of low-pH concrete with high ratio of microsilica suitable for being used in radioactive waste repositories. In addition to the ratio selection of active materials in the binder, the methodical procedure of testing is equally important. Verification of the suitable designed mixture is always a process that includes many tests and measurements, which should be examined in the long term. Due to the variety of raw materials, it is not possible to take over the previously designed LPC recipes and it is necessary to test their suitability for use in a given locations.



Therefore, thanks to the appropriate composition of an accurate sequence and the importance of individual tests, there is no need to go through the entire verification process for all those proposed recipes. Such a flow chart is a part of this article. The last part of this paper contains the practical part, where the application of the designed mixture in the form of dry spraying in a DGR was verified.




2. Materials and Methods


The primary composition of concrete formulations is based on previous research elaborated in article [31], which deals with the initial design of the formulation on cement mortars. As other active ingredients instead of cement, slag and microsilica were selected: slag for its ability to increasing the chemical stability of the mixture, and microsilica for its for its high fineness of grinding, which causes a change in porosity in the mixture and thus reduces permeability and increases mechanical strength.



A mixture proposal with a high proportion of microsilica (51% of the binder), a low proportion of slag (9% of the binder), and a Portland cement (OPC) content (40% of the binder) appeared to be the best. Plasticizers were further added to the mixture to make it more processable [32].



Formulations marked 1A and 1B were then based on this design, which were further modified to create formulations marked 2A and 2B. Mixtures 1A and 1B had to be modified because they had a very low cone sump (almost zero), and the concrete mix would be practically unprocessable. In formulation 2A, there had to be an increase in very fine and fine aggregate (fraction 0/4 and fraction 4/8) and a reduction in coarse aggregate (fraction 8/16), and the volume of batch water was increased in response to this change. In order to maintain the filler:binder ratio, formulation 2B was proposed, where the amount of binder was increased, and the amount of aggregate was reduced. Subsequently, the amount of water was increased to maintain a water–cement ratio w/c.



As the consistency and processability of the fresh mixture was improved for the concrete 2A and 2B, an undesirable problem with the air content in the mixture occurred. The air content was too high, and the strength characteristics of the concrete could be reduced due to the higher porosity. This side effect was eliminated by further modification in the area of aggregate and water and by the use of a defoamer (see formulation 3, which was assumed to meet the basic characteristics of ordinary concrete, and which was selected as the final recipe). Mixture 3 was produced in large-volume casting on the TBG Metrostav s.r.o. company premises. The proposed composition of the mixtures is given in Table 1. The dosage of the fresh mixture is always given in kg per 1 m3 of mixture. All raw materials come from the Czech Republic.



Cement is the most common hydraulic binder and one of the main raw materials for the production of concrete or mortar. Portland cement is produced by burning limestone with clay and possible secondary raw materials with additions of gypsum after burning [33,34]. CEM I 42.5 R cement produced in the Mokrá cement plant in the Czech Republic was evaluated as the most suitable. Microsilica is formed as a by-product in the production of ferroalloys or elemental silicon. The particles are about a hundred times smaller than the cement grains, and due to their fineness, the space between the coarser cement grains is better filled. Thanks to the presence of microsilica, the concrete is stronger [35]. Ground granulated blast furnace slag (GGBFS) is formed as a by-product in the production of iron. Due to the presence of slag, concretes are resistant to, for example, seawater or environments with a high incidence of sulfates and other aggressive agents. The addition of slag to concrete increases its durability, strength and heat resistance. Slag contains 30–50% of CaO, 30–45% of SiO2, 5–20% of Al2O3, and 1–15% of MgO, and it further contains iron oxides, sulfides, or manganese oxide [36]. The slag comes from the Dětmarovice production plant of CEMEX Czech Republic s.r.o. in the Czech Republic. Plasticizers are admixtures that increase the flowability or plasticity of materials. Plasticizers that are added to concrete improve the processability of fresh concrete or reduce the amount of water needed to achieve better processability. In general, the plasticizer proportion is between 1 and 2 wt.% of the binder. The use of a plasticizer and a smaller amount of water leads to higher strengths of concrete with the same processability of the fresh mixture [37]. Used plasticizer was polycarboxylate ether material-based (commercial name MASTERGLENIUM ACE 300). Defoaming agents displace air from the concrete, which increases the density of concrete. An increase in density is associated with an increase in resistance of the concrete surface, or resistance to the formation of lime efflorescence. If a defoamer is added to the concrete, the concrete has a smooth surface without pores and bubbles [37]. It was blend of defoamer components on silica base (commercial name AGITAN® P 841). Due to the complexity of the radioactive waste storage system, it is necessary to limit the content of organic components in the proposed mixture. If they are above the limit, the complexity could be disrupted, and the system could appear ineffective after some time. The sum of all organic substances in the dry powder state (defoamer + plasticizer) ranged from 1.5 to 2 wt.% of the total amount of binder, which is the usual value reported in the currently available output of similar research [33].



All samples were kept in the mold for a minimum time (24 h) after casting. The method of further treatment after demolding depended on the test for which the given samples were intended. To measure the mechanical properties, absorbency, and maximum penetration depth, the samples were kept in water storage (drinking water at 20 ± 2 °C) until one day before the test itself. Samples for shrinkage were removed from the mold after 24 h and left in air, maintaining the relative humidity at about 50% and the temperature between 20–25 °C. The sample for measuring the hydrating heat had the dimensions of a cube with an edge of 300 mm and was cast into special molds, which were isolated from the external environment and contain temperature sensors. They remained in these molds throughout the whole measurement period, i.e., until 28 days after mixing.



The first five mixtures were manufactured and tested under laboratory conditions at a temperature of 20 ± 2 °C. The final mixture, marked as 3, was produced in a large capacity directly in the concrete plant in order to test the uniformity of the concrete.



2.1. Methods for Testing the Measured Quantities


Concrete characteristics were identified on fresh mixtures and concrete. The volumetric mass density of fresh mixtures and concrete was measured. The fresh mixtures were further tested for cone sump, air content, or concrete temperature during mixing, and concrete was tested for strength characteristics, absorbency, or shrinkage. During the setting and hardening process, the development of temperatures during the hydration of the cement was measured.



2.1.1. Fresh Mixture


From the basic physical properties, the volumetric mass density of the mixture was measured according to EN 12350-6 [38]. The principle of the fresh concrete volumetric mass density test was the compacting of fresh concrete in a rigid and waterproof vessel of known volume and weight and subsequent weighing. To determine the weight m1 of the vessel, it was weighed, and the value was recorded. Depending on the consistency of the concrete and the compaction method, the vessel was filled in two or more layers to achieve complete compaction. The volumetric mass density of fresh concrete was rounded to the nearest 10 kg/m3.



Air content test was performed in accordance with EN 12350-7 [39]. The test vessel was filled with concrete in three layers of approximately the same thickness. Immediately after placing the layer into the vessel, the concrete was compacted to achieve complete compaction. The vessel and lid flange were cleaned thoroughly. The lid was attached to the vessel with clamps and then the valves for inflow and discharge of water were opened. The instrument was filled with water until water flows out of the second valve. The instrument was tapped with a mallet to remove air bubbles. The valves for discharge and drainage of water from the air chamber were closed and air was pumped into the air chamber until the pressure gauge needle shows the initial pressure value. Alternatively, this could be achieved with the reduction button. The main air valve was then opened with the start button. The pressure value corresponding to the percentage of air contained was read on the pressure gauge.




2.1.2. Concrete


From the basic physical properties of the samples, the volumetric mass density was measured after 28 days of curing. The volumetric mass density was determined according to EN 12390-7 [40]. The volumetric mass density was measured on samples determined for strength characteristics, i.e., just before the compressive strength test was performed on the concrete.



Concretes were measured in terms of a decrease in pH after 28, 56 and 90 days after preparation of the mixture. A leaching method using distilled water as the medium was chosen for pH test [41]. After a given time, the specimen was dried and ground to analytical fineness. Subsequently, an aqueous leach was made from the sample in distilled water. The resulting solution was mixed in a 1:1 weight ratio (50 g of sample with 50 mL of distilled water). Leaching was performed for 5 min under laboratory conditions (t = 22 ± 3 °C, RH = 40%). After this time, suspension of the given sample was analyzed by a pH meter with glass electrode (inoLAB Multi 9420 pH multimeter).



The cubic compressive strength test was performed according to EN 12390-3 [42]. After 24 h, the samples with a size of 150 mm were removed from the molds and stored in drinking water at a temperature of 20 °C ± 2 °C. One day before the test itself, the specimens were stored in air at 23 °C ± 2 °C. Compressive strength fc [MPa] was determined on these standard cubes after 28 days of curing.



The four-point bend tensile strength test was performed according to EN 12390-5 on samples with dimension of 100 × 100 × 400 mm [43]. After one day. the samples were removed from the molds and stored in an aquatic environment. One day before the test itself, the specimens were stored in laboratory at temperature 23 ± 2 °C. The samples were placed perpendicular to the compaction direction on supports with a spacing of 300 mm. The load was transmitted through the load cylinders at a constant speed. The result was the maximum value of the force achieved when the sample broke.



The principle of the test for the determination of the static modulus of compressive elasticity according to ISO 1920-10 [44] was to expose the sample to a tension of 0.5 MPa and of one-third of the compressive strength of concrete. The relative strains at the corresponding tensions were then recorded. The modulus of elasticity was calculated by dividing the difference between the basic tension and the upper load tension by the difference in the corresponding strains.



The test piece with axially mounted instruments was placed centrally in the testing machine. A basic tension σb of 0.5 MPa was applied and maintained for 60 s, and then the readings on all instruments were read and recorded. The tension was continuously increased until it equaled 1/3 of the cylindrical compressive strength. The tension was kept on this value for 60 s. If the individual measurements were not within a range of ±20% of their mean value, the test was repeated.



The absorbency test was performed according to the ČSN 73 1316 standard [45]. The test samples were placed in a tap water vessel so that their height was as low as possible. The vessel must be at least 5 cm taller than the inserted samples. Water was poured into the vessel so that the test samples were dipped to a height of 3 cm. Water was added evenly every hour so that after three hours the water level was around 1 cm above the sample surface. The water level was maintained at a level of around 1 cm above the sample surface throughout the sample soaking period. The test samples were saturated to a state in which they no longer absorbed water. The test samples were carefully wiped before weighing so that the concrete surface was evenly damp. The saturation of the samples was complete if no measurable weight was gained in the last 24 h. After completion of saturation and weighing, the test samples were dried to a stable weight at a temperature of 105–110 °C.



Furthermore, the hydrating heat released was determined. The object of the test was to determine the highest temperature reached due to cement hydration. The measurement was performed on all concrete formulations. Measurements were performed using Pt1000 resistance temperature sensors. The temperature sensors were connected to a Comet S0141 datalogger. The temperature reading was performed continuously every 5 min. The expanded temperature measurement uncertainty was ±0.5 °C. A 300 mm cube was used for the tests, cast into a mold made from 20 mm thick waterproof plywood, which was insulated from the surrounding environment by polystyrene of 100 mm thickness on all sides. The outer wall of the mold was again made of 20 mm thick waterproof plywood. A sensor to record the temperature of the concrete was placed into the center of the sample, and another sensor recorded the temperature of the environment.






3. Results


After mixing, the tests were first performed in the laboratory on fresh concrete, then the concrete was poured into molds and allowed to harden for 28 days. The properties of the resulting concrete produced according to formulation 3 were measured in a large-volume concrete plant. The consistency of the mix was optimized to achieve better properties of both fresh mixture and concrete.



3.1. Fresh Mixture Properties


The following properties were measured on fresh mixtures: volumetric mass density, fresh air content, cone sump, and concrete temperature during mixing. The results are summarized in the Table 2.



First, the reference mixture (labeled REF) was mixed, which was based on the initial design in the article [31]. However, this mixture did not contain other additives such as microsilica, slag, etc. Then mixtures 1A and 1B were mixed and tested. Mixtures marked with the number 1 showed very low values of cone sump and the mixtures were not well processable. When modifying the mixtures, a uniform water coefficient w/c was chosen. In formulation 2A, the content of binder (cement, microsilica, and slag) was increased compared to 1A and the content of aggregate and sand was reduced. In formulation 2B, the binder content was reduced, and the aggregate content was increased compared to 1B.



The cone slump values were directed towards consistency class S3 (100–150 mm). The higher the number, the more fluid the consistency of the mixture. The values of the cone sump of concretes 2A and 2B were 130 cm, which was already in the required category. However, these mixtures had a high air content (the limit value is up to 5%, and in mixture 2A there was 8.0% air and in mixture 2B there was 11.4% air). If the air content in the mixtures is too high, its strength characteristics deteriorate. Therefore, a defoamer was added to mixture 3. The content of fresh air in this mixture was then the norm, namely 2.4%. The appropriate and accurate time sequence of individual tests is really important to not need to go through the entire verification process for all mixtures. Therefore, it was design flow chart of Materials and Methods for design of concretes recipes (see Figure 2).



The properties of the fresh concrete mixture in the resultant formulation 3 from large-volume casting already matched the characteristics of commercially available concrete with normal pH values. The temperature of the fresh concrete during mixing was approximately the same in all tested mixtures, around 20 °C. Volumetric mass density ranged from 2000 to 2300 kg/m3.




3.2. Concrete Properties


The following tables and graphs summarize the results of individual measurements on concrete after 28, 60, and 90 days from mixing.



The following Figure 3 shows the volumetric mass density of the concrete. Samples 2A and 2B, which contained more binder and less aggregate, showed a lower volumetric mass density than the samples numbered 1. The density of the sample increased again with the addition of the defoamer. In all cases, the volumetric mass density was constant after 28 days and changed with a deviation of 0.9% (see Figure 3).



The basic concrete characteristic tested was the pH value measured depending on the time from mixing. The results are shown in the graph in Figure 4. All designed concretes, including the large-volume casting sample, had a pH of about 11 measured 90 days after curing. The red line in Figure 3 indicates the maximum limit value of 11.2, below which the resulting pH values should be in the long term.



The results for concrete compressive strengths are summarized in Figure 5. Samples 1A and 1B showed similar compressive strengths as the concrete reference sample. Samples with a higher water and pore content (marked 2A and 2B in the Figure) show a significant reduction in strength.



The tensile strength of sample 1B improved by about 25% and that of sample 1A increased by 11% compared to the reference sample. The modified formulations (2A, 2B) had the tensile strength 22% and 26% lower than the reference sample, respectively (see Figure 6).



The modulus of elasticity of concrete does not change much over time. The modulus of elasticity is again higher for samples 1A, 1B, and 3 than for samples 2A and 2B. However, the formulations of samples 1A and 1B were not good due to the poor processability of the fresh mixture. Therefore, mixtures 2A and 2B were mixed, but they could not be used due to the poor properties of fresh mixture and concrete. Mixture 3 was finally optimal—the fresh mix had good processability and the concrete had comparable properties to the reference concrete sample. The results for the modulus of elasticity are summarized in detail in Figure 7.



The shrinkage results of the concrete samples can be seen in the graph in Figure 8. The shrinkage of the reference sample after 90 days was 0.419 mm/m. The shrinkage of the samples from the first formulation (1A, 1B) was about 0.6 mm/m, the shrinkage of sample 2B was 0.405 mm/m, and the shrinkage of sample 2A was 0.893 mm/m. Sample 2A showed higher shrinkage because it contained more water than sample 1A. In contrast, sample 2B achieved lower shrinkage, although it contained more binder than sample 2A. This is due to the optimization of the individual components of the mixture and the increase in the plasticizer used. The shrinkage was not measured on the final formulation no. 3, as this recipe has the same composition with formulation 2B except for the addition in the form of a defoamer, and a similar shrinkage is therefore assumed.



The absorbency of concrete was high (5.8–6.5%) in concrete samples 2A and 2B, where there was a high air content, and therefore a high porosity. For samples 1A, 1B, and 3, where the air content in the fresh mixture was in the required range, the absorbency was between 3.1–3.4%. These numbers are approximately the same as the absorbency of the concrete reference sample. Results can be seen in the graph in Figure 9.



The heat during cement hydration measured on concretes was in all cases lower than in the reference sample. The lower the heat generated during cement hydration in massive structures, the more any damage caused by chemical processes and the formation of cracks on the structure is eliminated. The highest values of temperatures during hydration were reached by sample 1B, namely 37.6 °C. On the contrary, samples 2A and 3 had the lowest, because there was a higher water coefficient w/c than in formulation 2B and a lower proportion of cement. Temperatures for samples 2A and 3 reached 30.3 °C, which is about 30% lower than for the reference sample. The temperatures shown in the graph in Figure 10 were measured after the first 7 days after mixing.




3.3. Shotcrete


The issue of a sprayed variant of the LPC was solved as well. Due to the requirement for spraying underground, a variant of dry spraying was chosen. In this spraying variant, the dry mixture is supplied under pressure from the filling machine to the hose. At the end of the head, the dry mixture is mixed with water, and where appropriate, with an accelerator in the nozzle. The amount of water in the mixture is regulated according to a visual inspection of the sprayed area (adhesion of the fresh mixture to the underlayer). Therefore, it is not possible to determine the amount of water in the mixture in advance.



The formula of the sprayed mixture was based on a resulting variant 3. Due to the dry spraying method, a variant of the LPC mortar, i.e., a mixture without coarse aggregate, was chosen. The reason for applying the mortar was the necessity of premixing and sacking the dry components of the mixture, and this can only be carried out up to a certain fraction of filler. A continuous supply of coarse aggregate is not possible in the DGR. At the same time, finer and more homogeneous material is more suitable for uneven wall surfaces (rock). Plasticizer and defoamer were excluded from the recipe. This was due to the fact that thorough mixing was necessary to activate the plasticizer. In this case, it would be dispensed into the mixture only in the nozzle, and therefore, due to the high number of fine-grained particles (especially microsilica), there would be insufficient mixing. The mixture with the plasticizer could also run down the wall vertically.



The test injection underground was carried out on the 12th floor of the mine in PVP Bukov. The steel mesh was removed on part of the corridor and the rock was rinsed before being sprayed with water. Spraying is always perpendicular to the surface being sprayed. The water content was optimized during spraying with the device so that the material did not fall off the wall and adhered to the previous layer. The thickness of the coating varied from 5–10 cm depending on the surface roughness. In some cases, a thicker layer was sprayed due to the irregularity and unevenness of the surface. The sprayed mixture created a homogeneous surface, which can be seen in Figure 11.





4. Discussion


At the beginning of this article, it is stated that scientists are trying to solve the question of the possibility of radioactive waste disposal. Bentonite is used as a sealing material, which can be negatively affected by concrete, and therefore scientists are developing concrete with a reduced pH, thus reducing the risk of negatively affecting the bentonite [4,8,12,46].



The article deals with the research of concrete formulations intended for the storage of radioactive waste with a long-term low pH, the value of which should be around 11. However, the resulting concrete must have similar material properties as conventional concrete with CEM I 42.5 cement after 90 days of hardening of the samples. In the initial phase, at the time of mixing the mixtures, all concretes have a similar pH, which, however, decreases over time. The steepness of the drop and its resulting value in the long term depends on the selected binder [47,48]. The main influence is not its total amount, but especially the combination of individual binder components and their chemical composition [16,20,32,49]. The design of the concrete was preceded by an extensive survey on the suitability of the raw materials used.



In a pilot study [31] that preceded this work, cement mortars were designed in a composition that was inspired by recipes from existing work [16,18,19,23,29,32,50]. However, the physical–chemical properties did not achieve satisfactory results. Thus, the proposed formulation per 1 m3 of mixture contains 140 kg of cement, which is about 50% compared to the reference sample, which is in accordance with other studies [16,19,20]. In addition, to improve chemical stability, slag was added to the recipe at 10% to the detriment of OPC [16,36]. Therefore, 60% of the cement is replaced by a binder containing SiO2. The addition of microsilica or slag as SiO2-rich components to concrete to achieve low pH is also consistent with the literature [23]. However, such a combination of binder for low pH is quite unique and has not been researched yet. The Ca/Si ratio is 140/211, which is 0.66, and this number is higher than 0.6. The chemically stable concrete should not have a ratio of less than 0.6 according to the literature [16].



Further modification of the formulas depended on the results of tests carried out on the fresh mixtures. The workability of the mixture was tested at first. Recipes marked with number 1 showed very low values of cone sump. In this case, it is necessary to reach at least the values of consistency that rank to the class S3. Such a requirement results from the assumption of the future application in the form of shotcrete [20]. There was a further modification of the recipes by increasing the water factor. The mixture adjusted in this way already meets the required consistency; however, it has a high air content. This phenomenon is especially bad for the mechanical properties of concrete [11]. Therefore, a defoamer was added.



The process of recipe modification depending on the results of the fresh mixture is illustrated in the form of a flow chart. In an industrial company, only the resulting recipe 3 would be examined further, due to the complexity and difficulty of the measurement. To clarify the development and properties in the article, we dealt with the properties of concrete for all recipes.



Research shows that the pH value of the concrete with a lower pH measured 90 days after mixing should be around 11, so a limit value of 11.2 was chosen [16,19,20,32,49]. At the same time, this concrete should have comparable mechanical properties to conventional concrete containing CEM I 42.5. These characteristics should be achieved after 90 days of hardening of test samples.



As reference, a mixture with a binder:filler ratio of 1:6 was chosen. The resulting values of the compressive strength corresponded to the normal concrete with CEM I 42.5 R cement. In the initial design of the low-pH recipe (formula 1A), OPC was replaced with active ingredients [16,19,20,29,32]. Since it was probably assumed that the strength would not reach the required values due to the large replacement of cement (60%), mixture 1B was created. The binder:filler ratio was changed to 1:4.5 for this recipe. The compressive strength results corresponded to the assumption of the behavior of the addition of microsilica to concrete [51]. The primary goal of adding microsilica to concrete is to increase its strength [52,53,54], when very fine ground grains of microsilica (approximately 100× smaller than cement) fill the gaps in the matrix and the concrete becomes denser [55,56]. However, when dosing in such a high amount of microsilica, the mixture becomes denser and less workable, and therefore cannot be sufficiently compacted, which is the reason for the decrease in strength [56]. The addition of microsilica to the concrete instead of cement resulted in a reduction in strength by approximately 7% compared to the reference recipe. Mixture 1B with an increased amount of binder already fully corresponds to the values of the reference mixture, and their strength after 90 days varied in the range of several MPa.



In the proposed mixtures 2A and 2B, the water factor was increased due to the workability of the mixture. However, this resulted in the increased porosity of the mixture, and thus a decrease in strength. [57,58]. This phenomenon was also reflected in other measured properties, such as an increase in shrinkage or an almost two-fold increase in water absorption values. This behavior corresponds to the standard behavior of concrete when the water content is changed [11,59]. The final formula, with a defoamer, reduced the porosity of the mixture almost 5 times, to a value of 2.4%. The resulting compressive strength thus approached the values of the reference concrete. The greatest increase in strength took place in the early stages, which was caused by the use of fast-hardening cement CEM I 42.5R, as well as the properties of microsilica itself [58]. The difference in mechanical properties during a time is given by a combination of variance of the tests themselves and the production technology. However, differences in the order of tenths of MPa are due to measurement uncertainties. Similar behavior is also observed for the measured modulus of elasticity and tensile strength.



The recipe designed in this way meets the basic requirements for the mechanical and physical properties of low-pH concrete [16,19,32], and can be further investigated. An interesting measurement would certainly be to determine the size and distribution of the pores in the hardened structure due to its diffusion properties, which strongly influence the processes taking place at the concrete/bentonite interface [12,13,14,60,61].




5. Conclusions


Developing low-pH concrete is a complex issue, which includes various aspects influencing the physical–chemical properties of mixtures. From the results of this work, the following can be concluded:




	
A controlling factor for designing an LPC is the characteristics of the fresh mixture. The processability of the mixture (with regard to its further use) plays a significant role in deciding on the type and quantity of additives.



	
The results of mechanical tests show a similar value as normal concrete (CEM I 42.5) and at the same time meet the required value of pH for low-pH concretes (in this case, a pH value of around 11 in the long term).



	
The final designed recipe has a different binder composition (CEM I 40%, microsilica 51%, and slag 9%) than was presented in previous studies in previous years. This is due to the use of local raw materials. It is assumed that one cannot simply adopt the formula of LPC without checking its properties.



	
Due to application of low-pH shotcrete, it was proved that the designed mixture can be modified for the technology of sprayed concrete, even for use under the ground.








The scientific work described in this article is followed by an expert study of long-term monitoring of produced samples from the final formulation 3. The samples were stored in a place corresponding to the conditions of the presumed radioactive waste repository, and their chemical–physical properties will be monitored over the following years.
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Figure 1. The concept of the Czech deep repository [5]. 
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Figure 2. Flow chart of Materials and Methods for design of mixtures. 
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Figure 3. Volumetric mass density of concrete, measured after 28, 60, and 90 days from mixing. 
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Figure 4. Decrease in pH in concretes dependent on time. 
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Figure 5. Compressive strength of concrete, measured after 28, 60, and 90 days from mixing. 
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Figure 6. Tensile strength of concrete, measured after 28, 60, and 90 days from mixing. 
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Figure 7. Modulus of elasticity of concrete, measured after 28, 60, and 90 days from mixing. 
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Figure 8. Shrinkage of concrete, measured after 28, 60, and 90 days from mixing. 
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Figure 9. Water absorption of concrete after 28 days from mixing. 
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Figure 10. Hydrating heat of concrete after 28 days from mixing. 
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Figure 11. A view of the applied surfaces with sprayed LPC in the underground. 
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Table 1. Composition of the mixtures.
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	Material

(kg)
	REF
	1A
	1B
	2A
	2B
	3





	Sand 0–4
	885
	880
	840
	935
	868
	895



	Aggregate 4/8
	360
	375
	340
	432
	401
	413



	Aggregate 8/16
	605
	605
	570
	422
	392
	404



	CEM I 42.5 R Cement
	300
	120
	160
	120
	140
	140



	Microsilica
	-
	153
	204
	153
	179
	179



	Slag
	-
	27
	36
	27
	32
	32



	Water
	130
	130
	170
	170
	180
	200



	Plasticizer
	6
	6
	6
	6
	7
	7



	Defoamer
	-
	-
	-
	-
	-
	1.75
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Table 2. Fresh concrete mixture properties.






Table 2. Fresh concrete mixture properties.





	Mixtures
	Volumetric Mass Density

(kg/m3)
	Fresh Air Content

(%)
	Cone Sump

(mm)
	Mixing

Temperature

(°C)





	REF
	2340
	4.2
	7.5
	20.8



	1A
	2240
	5.1
	0
	20.6



	1B
	2270
	2.2
	0
	21.8



	2A
	2060
	11.4
	130
	20.0



	2B
	2110
	8.0
	130
	19.7



	3
	2280
	2.4
	130
	19.2
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