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Abstract: Polyphenylene oxide (PPO) polymers have good mechanical, electrical, and thermal
properties, but they have poor processability owing to their quite high melt viscosity. This hinders
the manufacturing processes of fiber-reinforced thermoplastics that have enhanced mechanical and
physical properties. Although PPO was modified by blending with polystyrene (PS) or polyamide
to improve processability, the modified PPO (mPPO) still had a high melt viscosity compared with
other polymers. Thus, the fiber-reinforced mPPO is manufactured by compounding with chopped
fiber, while various methods are applied to manufacture the fiber-reinforced polypropylene and
polyamide in order to improve properties. One of the methods is a direct fiber feeding method, which
can keep the longer fiber length because of a direct and continuous roving yarn feeding without
chopping. Therefore, the composite manufactured by the direct fiber feeding method is expected
to improve the mechanical properties. Hence, this study aims to investigate the feasibility of a
direct fiber feeding extrusion process for manufacturing glass-fiber-reinforced mPPO or GFmPPO.
The manufactured GF/mPPO composites exhibited increased tensile and flexural properties as
the fiber content increased up to 50 wt% of GF owing to the predominant effects of fiber content.
Nevertheless, the larger core area in the cross-section micrograph of the tensile specimen of the
GF/mPPO composite with 50 wt% of GF was observed to reduce the fiber efficiency factor for tensile
strength. Meanwhile, the impact strength of the GF/mPPO composites decreased with increasing
GF content. This is attributed to the insufficient fiber length for the impact strength. As the GF
content increased, the glass transition temperature slightly decreased. This result was interpreted as
being a result of thermal degradation during the extrusion process to manufacture the GF/mPPO
masterbatch. The results of the dynamic mechanical analyses, e.g., storage modulus and tan 5, show
the good correlation with the increased flexural modulus, the decreased glass transition temperature,
and the impact strength as the GF content increased.

Keywords: polyphenylene oxide; glass-fiber-reinforced thermoplastic; short fiber composite; direct
fiber feeding extrusion

1. Introduction

Glass-fiber-reinforced thermoplastics (GFRTs) are applied in various industries ow-
ing to their excellent mechanical properties, low cost, and easy processability [1]. In
particular, the reprocessability and recyclability of GFRTs make them environmentally
friendly [2]. Polypropylene (PP), polyamide (PA), and polybutylene terephthalate are
widely used as composite matrices. Furthermore, high-performance polymer composites,
such as polyphenylene oxide (PPO), polyphenylene sulfide, and polyetherimide, have been
developed and are emerging as promising materials.

PPO is an amorphous polymer that exhibits good mechanical properties, thermal
resistance, and dimensional stability. However, it has poor processability and a high melt
viscosity because of its low chain mobility with a higher glass transition temperature (Tg) of

Appl. Sci. 2021, 11, 10266. https://doi.org/10.3390/app112110266

https:/ /www.mdpi.com/journal/applsci


https://www.mdpi.com/journal/applsci
https://www.mdpi.com
https://doi.org/10.3390/app112110266
https://doi.org/10.3390/app112110266
https://creativecommons.org/
https://creativecommons.org/licenses/by/4.0/
https://creativecommons.org/licenses/by/4.0/
https://doi.org/10.3390/app112110266
https://www.mdpi.com/journal/applsci
https://www.mdpi.com/article/10.3390/app112110266?type=check_update&version=2

Appl. Sci. 2021, 11, 10266

20f13

approximately 200 °C. To overcome this drawback, PPO is generally modified by blending
with polystyrene (PS) or polyamide (PA) [3]. Because PS is a miscible polymer with PPO,
phase separation does not occur in PS-modified PPO (PS-mPPO), and it exhibits good
impact strength. In addition, PA-modified PPO (PA-mPPO) exhibits good mechanical
properties, even though PA is an immiscible polymer with PPO.

Some studies have reported that other polymers or additives contribute to the modifi-
cation of PPO or to the improvement of the interfacial strength between GF and PPO. In a
study of GF/PPO composites, the PPO composites were prepared by melt-blending of PPO
with GF-reinforced syndiotactic PS (GFRsPS). The tensile and flexural moduli increased
with increasing GFRsPS content, whereas the tensile and flexural strengths decreased [4].
The thermotropic liquid crystal polymer (TLCP) used in the GF/TLCP/PS-mPPO reduced
the damage of GF during processing and moderately increased the tensile strength of the
composite owing to the fiber orientation affected by TLCP in the composite [5]. Trachte
and Dibenedetto investigated PPO composites in which glass beads, GFs, and graphite
fibers were used as reinforcements [6]. Their study reported that a silane coupling agent
improved the tensile strength and fracture toughness of the PPO composites. Li et al.
reported that maleic anhydride-grafted PPO (PPO-g-MA) was helpful in maintaining the
fiber length during the melt processing, and the tensile strength of the GF/PA-mPPO
composites was increased by PPO-g-MA owing to the improved interface adhesion [7].

The mechanical properties of GFRTs could be improved not only by material modifica-
tion but also by improving the manufacturing methods. In particular, the fiber length is be-
lieved to be an important factor for improving the mechanical properties of discontinuous-
fiber-reinforced plastics [8-10]. A longer fiber length in GFRTs would be obtained by direct
feeding of the GF roving strand to an injection molding machine or extruder. The direct
fiber feeding method has already been investigated and commercially applied to polymers,
such as PP and PA, because it significantly improves their mechanical properties. In the
majority of the studies, chopped GF was compounded to prepare GF/mPPO composites.
To the authors’ knowledge, the study reported by Hadimani et al. was the only one that
explored the direct feeding of GF roving yarns for GF/mPPO composites [11]. The effects
of GF content, MA, and various processing methods on the thermal and mechanical prop-
erties of GF/mPPO composites were studied. The GF roving yarn was directly fed into a
vent in the extruder to prepare long-fiber GF/mPPO pellets. However, the usefulness of
the direct fiber feeding method has not been fully explained because of the difficulty in
investigating the effects of various parameters.

In this study, a GF/mPPO composite was prepared through injection molding using a
masterbatch with a GF content of approximately 50%, which was prepared by the direct
feeding extrusion of GF roving yarns. GF/mPPO with various fiber contents was prepared,
and the mechanical and thermal properties of the GF/mPPO composites were investigated
in terms of the fiber content and length. These results demonstrate the feasibility of the
direct fiber feeding method to prepare a composite with a high fiber content to overcome
the drawback of a highly viscous thermoplastic matrix.

2. Experiments
2.1. Materials

The mPPO used in the present study was PS-mPPO (Noryl 7310, Sabic Co., Riyadh,
Saudi Arabia), which had a melt flow rate of 11 g/10 min at 280 °C under a 5.0 kgf load.
The GF roving yarns (EDR240-T835, Taishan Fiberglass Inc., Dezhou, China) were E-glass
fibers. The GF had a diameter of 17 um, and the linear density of the GF roving yarn
was 2400 tex. According to the manufacturer, the GF roving yarn was sized for the PA
matrix. The mPPO and GF/mPPO masterbatches were dried at 105 °C for 4 h before the
extrusion process.
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2.2. Preparation of the GF/mPPO Masterbatch

The GF/mPPO masterbatch was prepared using an in-house lab-scale extrusion
system for long-fiber thermoplastics, the scheme of which is shown in Figure 1. Both the first
and second extruders were twin-screw extruders, and the L/D ratios (length to diameter)
of the first and second screws were 24 and 18, respectively. More information about the
extruder system has been reported in [12]. The mPPO was fed into the hopper of the first
extruder, and the molten polymers were fed into the second extruder simultaneously with
the GF roving yarn. The aim of the first extruder was to minimize damage to the GF roving
yarn in the second extrusion process through the feeding of the molten polymer. The barrel
temperature was set from 275 °C to 300 °C in the first extruder and from 300 °C to 310 °C
in the second extruder. The screw RPM was 150 in the first extruder and 60 in the second
extruder. The length of the GF/mPPO masterbatch was 12 mm.

mPPO
pellets

© Molten

Glass fiber

_ﬁ .
roving yarn GF/mPPO
masterbatch

15t extruder 2 extruder Air cooling Pelletizer

Figure 1. Scheme of extruder system to prepare the GF/mPPO masterbatch.

2.3. Preparation of the GF/mPPO Composite

The GF/mPPO composite was prepared using a single-screw injection molding ma-
chine. The GF/mPPO masterbatch was diluted with neat mPPO pellets to obtain the
designated fiber content. The temperature of the cylinder in the injection molding machine
was set from 280 to 300 °C, and the molding temperature was set to 70 °C to manufacture
tensile and flexural specimens and impact test specimens.

2.4. Characterization of the GF/mPPO Composites

The constituent contents of the GF/mPPO masterbatch and composites were tested
according to ASTM D3171. The specimen above 1 g was burned in a muffle furnace at
600 °C for 6 h under a nitrogen atmosphere. The weights of the residual fibers were
measured, and the void and fiber volume fractions were calculated. For the measurement
of the fiber length, some residual fibers after pyrolysis were collected, diluted with distilled
water, and dispersed in a Petri dish. The lengths of the dried residual fibers were measured
directly using an optical microscope. The average fiber length was determined by averaging
at least 1000 fibers obtained from the specimens. The mechanical properties of the injection-
molded mPPO and GF/mPPO composite specimens were evaluated according to an ASTM
D638 (tensile test), ASTM D790 (flexural test), and ASTM D256 (Izod impact strength test).
Tensile tests were carried out using an MTS 370 (MTS Systems Co., Cary, NC, USA) ata
crosshead speed of 5 mm/min. Flexural tests were performed using an MTS 858 (MTS
Systems Co., Cary, NC, USA) with a crosshead speed of 1.5 mm/min and a span length of
57 mm. Izod impact strength tests were performed using an IT 503 (Tinius Olsen Co. Ltd.,
Salfords, UK). Thermal properties were investigated using a thermogravimetric analysis
(TGA) and differential scanning calorimetry (DSC). The TGA was carried out under a
nitrogen atmosphere from room temperature to 800 °C using a Q500 (TA Instruments Co.,
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New Castle, DE, USA) at a heating rate of 10 °C/min. The DSC was carried out under a
nitrogen flow from 40 to 300 °C using a Q100 (TA Instruments Co., New Castle, DE, USA)
with a heating and cooling rate of 10 °C/min. The dynamic mechanical analysis (DMA)
was carried out using a DMA 850 (TA Instruments Co., New Castle, DE, USA) in a dual
cantilever mode. The specimens were tested at a frequency of 1 Hz and a strain of 0.1% in a
temperature range from 25 to 200 °C and at a heating rate of 2 °C/min. The fracture surfaces
of the specimens after the tensile test were observed with scanning electron microscopy
(SEM). The specimens were coated with gold at 15 mA, and then SEM (SU-8010, Hitachi
Ltd., Tokyo, Japan) was employed to obtain SEM micrographs. The fiber orientation and
distribution in the tensile specimens after polishing were observed with an LEXT OLS4000
(Olympus Co. Ltd., Tokyo, Japan) using the optical microscope mode.

3. Results and Discussion
3.1. Physical Properties

The physical properties of the masterbatch and GF/mPPO composites are listed in
Table 1. The constituent contents were calculated using the flowing equations:

my
Wr = — %100
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vy = L Peqpp
mi  Pf
mi—mf

« <100
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Vo =100 — (Vy + Vi)

where Wris the fiber weight fraction, Vyis the fiber volume fraction, and V,;, is the matrix
volume fraction of the specimen; m; and miy are the mass of the initial specimen and
residual fiber, respectively; p., pf, and pm are the density of the specimen, fiber, and
matrix, respectively.

Table 1. The physical properties of the GF/mPPO masterbatch and composites.

. Fiber Weight Fiber Volume Void Volume

Density . . .

(e/cm?) Fraction Fraction Fraction

& (Wt%) (vol%) (vol%)

Masterbatch 1.319 52.0 26.3 14.6
GF/mPPO 30 1.275 29.1 14.5 1.8
GF/mPPO 40 1.361 37.3 19.9 1.2
GF/mPPO 50 1.495 48.9 28.6 0.7

The masterbatch had a GF content of 52 wt%. The volume fractions of the fiber and
void were 26.3 and 14.6 vol%, respectively. The high void fraction in the masterbatch was
caused by the die swell of molten mPPO [13]. Although there were concerns about the high
void fraction of the masterbatch, the void fraction in the GF/mPPO composites decreased
after injection molding.

The fiber length in discontinuous fiber-reinforced thermoplastics is a major factor that
influences the mechanical properties. The average residual fiber length and fiber length
distribution (FLD) are listed in Table 2. The average length by number (L,) and average
length by weight (L,,) were calculated using the following equations:

L, = Y n;L;
Yon;
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Table 2. The average fiber length of the GF/mPPO masterbatch and composites.
Max. (um) Min. (um) L, (um) Ly (um) FLD (L /L,)

Masterbatch 10,772.80 38.44 913.43 2930.57 3.21
GF/mPPO 30 1187.04 40.17 298.98 411.52 1.38
GF/mPPO 40 1153.20 38.56 294.64 393.99 1.34
GF/mPPO 50 931.33 28.46 291.88 390.69 1.34

For the composite with a GF content of 30 wt%, the average fiber length was longer
than the previously reported lengths of the short GF/mPPO composites [7,14]. Li et al. [7]
reported an average fiber length of 106 pm in their PPO-g-MA /PA6/GF composite, and
Vaxman et al. [13] reported an average fiber length of 190 um for a short commercial
GF/mPPO composite. However, Hadimani et al. [11] reported an average fiber length
of 2.28 mm for the direct GF roving yarn feeding to prepare the GF/mPPO composites.
Although their processing is similar to the one employed in this study, the difference in
the average fiber lengths would result from the different GF content of the pellets for the
following injection molding. It is well known that fibers become damaged by shear stress
and fiber—fiber interactions during extrusion and injection molding processes [15]. The
higher fiber content leads to more fiber—fiber interaction; thus, the fibers become broken
and shortened. The relatively long fibers of the GF/mPPO masterbatch degraded to shorter
fibers in the composites because of fiber breakages during injection molding. The damaged
and shortened fibers account for the decrease in L;, and FLD in Table 2, which is less
compared to the masterbatch and with increasing fiber length.

The fiber orientation distribution also influences the mechanical properties of discontinuous-
fiber-reinforced thermoplastics [16]. The fibers in the injection-molded composites are oriented
along the flow direction. Figure 2 shows the cross-section images of the tensile specimens of
the GF/mPPO composites. The GFs in the GF/mPPO 30 were oriented along the specimen
length direction. The core region (red dash ellipse in Figure 2), where the GFs were oriented
perpendicularly to the specimen length direction, can be observed in the GF/mPPO 40. Moreover,
the area of the core region in the GF/mPPO 50 was increased. The core region in the injection-
molded fiber composites is mainly dependent on the fiber length, but the core region is also
observed when the fiber content in the composite is high [17].

s g S R I et

(b) (9)

Figure 2. The cross-section images of GF/mPPO composites (the scale bar is 500 um); (a) GF/mPPO
30, (b) GF/mPPO 40, and (c¢) GE/mPPO 50.
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3.2. Mechanical Properties

The results of the mechanical properties of the GF/mPPO composites show a depen-
dence on the GF content, as presented in Figures 3-5. The GF/mPPO composites exhibit
enhanced tensile and flexural properties compared to those of the neat mPPO. The tensile
strength and modulus increased with increasing GF content. The tensile strength and
tensile modulus of the 50 wt% GF composites increased by 186% and 500%, respectively.
Moreover, the flexural strength and flexural modulus increased by 130% and 452%, respec-
tively. However, the GF negatively influenced the impact strength, and the impact strength
decreased by 58% for the 50 wt% GF composites.

Tensile strength
sy L 58 Tensile modulus | 1%
— - 7 —
L 77 7 3]
& % 7 | o
g // // g
£ 100 / o o3
[=2] B 7 / _ 2
3 / - E
- . . S
n _ Z ; -
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ﬁ 7% 7 &
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7
g 0
40 50
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Figure 3. Effect of GF content on tensile strength and modulus of GF/mPPO composites.
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Figure 4. Effect of GF content on flexural strength and modulus of GF/mPPO composites.
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Figure 5. Effect of GF content on impact strength of GF/mPPO composites.

The advantage of the direct fiber feeding method is more pronounced in the man-
ufacturing of composites with higher GF content than in that of composites with lower
GF content with a comparison to the chopped GF composites prepared by compression
molding and injection molding after the compounding process. The GF/PPO composite
prepared by compression molding with a 20 vol% of the chopped GF has approximately
100 MPa of the tensile strength [3]. The tensile strength of the PPO-g-MA /PA6/GF com-
posite prepared by injection molding with 30 wt% of GF content is 97.1 MPa [6]. The tensile
strength of the PPO/high-impact polystyrene (HIPS)/GF composite with 30 wt% of GF
content, prepared by injection molding, exhibits 132 MPa [7]. The tensile strengths decrease
in the GF/PPO composite and in the PPO/HIPS/GF composite when the fiber content
further increases above 20 vol% and 23.1 wt% in the respective studies, whereas, in this
study, the tensile strength continuously increased up to 147.9 MPa as the fiber content
increased up to 50 wt% of GF in the composite. This phenomenon may be explained
by the decreased void fraction and the increased number of GFs oriented to the tensile
direction. Therefore, it is demonstrated that the direct fiber feeding method may be more
effective than the other methods for better tensile properties of the composites with a high
GF content.

For discontinuous short-fiber-reinforced composites, the reinforcing effects of the
GF content can be estimated using the fiber efficiency factor, which can be expressed by
the modified rule of mixtures equation [16,18]. The fiber efficiency factors for the tensile
strength and modulus were calculated using the following equations:

-
. EC—Em(l— Vf)

EfVy

where A, is the fiber efficiency factor for the tensile strength of the composite; o, 0/, and o
are the tensile strengths of the composites, matrices, and fibers, respectively; Ar is the fiber
efficiency factor of the tensile modulus of the composite; and E., E;;, and Ef are the tensile
moduli of the composites, matrices, and fibers, respectively. The calculation results are
listed in Table 3. Although the GF/mPPO 50 exhibited the maximum tensile strength, its
Ao decreased. This result is attributed to the fiber orientation distribution in the GF/mPPO
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composites. Figure 6 shows the fracture morphology of the GF/mPPO composites after
the tensile test, indicating the matrix fracture, GF pullout and fracture, and debonding
between the GF and the mPPO. At 50 wt% of GF in the GF/mPPO composite, as shown in
Figure 2, the increased core area results in decreased A, although the tensile strength was
enhanced. In contrast, Ag increases with increasing GF content, and A is higher than A,.
This result implies that the tensile modulus was more affected by the fiber content than by
the fiber length and orientation.

Table 3. The fiber efficiency factor for tensile strength and modulus of GF/mPPO composites.

GF/mPPO 30 GF/mPPO 40 GF/mPPO 50
Ao 0.126 0.129 0.113
Ag 0.544 0.587 0.604

Figure 6. Fracture morphologies of the GF/mPPO composites; (a) GF/mPPO 30, (b) GF/mPPO 40,
and (c) GF/mPPO 50.

In general, inorganic reinforcements, such as GF, result in the brittleness of ductile
polymers [3]. Several factors can be responsible for the impact brittleness of composite
laminates: (i) high localization of plastic strain in the matrix confined by surrounding fibers,
(ii) stress concentration, and (iii) insufficient fiber /matrix adhesion. These complex factors
can explain the decreased impact strength for higher fiber content composites along with
insufficient fiber length.

3.3. Thermal Properties

The DSC second heating curves of the neat mPPO and the GF/mPPO composites
are shown in Figure 7, and the glass transition temperatures (Tg) are listed in Table 4.
The curves show no melting peaks, indicating that mPPO is an amorphous polymer.
In addition, a single transition region explains the miscibility between the PS and PPO.
The small endothermic peak near 120 °C may be the LDPE added by the manufacturer
as a lubricant [19]. The slight decrease in the Tg in the GF/mPPO composites could be
attributed to the thermal degradation of the mPPO during the preparation of the GF/mPPO
masterbatch. The molten polymer was exposed to air when it was fed into the second
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extruder from the first extruder (Figure 1), leading to the thermal degradation of the
mPPO in the masterbatch. This phenomenon has been reported in the GF/PA composite
manufactured by the two extruders system, similar to the one in this study [20]. The Ty of
the degraded polymer chain is able to move easily at a relatively low temperature due to
chain scission.

neat PPO
—— GF/mPPO 30
—— GF/mPPO 40
—— GF/mPPO 50

Heat flow (a.u.)
endo —

75 100 125 150 175 200 225

Temperature (C)

Figure 7. The 2nd heating curves of neat mPPO and GF/mPPO composites.

Table 4. Thermal analysis results of neat mPPO and GF/mPPO composites.

Glass Transition Decomposition Temperature
Temperature, Tg (°C) Tso, (°C) Tygo, (°C)
Neat mPPO 142.45 387.16 399.44
GF/mPPO 30 141.53 393.81 405.71
GFE/mPPO 40 140.85 394.90 407.52
GE/mPPO 50 140.58 397.21 410.00

From the TGA analyses, the weight loss curve and the derivative thermogravimetric
(DTG) curve are shown in Figure 7, and the temperatures corresponding to the weight
losses of 5 (T5%) and T (10%) are listed in Table 4. The GF enhances the thermal stability
of the matrix because it has a higher thermal stability compared to the neat matrix [21].
Although the degradation of the mPPO occurred during the preparation of the GF/mPPO
masterbatch, both decomposition temperatures (T5% and T10%) increased with increasing
GF content. This indicates that the thermal stability of the GF/mPPO composite was
improved by the GF. In the DTG curve of the neat mPPO, two peaks before and after
approximately 430 °C were superimposed (Figure 8). Because PS is less thermally stable
than PPO, the peak before 430 °C corresponds to PS, and the peak after 430 °C corresponds
to PPO [22]. The PS peak was reduced more than the PPO peak with increasing GF
content. This indicates that the thermal degradation of PS occurred intensively during
the preparation of the GF/mPPO masterbatch because of its low thermal stability. The
significant thermal degradation of PS may have additional negative effects on the impact
strength among the mechanical properties because high-impact PS was reduced during the
manufacturing processes.
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Figure 8. Typical TGA results of neat mPPO and GF/mPPO composites; (a) weight loss curves, and
(b) derivative thermogravimetric curves.

3.4. Dynamic Mechanical Analysis

Figure 9 shows the dynamic mechanical properties of the neat mPPO and GF/mPPO
composites. The storage modulus was maintained in the glassy state and can indicate the
stiffness of the materials. The storage modulus was increased with increasing GF content.
This trend is similar to the results of the flexural modulus in Figure 4. As the temperature
increased, the storage modulus began to drop in the glass transition region where the
mPPO transitioned from a glassy to a rubbery state. This is related to the molecular
chain mobility. When the movement of the molecular chain occurs due to having enough
energy, the elastic response decreases, while the viscous response increases. A high glass
transition temperature means that the energy required for the movement of molecular
chains is high. Generally, the Ty increases as the fiber content and fiber length increase
because the fibers hinder the movement of the molecular chains. The Ty determined by
the onset in the storage modulus was shifted to higher temperatures at the GF/mPPO
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30 compared with the neat mPPO. However, it was found that the Ty was shifted to the
lower temperatures with increasing GF content, which is consistent with the DSC results
(Table 5). As mentioned in the thermal analyses, a chain scission results from thermal
degradation. Short molecular chains are less entangled, and this would lead to the easy
movement of molecular chains. The lower Tg indicates that the lower energy is needed for
the molecular chain flexibility.

(a)

g 3
s 1000
i i
) [
E
2 100
S s
£ [
p [
le)] 3
o neat PPO
S 10F ——GFmPPO 30
0 b —— GF/mPPO 40
: —— GF/mPPO 50
1 'r | 1 L L il L
25 50 75 100 125 150 175 200
Temperature (C)
15k neat PPO
—— GF/mPPO 30
| —— GF/mPPO 40
—— GF/mPPO 50
1.0 |
0
c
('}
[
05}
00F
50 75 100 125 150 175 200

Temperature (C)

Figure 9. DMA results of the neat mPPO and GF/mPPO composites; (a) storage modulus, and
(b) tan 6.

The value of tan $ is the ratio between the loss modulus and storage modulus. The
temperature at the tan 6 peak in the glass transition region is known as the Tg. The height
of the tan & peak can be associated with the impact toughness. The height of the tan &
peaks diminished with increasing GF content in the GF/mPPO composites. The lower
tan 6 peak indicates less energy dissipation in the DMA tests due to the fiber-reinforcing
effects by stress transfer between the fiber and matrix. Because the interfacial adhesion can
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be assumed as the same for the composites in this study, the decreased height of the tan 5
peak would be attributed to the GF content, rather than the interfacial adhesion, leading to
less energy dissipation of the GF-reinforcing effects. This may be correlated with the lower
impact strength for the composites with higher CF contents. Similar results are found in
other studies [23,24].

Table 5. Glass transition temperature determined by DMA.

Onset Temperature in Storage Peak Temperature in tan &
Modulus (°C) (@)

Neat mPPO 137.81 152.07
GF/mPPO 30 138.15 152.55
GF/mPPO 40 137.89 152.18
GF/mPPO 50 137.70 151.56

4. Conclusions

In this study, the GF/mPPO composites were prepared through direct GF roving
yarn-feeding extrusion. The mechanical, thermal, and thermo-mechanical properties were
characterized and analyzed. The GF content had a dominant effect on all the properties.
The tensile and flexural properties improved owing to the decreased void fraction as the GF
content increased. However, the fiber orientation distribution in the core area can explain
the reduced fiber efficiency factor for the tensile strength at 50 wt% of GF content. The
deteriorated impact strength with increasing GF content resulted from insufficient fiber
length and the lower height of the tan . The thermal degradation of the mPPO in the
preparation of the GF/mPPO masterbatch led to a decrease in the Ty for the GF/mPPO
composites. The direct fiber feeding method demonstrated the pronounced effectiveness
for the composite with the high GF content rather than with the low GF content, especially
for high viscosity matrices such as the GF/mPPO composites.
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