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Abstract

:

A render is the first protective layer of exterior walls against the outdoor climate, which, due to its constitution, aims to gradually slow down the liquid moisture penetration to prevent it from reaching the wall inner layers. Due to the future expected changes in the outdoor climate, today’s exterior mortar might not be adequately designed to protect these walls. This paper aims to analyse the influence of mortars on the hygrothermal performance of solid brick walls under current and future climates. The study includes four types of assemblies and three types of mortars, and it was carried out for Lisbon and three other climates by using a computational simulation tool. Finally, the moisture gains and respective reach due to the future wind-driven rain (WDR) spells were assessed by means of using future weather files for Lisbon’s climate. It was shown that the solid brick layer is influenced differently depending on the characteristics of the mortar layers and outdoor conditions. In terms of WDR spells, aside from the precipitation and the spell period, the distribution of the WDR events within the spell also conditions the dryness of the assembly. The depth that the outdoor moisture was able to reach varies between 94 and 200 mm.
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1. Introduction


Since the end of the 20th century, there has been an increasing concern for the world’s resources, namely the energy sources and consumption rates. This is visible throughout the policies recently adopted in all sectors of industry, including the construction sector. In Europe, the residential sector is responsible for approximately 40% of the final energy consumption [1].



In buildings, the energy consumption can be drastically influenced by the hygrothermal behaviour of the exterior envelopes [2]. It is possible to relate their behaviour and a building’s energy consumption through the concept of thermal transmittance [3]. This thermal transmittance is usually calculated in steady-state conditions since it only takes into consideration the thermal point of view. However, most of the materials used in buildings may vary their water content according to the boundary conditions, which are constantly changing due to their stochastic nature [4]. This occurs because most of the materials used in buildings are porous materials [5]. Hence, they can store moisture [6], which is normally described by the concept of moisture storage function [7]. Consequently, the thermal transmittance of building elements is not constant [8]. Their variance is greatly influenced by the wall assembly configuration and respective building properties [8], namely moisture-impregnability-related concepts, such as the water absorption coefficient or the water vapour diffusion resistance factor [6].



This paper focus on the hygrothermal study of coated solid brick walls in different climates through one-dimensional simulation software, named WUFI (version 5.3) [9], which has been validated by many works over the years (e.g., [10,11]). This software has a wide range of applications such as assessing the risk of mould growth in a wall’s interior surface (e.g., [12,13]), assessing the freeze damage risk (e.g., [14]), determining the influence of each constituting layer or a specific surface treatment in the whole wall (e.g., [13,15]), calculating transient thermal transmittance (e.g., [8,16]), comparing the hygrothermal performance of a wall under different ambiences, and comparing measured data to simulated data (e.g., [17,18]).



For this purpose, three main goals were established for this paper. The first is to identify the effects that the application of mortar layers may have on the water contents. The second is to calculate transient thermal transmittances. The last is to determine if current mortar can withstand future moisture loads by means of determining the effects of the most demanding wind-driven rain (WDR) spells.



An exterior mortar layer (named render, R) is an important component of a wall, since it is its first protection against the exterior ambience (such as wind-driven rain) [19]. In Portugal, the traditional render is a combination of three layers with respective different objectives that aim to gradually slow down the liquid moisture penetration [20]. More recently, factory-prepared mortars are being used in construction due to their ease and quickness of application when compared to traditional mortars, but thermal-resistant mortars are also a recent appealing product due to their thermal performance [21]. Moreover, their protective function, irrespective of their origin, remains, i.e., slow down moisture penetration to prevent it from reaching the inner layers.



On the other hand, an interior mortar layer (named plaster, P) is usually applied for aesthetic reasons [20]. However, depending on their characteristics, these types of layers may cause significant changes in the hygrothermal behaviour of walls. Hence, it is important to study the hygrothermal changes that the application of these two layers may cause in the solid brick layer behaviour.



Since the steady-state thermal transmittance does not account for the moisture variation induced by the boundary conditions, the obtained values may be quite different from reality (e.g., [8,16,22]). Therefore, the difference between calculating the thermal transmittance in steady-state and in transient conditions was evaluated for all the simulated walls. This derives from the fact that most construction materials are porous, having the capacity to store fluids [6]. A higher value of moisture content in a porous material causes a higher value of thermal conductivity and, consequently, a higher value of the wall’s thermal transmittance [6], which means that for the same value of area and temperature difference, a higher amount of heat is transmitted through the element.



In this study, four types of walls were simulated: (1) a solid brick wall, (2) a rendered solid brick wall, (3) a plastered solid brick wall, and (4) a rendered and plastered solid brick wall. The simulations were computed for lime (L), cement-lime (LC), and cement (C) mortars. These three types of mortars were selected as an example of the various moisture transport characteristics of wall finishings and to illustrate the different behaviours they may induce on the performance of specific walls. These assemblies were simulated for the following four climates: Zurich (ZR), Essen (ES), San Francisco (SF), and Lisbon (LX).



The changes that the outdoor climate is expected to suffer in the future will differ in accordance with the location [23,24]. While a general increase in the outdoor temperature is expected, in terms of precipitation, a substantial increase is expected for northern Europe, while a substantial decrease is expected in southern Europe [23,25]. However, in Lisbon, an increase in extreme rain events associated with strong winds is also expected [26]. Hence, this behaviour is studied in this paper to see if this means that the outdoor moisture will be able to reach deeper thicknesses in the assembly. For this purpose, four future periods of time—near future and far future for RCP 4.5 and 8.5—will be assessed for Lisbon in order to identify the respective WDR spells in accordance with the methodology of EN ISO 15927-3 [27] and BS 8104 [28]. Finally, the hygric effect of the most demanding spells will be assessed using simulation software (WUFI®Pro).




2. Methodology


2.1. General Considerations


This paper aims to firstly identify the effects that the application of mortar layers may have on the water contents. Secondly, we aim to calculate transient thermal transmittances. Thirdly, we aim to determine if current mortar can withstand future moisture loads by means of determining the effects of the most demanding wind-driven rain (WDR) spells. To achieve these goals, simulation software (WUFI®Pro) will be used coupled to current and future climates to assess the hygrothermal performance of masonry walls. This software is reviewed in Section 2.2, while the tested masonry walls are described in Section 2.3, and the selected current and future climates are reviewed in Section 2.4.




2.2. WUFI Software


It is necessary to provide the following data for WUFI®Pro to perform (Figure 1): wall characteristics, physical and hygrothermal material properties, surface transport coefficients, initial conditions, and exterior and interior ambience conditions. The surface orientation and inclination are important inputs of a simulation since the solar radiation and wind-driven rain, if the element is not horizontal, are dependent on these parameters [29,30]. In terms of outputs for the selected assembly, it is possible to assess the temperature (°C), relative humidity (%), and water vapour partial pressure (hPa) for any of the selected locations within the assembly, water content for any layer (volume, kg/m3) or in terms of equivalent water content for the assembly (area, kg/m2), and the heat (W/m2) and moisture fluxes (kg/m2s) for the assembly surfaces and layer interfaces.



All these inputs are taken into account in WUFI’s calculation procedure. Enthalpy in a material varies according to the divergence between the heat flow through the material’s surfaces and the heat sources (condensation) or heat sinks (fusion and evaporation) in the material [6]. Condensation is the change in the physical state of matter from gas into the liquid phase. This is an exothermic phenomenon since it changes from a superior to an inferior level of molecular excitement [31]. Therefore, it releases energy, and, consequently, it increases temperature. On the other hand, evaporation is an endothermic process since the material changes from its liquid state (inferior level of molecular excitement) to its gas state (superior level of molecular excitement) [31]. Hence, it consumes energy from the system, and, consequently, it decreases temperature. Fusion is also an endothermic process because the material changes from its solid state to its liquid state [31].



In San Francisco and Lisbon, walls are not influenced by fusion, since their lowest exterior air temperature is 1.7 and 1.2 °C, respectively, and, in normal pressure conditions, water’s freezing point is near 0 °C. Hence, water never reaches the solid state, making it not possible to change from its solid to its liquid state.



The amount of moisture that exists in a wall is equal to the amount of moisture in the liquid state and gas state that is exchanged with the ambiences and the moisture sources or sinks contributions. Since moisture sources are scarce and moisture sinks related to chemical processes are low, these contributions are discarded in WUFI [6].



Since the total enthalpy, the thermal conductivity, and the heat source term are dependent on the moisture inside a building material and also due to the dependency of the liquid flux and vapour diffusion flux on the temperature, it is possible to couple the heat balance and moisture balance equations [6]. However, as it is a two-equation system, it is only solvable if there are just two variables. Taking the relations between the parameters into account, it is possible to have just two variables, i.e., temperature and relative humidity. Therefore, for one-dimensional heat and moisture transport, the following two-equation system is obtained [6]:


    ∂ H   ∂ θ   ⋅   ∂ θ   ∂ t   =  ∂  ∂ x    (  λ ⋅   ∂ θ   ∂ x    )  +  h v  ⋅  ∂  ∂ x    (   δ p  ⋅  ∂  ∂ x    (  φ ⋅  p  v , s a t    )   )   



(1)






    ∂ w   ∂ φ   ⋅   ∂ φ   ∂ t   =  ∂  ∂ x    (   D φ  ⋅   ∂ φ   ∂ x   +  δ p  ⋅  ∂  ∂ x    (  φ ⋅  p  v , s a t    )   )   



(2)




where ∂H/∂θ is the heat storage capacity of the moist building material (J/(m3K)), H is the total enthalpy (J/m3), θ is the temperature (°C), t is the time (s), λ is the thermal conductivity of the moist building material (W/(m·K)), hv is the evaporation heat of water (J/kg), δp is the water vapour permeability of a building material (kg/(m·s·Pa)), φ is the relative humidity (-), pv,sat is the vapour saturation pressure (Pa), ∂w/∂φ is the moisture storage capacity of the building material (kg/m3), and Dφ is the liquid conduction coefficient of the moist building material (kg/(m·s)).



WUFI is an extremally used software to assess the hygrothermal performance of assemblies in countries, for example, Norway. This user-friendly software has been validated by experimental campaigns (e.g., [32]), by comparison with other software (e.g., [33]), and against EN 15026 [34]. Finally, the software has been subjected to several updates across the years [35], which allows it to stay up-to-date in this ever-evolving scientific field.



The material properties are divided into two categories [9]. Basic properties, essential for the program, and advance properties, which can be left out. However, their omission has significant consequences for the results. The advance properties are the moisture storage function, the liquid transport coefficient for suction and for redistribution, the moisture-dependent thermal conductivity, and the moisture-dependent vapour diffusion resistance factor. The latter, in the simulated materials, is accounted for in the liquid coefficients [9].



The liquid transport coefficient of a material changes in accordance with if it is constantly supplied with water (e.g., rain event) or not. During a rain event, since a great amount of water is supplied to the material and due to their lower flow resistance, the liquid transport is governed by the larger pores [36]. On the other hand, in the absence of a water supply, the liquid transport is governed by the smaller pores due to their higher capillary pressure [36]. WUFI uses the liquid transport coefficients for suction (Dws) when water is constantly supplied to the material, and otherwise, it uses the liquid transport coefficients for redistribution (Dww); both these coefficients are highly moisture dependent. The liquid transport coefficients for each of the simulated materials are featured in Figure 3 and their water absorption coefficient in Table 1.



Surface transport coefficients describe heat and moisture exchanges between a wall surface and the ambience [37]. They differ in exterior and interior ambiences. For an exterior surface, the program considers the surface heat resistance, short-wave radiation absorptivity, long-wave radiation emissivity, and rain water absorption factor. For an interior surface, the program only considers the heat resistance.



WUFI can consider the long-wave radiation exchanges between an exterior surface and its surroundings in three different ways [9,38,39]: the heat transfer coefficient, the simplified method, and the explicit radiation balance method. However, the last two methods only run if the atmospheric counter-radiation is defined in the used climate file. Thus, in its absence, the radiation exchanges are accounted for by the heat transfer coefficient.



WUFI can calculate the heat transfer coefficient (inverse of surface heat resistance) according to the wind felt in the simulated location [40]. The water vapour transfer coefficient is automatically obtained from the heat transfer coefficient; therefore, if the wind equations are used for the heat transfer coefficient, then the water vapour transfer coefficient will vary according to the wind characteristics.



The amount of solar radiation absorbed by an exterior surface depends on its orientation and inclination and on the exterior material properties (i.e., the short-wave radiation absorptivity). Therefore, the amount of solar radiation absorbed by a façade is obtained through the following equation:


  q =  a s  ⋅ I  



(3)




where q is the heat flux from solar radiation (W/m2), as is the short-wave radiation absorptivity (-), and I is the solar radiation vertical to the façade (W/m2).



The amount of water absorbed by a vertical surface is not equal to the quantity of rain that impacts that surface [29]. This happens because some of the impacting water splashes off [41]. WUFI takes this behaviour into consideration through the rain water absorption factor. It is normal to consider that 30% of the surface impacting water splashes off [6]. It is important to bear in mind the key influence that this solicitation has on the hygrothermal behaviour of solid brick walls [8,12]. The amount of water absorbed by a façade, which is not completely wetted, is obtained through the following equation:


   g w  =  a r  ⋅ R  



(4)




where gw is the liquid flux (kg/m2s), ar is the rain water absorption factor (-), and R is the precipitation load vertical to the building component surface (-).



WUFI needs the ambience boundary conditions to be able to account for the exchanges between the wall surfaces and the respective ambience. The boundary conditions used by the program are normal rain; global and diffuse solar radiation; exterior and interior air temperatures (T); exterior and interior relative humidities (RH); barometric pressure; cloud cover; and long-wave atmospheric counter-radiation. The interior climate can be obtained using sine curves or from a standard that uses the exterior conditions for their calculation (e.g., [42]) or inputted into the model based on monitored/simulated data.




2.3. Wall Assemblies


With the purpose of identifying the alterations caused by the application of the mortar layers, all mortared assemblies were compared against a plain solid brick wall, i.e., a 220-mm solid brick wall (Figure 2a), which is considered as the standard case (SC). The study includes three types of mortared walls—exterior surface (Figure 2b), interior surface (Figure 2c), and both surfaces (Figure 2d)—and three types of mortar—lime, cement-lime, and cement. All tested mortars are 15 mm thick, and the solid brick is 220 mm thick.



In order to identify the differences between the steady-state and transient thermal transmittances, these factors were calculated for every studied wall in the four climates (Section 2.4.1). The thermal transmittance in steady-state conditions was calculated using standard thermal conductivities and the usual surface thermal resistances (i.e., 0.0588 m2K/W for the exterior ambience and 0.1250 m2K/W for the interior ambience [6]).



The thermal transmittance in transient conditions was calculated using the thermal conductivity that takes into account the moisture content of the material and the wind-dependent surface thermal resistance [8]. WUFI was used to obtain the water contents for each layer, which allows the calculation of the thermal conductivity that considers the moisture. The surface thermal resistance was calculated using WUFI’s wind-dependent equations, which depend on the wind direction and wall inclination.



The simulated materials were characterized by the Fraunhofer—Institute for Building Physics (IBP), and their characteristics can be seen in Table 1. By taking a closer look at the table, it is possible to notice that the moisture permeability decreases from lime to cement mortar. This is visible since the water absorption coefficient decreases (liquid moisture) and the water vapour diffusion resistance factor increases (vapour moisture), which means a lower drying potential [36].



All of the mortars have a much lower A-value than the solid brick, which corroborates the values obtained in the simulations (Section 3.2.1). The higher the mortar’s bulk density, the lower its thermal conductivity, which makes sense due to the fact that the thermal conductivity of the materials is related to the dimension and quantity of pores, which are inversely proportional to the bulk density [43]. Lastly, it is visible that lime has the lowest thermal conductivity among the tested mortar, and cement the highest, but this is not very significant due to this layer thickness, corresponding to a small contribution to the total thermal resistance of the tested assemblies, which varies in the range of 3.3–5.5%.



[image: Table] 





Table 1. Properties of the materials that constitute the simulated walls. Data taken from Fraunhofer-IBP database in WUFI [9].






Table 1. Properties of the materials that constitute the simulated walls. Data taken from Fraunhofer-IBP database in WUFI [9].





	
Building Properties

	
Solid Brick

	
Mortars




	
Lime

	
Lime-Cement

	
Cement






	
Bulk density, ρ (kg/m3)

	
1900.0

	
1600.0

	
1900.0

	
2000.0




	
Porosity, ε (m3/m3)

	
0.24

	
0.30

	
0.24

	
0.30




	
Specific heat capacity-Dry, cp (J/kg·K)

	
850.0

	
850.0

	
850.0

	
850.0




	
Thermal conductivity-Dry, λ (W/m·K)

	
0.60

	
0.70

	
0.80

	
1.20




	
Water vapour diffusion resistance factor, µ (-)

	
10.0

	
7.0

	
19.0

	
25.0




	
Reference water content, w80 (kg/m3)

	
18.0

	
30.0

	
45.0

	
35.0




	
Free water saturation, wf (kg/m3)

	
190.0

	
250.0

	
210.0

	
280.0




	
Moisture-related thermal conductivity supplement, b (%/M.-%)

	
15.0

	
8.0

	
8.0

	
10.0




	
Water absorption coefficient, A (kg/m2s0.5)

	
0.1100

	
0.0470

	
0.0170

	
0.0076











The moisture storage capacity and liquid transport coefficients for the four studied materials are presented in Figure 3. Figure 3a shows that the mortar with the highest moisture storage capacity changes throughout the relative humidity range. From 0 to 88.6% RH, it is the lime-cement, and from 88.6 to 100% RH, it is the cement mortar. It is also interesting to notice that until 75.9% RH, the lime mortar has a higher moisture storage capacity than the cement mortar and that from 93.4 to 100% RH, the lime mortar has a higher moisture storage capacity than the lime-cement mortar.



Figure 3b shows that the mortar with the highest Dws values is lime, then lime-cement, and, lastly, cement. However, the same observation cannot be made for Dww since the lime-cement mortar reaches the highest values between 137.4 and 229.6 kg/m3.



The wall’s radiation absorption behaviour differs according to the exterior layer characteristics. Since rendered and unrendered walls are simulated, two short-wave radiation absorptivity coefficients were used: 0.40 (for rendered walls) and 0.68 (for unrendered walls), which are in accordance with the literature [31,44,45,46]. The long-wave radiation exchange was determined through the simplified method for those climates.



The simulation period was chosen so that all the wall assemblies reached the dynamic equilibrium in each simulated climate. For Essen, seven years were necessary and five years for the other three climates. It is important that this level is reached because only after that will there be an equilibrium between the wall and the ambiences, and, consequently, the variation in any parameter for the following years will be the same [9]. However, it is also vital not to discard the variation in the hygrothermal parameters in the years prior to reaching the dynamic equilibrium, since it helps explain certain behaviours. Nonetheless, it is important to take into account that WUFI does not directly consider the changes over time in the hygrothermal properties of the building material.




2.4. Weather Files


2.4.1. Current Climate


This study was carried out for Lisbon, since the type of assembly is typical for this location [47]. In addition, three other climates were studied: Zurich, Essen, and San Francisco (Section 3.2). Zurich and Essen are cold climates that have moderate annual wind-driven rain (WDR), and the other two are temperate climates (San Francisco and Lisbon), not reaching below-zero temperatures, also with low and moderate annual WDR, respectively. Their relative humidity and temperature can be seen in Table 2.



In order to determine the effects of the exterior conditions on each wall assembly, the interior conditions were obtained through WUFI’s sine curves feature for a medium moisture load (i.e., the temperature varies between 20 and 22 °C and the relative humidity between 40 and 60%), creating equal conditions for all the simulations.



A comparison between Zurich and Lisbon is carried out in order to understand the major differences between the two types of studied climates. Lisbon has a yearly wind-driven rain sum higher than Zurich. It is important to remember that wind-driven rain depends not only on normal rain but also on the wind’s direction and velocity [41].



There is also a significant difference in terms of ambience temperature and relative humidity between the two climates. Lisbon always has the highest values of temperature, while the highest values of relative humidity change throughout the year, with Zurich presenting the highest values all year long except between the middle of February and the beginning of May. Lisbon has higher values of mean surface transfer coefficients (13.65 W/(m2 K) and 5.09 × 10−8 kg/m2s Pa) than Zurich (12.90 W/(m2 K) and 4.68 × 10−8 kg/m2s Pa). These observations support the notion that Lisbon has better drying conditions than Zurich.




2.4.2. Future Climate


The effect of climate change was assessed for Lisbon since an increase in extreme rain events associated with strong winds is expected [26,48]. Both scenario RCP 4.5 (mid-GHGs-emission scenario [49]) and scenario RCP 8.5 (high-GHGs-emission scenario [49]) and two future time frames: mid-21st century (henceforward named near future, NF) and end of the 21st century (henceforward named far future, FF) were taken into account. These future climate scenarios, named the Representative Concentration Pathway (RCP) coupled to their respective radiative forcing at the end of the century [50], belong to the 5th Assessment Report of the Intergovernmental Panel on Climate Change (IPCC) [51].



The weather files were obtained from Meteonorm software, which is a meteorological database that can provide weather files for most of the world’s locations for many of today’s used building simulation software or solar energy applications [52]. The future meteorological conditions are obtained from complex models that account for many of the parameters that affect the environment and how they will evolve, such as the greenhouse gases emissions and changes in land use [49], while also accounting for their variance and the mitigation measures promoted throughout the studied period [53]. This, of course, leads to different future weather conditions, which are in a way accounted for by considering different RCP scenarios.



Figure 4 shows the monthly averages and sums for Lisbon in terms of air temperature (Figure 4a) and relative humidity (Figure 4b), as well as precipitation (Figure 4c) and global radiation (Figure 4d) for the near past (NP), near future (NF), and far future (FF) for scenario RCP 4.5 and for the near future (NF) and far future (FF) for scenario RCP 8.5.



It is visible that climate change is not responsible for significant modifications in terms of air relative humidity (Figure 4b) and global radiation (Figure 4d). The only slight variation in terms of relative humidity occurs in May, June, and July, with an average increase in relation to the near past of 0.6%. In contrast, a significant variation in the outdoor air temperature (Figure 4a) and precipitation (Figure 4c) is visible if we take climate change into account.



In terms of temperature, an overall increase is expected (Figure 4a). The highest increase is obtained by RCP 8.5 at the end of the century (FF), which is understandable since this corresponds to the more pollutant scenario [49]. RCP 8.5 at the end of the century (FF) has an average increase of 3.2 °C in relation to the near past. This is followed by RCP 4.5 at the end of the century (FF) with average increase of 1.7 °C and RCP 8.5 in the middle of the century (NF) with average increase of 1.5 °C. Finally, the lowest increase corresponds to RCP 4.5 at mid-century (NF), which has an average increase of 1.0 °C.



In relation to precipitation, the differences are more pronounced in the rainy season, whilst in the warm period of the year, the differences are obviously less significant due to the fact there is much less precipitation in this period. An increase is visible for both time periods of scenario RCP 4.5 in the first three months of the year except for February for the near future (NF). For the remainder of the year, the RCP 4.5 values are similar to the near past (NP). On the other hand, the RCP 8.5 periods have lower values than the near past, more significantly for NF at the beginning of the year and for FF at the end of the year. This evidently leads to lower annual precipitations, i.e., 453 and 378 L/(m2h).




2.4.3. Changes in the Climate of Lisbon


The changes suffered by the environment over these past years have been greatly caused by the emission of greenhouse gases due to anthropogenic activities [54]. For example, in Lisbon, which is a coastal city and the largest city in Portugal with over 2.8 M people [55], it is expected that the annual precipitation will decrease. On the other hand, it is also expected that the number of extreme phenomena with extreme rains will increase, droughts will become more frequent and more severe, and both the air temperature and the average sea level will rise [26].



In order to study the changes in the outdoor climate over the years in Lisbon, three sets of temperature and precipitation were analysed: (1) 1951–1980, (2) 1970–2000, and (3) 2005–2015. The first set was supplied by the old Meteorological Institute (now IPMA) and used by Henriques [56] to analyse the variability of the outdoor climate in eight climate representative cities of Portugal—Bragança, Porto, Portalegre, Lisboa, Beja, Faro, Ponta Delgada (Açores archipelago), and Funchal (Madeira archipelago). The second set was obtained from the IPMA website [57], and the third set was supplied by IPMA for other projects [58]. Although the third set does not cover the required 25–30 years to assess the climate variability [59], only including 11 years’ worth of data, the obtained results are still used here because they are representative of the more recent climate of Lisbon.



Overall, the mean temperature in Lisbon considerably increased from 1951–1980 to 1970–2000, with the difference amounting to +4.0 °C (Figure 5). The only month in which the average temperature corresponding to 1970–2000 is not higher than the average temperature of 1951–1980 was May (−0.3 °C). The highest increases occurred in March (+0.8 °C) and in December (+0.7 °C). The same observation can be made whilst comparing the values that correspond to 1951–1980 and 2005–2015, i.e., the mean temperature considerably increased throughout the whole year (Figure 5). The difference amounts to +7.7 °C, and the highest increases occurred in April (+1.1 °C) and in December (+1.0 °C).



The precipitation accumulated difference between 1951–1980 and 1970–2000 is approximately −52 L/(m2h), which means that the precipitation in Lisbon has decreased significantly from 1951–1980 to 1970–2000 (around 7%). The highest difference occurred in March, with a decrease of ca. −50 L/(m2h) (Figure 6). However, the difference in January (−25 L/(m2h)), February (−18 L/(m2h)), and December (−15 L/(m2h)) is also considerable. On the other hand, the precipitation increased substantially in May (+12 L/(m2h)) and April (+11 L/(m2h)), but it was not enough to compensate for the decrease that occurred in the other months.



When comparing 1951–1980 and 2005–2015, the difference in terms of precipitation is even higher (Figure 6), i.e., the precipitation decreased ca. −127 mm, around 16% when compared to the 1951–1980 value. The most significant decreases occurred in March (−43 mm), December (−42 L/(m2h)), and January (−40 L/(m2h)). On the other hand, the precipitation increased substantially in October (+23 L/(m2h)) and November (+20 L/(m2h)) and slightly in September (+5 L/(m2h)), but, once again, these increases are not enough to compensate for the decreases in precipitation that occur in the other months of the year.



In addition, the average monthly maximum and minimum were compared for the periods of 1951–1980 and 1970–2000. It is visible that the difference in the maximum temperatures is not as substantial as one would expect (Figure 7a). The temperature accumulated difference amounts to +1.2 °C, with the largest differences being reached in March (+0.9 °C), December, and February (+0.5 °C). On the other hand, the difference between both periods is much more significant for the minimum temperatures, with the 1970–2000 period always corresponding to higher temperatures, except for January (Figure 7b). Its accumulated difference amounts to +6.9 °C, with the largest differences being reached in July and December (+0.9 °C), closely followed by August and September (+0.8 °C).






3. Results and Discussion


3.1. General Considerations


This section is divided into two main subsections: Section 3.2, in which the selected four assemblies are assessed in terms of water content (Section 3.2.1) and transient U-value (Section 3.2.2) for four current selected climates—i.e., Zurich, Essen, San Francisco, and Lisbon; and Section 3.3, in which the moisture penetration is assessed by firstly determining the critical spells (Section 3.3.1) and then by assessing the moisture content variation within the assembly during the critical spells for Lisbon whilst taking into account near-past (Section 3.3.2) and future conditions (Section 3.3.3 for RCP 4.5 and Section 3.3.4 for RCP 8.5).



Figures 14–18 were produced based on the dynamic relative humidity values for specific locations obtained from WUFI®Pro and transformed into water content values using the respective moisture storage function through a MATLAB code developed by the authors. Some of the analysed spells have an extra 24 h in addition to the end of the spell. This occurs in the cases when there is a significant wind-driven rain (WDR) event near the end of the spell, and, therefore, it is interesting to assess the drying of the assembly. This appears as a green line in the figures and is named “Dry end”.




3.2. Assemblies Hygrothermal Assessment: Current Climates


The walls are subjected to wetting and drying cycles, which are controlled by the boundary conditions and may change due to the wall configuration. In moderated water uptake walls, the wetting phase (WP, defined by the increase in water content) occurs during the rainy season, and the drying phase (DP, defined by the decrease in water content) occurs during the dry season. These cycles were defined for each of the four studied climates according to the variation in the water content of the standard case for each climate (Table 3).



3.2.1. Water Content within Assemblies


In temperate climates, the application of a render causes a significant decrease in water content during the wetting phase and slightly higher values for the drying phase (Figure 8a,b). The decrease in water content during the wetting phase, i.e., when the wall is subjected to a great amount of moisture from the exterior ambience, is due to the fact that the renders’ moisture transport properties are lower than those of the solid brick; hence, the layer of solid brick has a lower amount of moisture. During the drying phase, i.e., when the boundary conditions compel the wall to expel moisture, the application of a render layer causes higher water contents since it reduces the evaporative capacity of the solid brick.



On the other hand, the application of plaster results in an increase in water content for temperate climates, which is more obvious during the wall’s drying phase (Figure 8c,d). All unrendered simulated walls have the same layer in direct contact with the exterior ambience (i.e., solid brick). Thus, the amount of moisture that penetrates into the solid brick is similar. However, due to the mortars’ moisture transport properties, it is harder for moisture to reach the interior ambience. Consequently, moisture is stored at the interface between the solid brick and the plaster. This moisture storage could have been influenced by the moisture transport resistance, which is generated by the interface characteristics between layers. However, this type of resistance is not considered in WUFI.



These two behaviours are more significant, depending on how impermeable the mortar is to moisture. A wall coated on both surfaces has a similar behaviour to that of a rendered wall, but with slightly higher values of water content since the plaster reduces the evaporative capacity of the solid brick.



In cold climates, plasters also cause an increase in the solid brick’s water contents directly proportional to the moisture transport properties of mortars. However, the application of a render layer in this type of climate does not have all the same implications as the ones previously described for temperate climates. Although the application of a render layer also causes a decrease in water content during the wetting phase and higher water content values during the drying phase, the case with the highest water contents changes throughout the year (Figure 9).



During the wetting phase, the standard case absorbs more moisture than the other cases due to its higher moisture transport properties (see Figure 3). During the drying phase, the standard case expels moisture easier than the rendered cases, since it does not have the render layer decreasing the evaporative capacity. The lime-cement rendered case is, for most of the year, the one with the highest water contents. This is due to the wind-driven rain magnitude, which in this type of climate is almost never sufficient for the case of lime renders to surpass the lime-cement case. The cement-rendered case behaviour is quite different from the other cases due to its lower moisture transport properties. A wall coated on both surfaces has a similar behaviour to that of a rendered wall.



It is possible to understand the importance of the magnitude of wind-driven rain spells by comparing the behaviour of the rendered walls in cold and temperate climates. Therefore, the following three paragraphs only refer to the behaviour of rendered cases in two climates (Zurich and Lisbon) for the first simulation year.



Initially, the same behaviour concerning the water contents (i.e., highest values of water content correspond to the case with the most moisture-impermeable mortar—cement—and the lowest values to the case with the less moisture-impermeable mortar—lime) occurs in both climates (Figure 10 for Zurich and Figure 11b for Lisbon). However, when the wall faces a wind-driven rain spell with sufficient magnitude, the after-effect of this solicitation is different considering the type of climate.



In both climates, the less impermeable mortar (lime) attains the highest water content values. However, in Zurich, the amount of moisture absorbed by the exterior surface is not enough to compensate for the drying of the wall, and, shortly after, the lime-rendered case is surpassed by the lime-cement-rendered case (Figure 10). This does not occur in Lisbon, since the amount of moisture on the exterior surface is so substantial that it originates a very large difference between both cases, preventing the lime-cement case from surpassing the lime case (Figure 11). The cement-rendered case is a special situation, since the amount of moisture that reaches the solid brick layer is very low due to its low moisture transport properties. Furthermore, the amount of incident rain on a wall in Zurich is so low that it causes the cement-rendered case to have very different behaviour from the other two rendered cases.



The alternation of the case with the highest water content value is due to the change in the wall’s main source of moisture. When the wall was not yet subjected to the wind-driven rain spell, the main source of moisture is the interior ambience or interstitial condensation. Therefore, the more impermeable the render is to moisture, the greater the opposition for moisture to be transported across the wall will be, thus increasing the amount of moisture stored at the interface. When the wind-driven rain spell occurs, the less impermeable the render is to moisture, the higher will be the amount of moisture that penetrates into the mortar (since it offers a lower resistance to moisture transport), and, consequently, a higher value of water content is reached in the solid brick layer. The latter behaviour has a much higher magnitude than the former.



Figure 12 shows that the application of a render layer has a greater effect in temperate climates than in cold climates. For uncoated solid brick walls, Lisbon’s values are much higher than Zurich’s, namely in the wall’s wetting phase (Figure 12, in square dot). However, due to the application of the render layer, this difference decreases substantially, and in some cases, it can even cause an exchange of the climate with the highest values. This fact is quite obvious if we compare the relationship between the extreme cases for both climates, i.e., the standard case and the cement-rendered case. While for the uncoated solid brick wall in Lisbon, the water content varies between 5.5 and 136.3 kg/m3, in Zurich, it varies between 10.3 and 48.3 kg/m3, which means that the highest values are attained in Lisbon. On the other hand, for the cement-rendered cases, Zurich (varies between 9.0 and 14.2 kg/m3) attains higher values than Lisbon (varies between 5.4 and 10.1 kg/m3).



This change is due to the lower drying conditions of the cold climates, which means that the wall is less driven to expel moisture and, consequently, has a higher water content value. As the liquid transport coefficients are highly dependent on water content (Figure 3), the moisture transport in the solid brick will be faster; therefore, the exterior surface absorbs a higher amount of moisture than in temperate climates (Table 4). The application of a render layer has a more crucial effect on temperate than on cold climates, since the decrease in water absorbed by the exterior surface is much higher in the former than in the latter climates.




3.2.2. Assemblies Transient U-Value


A comparison between two thermal transmittances calculated for different conditions was developed for the ten types of wall assemblies in the four different climates. US is calculated in steady-state conditions and UT for transient conditions. The latter coefficient is obtained using WUFI’s outputs, and it is the average for the last year of simulation. This value directly follows the variation in the wall’s water contents.



In temperate climates, the application of a render layer causes a decrease in the difference between both thermal transmittances, which is larger the more impermeable the render is to moisture. In cold climates, the same cannot be said due to what happens with the lime-cement case. In conclusion, it can be stated that for temperate climates, the more impermeable the render is to moisture, the more real the value of thermal transmittance calculated in steady-state conditions will be (Table 5, render).



The application of a plaster layer originates an increase in the differences between the thermal transmittances, which is more significant the more impermeable the plaster is to moisture (Table 5, plaster). This occurs for both types of climates and is due to the moisture storage at the interface originated by the plaster. For these cases, the relation UT/US has a minor variation but attains higher values than in the render cases (e.g., while in Essen, the UT/US for the render cases varies between 5.6 and 14.3%, that for the plaster cases varies between 16.6 and 18.5%).



The application of both layers originates identical values to the respective rendered case but with slightly higher values (Table 5, render and plaster). This happens because of the decrease in the wall’s evaporative capacity caused by the application of the plaster layer [60], resulting in higher values of water content and, consequently, higher values of thermal transmittance.





3.3. Moisture Penetration


3.3.1. WDR Spell Identification


The five periods of time selected for Lisbon, i.e., near past (NP), near future (NF), and far future (FF) for scenario RCP 4.5 and RCP 8.5, were assessed in order to identify the respective wind-driven rain (WDR) spells. For this purpose, the methodology described in EN ISO 15927-3 [27] and BS 8104 [28] was followed.



Note that the WDR spells are dependent on the orientation of the walls, so for this study, the worst-case scenario was adopted for each climate, i.e., the orientation with the highest WDR load, which is considerably dependent on the wind patterns. The selected orientation for NP was north; for RCP 4.5, in the NF, it was northeast and west for the FF, while for RCP 8.5, in the NF, it was northwest and southwest for FF. The tested assembly was the exterior lime mortared (15 mm) with brick layer (220 mm) assembly.



Figure 13 shows the number of WDR spells for each of the five selected periods as well as the respective annual precipitation. In addition to the total number of spells, four magnitudes of spells, in accordance with their respective total spell precipitation, were determined in order to identify the periods most prone to moisture penetration, i.e., total spell precipitation above 5, above 10, above 15, and above 20 L/(m2h).



In general, it is visible that in the future, a greater number of WDR spells are expected (Figure 13, green cross markers), although a decrease in the precipitation is also expected for most of the studied future periods when compared with the near past (Figure 13, black circle markers). The exceptions are FF for RCP 4.5, which has slightly higher precipitation, and NF for RCP 8.5, which has the same number of total WDR spells as NP.



However, the same conclusion is not drawn for the higher total spell precipitation spells. For above 5 L/(m2h) spells, the number is very similar for the five analysed periods except for FF for RCP 4.5, which has more three spells than NP (Figure 13, red asterisk markers). For above 10 L/(m2h) spells, the RCP 4.5 periods have one to two more spells than NP, and the RCP 8.5 periods have one less spell than NP (Figure 13, orange square markers). For above 15 L/(m2h) spells, the periods in the FF for both scenarios have the same number of WDR spells as NP, but for the NF periods, they have one less spell (Figure 13, grey diamond markers). For above 20 L/(m2h) spells, the number is the same as the NP for all selected periods with the exception of NF for RCP 8.5, which has one less spell (Figure 13, blue cross markers).



The worst WDR spells, i.e., adopted as spells above 15 L/(m2h) independently of their duration, were selected for each of the five selected periods of time to assess how the selected assembly would behave in accordance with the WDR and how this would vary in accordance with climate change (Table 6). For each future scenario, two or three spells were assessed, which is not very different from the NP, but it is visible that the highest WDR spells have increased when compared with the NP. The highest WDR spell precipitation for NP is 27 L/(m2h), while for future scenarios, there is always at least one spell with a value above 30 L/(m2h), with the highest value being 33.8 L/(m2h).



There is variance in the size of the spells within each scenario, but no great difference is visible if we compare the near past with any of the future scenarios; there is always a longer spell (more than 200–300 h) and a smaller spell (more than 24–100 h). In sum, an increase in the number of WDR spells is expected but not at the highest values, although an increase in the value of the spell precipitation for the highest WDR spell is observed in the future periods.




3.3.2. Near Past


Figure 14a–c presents the water content profile for the selected three spells for the near past (Table 6), while Figure 14d–f shows the respective precipitation for each of these spells. The first two spells show the results for an additional 24 h after the spells ended because they had a substantial WDR event right before the spell ended (Figure 14d,e).



Figure 14a corresponds to the first selected spell, which has a duration of 196 h and has a total precipitation during the spell of 27 L/(m2h). The water content reaches its highest value of 14.8 kg/m2 on 22/01 at 20:00 and its lowest value of 3.3 kg/m2 on 14/01 at 20:00. These equivalent water contents were determined as described in WUFI [9].



It is visible that when the spell starts, the water content through the assembly is rather low (i.e., 14/01 at 17:00), but, subsequently, the water content increases substantially in both materials (Figure 14a). The vertical values at the thickness of 15 mm correspond to the connection between the two materials, which have different hygric properties (Figure 3a), and, therefore, there is a discontinuity. It is also visible that once the spell starts, moisture starts to enter the assembly through the exterior layer (i.e., render) and eventually reaches the inner layer (solid brick).



For this spell, moisture can reach substantially until ca. 110 mm depth (at 17.9 kg/m3), substantially reaching the brick layer. It is also interesting to observe that when the spell ends, the moisture content in the exterior layer is rather high (Figure 14a, purple line), but 24 h later, it is already 5.3 times lower at the exterior surface. This decrease will eventually spread to the remainder of the assembly as long as there is no WDR spell soon.



Figure 14b corresponds to the second selected spell, which has a duration of 24 h and has a total precipitation during the spell of 24.2 L/(m2h). This means that for a much shorter period (i.e., 8.2 times lower), the assembly is subjected to a similar level of precipitation to the first selected spell (just 12% lower). The water content reaches its highest value of 16.0 kg/m2 on 17/03 at 00:00 and its lowest value of 6.9 kg/m2 on 16/03 at 01:00. These values mean that the amount of moisture that exists in the assembly is greater for this spell than for the first spell, i.e., a much longer spell with slightly higher precipitation.



It is visible that at the beginning of the spell (i.e., 16/03 at 01:00), the water content at the exterior surface is rather high, but it is also visible that the water content level from the interface until the middle of the solid brick layer is considerably higher than for the first spell (Figure 14a,b, red lines). This means that the masonry layer was not able to dry out the moisture that managed to penetrate the assembly due to the previous spells and, therefore, has a moisture excess. After the dry period (Figure 14b, green line), it is visible that the water content values nearer to the interface are still rather high, but they are considerably lower than when the spell ends (Figure 14b, purple line).



Nonetheless, the outdoor absorbed moisture in this spell manages to penetrate the assembly until a depth of ca. 110 mm, i.e., the same depth as the first spell, but at a much higher water content value (43.5 kg/m3) because the assembly is not able to dry out the moisture that managed to penetrate from previous spells.



Figure 14c corresponds to the third selected spell, which has a duration of 235 h and a total precipitation during the spell of 18.4 L/(m2h). In this spell, the extra period was not considered because, contrary to the other two spells, there is no significant WDR event near the end of the spell (Figure 14f). This spell has a longer period than the first spell (20% higher) but much lower total precipitation (47% lower). The water content reaches its highest value of 15.8 kg/m2 on 02/04 at 18:00 and its lowest value of 9.1 kg/m2 on 01/04 at 14:00. This shows that although this is a wider spell with lower precipitation than the second spell, it reaches similar values (Table 7), which means that the state in which the assembly is due to previous spells is also of great importance.



It is visible that at the beginning of the spell (i.e., 28/03 at 18:00), there is a great amount of moisture already trapped in the solid brick. Due to the absorbed precipitation within the spell, the values will increase throughout the assembly. Even when the spell finishes (Figure 14c, purple line), the values are still rather high, but they will decrease as the assembly dries, which is already visible at the outer layers of the exterior surface when the spell finishes. In this case, the absorbed moisture is able to reach a depth of 200 mm (at 8.9 kg/m3). By comparing this with the other spells, it is visible that the excess of moisture is increasing, since the assembly is not able to dry out all the absorbed moisture.




3.3.3. Future Climates—Scenario RCP 4.5


Near Future


Figure 15a,b present the water content profile for the tested assembly for the selected two spells for the near future for scenario 4.5 (Table 6), while Figure 15c,d show the respective precipitation for each spell. Both spells show the results for an extra 24 h after the spells have ended because they had a substantial precipitation event right before the spell ended (Figure 15c,d).



Figure 15a corresponds to the first selected spell, which has a duration of 203 h and a total precipitation during the spell of 33.8 L/(m2h). The water content reaches its highest value of 15.6 kg/m2 on 22/01 at 20:00 and its lowest of 3.3 kg/m2 on 14/01 at 23:00.



The behaviour here is similar to that of the first spell in the near past (Figure 14a). The water content in the assembly starts at low values (i.e., 14/01 at 10:00), but it is visible that as time progresses, the amount of moisture within the assembly increases. The values at the exterior surface reach saturation (Figure 3) during the most significant WDR events, which eventually spread out to the remainder of the assembly (Figure 15a). By comparing the water content between the end of the spell and the extra 24 h, it is visible that the assembly manages to dry, more obviously nearer to the exterior surface for the mortar layer and closer to the interface for the solid brick (Figure 15a). Although at the interface, they may have similar RH values, they will have a considerable difference in terms of moisture content since they are different materials, and, consequently, have different moisture storage functions (Figure 3). The exterior moisture manages to penetrate up to a depth of 114 mm with 18.0 kg/m3.



Figure 15b corresponds to the second selected spell, which has a duration of 25 h and a total precipitation during the spell of 25.1 L/(m2h). Although it is a much shorter spell than the first one (88% shorter), its total precipitation is not very distant (26% shorter). The water content reaches its highest value of 14.9 kg/m2 on 20/12 at 09:00 and its lowest value of 5.5 kg/m2 on 19/12 at 23:00.



The behaviour here is similar to that of the second spell in the near past (Figure 14b), although this one occurs in December while the other occurs in March. The water content in the assembly starts at low values on the inner surface and at higher values nearest to the exterior surface (Figure 15b, red line). Nonetheless, it is visible that as time progresses, the amount of moisture within the assembly increases. The values at the exterior surface also reach saturation (Figure 3) during the most significant WDR events, which eventually spread out to the remainder of the assembly (Figure 15b). By comparing the water content between the end of the spell and the extra 24 h, it is visible that the assembly manages to dry, even more than at the beginning of the spell. This behaviour is more evident the nearer to the exterior surface we analyse (Figure 15a). The exterior moisture manages to penetrate up to 107 mm depth at 12.1 kg/m3, slightly lower than the first spell (Table 7).



In conclusion, although the second spell is a much shorter spell than the first, the amount of moisture that manages to penetrate the assembly is similar, thus reaching almost the same depth. This means that shorter spells can be as dangerous as wider ones.




Far Future


Figure 16a–c present the water content profile for the selected three spells for the far future for RCP 4.5 (Table 6), while Figure 16d–f show the respective precipitation for each spell. The three spells show the results for an extra 24 h after the spells end because they had a substantial precipitation event right before the spell ended (Figure 16d–f).



Figure 16a shows the water content for the first selected spell, which lasts for 73 h and has a total precipitation of 16.3 L/(m2h). The highest water content value of 14.2 kg/m2 is attained on 09/02 at 17:00, while the lowest water content value of 3.5 kg/m2 is attained on 07/02 at 23:00.



At the beginning of the spell (i.e., 06/02 at 18:00), it is visible that there are rather low water content values overall, with the exception of the exterior surface (until mid-way of the mortar layer). It is visible thereafter that the water content will increase considerably through the mortar layer, followed by the section of the brick layer close to the interface zone. Once the spell ends (Figure 16a, purple lines), it is visible that the water content starts to decrease, i.e., the assembly starts to dry, more significantly near the exterior surface, but the drying effects are more visible 24 h later (Figure 16a, green lines). For this case, the outdoor moisture manages to reach a depth of 94 mm with 18.4 kg/m3.



Figure 16b shows the water content for the second selected spell, which lasts for 65 h and has a total precipitation of 22.0 L/(m2h). This spell is slightly shorter than the first (12.3% shorter), but the precipitation amounts to a higher value (35% higher). The highest water content value of 11.6 kg/m2 is attained on 22/10 at 11:00, while the lowest water content value of 1.8 kg/m2 is attained on 22/10 at 22:00. This is an interesting result that shows that it is not only the amount of precipitation or the period of spell that should be accounted for but also the distribution of the WDR events. For the first spell, the WDR events are more spread out, while in the second spell, they are more concentrated in the beginning and at the end of the spell (Figure 16d,e), which gives the wall the possibility to dry more.



It is visible that although there is a great distance between the spells, the behaviour is quite similar to the first spell, even in terms of moisture in the more inner layers (Figure 16a,b). Once the spell starts, the moisture is able to penetrate the wall, and, consequently, the moisture content increases substantially for the whole mortar layer and the solid brick’s sections nearest to the interface zone (Figure 16b). It is visible that once the spell ends (Figure 16b, purple line), the water content in the wall is still high, but 24 h later, it is already much lower (Figure 16b, green line). It is also interesting to see that although this spell has a higher total precipitation, the outdoor moisture does not reach as deep as the first spell (i.e., depth of 88 and 94 mm, respectively). This allows us to conclude that short spells with high precipitation might not be as dangerous as other spells that occur in a very humid period (Table 7).



Figure 16c shows the water content for the third selected spell, which lasts for 257 h and has a total precipitation of 31.0 L/(m2h). This means that this is the longest spell by far but also the one with the highest total precipitation, and it seems that the exterior moisture is able to reach the greatest depth of the three spells with a depth of 179 mm with 6.4 kg/m3 (Table 7). The highest water content value of 14.7 kg/m2 is attained on 02/11 at 13:00, while the lowest water content value of 5.4 kg/m2 is attained on 30/10 at 02:00.



At the beginning of the spell, the water content values are rather high when compared to the values for the other two spells, more specifically for the part of the solid brick that is near the interface zone (Figure 16c, red line). It is visible that once the spell starts, the water content across the mortar layer and solid brick zone near the interface zone also increases. However, contrary to the previous spells, there is no great difference between the end of the spell (Figure 16c, purple line) and after the extra 24 h (Figure 16c, green line). This might occur because there is a great gap between the last WDR event and the previous one (Figure 16f), and, therefore, the assembly is dryer.



In conclusion, aside from the precipitation and the spell period, the distribution of the WDR events within the spell also conditions the drying of the assembly extremely.





3.3.4. Future Climates—Scenario RCP 8.5


Near Future


Figure 17a,b present the water content profile for the selected two spells for the near future for RCP 8.5 (Table 6), while Figure 17c,d show the respective precipitation for each spell. The two spells show the results for an extra 24 h after the spells end because they had a substantial precipitation event right before their end (Figure 17c,d).



Figure 17a shows the water content for the first selected spell, which lasts for 304 h and has a total precipitation of 33.1 L/(m2h). The highest water content value of 13.6 kg/m2 is attained on 28/01 at 06:00, while the lowest water content value of 3.0 kg/m2 is attained on 27/01 at 15:00.



It is visible that before the spell begins (i.e., 27/01 at 09:00), the water content value throughout the assembly is rather low. This means that the assembly is able to dry from the previous spells. However, as soon as the spell starts, the water content increases firstly on the exterior surface, which then spreads to the remainder of the assembly. In addition, it is also visible that the extra 24 h for drying are not enough for the brick to dry, but some substantial differences are already observed for the lime layer (Figure 17a, purple and green lines). For this case, the moisture originating from outdoors is able to reach a depth of 129 mm at 17.0 kg/m3 (Figure 17a).



Figure 17b shows the water content for the second selected spell, which lasts for 94 h and has a total precipitation of 17.2 L/(m2h). This spell is shorter than the first spell (69.1% shorter), and the precipitation is lower (48% lower). The highest water content value of 13.6 kg/m2 is attained on 05/11 at 02:00, while the lowest water content value of 3.4 kg/m2 is attained on 02/11 at 15:00. It is interesting to notice that the highest average water content is attained not right after the most significant WDR spell, i.e., 04/11, but nearly at the end of the spell.



It is visible that before the spell begins (i.e., 01/11 at 10:00), the water content value throughout the assembly is rather low with the exception of the exterior surface. Since the value is still far from the mortar maximum storage capacity (Figure 3), this means that the initial WDR spell is sufficient to increase the water content at the exterior surface. It is visible that after the spell starts, the amount of moisture within the assembly increases considerably, and there is a significant difference between the end of the spell and 24 h later, especially nearer to the exterior surface for the mortar and nearer the interface for the brick (Figure 17b, purple and green lines). For this case, the moisture originating from the outdoors is able to reach a depth of 94 mm (Figure 17a), which is not as deep as for the first spell (Table 7). This is probably because the spell is shorter as well as due to the amount of rain that impacts the wall.




Far Future


Figure 18a–c present the water content profile for the selected three spells in the far future for RCP 8.5 (Table 6), while Figure 18c–e show the respective precipitation for each spell. The last two spells show the results for an extra 24 h after the spells have ended because they had a substantial precipitation event right before the spell ended (Figure 18c,e).



Figure 18a shows the water content for the first selected spell, which lasts for 362 h and has a total precipitation of 31.0 L/(m2h). The highest water content value of 13.0 kg/m2 is attained on 16/02 at 19:00, while the lowest water content value of 3.0 kg/m2 is attained on 05/02 at 14:00. In this case, contrary to what was seen previously, the beginning of the spell corresponds also to the period with the lowest water content.



It is visible that when the spell starts, the water content near the exterior is already considerably high, whereas for the remainder of the assembly, it is rather low (i.e., 08/03 at 03:00). These high water content values near the exterior surface are due to the occurrence of several WDR events near the start of the spell (Figure 18c). It is visible that once the spell starts, the moisture from the exterior is able to enter the assembly, and, consequently, the water content value increases throughout the cross-section (Figure 18a). At the end of the spell (Figure 18a, purple line), the drying of the wall is already visible. Here, the outdoor moisture manages to reach a depth of 114 mm at 14.5 kg/m3.



Figure 18b shows the water content for the second selected spell, which lasts for 133 h and has a total precipitation of 16.2 L/(m2h). This spell is shorter than the first spell (63% shorter), and it has lower precipitation (48% lower) but reaches similar water content values to the first spell (Table 7). The highest water content value of 12.6 kg/m2 is attained on 09/03 at 00:00, while the lowest water content value of 7.4 kg/m2 is attained on 08/03 at 03:00. For this case, the beginning of the spell corresponds to the period with the lowest water content.



It is visible, right from the beginning of the spell, high water content values near the exterior surface, since a concentration of WDR events near the beginning of the spell are visible (Figure 18d), but there are also rather high values for the remainder of the assembly (Figure 18b, red line), at least compared with the previous spell (Figure 18a, red line). This can be caused by the non-complete drying of the previously absorbed moisture.



Once the spell starts, the amount of moisture within the assembly also starts to increase considerably (Figure 18b). Finally, a clear distinction between the end of the spell and the extra 24 h is visible, at least near the exterior surface, which is natural, since the assembly has started to dry from the outer surface whilst some of the moisture goes inside. For this case, the outdoor moisture is able to reach a depth of 94 mm at 36.5 kg/m3.



Figure 18c shows the water content for the third selected spell, which lasts for 127 h and has a total precipitation of 23.0 L/(m2h). This spell is shorter than the first spell (65% shorter) and the same approximate size as the second spell (only a difference of 6 h). This spell has lower precipitation than the first spell (26% lower) but higher precipitation than the second spell (42% higher). The highest water content value of 10.0 kg/m2 is attained on 22/10 at 18:00, while the lowest water content value of 1.7 kg/m2 is attained on 17/10 at 13:00. It is interesting to notice that the highest water content value is attained when the spell ends, due, probably, to the concentration of WDR events near the end of the spell (Figure 18e).



Some of the previous described behaviours also occur here, i.e., at the beginning of the spell, the water content values are relatively high near the surface but rather low throughout the remainder of the assembly (Figure 18c, red line). Once the spell starts, the water content increases at the exterior surface and then spreads out to the remainder of the assembly (Figure 18c). The drying of the assembly is already visible at the end of the spell but much more significant 24 h later (Figure 18, purple and green lines). For this case, the outdoor moisture is able to reach a depth of 125 mm at 6.1 kg/m3.



In order to clarify this assessment, the values obtained for each of the assessed spells in Section 3.3.2, Section 3.3.3 and Section 3.3.4 are all presented in Table 7. Note, however, that the water content column in the “WDR reach” is complementary to the depth until which the outdoor moisture can reach inside the assembly (i.e., “Depth (mm)”), which means that it should only be used to compare cases with similar depth, e.g., NP for the first two spells.
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Table 7. Overview of the spells assessed in Section 3.3.2, Section 3.3.3 and Section 3.3.4 that influence the moisture content of the selected assembly.
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Scenario

	
Spell

	
Size of Spell (h)

	
Rain Spell (L/(m2h))

	
Eq. Water Content (kg/m2)

	
WDR Reach




	
Depth (mm)

	
Water Content (kg/m3)






	
NP

	
no. 1

	
196

	
27.0

	
3.3–14.8

	
110

	
17.9




	
no. 2

	
24

	
24.2

	
6.9–16.0

	
110

	
43.5




	
no. 3

	
235

	
18.4

	
9.1–15.8

	
200

	
8.9




	
NF–RCP4.5

	
no. 1

	
203

	
33.8

	
3.3–15.6

	
114

	
18.0




	
no. 2

	
25

	
25.1

	
5.5–14.9

	
107

	
12.1




	
FF–RCP4.5

	
no. 1

	
73

	
16.3

	
3.5–14.2

	
94

	
18.4




	
no. 2

	
65

	
22.0

	
1.8–11.6

	
88

	
6.9




	
no. 3

	
257

	
31.0

	
5.4–14.7

	
179

	
6.4




	
NF–RCP8.5

	
no. 1

	
304

	
33.1

	
3.0–13.6

	
129

	
17.0




	
no. 2

	
94

	
17.2

	
3.4–13.6

	
94

	
13.4




	
FF–RCP8.5

	
no. 1

	
362

	
31.0

	
3.0–13.0

	
114

	
14.5




	
no. 2

	
133

	
16.2

	
7.4–12.6

	
94

	
36.5




	
no. 3

	
127

	
23.0

	
1.7–10.0

	
125

	
6.1















4. Conclusions


This paper aimed to identify the importance of the mortar layers (renders and plasters) on the water content level of masonry walls for two types of climates—temperate (Lisbon, PT, and San Francisco, USA) and cold climates (Zurich, CH, and Essen, DE). Secondly, this influence was also assessed in terms of the variation in the thermal transmittances, which varied through time due to the influence of the water content on the thermal conductivity. Finally, it aimed to determine if current mortar can withstand future moisture loads by carrying out simulations for the most demanding wind-driven rain (WDR) spells. The assessment of the hygrothermal performance of the masonry walls was studied by means of using a complex HAM simulation software (WUFI®Pro).



Overall, it was concluded that temperate climates attain higher annual and hourly WDR values and have more favourable conditions for drying than cold climates.



In temperate climates, a render is responsible for a less pronounced variation in the water content in the solid brick layer, while a plaster generates an increase in the water content in the solid brick layer. A wall coated on both surfaces has a similar behaviour to a wall coated just on the exterior surface but with slightly higher values. The more impermeable the mortar is to moisture, the larger the magnitude of these behaviours. In cold climates, the walls have the same behaviours as previously described for temperate climates, except for the fact that for rendered cases, the highest water contents are not obtained with the less impermeable mortar due to the wind-driven rain spells’ magnitude. It was also observed that the application of a render layer has a greater impact on the moisture behaviour of the solid brick layer in temperate climates than for cold climates due to their better drying conditions.



Although rendered and plastered walls have the same thermal transmittance in steady-state conditions, in transient conditions, their values can be quite different. The application of a render layer originates the decrease in the differences between the steady-state and transient thermal transmittances (for temperate climates), and the application of a plaster layer originates an increase (for both types of climates). The magnitude of these behaviours increases according to the moisture transport properties of the applied mortar layer. In conclusion, the moisture behaviour of the solid brick layer, and, consequently, its temperature and the thermal transmittance of the wall, greatly depend on the moisture transport properties of the coating layers, as well as on the exterior ambience conditions.



In addition, four future periods of time selected were assessed for Lisbon in order to identify the respective wind-driven rain (WDR) spells and assess the hygric effect of the most demanding spells in the assembly.



It was shown that, in general, a greater number of WDR spells are expected when compared with the near past, although a decrease in precipitation is also expected for most of the studied future periods. However, the same conclusion is not drawn for the higher-total-precipitation spells (i.e., above 15 L/(m2h) spells), which are more or less the same number when comparing the future periods with the near past period. On the other hand, it was shown that the future highest WDR spells are bigger than the highest near past spells in terms of precipitation. Finally, there is variance in the size of the spells within each period, but no great difference is visible if we compare the near past with the future scenarios.



It was shown that a much shorter spell with slightly lower precipitation can mean a higher amount of moisture within the assembly. In this case, the outdoor moisture was able to reach the same depth but at a much higher water content value for the shorter spell (43.5 kg/m3). This means that shorter spells can be as dangerous as wider ones.



On the other hand, it was visible that the “state” in which the assembly is due to previous spells is also of great importance, since more moisture means greater moisture transport velocity. Aside from the precipitation and the spell period, the distribution of the WDR events within the spell also conditions the drying of the assembly. More distributed WDR events within the spells mean that the assembly is able to dry within the gaps, while concentrated WDR events mean that the assembly is semi-permanently subjected to moisture, which means that it cannot dry properly. The depth that the outdoor moisture was able to reach is quite substantial, varying between 94 and 200 mm.
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Figure 1. Overview of the WUFI Pro inputs and respective outputs at the assembly level. 
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Figure 2. Solid brick wall (a), rendered solid brick wall (b), plastered solid brick wall (c), and rendered and plastered solid brick wall (d). 
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Figure 3. Moisture storage capacity for the simulated materials (a) and liquid transport coefficients for suction (b) and redistribution (c) against water content values for the simulated materials. The maximum water content value for solid brick and lime-cement mortar is 240 kg/m3. Data taken from WUFI material database [9]. 
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Figure 4. Outdoor climate overview for Lisbon in the near past (NP), near future (NF), and far future (FF) for scenario RCP 4.5 and 8.5 for air temperature (a), relative humidity (b), precipitation (c), and global radiation (d). 
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Figure 5. Normals of the average outdoor temperature for three periods: 1951–1980 (used in Ref. [56]), 1970–2000 [57], and 2005–2015 (used in Ref. [58]). 
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Figure 6. Precipitation normals for three periods: 1951–1980 (used in Ref. [56]), 1970–2000 [57], and 2005–2015 (used in Ref. [58]). 
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Figure 7. Normals of the maximum (a) and minimum (b) outdoor temperatures for two periods: 1951–1980 (used in Ref. [56]) and 1970–2000 [57]. 
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Figure 8. Water content of the solid brick for the standard case (SC) and rendered cases in S. Francisco, SF (a), and Lisbon, LX (b) where LR is lime, LCR is lime-cement, and CR is cement renders; and water content of the solid brick layer for the standard case (SC) and plastered cases in S. Francisco, SF (c), and Lisbon, LX (d), where LP is lime, LCP is lime-cement, and CP is cement plasters. 
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Figure 9. Water content variation in the solid brick layer for the standard case (SC) and rendered cases in Zurich, ZR (a), and Essen, ES (b). LR—Lime, LCR—Lime-cement, and CR—cement renders. 






Figure 9. Water content variation in the solid brick layer for the standard case (SC) and rendered cases in Zurich, ZR (a), and Essen, ES (b). LR—Lime, LCR—Lime-cement, and CR—cement renders.



[image: Applsci 13 06318 g009]







[image: Applsci 13 06318 g010 550] 





Figure 10. Water content of the solid brick layer for the rendered cases and wind-driven rain (WDR) for the adopted conditions in Zurich (ZR) for the first simulation year. LR—Lime, LCR—Lime-cement, and CR—cement renders. 
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Figure 11. Water content of the solid brick layer for the rendered cases and wind-driven rain (WDR) variation for the adopted conditions in Lisbon (LX) for the first simulation year (a) and zoom on January of the same year (b). LR—Lime, LCR—Lime-cement, and CR—cement renders. 
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Figure 12. Water content for the solid brick in the standard case (SC) and rendered cases for Lisbon (LX) and Zurich (ZR) in the last year of the simulation. LR—Lime, LCR—Lime-cement, and CR—cement renders. 
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Figure 13. Overview of the WDR spells for the five periods selected for Lisbon and the respective annual precipitation. 
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Figure 14. Water content (kg/m3) across the wall assembly and in accordance with time for spell 1 (a), spell 2 (b), and spell 3 (c) for the near past (NP) for Lisbon and precipitation (L/(m2h)) during spell 1 (d), spell 2 (e), and spell 3 (f). The blue lines in (a–c) correspond to water content across the assembly for any given period within the corresponding spell limits. 
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Figure 15. Water content (kg/m3) across the wall assembly and in accordance with time for spell 1 (a) and spell 2 (b) for the near future (NF) for scenario RCP 4.5 and precipitation (L/(m2h)) during spell 1 (c) and spell 2 (d). The blue lines in (a,b) correspond to water content across the assembly for any given period within the corresponding spell limits. 






Figure 15. Water content (kg/m3) across the wall assembly and in accordance with time for spell 1 (a) and spell 2 (b) for the near future (NF) for scenario RCP 4.5 and precipitation (L/(m2h)) during spell 1 (c) and spell 2 (d). The blue lines in (a,b) correspond to water content across the assembly for any given period within the corresponding spell limits.
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Figure 16. Water content (kg/m3) across the wall assembly and in accordance with time for spell 1 (a), spell 2 (b), and spell 3 (c) in the far future (FF) for scenario RCP 4.5, as well as precipitation (L/(m2h)) during spell 1 (d), spell 2 (e), and spell 3 (f). The blue lines in (a–c) correspond to water content across the assembly for any given period within the corresponding spell limits. 






Figure 16. Water content (kg/m3) across the wall assembly and in accordance with time for spell 1 (a), spell 2 (b), and spell 3 (c) in the far future (FF) for scenario RCP 4.5, as well as precipitation (L/(m2h)) during spell 1 (d), spell 2 (e), and spell 3 (f). The blue lines in (a–c) correspond to water content across the assembly for any given period within the corresponding spell limits.
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Figure 17. Water content (kg/m3) across the wall assembly and in accordance with time for spell 1 (a) and spell 2 (b) for the near future (NF) for scenario RCP 8.5, as well as precipitation (L/(m2h)) during spell 1 (c) and spell 2 (d). The blue lines in (a,b) correspond to water content across the assembly for any given period within the corresponding spell limits. 






Figure 17. Water content (kg/m3) across the wall assembly and in accordance with time for spell 1 (a) and spell 2 (b) for the near future (NF) for scenario RCP 8.5, as well as precipitation (L/(m2h)) during spell 1 (c) and spell 2 (d). The blue lines in (a,b) correspond to water content across the assembly for any given period within the corresponding spell limits.
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Figure 18. Water content (kg/m3) across the wall assembly and in accordance with time for spell 1 (a), spell 2 (b), and spell 3 (c) for the far future (FF) for scenario RCP 8.5 and precipitation (L/(m2h)) during spell 1 (d), spell 2 (e), and spell 3 (f). The blue lines in (a–c) correspond to water content across the assembly for any given period within the corresponding spell limits. 






Figure 18. Water content (kg/m3) across the wall assembly and in accordance with time for spell 1 (a), spell 2 (b), and spell 3 (c) for the far future (FF) for scenario RCP 8.5 and precipitation (L/(m2h)) during spell 1 (d), spell 2 (e), and spell 3 (f). The blue lines in (a–c) correspond to water content across the assembly for any given period within the corresponding spell limits.
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Table 2. Exterior ambience conditions for the four simulated climates in Section 3.2. Minimum, maximum, and mean values for the relative humidity and temperature.






Table 2. Exterior ambience conditions for the four simulated climates in Section 3.2. Minimum, maximum, and mean values for the relative humidity and temperature.





	
Climates

	
Relative Humidity (%)

	
Temperature (°C)




	
Min.

	
Max.

	
Mean

	
Min.

	
Max.

	
Mean






	
Zurich

	
17

	
100

	
78

	
−12.7

	
30.2

	
8.3




	
Essen

	
25

	
100

	
78

	
−9.7

	
30.2

	
9.5




	
S. Francisco

	
12

	
100

	
71

	
1.7

	
36.7

	
14.1




	
Lisbon

	
25

	
100

	
75

	
1.2

	
37.0

	
15.6
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Table 3. Wetting and drying cycle for the studied climates. Each month is divided into three points: beginning, middle, and end. The wetting phase is identified in blue and the drying phase in red.
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Climate

	
Jan

	
Feb

	
Mar

	
Apr

	
May

	
Jun

	
Jul

	
Aug

	
Sep

	
Oct

	
Nov

	
Dec






	
Zurich

	

	

	

	

	

	




	
Essen

	

	

	

	

	




	
S. Francisco

	

	

	

	

	

	

	

	

	




	
Lisbon
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Table 4. Moisture liquid flux for the exterior surface in the standard case (SC) and rendered cases for the four studied climates. LR—Lime, LCR—Lime-cement, and CR—cement renders.






Table 4. Moisture liquid flux for the exterior surface in the standard case (SC) and rendered cases for the four studied climates. LR—Lime, LCR—Lime-cement, and CR—cement renders.





	

	
Exterior Surface (kg/m2)




	
SC

	
LR

	
LCR

	
CR






	
Zurich

	
57.8

	
56.6

	
48.1

	
37.7




	
Essen

	
89.1

	
88.9

	
73.1

	
53.0




	
S. Francisco

	
58.6

	
48.5

	
28.9

	
20.8




	
Lisbon

	
109.4

	
85.6

	
42.9

	
29.1
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Table 5. Thermal transmittance in steady-state (US) and in transient conditions (UT) relation in % (UT/US) for each of the tested wall assemblies in each of the four simulated climates.






Table 5. Thermal transmittance in steady-state (US) and in transient conditions (UT) relation in % (UT/US) for each of the tested wall assemblies in each of the four simulated climates.





	
Case

	
UT/US (%)




	
Zurich

	
Essen

	
San Francisco

	
Lisbon






	
SC

	
5.9

	
15.8

	
14.0

	
19.4




	
Render

	
L

	
4.5

	
14.3

	
8.4

	
13.2




	
LC

	
5.2

	
17.0

	
5.4

	
4.8




	
C

	
2.1

	
5.6

	
3.7

	
0.9




	
Plaster

	
L

	
6.4

	
16.6

	
14.5

	
20.1




	
LC

	
6.6

	
17.6

	
15.2

	
21.7




	
C

	
6.6

	
18.5

	
15.8

	
24.3




	
Render and Plaster

	
L

	
4.9

	
15.0

	
8.7

	
13.7




	
LC

	
5.8

	
18.7

	
5.8

	
5.4




	
C

	
2.3

	
6.0

	
3.8

	
1.1
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Table 6. Overview of the selected WDR spells for each of the five selected periods of time.






Table 6. Overview of the selected WDR spells for each of the five selected periods of time.





	
Scenario

	
Spell

	
Date of the Spell’s Begin

	
Date of the Spell’s End

	
Size of Spell (h)

	
Rain Spell (L/(m2h))






	
NP

	
no. 1

	
14/01 17:00

	
22/01 20:00

	
196

	
27.0




	
no. 2

	
16/03 01:00

	
17/03 00:00

	
24

	
24.2




	
no. 3

	
28/03 18:00

	
07/04 12:00

	
235

	
18.4




	
NF–RCP4.5

	
no. 1

	
14/01 10:00

	
22/01 20:00

	
203

	
33.8




	
no. 2

	
19/12 23:00

	
20/12 23:00

	
25

	
25.1




	
FF–RCP4.5

	
no. 1

	
06/02 18:00

	
09/02 18:00

	
73

	
16.3




	
no. 2

	
19/10 19:00

	
22/10 11:00

	
65

	
22.0




	
no. 3

	
27/10 02:00

	
06/11 18:00

	
257

	
31.0




	
NF–RCP8.5

	
no. 1

	
27/01 09:00

	
09/02 00:00

	
304

	
33.1




	
no. 2

	
01/11 10:00

	
05/11 07:00

	
94

	
17.2




	
FF–RCP8.5

	
no. 1

	
05/02 14:00

	
20/02 15:00

	
362

	
31.0




	
no. 2

	
08/03 03:00

	
13/03 15:00

	
133

	
16.2




	
no. 3

	
17/10 12:00

	
22/10 18:00

	
127

	
23.0

















	
	
Disclaimer/Publisher’s Note: The statements, opinions and data contained in all publications are solely those of the individual author(s) and contributor(s) and not of MDPI and/or the editor(s). MDPI and/or the editor(s) disclaim responsibility for any injury to people or property resulting from any ideas, methods, instructions or products referred to in the content.











© 2023 by the authors. Licensee MDPI, Basel, Switzerland. This article is an open access article distributed under the terms and conditions of the Creative Commons Attribution (CC BY) license (https://creativecommons.org/licenses/by/4.0/).






media/file13.jpg
@, Masimum average temperature - Lisbon ), Minimum average temperatare - Lisbon

|—e— a0

S F M A M J J A S OND J FMAMUJJASOND





media/file4.png
(a) (b)

ext. Solid brick int. Render* Solid brick
oa=0.68 o =[0.40
' 220 mm | 15 mm 220 mm '
(©) (d) -
Solid brick Plaster* Render* Solid brick Plaster*
o=0.68 o =[0.40
' 220 mm I5mm  15mm 220 mm 15 mm

*-Tested mortar layers (render and plaster) - Lime (L), cement-lime (LC) and cement (C)





media/file30.png
(2) Lisbon | Near future (NF) - RCP 4.5 | Speli #01 ~ (©) Spell #01

250 5 1 T T
Spell begin - 14/01 10:00
- 200 Spell end - 22/01 20:00 | _ — 4}
= Dry end - 23/01 20:00 R
D Periods during spell g
=150 1 237
5 =
S 100 . 8 2r
- &
= 50 1 &1}
O — O ”h 1 1 J 1 1
235 Jan 16 Jan 18 Jan 20 Jan 22
Thickness [mm)]
(b) , (d)
550 Lisbon | Near future (NF) - RCP 4.5 | Spell #02 : Spell #02
Spell begin - 19/12 23:00
— 200 s Spell end - 20/12 23:00 i —4
ME Dry end - 21/12 23:00 R
80 Periods during spell &
=150 1 23
=
=
£ g
S 100 . 8 2
; &
< ]
Z 50 { &1
0 : S— 0
0 15 235 Dec 20 Dec 20 Dec 21

Thickness [mm] 00:00 12:00 00:00





media/file18.png
- = =) = o
ot o0 O < N
~ AmE\ve JUDIUO0D T8 M
<

& 0 DZn a2

NNz N

R~

25208
) O -
m o0 \O
—_
= ( mE\wva JUSIUOD ISJB A\

S O N D

J

J FM A M 1]

O N D

S

F M A M ]

J





media/file35.jpg
Lisbon | Far future (FF)- RCP S | Spet#o1 (¢ Spett o

13

——Spiive o 10

0 ——— speleni- 2002 1500
£
H
H
H
2 5
o L L
0is 235 FhO Rl Fbi Feb17 Feb20
% Thicknes ) &
Lishon | Far future (FF) - RCP 85  Spel 102 spong02

3

—— i w0

=gy
: s
i i

i

L

H

| T

150 Lion| Farftare (PP - KCP 5 Spe 103 spenzas

Sptoegn 70 0]

Water content kg’

— e ||
0 — e none || F
Pty 7l 1)
1) 5
£
0 i
205
% £

o o

o
0 s OuIs 01y 0a30 Oazl 0wz
Thickness frm)






media/file21.jpg
() wres uonsap-pa

e o
1z
i
)
5 ]
5 £
il !
)
5 G
2
[ —
2 = . .
FEER =
ﬂmuﬂ -
=
=
£ £l 3 el £
P B B





media/file26.png
[— (\©) \®) W w
W o W <o W

Number of WDR spells [-]
=

O
X
O
%

600

200

(e

S

S
Precipitation [L/(mzh)]

100

NF
RCP4.5

FF
RCP4.5

RCP8.5 RCP8.5

O+ < 0O % X

Total WDR spells

Nr spells > 5 L/(mzh)
Nr spells > 10 L/(mzh)
Nr spells > 15 L/(mzh)

Nr spells > 20 L/(mzh)
Rain






media/file27.jpg
@ Lisbon | Near past (NP) | Spel 801 @ Spell 101

oo |
P e ||z
1 4 Petiods duing sl i
£ 1
i :
H 4
2.
. 1
| o
o7 £ FTrT—
f—
o N p B sp 0 sps
—
- R
B o
% Pt
e
fin
E
o ERm s ]
ks o) il s Sl
o U gm0 spns
. Hepai
22 Penod i el
2
"

o
05 s Na0 AROL A0 Awes Apor
Thickness (men]





media/file3.jpg
@ ®)
e Soidbrick i Render Soidbrck
la=oss hao
& 20w @5 Bomm
Soidbrick piaser Renders Soidbick Plasrs
o Tm 5w 0w o

P G s e Sl 10 (L canice Ll S G G O





media/file22.png
((q,tw)/1) Urer UsALIp-pUI M

o W o
o\ — —_— W o o
I T T a
[ 1=
=k
8
¥
o
8
[ 1=
o
@\
g
[ 1=
W
—| T
8
e — T
< m < =
= R &
o O 2
1202 3
<
1=
v
. . ,m
~ o (q\| —
—_ AmE\wvc JUSIUOD I8 A\
<
((qu)/1) uTes uSALIp-puIm
O (Vo O
(@] — — W o
w25 ¢ L
SRoReE "
“RoN- A~
108
1 Z
1O
i 1w
| { <
I |-
i - .
[ 1=
[ <«
4
I L s
| ="
l 1 7 ] —_
o0 O < Q
- ( mE\wvc JUSIUOD IJB M
) ——a





media/file19.jpg
((uw)/1) ures uoALp-puIp,

& 2 2 . o
=
o
g8« E
2
EELE
B = = =
s 8 =8 =

ﬁmE\wxv JUUOD 1M

S O N D

A

FM A M J

¥





media/file7.jpg
Lisbon | Temperature | Monthly average

®

Lisbon | Relative humidity | Monthly average

030,

075]

FMAMIJASOND
Lisbon | Precipitation | Monthly sum

FMAMIJ JASOND
Lisbon| Global radiaton | Average monty

2

Precipitation (mm/h]
&

B}

S 0ND

200)

g
3

50
]

FMAMI JASOND

W NhRCPS — » FRLROMS - NRRWS — - FRCRS






media/file28.png
oz Lisbon | Near past (NP) | Spell #01 (d) ’ Spell #01
Spell begin - 14/01 17:00
200k s Spell end - 22/01 20:00 St
= Dry end - 23/01 20:00 )
50 “ Periods during spell 4} -
= 150} &,
g g3t :
q R
S 100 ¢ =
3 8 ZF .
= i~
Z 50 .
1t i
O o — IJ'I 1 ' I |J|.
0 235 Jan 16 Jan 18 Jan 20 Jan 22
Thickness [mm)]
(b) 550 Lisbon | Near past (NP) | Spell #02 (©) ’ Spell #02
Spell begin - 16/03 01:00
200 s Spell end - 17/03 00:00 .- .
e Dry end - 18/03 00:00 =
8D Periods during spell é 4+ -
=150} .
c e
B -
S 100 g
g B2t
S )
= 50 =L
O 0 L
Mar 16 Mar 16 Mar 17
Thickness [mm] 00:00 12:00 00:00
(© 525 Lisbon | Near past (NP) | Spell #03 (H) . Spell #03
Spell begin - 28/03 18:00
—.200 Spell end - 07/04 12:00 | _ = [ 5
= Periods during spell =
5 £4f
= =,
=
3 ks
3 82
<
= S
1 -
1 |L II II 1 |I 1 1
0 235 Mar30 AprO1  Apr03  Apr05  Apr07

Thickness [mm)]





media/file10.png
Temperature [°C]

25

Average temperature -

Lisbon

——»——1951-1980
——¥— 1970-2000
—¥— 2005-2015






media/file33.jpg
) _Lisbon | Near future (NF) - RCP 8.5 spett o1 spetnso1

£ =
> Periods during spell.
Z150]
3100
Z 50

o 00
Jn29 i3l Feb02 Fab04 FebO6 Feb08
Thickness (mm]
® . @
1 Lisbon | Near fture (NF) - RCP 85 Spell 102 o Spet 02
E— T
|—— Spetni- 0510700
| —— by cad-0611 0700
Peidsdurng el
o 00!
01s 2 Nov@ N3 Nevod | Novis

Thickness {mm]





media/file32.png
(a) Lisbon | Far future (FF) - RCP 4.5 | Spell #01

250
Spell begin - 06/02 18:00
—.200 s Spell end - 09/02 18:00 |
= Dry end - 10/02 18:00
“Bh Periods during spell
vy !
=
O
b=
o) -
&
3
15
= i
0 —
0 15 235
Thickness [mm)]
(b) ,
550 Lisbon | Far future (FF) - RCP 4.5 | Spell #2
Spell begin - 19/10 19:00
—.200 s Spell end - 22/10 11:00 |
= Dry end - 23/10 11:00
Bh Periods during spell
= 150 :
=
O
=
S 100 | ]
3
15
= 50 d
O L
0 15 235
©) Thickness [mm)]
550 Lisbon | Far future (FF) - RCP 4.5 | Spell #3
Spell begin - 27/10 02:00
— 200k s Spell end - 06/11 18:00 1
"‘E Dry end - 07/11 18:00
Bh Periods during spell
=150 | .
=
Q
b=
S 100} |
5 |
Cs !
=3 _
0
23D

Thickness [mm]

(d)

(e)

Precipitation [L/(mzh)]

S
W

C

Precipitation [L/(m~h)]

<
W

Precipitation [L/(mzh)]

=
W

N9
W

g
=

g
o

—_—
N
I

&S
I

S
=

N
W

g
=
1

—
N
T

[R—
-
]

Spell #01

—
N
L

e
Ll

!

T |

Feb 07

Feb 08 Feb 09

Spell #02

Oct 21 Oct 22

Spell #03

S
=

ULl llll.. .

Oct 29

Oct31 Nov02 Nov04 Nov06





media/file14.png
~~
v}
~

30

Temperature [°C]

Maximum average temperature - Lisb
] | ] | ]

on

—¢— 1951-1980
—¥— 1970-2000

e S S Sy
N B N

Temperature [°C]
=

Minimum average temperature - Lisb
] ] | | |

on

——— 1951-1980
—¥—1970-2000






media/file11.jpg
Precipitation [L/(m?h)]

Precipitation - Lisbon

150

125

100.

75

50

25

——— 1951-1980
—%— 1970-2000
—%—2005-2015






media/file6.png
~~
o)
N’

Water content [kg/m?]

~
o
~"

Liquid transport coefficients [m?/s]

300

250

200

150

100

50

0

1E-5
1E-6
1E-7
1E-8
1E-9
1E-10
1E-11

1E-12

Legend:
| ——— Solid brick
S A S S — - | N ETTEEEE Lime
............. Lime_cement
Cement
0% 10% 20% 30% 40% 50% 60% 70% 80% 90% 100%
Relative humidity [%]
()

— 1E-5
i (.\'E. 1E-6 -
e .g 1E-7 -

=
- § 1E-8 -
- 8 1E9 4

g
- & 1E-10 A

g
i 5" 1E-11 +

1E-12
0 50 100 150 200 250 300 50 100 150 200 250 300
Water Content [kg/m?] Water Content [kg/m®]





media/file36.png
Water content [kg/m3]

Water content [kg/m3]

250

200

150 }

200

150

[—
S
S

N
S

Lisbon | Far future (FF) - RCP 8.5 | Spell #01

Spell begin - 05/02 14:00
s Spell end - 20/02 15:00
Periods during spell

Thickness [mm)]

Lisbon | Far future (FF) - RCP 8.5 | Spell #02

Spell begin - 08/03 03:00
s Spell end - 13/03 15:00
Dry end - 14/03 15:00

Periods during spell

Thickness [mm)]

Lisbon | Far future (FF) - RCP 8.5 | Spell #03

Spell begin - 17/10 12:00
s Spell end - 22/10 18:00
Dry end - 23/10 18:00
Periods during spell

Thickness [mm)]

235

(d)

Precipitation [L/(mzh)] Precipitation [L/(mzh)]

Precipitation [L/(m”h)]

1.5

[S—
-

<
W

0.0

[U—
o

o
W

0.0

-~

=)
W

Spell #03

Spell #01
ﬂ 1 ] 1 J Lllhl II.
Feb 08 Feb 11 Feb 14 Feb 17 Feb 20
Spell #02
u .l__ 1 -I 1 1 [ |
Mar(09 Mar 10 Marll Marl2 Marl3

Oct 18

0.0‘L_]L—l_l. ol

Oct 19

Oct 20

Oct 21

i

Oct 22






media/file15.jpg
2

i) o
i — i ey
s = =
2w £y
i ¥
5 fa
i
i H

S

‘Water content (kg/m’)

o
T T A SOND T M AMIJ J ASONTD





nav.xhtml


  applsci-13-06318


  
    		
      applsci-13-06318
    


  




  





media/file16.png
(2)

Water content (kg/m3)

~
(@)
—

)

cn

Water content (kg/m

150 T T T T T T T T
SC-SF
LR-SF
120 LCR-SF
CR-SF
90 _
60 - \l\
30} N
O 1 1 1 1 1 1 1 1 T—'—~ 1 1
J FM A M J J A S O N D
150 T T T T T T T T
SC-SF
LP-SF
120 LCP-SF
CP-SF
9 _
30 B \.N i
\
O 1 1 1 1 1 1 1 1 1 1 1
J F M A M J J A S O N D

®) 150 ———— | SC-LX
LR-LX
‘g CR-LX
E;
< O90F 4
=
Q
5
o 60F i
o)
<
= 30 F N
O [ [ [ [ [ [ [ [
J F M A M A O N D
(d) 150 —— :

Water content (kg/m3)
to
S
=~
;,

90 | \1\
60 ¥ |\ )
SC-LX
30 LP-LX -
LCP-LX
0 CP-LX | | S
J F M A M A O N D






media/file2.png
Initial conditions

exterior and interior)

[Surface coefﬂcients] ‘s .
( (moisture & temperature)

Assembly oriention,
inclination & height

Building assemblies
(thicknesses &
material properties)

WUFI Pro Outdoor climate

RH, Rad, Wind, Rain,

P
At

"Assembly" outputs

)
)

Indoor climate
(T & RH)

1D simulaton

Temperature &
Relative humidity

Water content;
volume & area

Water vapour Heat and
partial pressure moisture fluexes






media/file20.png
((q,0)/1) Urex USALIP-pUL

o
L —
E
4
—
- —=
i -
I =
- =
a4 -
¢ N & i
N ¢ N & —
v O 8 74
0302 i
\ )
o - o o
F g R —

AmE\wvc JUIJUOD IAJB M

O N D

S

F M A M

J





media/file23.jpg
150

~120

90

60

Water content (kg/m®

8

— — SCLX
LRLX
—-—-LCRLX
CRLX
— — SCZR
- LRZR
—-—-LCR-ZR

CRZR






media/file5.jpg
g

‘Water content [kg/m’]

250
Tegend:
20 Solid brik.
150 Lime
Lime-cament
100
Coment
50
0

0% 0% 2% 0% A% S0% 60% 0% 80% 90% 100%
Relative humidity (%]

[——






media/file24.png
-- LR-LX
— - — - LCR-LX

CR-LX
— — SC-ZR

-- LR-ZR
— - — - LCR-ZR

CR-ZR

w/3Y[) JUAUOD ISJB A\

S O N D

J

F M A M ]

J





media/file29.jpg
@

(ke

H
B

‘Water content [kg/n

Lisbon | Near future (NF) - RCP 45 Spell 101

Speltegin 1401 1000
Spellend-2201 2000
Dryend- 2301 2000
Peiods ding el

LU

Thicknes rm]

Lisbon | Near future (NF) - RCP 45 Spell #02

Tn 16

Jan s

Spot 02

Jn20

Tn22

Speliegn 97122500
Spellend-2012 2300

Thickness (mm)






media/file1.jpg
Surface cm:im . nts Initial conditions
(exterior and interior)) | oisture & temperature)

“Assembly oriention, Outdoor climate
inclination & height (T, RH, Rad, Wind, Rain, ..

Building assemblicd
(thicknesses &
material properties),

"Assembly” outputs

"rempmmua ) ‘Water content: ) ‘Water vapour ) Heatand
Relative humidity) {_volume & area partial pressure ) | moisture fluexes






media/file31.jpg
@

@

a0 Misbon | Far future (FF) - RCP 45 Spetsn Span 1
=
Py £
¥
o oolll
o5t A ]
S—
4 £
ko
o o 1
=l
-
—hs || =
5 Ll £
£ 100 310
of ool L

Thickness (men]





media/file25.jpg
H

2]

H

t E

20 3

H o g

15 2

5 B [x  Tow WhRspalls

§ * 20 | % Nespelos Ly

z O Nespells > 10 Lim’h)|
5 100 O Nespells > 15 Lim’h)|

g + Nespells> 20 Limh)|

. " o nir

NN T NF T
RCP4S RCP4S RCPSS RCPSS





media/file12.png
Precipitation [L/(m>h)]

Precipitation - Lisbon

150 ] ] ] ] | | ] ]
—¢— 1951-1980
125 |—%— 19702000
| —— 20052015
100,

~
W

W
o

N
()

_°
-
<
>
<
-
—
>
05
O
z
o





media/file9.jpg
Average temperature - Lisbon

25
——%——1951-1980
22 ——— 1970-2000
—_ —— 2005-2015
13
19
E
g
216
£
5
&
13
10






media/file8.png
(2)
30

Temperature [°C]

Precipitation [mm/h]

J FMAMT UJ J A S ON D J] FMAMTUJ J A S ON D

Lisbon | Temperature | Monthly average (b)

J F M A M J J A S O N D J FM A M J J A S OND

Lisbon | Global radiation | Average montly

150

100

sob——

—»——NP ——NF,RCP4.5 — -»— - FF, RCP4.5 ———— NF, RCP8.5 — -»— - FF, RCP8.5






media/file34.png
(a) Lisbon | Near future (NF) - RCP 8.5 | Spell #01

250
—200}

E

20

=

5

£

Q

&)

g

<

=

Spell begin - 27/01 09:00
Spell end - 09/02 00:00
Dry end - 10/02 00:00
Periods during spell

(b)
250

235
Thickness [mm]

Lisbon | Near future (NF) - RCP 8.5 | Spell #02

|

O
S
S

150

[a—
==
o

Water content [kg/m3

Spell begin - 01/11 10:00
s Spell end - 05/11 07:00
Dry end - 06/11 07:00

Periods during spell

23D

Thickness [mm]

(c)

(d)

Precipitation [L/(mzh)]

Precipitation [L/(mzh)]

8.0

=
S

4.0

g
=

0.0

8.0

N
&

>
o

g
o

0.0

Spell #01

N T ], . .J d

Jan29 Jan31 Feb02 Feb04 Feb06 Feb 08

Spell #02

Nov 02 Nov 03 Nov 04 Nov 05





media/file17.jpg
Watercoment (kgin®) €
8 & §

——sz] @ w0y
f—eN R
ey

B

Watecoment (k)
s






