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Figure S1. Salt adsorption capacity (SAC) of P60 and YS-2 electrodes in CDI. 

Figure S2. Contact angle image of ion-exchange membrane before/after polydopamine (PDA) 

modification. 

P60 YS-2
0

1

2

3

4

5

6

7

8

9

10

11

12

13

S
A

C
 (

m
g

 g
-1

)



Appl. Sci. 2019, 9, 5055 2 of 2 

Appl. Sci. 2019, 9, 5055 www.mdpi.com/journal/applsci 

Figure S3. Salt adsorption capacity of PDA-modified P60 electrode and YS-2 electrode. 
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