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Supplementary Information 

 

 

Figure S1. Normalized concentration of OG as a function of time pH values of 3.0, 6.0 (natural pH) 

and 10.0 for (a) GO-T and (b) rGONS-T. 

Time (min)

0 15 30 45 60

[O
G

]/
[O

G
] 0

0.0

0.2

0.4

0.6

0.8

1.0

GO-T (pH 3)

GO-T (pH 6 natural)

GO-T (pH 10)

a)

Time (min)

0 15 30 45 60

[O
G

]/
[O

G
] 0

0.0

0.2

0.4

0.6

0.8

1.0

rGONS-T (pH 3)

rGONS-T (pH 6 natural)

rGONS-T (pH 10)

b)


