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Supplementalry Figure 1. Scanning electron microscopy images of each seal

er. EDS and NBG showed incorporated particles of 200–400 nm and 100–20

0 nm size, respectively. Images of  AHP and WST revealed their smooth s

urface, indicating absence of nanoparticle in these sealers. 


