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Table S1. p-values of data in Fig. 4a. 
 

p-values of data vs control in Fig. 4a 
 

5 min 30 min 120 min 
ZnO 0.4792 0.2061 0.6697 
CuO 0.3068 0.008 0.2773 
Ag 0.0251 0.0003 0.166 

 
Figure S1. Representative photograph of the plaque quantification assay for the data presented in 
Fig 4A and 4B. 
 


