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TEM image processing pipeline for quantification of size distribution  

 
Figure S1. TEM image processing pipeline used in this work for quantification of nanomaterial size distribution, 

available in https://github.com/ioritzsb/particle-analysis. Image analysis pipeline is composed of two steps: first, 

TEM images are segmented using Trainable Weka Segmentation (TWS) machine learning plugin for FIJI. Then, 

generated multiclass segmentation masks are used to create binary masks of AgNP and AgNP@SiO2 to 

subsequently obtain AgNP size and SiO2 coating thickness by fitting of equivalent ellipses on foreground image 

features. 

  



TEM images and segmentation masks for AgNPs, AgNP@SiO2 and nano-Hybrid Satellite  

 

Figure S2. Raw TEM images (left) and segmentation masks (right) of AgNPs, AgNP@SiO2 at different SiO2 coating 

times and nano-Hybrid Satellites. Segmentation masks were obtained following the TEM image processing 

pipeline illustrated in Figure SI1. 

  



AgNP diameter and SiO2 thickness distribution parameters 

Table S1. Location and dispersion parameters of AgNP diameter and SiO2 coating thickness on fabricated 

nanomaterials. Std, Q1 and Q3 indicate standard deviation, 1st quartile, and 3rd quartile, respectively. 

 

  

 Diameter, nm SiO2 Thickness, nm 

 AgNPs AgNP@SiO2-NH2 
n-Hybrid 
Satellite 

SiO2 Coating Time None 6 Min 10 Min 12 Min 10 Min 

Mean 41.7 4.7 9.6 24.2 16.0 

Stdev 9.1 1.4 4.1 4.6 3.4 

Median 42.6 4.9 9.3 24.7 15.5 

Q1 37.6 3.8 7.9 22.1 13.3 

Q3 46.4 5.6 11.0 26.4 17.6 



X-ray Photoelectron Spectroscopy (XPS) analysis 

 

Figure S3. XPS spectra of the intermediate material AgNP@SiO2-NH2, showing the presence of the key elements 

Ag, Si, O and N, on the sample. 

  



Analysis of the optical properties for CdS@Pt QDs and AgNP@SiO2-NH2 

The individual optical properties of the precursor nanomaterials are presented in Figure SI5A. We note 

that there are specific regions of the spectrum where only one of the two precursors contributes 

significantly to the total extinction. Above 450 nm only AgNP@SiO2-NH2 contributes to the optical 

density, while below 350 nm the optical properties are dominated by CdS@Pt QDs. We attempted to 

use these mutually exclusive regions to normalise each of the individual spectra for the components to 

reconstruct the spectra of the nano-hybrid satellite system, but the resulting theoretical optical density 

from this lineal combination did not match the experimental spectrum of the satellites (Figure SI5B).  

 

Figure S4. Optical properties of the materials A) Experimental normalised extinction spectra for the precursor 

nanomaterials AgNP@SiO2-NH2 and CdS@Pt QDs; B) Experimental normalised extinction spectrum for the nano-

hybrid satellite material superimposed with the theoretical spectrum obtained by the best-matched linear 

combination of the individual spectra from the precursor nanomaterials. 

  



X-ray Photoelectron Spectroscopy (XPS) analysis 

 

Figure S5. XPS spectra of the final nano-hybrid satellite material, showing the presence of the key elements Ag, Si, 

and O from the plasmonic core, and Cd, S, and Pt, from the satellite QDs. 

  



ICP-OES determination 

Table S2. Total concentration of Cd and Pt in the original reaction solutions, corrected by any dilution factor 

needed for ICP-OES analysis. 

 

 

 

 

These concentration values for Pt were used to calculate the normalised reactions rates, using equations 

S1 and S2. 𝑹𝒆𝒂𝒄𝒕𝒊𝒐𝒏 𝒓𝒂𝒕𝒆 𝑯𝟐/𝑷𝒕 = 𝑴𝒐𝒍𝒆𝒔 𝑯𝟐𝑴𝒐𝒍𝒆𝒔 𝑷𝒕 ∙∆𝒕  (S1) 

𝑴𝒐𝒍𝒆𝒔 𝑯𝟐 = 𝑴𝒐𝒍% × ቀ 𝑯𝒆𝒂𝒅𝒔𝒑𝒂𝒄𝒆 𝑽𝒐𝒍𝒖𝒎𝒆𝑴𝒐𝒍𝒂𝒓 𝑽𝒐𝒍𝒖𝒎𝒆 𝒐𝒇 𝑰𝒅𝒆𝒂𝒍 𝒈𝒂𝒔ቁ (S2) 

  

H2 Evolution Sample Cd (ppm) Pt (ppm) 

CdS@Pt QDs  17.6 0.2 

Nano-Hybrid Satellite  15.3 0.3 



Additional Scanning Transmission Electron Microscopy and Energy Dispersed Spectroscopy 

(STEM-EDS) data. 

Table S3. EDS Energies (keV) for key elements (source: https://www.edax.com/) 

 Si S Ag Cd 

Kα 1.740 2.307 22.116 23.175 

Lα 0.092 0.149 2.964 3.133 

 

 

Figure S6. Representative STEM-EDS spectrum of the satellite material in the low energy range, showing the 

presence of Si, S, Ag, and Cd. Note the energy overlap for Lα peaks of Ag and Cd that precluded the resolution of 

chemical spatial distributions for these two elements (as shown in main text Figure 7). Additional EDS peaks 

coming from the TEM copper grid and instrument background were also detected.  



 

 

Figure S7. Representative STEM-EDS spectrum of the satellite material in the high energy range showing 

distinctively the presence of Ag and Cd in the sample. Although better energy separation was observed for the Kα 

peaks of Ag and Cd, the relatively low intensities of these peaks led to poorer quality maps for elemental 

distribution (See Figure SI7C). Additional EDS peaks coming from the TEM copper grid and instrument 

background were also detected. 

  



 

Figure S8. STEM-EDS mapping of Kα peaks for Ag and Cd, showing the poor quality for Cd Kα map due to the 

relatively lower intensity of this peak. These images are complementary to Figure 7 in the main text. 


