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FIGURES 

 

Figure S1 SEM image of the CA matrix showing nanopores of width 2–3 nm  

 

  
a b 

Figure S2 Raman spectra of the annealed carbon samples (a); deconvoluted Raman spectrum 
of CAGO50 (b). The peaks in the first order region are assigned as G: graphitic band, related 
to the vibrations of the sp2 building blocks; D: defect band, related to the structural disorder; 
D’: disordered graphitic lattices; D”: amorphous carbon [89, 90, 91], and in the second order 
region as 2D: structural order; G*, D+D’, and 2D’ [92]. See also Tables S1-S2. 
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(a) CA (b) CAGO50 

  
(c) CAGO100 (d) CAGO200 

 
Figure S3 SEM/EDS spectra of the samples (at magnification x100) 

 

 

Figure S4 FTIR spectra of the carbon samples. See also Table S4 
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Figure S5 Influence of added GO on the specific conductivity and apparent surface area 

 

The effect of the electrode loading was studied with the sample CAGO50 (Figure S6). 

The mass specific CV signals (Figure S6b) almost coincide, i.e., the active surface area 

increases proportionally with increasing coverage of the glassy carbon surface only up to 100 

μg/cm2 loading. At 400 μg/cm2 the deformed shape of the mass specific current density curve 

implies that the deep carbon layer influences the transfer mechanism. The excessive amount of 

carbon covering the GC surface turns into a 3D coating and obstructs the electron diffusion, as 

corroborated by Figure S6c: reducing the polarization speed from 50 mV/s to 10 mV/s leads to 

a more ideal CV curve even for this high loading, as this allows more time for the electrolyte 

to reach the equilibrium state. 

  

   
a b c 

Figure S6 Effect of loading on the electrode (a) Cyclic voltammogram of CAGO50 covered 
GC electrode in 0.1 M KOH at various loadings: 50 (black), 100 (red), 200 (green), 400 (blue) 

μg/cm2. Sweep rate: 50 mV/s. (b) Mass specific cyclic voltammogram of CAGO50 covered 
electrode in 0.1 M KOH; (c) Loading: 400 μg/cm2, sweep rate 50 mV/s (black) and 10 mV/s 

(red). 
 

0 50 100 150 200

0.5

0.6

0.7

0.8

0.9

1.0

1.1

1.2

1.3

Sp
ec

ifi
c 

co
nd

uc
tiv

ity
 [S

/c
m

]

Added GO [mg]

R2 = 0.932

0

500

1000

1500

2000

B
ET

 s
ur

fa
ce

 a
re

a 
[m

2 /g
]

 

0.1 0.2 0.3 0.4 0.5 0.6 0.7 0.8
-3

-2

-1

0

1

2

3

j [
m

A
/c

m
2 ]

E [V]

 

0.1 0.2 0.3 0.4 0.5 0.6 0.7 0.8

-10

-5

0

5

10

400 μg/cm2

200 μg/cm2

100 μg/cm2

50 μg/cm2

M
as

s 
sp

ec
ifi

c 
cu

rr
en

t d
en

si
ty

 [A
/g

]

E [V]

CAGO50

 

0.1 0.2 0.3 0.4 0.5 0.6 0.7 0.8

-3

-2

-1

0

1

2

3

-1.0

-0.5

0.0

0.5

1.0
 

j [
m

A
/c

m
2 ]

E [V]

10 mV/s

50 mV/s



5 
 

 
Figure S7 XRD diffractograms of CA and rGO doped carbon samples. Normalized to peak at 

2θ ≈ 25–26 position 
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TABLES 
 

Table S1 Yield of the synthesis steps (%) 

Sample Carbonization Acid washing Annealing 

CA 10 53 67 

CAGO50 9 63 35 

CAGO100 12 66 37 

CAGO200 15 68 45 

 

Table S2 Raman shifts from the deconvoluted spectra (Figure S2b) [cm-1]* 

 1st order region 2nd order region 
 D D” G D’ ID/IG G* 2D D+D' 2D’ 

[128] 1350 1506 1580 1600  2450 2700 2900 3100 

CA 1353 1527 1597 1619 1.39     

CAGO50 1347 1506 1590  1.01 2617 2750 2922 3131 

CAGO100 1358 1516 1593  1.11 2498 2699 2917 3088 

CAGO200 1355 1514 1590  1.12 2495 2689 2920 3131 

* Raman spectra were deconvoluted into Gaussian peaks using the peak analyzer function in 
Origin software. G: graphitic band, related to the vibrations of the sp2 building blocks; D: defect 
band, related to the structural disorder; D’: disordered graphitic lattices; D”: amorphous carbon 
[80, 81, 82], 2D: structural order; G*, D+D’, and 2D’ [92]. 
 

Table S3 Selected data deduced from the deconvoluted Raman spectra (Figure S2b) 

Sample 
Δ* 

[cm-1] 
IG 

[a.u.] 
Δ/IG 

ID” 

[a.u.] 

CA 78 0.61 127 0.43 

CAGO50 89 0.93 96 0.23 

CAGO100 90 0.82 110 0.18 

CAGO200 92 0.84 109 0.16 

* Δ is the full width of the deconvoluted G band at half maximum (FWHM) 
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Table S4 Ratio of the various carbon species based on FTIR spectra (Figure S4) 

Sample C=O/C=C OH/C=C 
CA 0.16 0.05 

CAGO50 0.57 0.25 

CAGO100 1.03 0.41 

CAGO200 1.38 0.58 

 

 

 
 


