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Figure S1. The TEM image of sample 3#. 

 

Table S1. The EDX results of sample 3#. 

 

Spectrum Fe (wt%) Pt (wt%) Fe (Atom %)) Pt (Atom %) 

Spectrum 1 23.73 76.27 52.09 47.91 

Spectrum 2 22.84 77.16 50.83 47.91 

Spectrum 3 21.08 78.92 48.27 51.73 

Average 22.55 77.45 
  

Standard 

deviations 

1.35 1.35   

Maximum 23.73 78.92   

Minimum 21.08 76.27   


