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Abstract

:

A simulation of magnetic-field-induced ion motion in vacuum arc deposition for the inner surfaces of a tubular workpiece was performed. An auxiliary magnetic field was set to guide the motion of ions inside a pipe, with different magnetic flux densities and ion emission parameters. The results showed the trajectories, deposition ratio and depth of the ions can be controlled via a magnetic field. Within a certain range, the deposition ratio of the ions increases with magnetic flux density. When the magnetic flux density reached a certain value, both the trajectories and deposition ratio of the ions exhibited an obvious periodicity. The depth at which the ions were deposited decreased as an exponential function of the magnetic flux density and ion emission radius, respectively. With an increase in the emission angle, the deposition depth decreased linearly. A numerical model was proposed to express the distribution of the deposition depth. In addition, the deposition ratio and depth are improved with a magnetic field in an environment with a certain density of neutral gas.
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1. Introduction


In many areas of industrial application, the inner surfaces of tubular workpieces are usually prone to early failure due to wear, corrosion and oxidation [1,2], resulting in considerable economic losses. The improvement of inner surface quality is often required. Research shows that surface-coating technology is an effective means to solve this problem [3,4,5,6,7,8].



Vacuum arc deposition (VAD) is one of the important coating technologies characterized by a high ionization rate (60%~90%) with a high plasma density 1017~1018 m−3 [9]. VAD is often used to prepare wear-resistant hard coatings such as metallic nitrides. Because of the geometrical shadowing effect of tubular workpieces, it is difficult for ions to deposit on the deep inside surface of the tube. According to Shi et al. [10], the thickness, hardness and wear resistance of the deposited coating obviously decreases as the distance from the pipe inlet increases. Hence, there are still some problems to be solved when VAD is used for inner surface coating.



Studies have shown that a magnetic field can be used to guide the motion of ions [11,12,13,14,15,16,17]. Magnetic fields were commonly used to control the motion of cathode spots [12,13,14], and were also introduced to guide ion motion and to remove the macro-particles from the arc source [15,16,17]. Therefore, controlling the movement of deposition ions may be beneficial for the deposition of inner surface coating.



Aksenov et al. [18] set a solenoid near or around a metallic pipe and found that the deposition rate for the VAD coating inside the pipe was improved by the magnetic field. Later on, a magnetic field was used to increase the coating deposition depth and thickness inside tubular workpieces [19]. Liu et al. [20] set a permanent magnet alongside a 50 mm inner diameter pipe for depositing TiN coating, and the ratio of the deposition depth to the pipe diameter increased from 1:1 to 2:1 compared to that without a magnetic field. Because of the demagnetization during deposition, the application of permanent magnets has been limited [21]. Lang et al. [22] developed an axially decreased magnetic field around a pipe with an inner diameter of 20 mm for the deposition of (Ti,Al)N coatings. The results showed that the deposition depth-pipe diameter ratio was 6:1, and the deepest coating thickness inside the pipe was 20% of that at the pipe inlet. Zhao et al. [23] used a strengthened magnetic field for a pipe with an inner diameter of 36 mm; a coating depth-pipe diameter ratio of 4:1 was achieved, and the deepest coating thickness inside the pipe reached 60% that of the pipe inlet. Lisenkov et al. [24] used the magnetic field generated by a single coil coaxial placed between the ion source and 10~50 mm inner diameter pipes, and deposited TiC coating inside the pipe. The ratio of the coating deposition depth to the pipe diameter reached 8:1, while the deepest coating thickness inside the pipe was about 40% of that at the pipe inlet.



To further improve the proportion of ions deposited inside tubular workpieces under a magnetic field, it is necessary to study the ion motion under different magnetic fields. Simulation provides an effective way to study the effect of a magnetic field on ion motion. Because the mean free path of ions significantly increases under a certain vacuum, Birdsall et al. [25] put forward the idea of particle simulation. Skullerud et al. [26] developed a tracing simulation scheme to calculate the trajectory of charged particles under an external electric field including the Monte-Carlo collision scheme, which provides a method to investigate the ion motion with an external field. Li et al. [27] used the tracing method to calculate the ion motion of carbon ions within the symmetric plane of a bended magnetic filter, and the ion motion could be controlled via the magnetic field to increase the filter efficiency. Takahashi et al. [28] used the tracing method to study the effect of a magnetic field on the ion motion of a laser ion source. The results showed that the magnetic field could affect the ion motion to increase the output ion current.



In this paper, the simulation of magnetic field-induced ion motion in vacuum arc deposition for the inner surfaces of a tubular workpiece was studied. The effect of a magnetic field on ion motion was studied using 3D ion tracing simulation coupled with magnetic field simulation. The influence of ion-neutral elastic collision is also discussed.




2. Materials and Methods


2.1. Simulation Setup


Figure 1 shows the schematic diagram of the vacuum arc deposition system (State Key Laboratory of Tribology, Beijing, China) for the inner surface of a pipe. The pipe and the coil were coaxial with the ion source. The symmetric plane of the coil was aligned with the pipe. The current of the coil was adjustable and was kept ideally static. If an ion reached any surface of the solid part in the simulation region, its location was considered unchanged. Secondary emission was neglected because of its low energy [29]. It was possible to evaluate the effect of a magnetic field by calculating the percentage and the depth distribution of ions that were deposited onto the inner surface of the pipe. The actual deposition process was usually performed under a gas environment. Although neutral molecules are not affected by a magnetic field, the collision between ions and background gas molecules would change the ions’ trajectories. Because ionization has relatively less effect on ion trajectories, only the elastic scattering process caused by collision was studied.



The magnetic field distribution generated by the auxiliary coil was simulated according to the Maxwell Equation [30] for the static situation, as shown in Equations (1) and (2).


  ∇ ×  H ⇀  =  J ⇀   



(1)






  ∇ ×  A ⇀  =  B ⇀   



(2)







Here,   H ⇀   is the magnetic field strength vector,   B ⇀   is the magnetic flux density vector,   J ⇀   is the total current vector and   A ⇀   is the magnetic potential vector. The constitutive relationship of the magnetic field is shown in Equation (3), where  μ  is the relative permeability.


   B ⇀  = μ  H ⇀   



(3)







Assuming that there were no dielectric matter and charge accumulation, the displacement current could be neglected. Therefore, the conduction current of the auxiliary coil consisted of two items, namely, the induced current     J ⇀  e    generated by the change in the magnetic field and current     J ⇀  S    from the power supply (Equation (4)).


   J ⇀  =   J ⇀  S  +   J ⇀  e   



(4)







Because the ion motion was simulated under a stationary magnetic field, the current     J ⇀  e    generated by the initial change in the magnetic field could be neglected. Therefore, once the current     J ⇀  S    was determined, Equation (5) could be obtained as follows according to Equations (1)–(4).


  ∇ ×   ∇ ×  A ⇀    =  ∇ 2   A ⇀  = μ  J ⇀  = μ   J ⇀  S   



(5)







Equation (5) is a second-order partial differential equation.   A ⇀   could be calculated by using the COMSOL© software (version 5.4a). Then, the magnetic strength vector   B ⇀   could be solved by using Equation (2); the spatial distribution of the magnetic field could thus be obtained. Furthermore, with the simulation result for the magnetic field, according to the Lorentz force and Newton’s Law, the velocities of the ions could be tracked with the initial position (Equation (6)).


   m  i o n    d  d t       v ⇀   i o n     =   F ⇀   i o n   = Z e   v ⇀   i o n   ×  B ⇀   



(6)




where Z represents the charge number of the ions and e represents the elementary charge. By integrating the velocity of the ions, the positions of the ions could be obtained. Therefore, the 3D trajectories of the ions could be obtained following the iterations according to Equation (6). The simulation result for the magnetic field was set as the input of the Lorentz force. The ion motion was calculated using second-order backward differentiation [31]. In addition, the convergence criterion was set as the error between iterations. The iteration results were discriminated as convergence when the error between iterations was less than or equal to 0.1%. To avoid system crashes due to divergence during the iterations, the stoppage criterion was set to 100 steps for a single iteration. The simulations of both the magnetic field and ion motion were carried out with the same convergence and stoppage criteria.



Research has shown that near the substrate, ions become accelerated when crossing through the sheath [32,33]. However, with the assumption of neglecting plasma instabilities [34,35], the sheath thickness could be determined [36] and would decrease under a magnetic field [37,38]. Therefore, the acceleration mainly influenced the ion velocity, and happened near the workpiece surfaces. Consequently, the impact of the sheath and electric force on ion motion could be neglected. Studies show that under a magnetic field, electrons are confined along magnetic lines, and charge separation occurs to generate electric field dragging [11,17]. According to Aksenov et al. [39], the proportion of ions influenced by the dragging electric field was usually below 10%. Hence, the effect of the dragging electric force on the ions’ trajectories was neglected.




2.2. Setup of Ion-Neutral Collision


The structure and properties of films are affected by temperature and pressure during deposition. The temperature and pressure of the gas were set to 300 °C and 0.1 Pa, respectively. Argon was selected as the background gas, and was considered to be uniformly distributed. According to the ideal gas law, the number density of molecular argon was calculated as 1.26 × 1019 m−3. Compared to the velocity of the ions, the velocity of gas thermal motion (about 15~20 m/s) was slow and neglected. A Monte-Carlo collision scheme [40] was conducted with Equations (7) and (8) based on the conservation of momentum.


  ν = n σ   u ⇀   = n π      r i  +  r g     2    u ⇀    



(7)






    u ⇀  ′  =  u ⇀  −    m g     m i  +  m g       u ⇀  −   u ⇀    k ⇀     



(8)







In Equation (7),  ν  is the collision frequency determined by the gas molecular number density  n , ion velocity     u ⇀     and collision cross-section  σ  (6.92 × 10−20 m2, calculated by the radius of the ion and gas,    r i    and    r g   ). The collision probability was estimated as   P = 1 − exp   − v Δ t    , where   Δ t   is the time step length. In the transient simulation, at the beginning of each time step, a comparison was conducted to judge the happening of collision. For each ion, a random number  U  uniformly distributed in 0~1 was generated. The collision was considered to occur when   U < P  , and vice versa.



The post-collision velocity     u ⇀  ′    is described through Equation (8). Because the relative velocity   u ⇀   only changes direction after a random elastic collision, a uniformly distributed random unit vector   k ⇀   was introduced to describe the direction change.    m i    and    m g    represent the masses of the ion and gas molecule, respectively.




2.3. Boundary Condition and Meshing Scheme


In order to increase the computation efficiency in the simulation of the magnetic field, the magnetic field was constrained within the boundary of the simulation region. The Dirichlet boundary condition [30] was applied, where the tangential components of the magnetic potential were set to zero (Equation (9)).


   n ^  ×  A ⇀  = 0  



(9)







Here,   n ^   represents the normal vector of the boundary surface and    A ⇀      represents the magnetic potential vector. The simulated magnetic field near the boundary of the simulation region would be different from the actual distribution. In order to reduce the influence of the boundary difference on the simulation results, the meshing scheme as shown in Figure 2a was conducted. Considering the symmetry, the simulation region was set as a sphere with a radius of 2 m. Outside the sphere, a shell with a thickness of 0.5 m was set by means of the infinite-element method [41,42], which uses a coordinate transformation to scale the shell to 1000 times larger. The Dirichlet boundary condition was set at the outmost surface of the shell. To ensure the continuation of the simulation region and the boundary shell, the shape function was defined as Lagrange polynomials using the coordinate inside the simulation region and the shell, and the interpolation function for the magnetic field simulation was set the same as the shape function. With the setting of the large-scaled shell, the difference in the magnetic field near the boundary could be controlled within the shell, and would not affect the result inside the simulation region.



Tetrahedral volume elements were used to construct the mesh. Figure 2b shows the meshing scheme of the arc source, the pipe and the coil. To avoid the disturbance of sharp geometric corners, the size of the elements would change with a side length changing factor of 0~0.1 to connect different mesh regions. In addition, the size of the minimum mesh element was set as 0.5 mm. Table 1 shows the geometric information for meshing. The distance between the pipe entrance and arc source was 400 mm.




2.4. Simulation Parameters of Ion Emission


Table 2 shows the attributes of the Ti ion used for this simulation. The charge state +2 was used according to the average charge state measured by Jüttner et al. [43]. The initial kinetic energy was set as 100 eV. Therefore, the initial ion velocity was 2 × 104 m/s, which was in accordance with the average of the velocity range 1~3 × 104 m/s for Ti ions measured by Kutzner and Byon et al. [44,45]. Considering the velocity of the Ti ion, the step length of the simulation was set as 5 × 10−8 s. The spatial location change of the Ti ion was within 1 mm per time step. Because the ion Larmor radius (e.g., calculated as 10 mm using the magnetic flux density 5000 Gs) is larger than 1 mm, the step length was reasonable for describing the ion trajectories.



Figure 3 shows the 2D axial-symmetric view of the ion’s initial velocity direction. α is the angle between the emission direction of the ion and the X-axis. Research shows that the ion flux of a vacuum arc discharge follows the cosine law or cosine square law [46,47,48], which means that the ion density is relatively high close to the cathode center axis. With the existence of an axillary magnet in the arc source, the ion emission angle decreases by 50% compared to the pattern of the cosine law [49], making the ion flux more centered. Hence, in the simulation, the range of α was set within 10°. In consideration of the symmetry and simplification, the velocity of the ions was set away from the center axis, representing the emission of ions.





3. Results


3.1. Magnetic Field Distribution


Figure 4 shows the magnetic flux density distribution with the coil current of 7.5 A. An X–R cross-section image of the magnetic flux density distribution is shown in Figure 4a with a color bar. Small arrows represent the direction of the magnetic vector. The field was relatively strong near the coil, and symmetric around the X-axis. The magnetic flux density along the X-axis is shown in Figure 4b. The magnetic flux intensity along the R-direction in the center plane (X = 400 mm) is shown in Figure 4c. The magnetic field along the X-axis had a Gaussian distribution with a maximum value of 1725 Gs. The field distribution along the coil diameter was parabolic with a minimum value in the center. Since the field distribution inside the coil winding was difficult to solve due to the existence of charge [50], Figure 4c only shows the field distribution within the range of the coil inner diameter.



The magnetic flux density at the coil center was recognized to represent the magnetic field of the coil [50]. Herein, the magnetic flux density at the coil center was defined as the characteristic magnetic flux density. It is shown in Figure 5 that the simulated characteristic magnetic flux density was proportional to the coil current. In the following simulation, the coil current ranging from approximately 0 to 20 A with an interval of 0.25 A was adopted, corresponding to the range 0~4600 Gs for the characteristic magnetic flux density with an interval of 57 Gs.




3.2. Magnetic-Field-Induced Motion of Ions


3.2.1. Effect of Magnetic Field on the Motion of Horizontally Emitted Ions


The motion of horizontally emitted ions without a magnetic field was simulated. To describe the initial positions of the ions, the emission radius (R) was defined as the distance between the ions’ initial positions and the center of the target surface. Figure 6 shows the trajectories (dashed lines) of the horizontally emitted ions with different emission radii. Without a magnetic field, the ions could not be deposited on the inner surface of the pipe.



Figure 7 shows the trajectories of the horizontally emitted ions under different characteristic magnetic flux densities. The solid lines represent the trajectories of the deposited ions, and the dashed lines represent other ions. Figure 7a–c show that the ions were blocked by the pipe or moved through the pipe when the characteristic magnetic flux density was less than 920 Gs. When the characteristic magnetic flux density was 977 Gs, the deposition of the ions occurred at the outlet of the pipe (Figure 7d). With an increase in the characteristic magnetic flux density, the number of deposited ions increased (Figure 7e). However, as the characteristic magnetic flux density further increased, the number of deposited ions decreased, and ions started to return to the center axis (Figure 7f). As the characteristic magnetic flux density kept increasing, the number of deposited ions increased again (Figure 7g,h). The phenomenon of the increase and decrease in the number of deposited ions presented a periodicity as the characteristic magnetic flux density increased.



The ions focusing close to the center axis near the pipe inlet caused by the magnetic-field-guided motion can be regarded as the magnetic mirror effect [51]. With the increase in the characteristic magnetic flux density, the ions were driven to make spiral motions along the magnetic induction line, which caused a return towards the center axis before deposition. Therefore, it took a longer period of time for the ions inside the pipe. The maximum number of deposited ions would decrease for higher field intensities. In addition, the reason for some ions moving through the pipe was that the direction of the magnetic field turned to be parallel to the center axis close to the coil center, making the Lorentz force too small for the horizontally emitted ions with small emission radii to deposit.



Figure 8 shows the deposition distance from the pipe inlet of the ions, which is defined as the deposition depth in Figure 1. The deposition depth decreased with the emission radius. When the characteristic magnetic flux density was less than 977 Gs, the ions could not deposit on the inner surface because of the insufficient direction change. As the characteristic magnetic flux density increased to 1840 Gs, the inner surface of the pipe was gradually covered by ions from the outlet towards the inlet of the pipe. As the characteristic magnetic flux density further increased to 2622 Gs, some of the ions started to deposit back to the outlet due to the return motion. Furthermore, with the increase in the characteristic magnetic flux density to 3450 Gs, the ions deposited continually from the outlet towards the inlet of the pipe after a spiral, showing a trend of periodicity. For the characteristic magnetic flux density of 4600 Gs, the deposition depth firstly decreased and then increased when R > 45 mm, because of a new returning motion making some ions deposit inside the pipe. An exponential fitting for the simulation results for the deposition depth was made and is shown in Figure 8. Based on the exponential fitting, a deposition depth model is proposed below.


  D =  D B   e  − B /  B 0    +  D R   e  − R /  R 0     



(10)







In this model, the deposition depth D (unit: mm) is determined by two terms. The first exponential item describes the effect of the characteristic magnetic flux density B (unit: Gs) on the deposition depth of the ions; the second exponential item reflects the effect of the ion’s initial distance R (unit: mm) away from the source center. Here, DB, B0, DR and R0 are constants determined by the attributes of the ion and the geometric parameter of the pipe. The values DB = 3290.6 mm, B0 = 305.3 Gs, DR = 387.6 mm and R0 =17.3 mm were obtained by fitting the simulation results. Therefore, given the initial location of the ion and characteristic magnetic flux density, the deposition depth could be predicted. The decreasing exponential model is similar to the exponential ion current shrinking pattern in the filter pipe obtained by Boerker et al. [52], Cluggish [53], Kelly et al. [54] and Zhitomirsky et al. [55]. Furthermore, the model may be used to explain the film thickness curve obtained in some experimental results shown in the literature [20,22,23,24].



To evaluate the effectiveness of the model, Table 3 shows the adjusted coefficient of determination [56] of the model under different characteristic magnetic flux densities. The adjusted coefficient is a normalized number defined according to the error between the fitting and original simulated results.



The closer the coefficient is to 1, the more reliable the fitting is. In most cases, the adjusted coefficients of the model were above 0.7. As for the cases with low adjusted coefficients, the number of ions with returning motion varied for different emission radii, which made it difficult for exponential fitting to describe the results.




3.2.2. Effect of Magnetic Field on the Motion of Ions with Various Emission Angles


For ions with various emission angles, the effect of the magnetic field was also investigated. An emission angle of 3° was chosen so that with the geometric relation, some of the ions could move directly onto the inner surface of the pipe, which could represent the actual process to some extent. Figure 9 shows the trajectories of the ions without a magnetic field. Most ions could not deposit on the inner surface except the ions with R < 3 mm. Ions with R > 45 mm were blocked by the coil surface.



Figure 10 shows the trajectories of the ions under different characteristic magnetic flux densities. When the characteristic magnetic flux density was relatively small (230 Gs), similar to the case without a magnetic field, only the ions emitted from the arc source with small R (<3 mm) could deposit onto the area near the inlet of the pipe (Figure 10a). As the characteristic magnetic flux density increased to 690 Gs, the ions were either blocked by the pipe or moved through the pipe (Figure 10b). With an increase in the characteristic magnetic flux density, the ions began to deposit after a returning motion towards the center axis (Figure 10c). Some ions with R > 45 mm were close to the coil, gaining a larger Lorentz force, and would move over the inlet of the pipe and deposit on the inner surface, increasing the deposition depth (Figure 10d).



With a further increase in the characteristic magnetic flux density, the ions turned to form a continual trajectory, with fewer ions blocked by the pipe (Figure 10e,f). As the characteristic magnetic flux density increased to 1610 Gs, the number of deposited ions reached a maximum value. With the characteristic magnetic flux density increasing to 3450 Gs, the returning motion made some ions deposit at the outlet of the pipe (Figure 10g). Even though a few ions (R > 41 mm) moved away from the pipe under the Lorentz force near the coil, most ions could deposit, which had a similarity with the 1840 Gs case. With the characteristic magnetic flux density increasing to 4600 Gs, the motion of multiple returning ions caused fewer ions to deposit (Figure 10h). Besides, more ions were deflected away from the pipe. Therefore, if the characteristic magnetic flux density continued to increase, more ions would move away from the pipe or through the pipe, which was unbeneficial for inner surface deposition. The trend of the number of deposited ions demonstrated a periodicity.



Figure 11 shows the deposition distance from the pipe inlet under different characteristic magnetic flux densities. Generally, the deposition depth decreased with an increase in the emission radius. Under a low characteristic magnetic flux density (less than 1380 Gs), ion deposition occurred only at the outlet and inlet areas of the pipe. With an increase in the characteristic magnetic flux density, the distribution became continual and gradually shifted towards the inlet of the pipe. As the characteristic magnetic flux density kept increasing to 4600 Gs, the returning motion would make some ions deposit back to the outlet of the pipe, resulting in an increase in the deposition depth. In addition, for different emission radii, the number of ions with returning motion could vary, causing the difference in the deposition depth.



Figure 12 shows the deposition distance from the pipe inlet of ions with the emission angle α under the characteristic magnetic flux density 1840 Gs. The deposition depth decreased with an increase in α. For the same α, the deposition depth decreased with an increase in the emission radius. Based on the model developed for the horizontally emitted ions (Equation (10)), an extended model considering the influence of the emission angle was developed as shown in Equation (11).


  D =  D B   e  − B /  B 0    +  D R   e  − R /  R 0    −  D α  α  



(11)







Herein, Dα (unit: mm/°) is the average value of the slopes of the fitting lines. When α = 0, Equation (11) becomes Equation (10). This extended model provides the relationship between the deposition depth and magnetic field, the emission angle and the emission position of the ions. By using the model, the deposition depth of the ions with various emission angles and emission positions could be predicted.




3.2.3. Effect of Magnetic Field on Deposition Ratio


To describe the percentage of ions that deposited on the inner surface of the pipe in the study, an index named the deposition ratio was defined. Figure 13 shows the relationship between the deposition ratio and the characteristic magnetic flux density. For different emission angles α, the application of the magnetic field significantly influenced the deposition ratio. Under the effect of the periodic returning motion of the ions towards the center axis, the deposition ratio showed multiple peaks, while the peak value decreased with an increase in the characteristic magnetic flux density. Besides, further increasing the intensity reduced the deposition ratio.





3.3. Influence of Ion-Neutral Collision


To investigate the influence of the elastic scattering, the collision of the ions and gas was considered in the simulation. A comparison of the ions’ trajectories with an emission angle of 3° was conducted between the characteristic magnetic flux densities 0 and 1840 Gs (Figure 14). After collisions, some ions changed direction within their original plane; others gained velocities perpendicular to the original plane. Hence, their distances to the axis (R) showed folded lines or conic curves in the trajectories. Without a magnetic field, the proportion of collisions was 40% (10 of 25 ions, Figure 14a). Six ions collided with gas in the region between the source and the pipe inlet. Under a characteristic magnetic flux density of 1840 Gs, the ions had relatively longer flight times. Therefore, seven collisions occurred in the region between the source and pipe inlet (Figure 14b). Because most ions were guided inside the pipe and deposited in a short period of time, one collision happened inside the pipe. As for the ions that did not encounter collisions, their trajectories were the same as the cases shown in Figure 9 and Figure 10.



To reduce the contingency caused by the limit of the ions number used before, a simulation of ion motion was conducted with an ion emission density 10 times higher. The same comparison was carried out between the cases of 0 Gs (Figure 15a,b) and 1840 Gs (Figure 15c,d). The dash-dotted lines represent the trajectories of the ions that did not deposit inside the pipe, and the solid lines represent the trajectories of the ions that could deposit inside the pipe. The collision locations in Figure 15b,c show that the collisions were uniformly distributed in the path of the ion flux. A few collisions happened outside the main ion flux because some ions were scattered away from their original directions and collided with gas again. In the region between the source and the pipe inlet, the collision proportion was 32% for 0 Gs and 35.6% for 1840 Gs.



To break down the motion of the ions under the co-effect of the collision and magnetic field, Figure 15d shows nine typical trajectories extracted from Figure 15c. In Trajectories 1–4, the collisions happened relatively far from the pipe. Ions could move through the pipe (1), move through the hole of the coil (2), get reflected by the magnetic field (3) or move away from the coil (4). Trajectory 5 shows the collision near the coil and the reflection under the magnetic mirror effect. For Trajectories 6 and 7, the ions did not collide with gas and deposited on the outer and inner wall of the pipe, respectively. Trajectory 8 shows the collision outside the pipe to make the ion deposit on the inner wall, and Trajectory 9 provides an example of collisions inside the pipe to increase the deposition depth.



The influence of collisions lies in the combination of two processes. In Figure 15a, 5 of 250 ions turned to deposit inside the pipe after collisions and increased the deposition depth, and 6 of 250 ions were deflected away from the original routine and could not deposit. Hence, the deposition ratio dropped from 8% to 7.6% compared to what is shown in Figure 9. Under a characteristic magnetic flux density of 1840 Gs, two ions turned to deposit inside the pipe after collisions, while 54 ions moved away from the pipe (Figure 15c). Therefore, the deposition ratio dropped from 92% to 71.2% compared to what is shown in Figure 10f. The decrease in the deposition ratio was explained by Aksenov et al. [57], Eriksson et al. [58] and Goldberg et al. [59], using the reason that collision with background gas limits the ion density towards the substrate. In this study, ions that were affected by elastic collisions would either move into the pipe to deposit, or away from the pipe. The proportion of the ions moving into the pipe was relatively lower. Even though the deposition ratio decreased due to the influence of collision, the ratio was improved with the magnetic field. Additionally, the distribution of the deposition depth generally maintained similarity with the cases without collision. Hence, the application of a magnetic field can still improve the deposition ratio and depth.





4. Conclusions


In this study, a simulation of magnetic-field-induced ion motion in vacuum arc deposition for the inner surfaces of a tubular workpiece was performed. The influence of a magnetic field on ion motion was simulated. The effect of the magnetic field on ion trajectory motion was studied, and several conclusions can be drawn as follows.



	
The trajectories of ions can be controlled via a magnetic field, and the ions can be deposited at different positions on the inner surface of the pipe by adjusting the magnetic flux density. The deposition ratio of the ions is low at low magnetic flux densities, and increases to a maximum value with an increase in the magnetic flux density. Further increasing the magnetic flux density leads to periodicity in the ions’ trajectories and the deposition ratio.



	
The deposition depth of ions can be controlled by the magnetic flux density, ion emission radius and emission angle. When the magnetic flux density is relatively high, the deposition depth decreases as an exponential function of the magnetic flux density and ion emission radius, respectively. With an increase in the emission angle, the deposition depth decreases linearly. A numerical model was proposed to express the distribution of the deposition depth.



	
The deposition efficiency and the depth of the inner surface can be improved by a magnetic field in an environment with a certain density of neutral gas. Ions that are affected by elastic collisions would either move into the pipe to deposit, or away from the pipe. The proportion of the ions moving into the pipe is relatively lower than that of ions moving away from the pipe.
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Figure 1. Schematic diagram of the vacuum arc deposition for the inner surface of a pipe. 
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Figure 2. Mesh configuration: (a) General view of the mesh; (b) Detailed mesh of the arc source, coil and pipe. 
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Figure 3. Schematic diagram of ion’s initial velocity direction. 
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Figure 4. Simulation result for magnetic field distribution with coil current of 7.5A: (a) Field distribution with color bar (unit: Gs) in X–R cross-section; (b) Magnetic flux density along X-axis; (c) Magnetic flux density along R-direction in a center plane (X = 400 mm). 
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Figure 5. The linear relationship between the simulated characteristic magnetic flux density and coil current. 
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Figure 6. Trajectories of horizontally emitted ions with different emission radii under no magnetic field. 
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Figure 7. Trajectories of horizontally emitted ions with different characteristic magnetic flux densities: (a) 230 Gs; (b) 690 Gs; (c) 920 Gs; (d) 977 Gs; (e) 1840 Gs; (f) 2622 Gs; (g) 3450 Gs; (h) 4600 Gs. 
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Figure 8. Distance from the pipe inlet of deposited ions with emission radius. 
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Figure 9. Trajectories of ions with emission angle of 3° under no magnetic field. 
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Figure 10. Trajectories of ions with emission angle of 3° under characteristic magnetic flux densities: (a) 230 Gs; (b) 690 Gs; (c) 1092 Gs; (d) 1380 Gs; (e) 1610 Gs; (f) 1840 Gs; (g) 3450 Gs; (h) 4600 Gs. 
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Figure 11. The distance from the pipe inlet of deposited ions with emission angle of 3° under different characteristic magnetic flux densities. 
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Figure 12. Variation of deposition distance from the pipe inlet of ions with emission angle α under the characteristic magnetic flux density of 1840 Gs. 
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Figure 13. Relationship between deposition ratio and characteristic magnetic flux density for ions with various emission angles. 
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Figure 14. Influence of ion-neutral elastic collision on the trajectories of ions under different characteristic magnetic flux densities: (a) 0 Gs; (b) 1840 Gs. 
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Figure 15. Influence of elastic collision for a 10-times-higher ion number with different characteristic magnetic flux densities: (a) Ion trajectories in X–R view (0 Gs); (b) Collision location distribution (0 Gs); (c) Ion trajectories in X–R view with collision location (1840 Gs); (d) Typical trajectories of ions (1840 Gs). 
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Table 1. Geometric parameters of the simulation.
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	Coil Cross-Section (mm × mm)
	Wire Cross-Section Area (mm2)
	Coil Inner Diameter (mm)
	Coil Outer Diameter (mm)



	60 × 60
	1
	135
	255



	Source Diameter (mm)
	Pipe Inner Diameter (mm)
	Pipe Length (mm)
	Pipe Wall Thickness (mm)



	100
	50
	200
	4
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Table 2. Emission parameters of Ti ion.
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	Ion Mass (kg)
	Ion Charge State
	Initial Kinetic Energy (eV)
	Simulation Timespan (s)





	7.95 × 10−26
	+2 [43]
	100 [44,45]
	1 × 10−4
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Table 3. Adjusted coefficient of the deposition depth model.
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	Characteristic Magnetic Flux Density (Gs)
	Adjusted Coefficient
	Characteristic Magnetic Flux Density (Gs)
	Adjusted Coefficient





	1035
	0.998
	2530
	0.571



	1150
	0.954
	2622
	0.121



	1380
	0.791
	2760
	0.125



	1610
	0.976
	2990
	0.591



	1840
	0.991
	3450
	0.708



	2070
	0.976
	4600
	0.008



	2300
	0.714
	-
	-
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