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Figure S1. Optical pictures in five solutions (HCl (a), H2SO4 (b), NaCl (c), Na2SO4 (d) and NaOH (e)) 
after immersing for 2 h, and macrographs of coupons taken out of the solutions in the red-color 
squares. 


