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Abstract: Phase-field modeling coupled with calculation of phase diagram (CALPHAD) database was
utilized to perform a series of two-dimensional phase-field simulations of microstructure evolution
in the v + v'/v + ¥/ Ni~Al-Cr mode bond coat/substrate systems. With the aid of phase-field
simulated microstructure evolution, the relationship between the interdiffusion microstructure and
the cohesiveness/aluminum protective property with different alloy compositions and bond coat
thicknesses was fully discussed. A semi-quantitative tie-line selection criteria for alloy composition of
the bond coat/substrate system with the identical elements, i.e., that the equilibrium Al concentrations
of v" and y phases in the bond coat should be similar to those in substrate, while the phase fraction of
v’ in the bond coat tends to be higher than that in the substrate, was then proposed to reduce the
formation of polycrystalline structure and thermal shock from the temperature gradient.
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1. Introduction

Thermal barrier coatings (TBCs) with a thickness of 100-500 pm [1], consisting of a metallic bond
coat, intervening thermal grown oxide (TGO) layer, and outside ceramic topcoat, are extensively
used in turbine blades to improve the high temperature resistance. As a transition layer between
the thermal grown oxide (TGO) scale and the substrate alloy, the sufficient aluminum content in the
bond coat should be maintained to ensure the stable growth of the protective TGO layer of Al;Os.
For a thin bond coating on a substrate, its lifetime is controlled not only by oxidation but also by
diffusion of Al into the substrate [2,3]. When the Al content drops below a critical level, it may not be
possible to form a continuous and stable surface alumina layer. Consequently, spallation and crackling
of the TGO scale occurs. Another problem caused by the bond coat/substrate interdiffusion is the
polycrystalline structure around the interdiffusion zone, which may aggravate crack propagation and
intergranular fractures. Hence, the bond coat should have both good cohesiveness properties and Al
preserved property simultaneously, i.e., that good compatibility with the substrate alloy and sufficient
Al content should be satisfied concurrently. The failure of cohesiveness properties may originate from
the two following factors: (i) phase transformation stress, stemming from the local variation of the
volume, density and elastic modulus and; (ii) thermal stress caused by the temperature gradient,
i.e., temperature difference, thermal expansion, etc.

Recently, a new generation of y + v’ two-phase bond coat [4-7] has attracted much attention due
to the fact that it has better chemical compatibility with the Ni-based superalloy matrix and displays
insignificant rumpling during the thermal circulation [4] compared with the previous two commonly
used types of bond coats, i.e., Pt-modified nickel aluminide [8,9] (f-phase) and Ni-Co-Cr—Al-Y system
(i-e., B-NiAl phase + y-Ni solid solution [10-12], or B-NiAl phase + y’-NizAl [13-16]), and thus it is
widely used in aerospace industry. A series of recent investigations [5,6] also indicate that Pt-modified
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v + 7' alloys oxidize in an alumina scale at similar speeds compared to those growing on the traditional
Pt-modified 3-NiAl alloys. Considering the industrial significance of the y + y" two-phase bond coat,
there is a great need to design novel v + ¥’ bond coats with high performance, which usually depends
on the microstructure evolution in service resulting from alloy composition, thickness, and service
temperature. Thus, the quantitative description of the microstructure evolution in bond coat/substrate
systems during service is the prerequisite for optimization of alloy composition, thickness, and service
temperature, and later design of novel y + v’ two-phase bond coats.

Currently, one of the powerful methods to achieve the quantitative description of the
microstructure evolution in materials during life time is the phase-field modeling [17-26]. Up to
now, numerous studies have been devoted to the phase-field simulations of the microstructure
evolution in Ni-based superalloy substrates [27-33]. As for the microstructure evolution in bond
coat/substrate systems, only several phase-field research works are available in the literature [34—41].
Among those publications, Wu et al. [35,37,38] simulated the interdiffusion microstructure of vy +
v" and y + B phases in Ni-Al-Cr and Ni-Al-Pt systems. Very recently, the present authors [42]
employed the multi-phase-field (MPF) model to perform two-dimensional phase-field simulations of
the microstructure evolution in four types of representative Ni-Al-Cr bond coat/substrate systems
with different phases (including 3,y and v’ phases). Moreover, the effect of temperature gradients on
the Ni-Al-Cr bond coat/substrate systems was also investigated by the same authors [42]. In order to
achieve a quantitative description, reliable CALPHAD (calculation of phase diagram) thermodynamic
and atomic mobility databases were coupled to the phase-field simulations via TQ (thermodynamic
calculation) interface in [42].

As a continuous work of our previous publication [42], a similar strategy, i.e., phase-field modeling
coupled with CALPHAD-type databases, is to be utilized in the current work to perform phase-field
simulation of microstructure evolution in Ni-Al-Cr mode bond coat/substrate systems, with a focus
on the effect of alloy composition, bond coat thickness, and temperature gradient. By establishing
the relation between the interdiffusion microstructure and the cohesiveness, the aluminum protective
property with different alloy compositions and bond coat thicknesses, a trial to design the bond coat
composition and thickness is to be performed, as is the major task of this paper.

2. Multi-Phase-Field Model

Following our previous work [42], the multi-phase-field model is used for the current phase-field
simulation, which originates from a total free energy, consisting of interfacial f"f, chemical f"*™ and
elastic energy fel2st [17-19,43],

F = /Q fintf + fchem + felast (1)
intf 40‘0((3 n%xB
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where the number of phases is represented by N and the constraint condition ). ¢, = 1should
«=1,...,N
be satisfied. The phase field of a phase is represented by ¢«. 04p is the interfacial energy

between « and 3, and ng is the interfacial width. h(¢«) is a monotonous coupling function.
fal(ch,) is the free energy density of the « bulk phase, it is a function of phase concentrations
ci.. i' is the diffusion potential of component i introduced as a Lagrange multiplier to ensure the
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. N .
concentration conservation ¢! = ), ¢,cl,. The Gibbs free energy densities are functions of the local
=1
phase composition fields. The phase compositions c!, are non-conserved parameters which are not

independent parameters but are linked by the mass balance to the conserved and continuous mixture
. N .
compositionc,ie., ¢’ = Y, ¢ycl. Inorder to treat the phase compositions as independent parameters,
=1

the model has integrated the mass balance into the functional by an additional Lagrange term to
ensure the concentration conservation, as shown in Equation (3). Through a series of mathematical
derivations, the Lagrange multiplier can be obtained as the diffusion potential [43]. € is the strain
tensor of phase «, €% is the eigenstrain, and C is the elastic stiffness coefficient.

The governing equations for the concentration ¢, phase field ¢ and strain tensor € are derived
based on the above free energy functional [17-19,43]:
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where Ly is the interfacial mobility and AGg is the driving force, split into the chemical driving
force AGg‘gm and the elastic driving force AGg?ft:

AGE™ = —falch) + fa(ch) + it (ch — cf) ®)

AGRE" = (Fa — T )sa ©)

The chemical part AGg}gm can be linked to the real CALPHAD thermodynamic parameters [44].

5a = Cx(Ex — %) is the stress tensor, where C is the elastic stiffness coefficient matrix in phase . My
is the chemical mobility in phase «, and can be directly acquired from atomic mobility databases [45].

[}, is the diffusion potential of component i in phase «, can be defined as the difference between the
chemical potential of solute and the chemical potential of solvent according to the following expression:
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of which the gradient determines the chemical driving force for solute diffusion within a phase. Here,
this is called phase diffusion potential to distinguish it from chemical potential; the diffusion potential
is the partial derivative of free energy density with respect to concentration, while the chemical
potential is the partial derivative of free energy with respect to the number of moles.

3. CALPHAD Coupling and Materials Parameters

The reliable CALPHAD (calculation of phase diagram) thermodynamic and atomic mobility
databases were linked to MICRESS (MICRostructure Evolution Simulation Software, 6.0) [46] via TQ
interface [47], which is an application programming interface of Thermo-Calc, a general software
package for multi-component phase equilibrium calculations. The thermodynamic properties and
phase equilibrium data that can be obtained by using TQ. The chemical free energy used in the
phase-field simulation is acquired from the thermodynamic parameters assessed by Huang and
Chang [48]. The calculated isothermal sections of ternary Ni-Al-Cr system in Ni-rich region at 1373
and 1473 K is shown in Figure 1. The initial alloy compositions for different diffusion couples are also
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indicated. As shown in Figure 1, the green line indicates the tie line of vy + ' two-phase region. Along
the tie line, every alloy composition has the same equilibrium phase compositions.
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Figure 1. Isothermal sections at 1373 and 1473 K in Ni-rich region of ternary Ni-Al-Cr system calculated
according to the thermodynamic parameters reported by [48]. The initial alloy compositions for y +
v’ /v +v' bond coat/substrate systems are appended in the figure, while the green line indicates the tie
line of vy + v two-phase region.

The initial constituents of diffusion couples, annealing temperature, as well as temperature
gradient in the present phase-field simulations are given in Table 1.

Table 1. List of the constituents of y +y'/y + v/ bond coat/substrate systems at annealing temperature
1373 K, with temperature gradient 5000 K/cm in the present phase-field simulations.

No. Composition of Bond Coat (at.%) Composition of Substrate (at.%)

1 Ni-18Al-12Cr Ni-19A1-5Cr
2 Ni-17.3A1-4Cr Ni-18.5A1-10Cr
3 Ni-20A1-8Cr Ni-18Al-12Cr
4 Ni-19A1-6Cr Ni-18Al-12Cr
5 Ni-18.5A1-11.25Cr Ni-18Al-12Cr
6 Ni-17Al-13.5Cr Ni-18Al-12Cr
7 Ni-18Al-12Cr Ni-16Al-5Cr
8 Ni-16Al-5Cr Ni-18Al-12Cr
9 Ni—20Al-4Cr Ni-18Al-12Cr

The diffusion mobility data of v phases in Ni-Al-Cr alloy is taken from the research of Engstrom
and Agren [49]. As for the diffusivity of y/ phase in the Ni-Al-Cr system, it is acquired from the
averaged experimental data [50], DK{ = 1.06007 x 10714 m?2/s, Dg; = 858490 x 101> m?/s.

All the phases/grains are assumed to be isotropic. The y/v’ interfacial energy calculated
by Kaptay’s method [51], 1.54 x 107® J/cm?, is used in the present simulations. The detailed
calculation process can be referred to our previous work [42,52]. The interface mobility is estimated
to be 4.0 x 10719 em*/J-s for v/vy’ interface according to the work of Steinbach [17] to guarantee
diffusion-controlled transformation. The lattice parameters, molar volume and elastic constants the
same as the previous work [42,53-56] are listed in Table 2. Lattice mismatch of y /' phases is calculated
as 0.0022497 according to & = (ay, — ay)/a, where a, and a,, are the lattice constants of y and v’
phases [42,53-56].



Coatings 2018, 8, 421 50f 19

Table 2. Lattice parameters, molar volume and elastic constants adopted in the present simulations.

. Lattice Molar Volume Elastic Constants (GPa)
Phase Pair Constants (nm) (cm3/mol) References
onstants (nm cm’/mo Cn Cro Cus
Y 0.3552 6.7446 261 151 132 [53,55,56]
4 0.3560 6.7906 248.7 155.2 155.2 [54-56]

For the sake of achieving quantitative phase-field simulation, the selected geometry and
temperature gradients are consistent with the practical conditions in the industry [1]. The present
phase-field simulations were performed in a 2-D domain with 1000 x 250 grids, 800 x 250 grids,
and 660 x 250 grids (grid spacing (discretization size) of 0.2 pm, interface width of 1.0 pm).
The thicknesses of bond coat are set as 80 pm, 40 um, and 12 um (left side), respectively. While that of
substrate is uniformly set as 120 um (right side), and the width is set as 50 pm. Thus, the real sizes of
the simulation domains are 200 x 50 pm?, 160 x 50 pm?, 132 x 50 um?, respectively.

The temperature decrease is set as 100 K across the current simulated domain based on the
practical case [1]. For concentration field and phase field, the periodic condition is adopted at the
bottom and top boundaries, the insulation boundary condition is set to the left and right side. The plane
strain approximation is made for the current elastic field calculations in consideration of the geometry
of the thermal barrier coatings.

The geometry, process and boundary conditions of the current simulation are shown in Figure 2.

Equilibrium Equilibrium

Bond coat alloy | [ 304 Substrate alloy 50 pm
— PE——
X pm @ 120 pum
Periodic

5 <
2 S
5 Bond coat 50 um &
2 3
2 w
. =

X um 120 pum
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Figure 2. Schematic diagram for the procedure, geometry and boundary conditions for the present
phase-field simulation.

4. Results and Discussion

4.1. Effect of Alloy Composition

Different types of interdiffusion microstructure will form due to the variation of alloy compositions
in the bond coat and substrate for a given bond coat thickness. The thickness of the bond coat is set as
80 um to investigate the effect of alloy composition on the cohesiveness and Al preserved property of
bond coat. Four different types of structure are determined as follows:

® Structure Type 1

The common characteristic of No. 5 and 6 diffusion couples is that the equilibrium aluminum
concentrations of Y’ and y phases in bond coat are equal to those in substrate, i.e., corresponding to
the composition points on the same tie-line in the isothermal section. Due to the similar structure
existing for No. 5 and 6, the microstructure evolution of the No. 5 diffusion couple during the
interdiffusion process at 1373 K and with temperature gradient are presented in Figure 3a,b. There is
no v’ polycrystalline structure formation around the interface between bond coat and substrate, and v’
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grains in the bond coat and substrate become cubical gradually with the action of coherent strain.
The microstructure evolution around the interface of the diffusion couple during the interdiffusion
process is actually a kinetic process, accompanied with the competence of the interfacial energy
and the kinetic diffusion. In Figure 3, the phenomenon that the y’ particles does not coarse and
coalesce on the interface is dominated by the diffusion path, i.e., kinetic diffusion. The fundamental
cause can be attributed to the equilibrium Al concentrations of v’ and y phases in bond coat that
are identical or close to those in substrate according to the phase diagram, i.e., that concentration
gradient can be negligible. It also means that the two initial composition points in bond coat and
substrate almost locate along the tie line in the ¥’ + v two phase region. Consequently, the diffusion
path determined by kinetic factor limits in the v’ + v two phase region, and never go into the v’ or
v single phase region. The ¥’ polycrystalline structure formation around the interdiffusion interface
actually corresponding to the composition at that region has changed into ' single phase region,
i.e., that diffusion path has entered into y’ single phase region. Therefore, in the case shown in Figure 3,
the corresponding thermodynamic, kinetic and interfacial factors have determined the feature of
the microstructure in common. In contrast, under the condition of temperature gradient, v’ phases
dissolve in high temperature regions and 'y phase regions with lower aluminum concentration extends
to substrate, thus the recession distance increases along with interdiffusion. Meanwhile, another
polycrystalline region forms at the bottom of substrate. The average composition line of No. 5
and 6 bond coat/substrate systems are also along the tie line and the equilibrium phase fraction of
No. 5 at 1373 K is 60.4% v’ and 39.6% vy, while that for 1473 K is 19.2% vy’ and 80.8% vy. Figure 4
presents the composition distribution of Al and Cr along the line scan in No. 5y +vy'/y + v’ bond
coat/substrate system (Ni-18.5at.%Al-11.25at.%Cr/Ni-18at.%Al-12at.%Cr) annealed Figure 4a at
1373 K and Figure 4b with an effect of temperature gradient AG = 5000 K/cm at 805,000 s, which
confirms the more obvious concentration gradient for both Al and Cr under an effect of a temperature
gradient in the bond coat/substrate system. Additionally, Cr diffuses from the substrate alloy towards
bond coat, while Al takes the opposite direction, resulting in the depletion of Al in the bond coat under
the effects of the temperature gradient.

* Initial interface

Initial state Time=10 s
.3y

scea ::. ?"::.::3 -
203008 2530443 %0 oo,

g 3 = o = T T T J T J
20 19 18 17 16 15 16
1473K > 1373K

Figure 3. Phase-field simulated microstructure evolution of No. 5y +v'/y + v’ bond coat/substrate
system (Ni-18.5at.%Al-11.25at.%Cr/Ni-18at.%Al-12at.%Cr) annealed (a) at 1373 K and (b) with an
effect of temperature gradient AG = 5000 K/cm. The color bar scale indicates the mole fraction of Al in
atom percent.
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Figure 4. Composition distribution of Al and Cr in No. 5y ++’/v + v’ bond coat/substrate system
(Ni-18.5at.%Al-11.25at.%Cr/Ni-18at.%Al-12at.%Cr) annealed (a) at 1373 K and (b) with an effect of
temperature gradient AG = 5000 K/cm at 805,000 s.

® Structure Type 2

The common characteristic of No. 1, 2 and 9 bond coat/substrate systems lies in the fact that
the equilibrium aluminum concentrations of the Y’ and y phases in the bond coat are all slightly
higher than those in the substrate. The microstructure evolution of No. 1 diffusion couple during
the interdiffusion process at 1373 K and with the effect of a temperature gradient are presented in
Figure 5a,b. Similar to the case of No. 5, ' polycrystalline structure is observed around interface
along with the extension into substrate at 1373 K, which shows the similar phenomenon as the
experimental report in Ref. [6]. In comparison, the influence of the temperature gradient is significant,
resulting in the dissolution of v’ phases in high temperature regions. The recession distance increases
along with interdiffusion. Moreover, the polycrystalline structure forms at the bottom of substrate
and near the interface simultaneously. Therefore, the precipitation strengthening structure in the
substrate is seriously destroyed, which is irresistible to the service environment with high temperature
and complex stress. The average composition line of No. 1, 2 and 9 bond coat/substrate systems
intersects with the tie line in the y + ¥/ binary region and the equilibrium phase fraction of No. 1
at 1373 K is 75.7% v’ and 24.3% vy, while that for 1473 K is 42.4% v’ and 57.6% y. According to the
thermodynamic calculation results based on the thermodynamic database of the Ni-Al-Cr system,
the initial composition of No. 1 (Ni-18at.%Al-12at.%Cr/Ni-19at.%Al-5at.%Cr) corresponds to the
equilibrium Al phase concentration: for bond coat, 20.8664 at.% Al in v’ phase and 14.1416 at.% Al
in 'y phase; for substrate, 20.7580 at.% Al in v/ phase and 13.9087 at.% Al in y phase. The initial
composition of No. 9 (Ni-20at.%Al—-4at.%Cr/Ni-18at.%Al-12at.%Cr) corresponds to the equilibrium
Al phase concentration: for bond coat, 21.0154 at.% Al in ¥’ phase and 14.2065 at.% Al in y phase;
for substrate, 20.8664 at.% Al in y’ phase and 14.1416 at.% Al in y phase. For these two diffusion
couples, the equilibrium Al concentrations of Y’ and y phases in bond coat are all slightly higher
than those in the substrate, thus the initial composition distribution in the phase diagram determines
their diffusion path may go through the polycrystalline v’ single phase region, and there will be a
polycrystalline structure formation around the interface. That is the reason why the concentration
behavior structure feature of samples No. 1 and 9 are similar. The composition distribution of Al and
Cr shown in Figure 6 at 880,000 s along the line scan in the diffusion couple further verifies the above
microstructure feature.
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Figure 5. Phase-field simulated microstructure evolution of No. 1y +v'/y + v’ bond coat/substrate
system (Ni-18at.%Al-12at.%Cr/Ni-19at.%Al-5at.%Cr) annealed (a) at 1373 K and (b) with an effect
of temperature gradient AG = 5000 K/cm. The color bar scale indicates the mole fraction of Al in
atom percent.
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Figure 6. Composition distribution of Al and Cr in No. 1y + v'/vy + ¥ bond coat/substrate
system (Ni-18at.%Al-12at.%Cr/Ni-19at.%Al-5at.%Cr) annealed (a) at 1373 K and (b) with an effect of
temperature gradient AG = 5000 K/cm at 880,000 s.

® Structure Type 3

The common characteristic of No. 3 and 4 bond coat/substrate systems lies in the fact that the
equilibrium aluminum concentrations of Y’ and y phases in the bond coat are all lower than those in
the substrate, but the discrepancy is too small and thus can be negligible. Due to the similar structures
for No. 3 and 4, the microstructure evolution of No. 3 diffusion couple during the interdiffusion
process at 1373 K and with an effect of temperature gradient are presented in Figure 7a,b. There is no
v’ polycrystalline structure around interface, accompanied with a slight grain growth in the bond coat.
It presents with a similar phenomenon to the previous structure types under the conditions of the
temperature gradient. Whereas an obvious layered degradation phenomenon appears, in which the
v single phase region forms both in high temperature region area and near the interface, the similar
phenomenon around the interface has also been observed in the experimental Pt-modified vy’ + vy bond
coat [5,6]. The recession distance increases along with interdiffusion. The average composition line of
No. 3 and 4 bond coat/substrate systems intersects with the tie line in the y + v’ binary region and the
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equilibrium phase fraction of No. 3 at 1373 K is 71.1% y’ and 28.9% vy, while that for 1473 K is 33.7% v’
and 66.3% y. As shown in Figure 8., the composition distribution of Al and Crin No. 3y +v'/v +
v/ bond coat/substrate system (Ni—20at.%Al-8at.%Cr/Ni-18at.%Al-12at.%Cr) annealed Figure 8a at
1373 K and Figure 8b with an effect of temperature gradient AG = 5000 K/cm at 510,000 s has been
presented, which demonstrates the previous layered degradation microstructure feature in Figure 7,
the y single phase region with low Al concentration forms both in the high temperature region and
near the interface with an effect of temperature gradient.

Initial state Time=0 s ‘ Initial interface
Y Zeus® B2 | T %

(L @ S0

Initial state Time= 0 s & Initial interface
2 . N e T e L e |
~ XY

3
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X 2

3 AYX

Time=510,000 s
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;v ¢+ 13 H:J»_ ]
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i Structure
Information
S > 1373K

Figure 7. Phase-field simulated microstructure evolution of No. 3y + v’ /v + v’ bond coat/substrate
system (Ni-20at.%Al-8at.%Cr/Ni-18at.%Al-12at.%Cr) annealed (a) at 1373 K and (b) with an effect
of temperature gradient AG = 5000 K/cm. The color bar scale indicates the mole fraction of Al in
atom percent.
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Figure 8. Composition distribution of Al and Cr in No. 3 v + v'/v + ¥ bond coat/substrate
system (Ni—20at.%Al-8at.%Cr/Ni-18at.%Al-12at.%Cr) annealed (a) at 1373 K and (b) with an effect of
temperature gradient AG = 5000 K/cm at 510,000 s.

® Structure Types 4 and 5

The composition feature of No. 7 is similar to those of No. 3 and 4, while composition feature
of No. 8 is similar to those of No. 1 and 2. As shown in Figure 9, the dissolution of y’ phases in
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high temperature regions with the effect of the temperature gradient is similar to the previous ones.
However, when annealed at a constant temperature, except for the v’ polycrystalline structure around
interface, a distinct phenomenon occurs; the recession of v’ phases for No. 7 appears at the bottom of
substrate, while that for No. 8 appears at the top of bond coat, which suggests a huge difference in
phase fraction of the v’ between the bond coat and substrate may lead to fast failure of the bond coat
or substrate structure even when operating at a constant temperature. The temperature gradient will
aggravate this destruction process. The composition distribution of Al and Cr in No. 7 and 8 bond
coat/substrate system annealed at 1373 K and with an effect of temperature gradient AG = 5000 K/cm
at 790,000 s and 600,000 s are shown in Figure 10. An obvious concentration gradient for both Al and
Cr corresponding to the microstructure evolution feature in the two different bond coat/substrate
systems has been further indicated more clearly.

. P )
L oo " ..’ Y
® e, 0" ®

1’:'-:

Time=790,000 s

20

K3 K 373K
Initial state Time= 0 s (€) Initial state Time= 0 s

20 . 8 7 5 .
HWI3K 1373 K

Figure 9. Phase-field simulated microstructure evolution of No. 7y + v’ /vy + ¥’ bond coat/substrate
system (Ni-18at.%Al-12at.%Cr/Ni-16at.%Al-5at.%Cr) annealed (a) at 1373 K and (b) with an effect of
temperature gradient AG = 5000 K/cm; Phase-field simulated microstructure evolution of No. 8 y +
v'/v +7v' bond coat/substrate system (Ni-16at.%Al-5at.%Cr/Ni-18at.%Al-12at.%Cr) annealed (c) at
1373 K and (d) with an effect of temperature gradient AG = 5000 K/cm. The color bar scale indicates
the mole fraction of Al in atom percent.
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Figure 10. Composition distribution of Al and Cr in No. 7 vy + v'/v + ¥’ bond coat/substrate
system (Ni-18at.%Al-12at.%Cr/Ni-16at.%Al-5at.%Cr) annealed (a) at 1373 K and (b) with an effect of
temperature gradient AG = 5000 K/cm at 790,000 s; Composition distribution of Al and Cr in No. 8y +
v'/v +7v' bond coat/substrate system (Ni-16at.%Al-5at.%Cr/Ni-18at.%Al-12at.%Cr) annealed (c) at
1373 K and (d) with an effect of temperature gradient AG = 5000 K/cm at 600,000 s.

4.1.1. Cohesiveness Property

As mentioned above, the failure of cohesiveness property may originate from the two reasons;
(i) phase transformation stress, stemming from the local variation of the volume, density and elastic
modulus; and (ii) thermal stress caused by the temperature gradient, i.e., temperature difference,
and thermal expansion. Therefore, the analysis of the cohesiveness property can be investigated based
on the microstructure evolution. According to a comprehensive analysis about the simulation results
in Figures 3-10, because no difference exits in bond coat thickness, the characteristics of microstructure
evolution are similar, indicating that alloy composition and interdiffusion microstructure follow a
certain regularity, i.e., when the equilibrium aluminum concentrations of v’ and 'y phases in bond coat
are all dramatically higher or lower than those in substrate, i.e., there exists significant concentration
gradient, the ¥/ polycrystalline structure will form in the vicinity of the interdiffusion interface along
with extension to both sides simultaneously annealed at constant temperature. The initial mechanical
engagement then transforms into a metallurgical bonding state. Whereas, the grain boundary is a rapid
diffusion channel with a high density of defects, which is more easily oxidized. Therefore, intergranular
fracture and crack propagation are usually inclined to generate in the polycrystalline structure. When
the equilibrium Al concentrations of v’ and vy phases in bond coat are identical or close to that in
substrate, i.e., the concentration gradient is negligible, the feature of the microstructure evolution is
shown in Figure 3. Grains of the y’ phase become more cubical and form raft structures along with
interdiffusion under the effect of coherent strain. The grain spacing is also appropriate, and thus the
creep resistance and alloy performance are relatively good. With an effect of temperature gradient,
the dissolution of y' phases in high temperature region is the common phenomenon. Destruction
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of the v/v’ precipitation strengthening structure is serious, i.e., that the creep resistance decreases.
The layered degradation phenomenon in No. 3, 4, 7 and 9 systems is observed, in which the y single
phase area with low Al concentration appears in both interface and high temperature regions. Such
phenomenon retards the degradation process. The common features of No. 3, 4, 7 and 9 systems lie in
that equilibrium v’ phase fractions in bond coat at target temperature are all slightly higher than those
of substrate. Thus it can be concluded that the layered degradation phenomenon under the effect of
temperature gradient is determined by the higher v’ phase fraction in bond coat than that in substrate.

To summarize, the alloy compositions with which the equilibrium Al concentrations of v’ and y
phases in bond coat are identical or close to those in substrate are more preferable, which can minimize
the generation of polycrystalline structure. Meanwhile, the vy’ phase fraction in the bond coat should be
higher than that in substrate to reduce the thermal shock due to the effect of the temperature gradient
(layered degradation structure). Thus, alloy composition falling in between structure type 1 (No. 5)
and structure type 3 (No. 3) is preferential for improving the cohesiveness property.

4.1.2. Preserved Property of Al

The failure of the Al preserved property is mainly caused by the depletion of Al concentration in
the bond coat, which cannot ensure the stability and durability of the TGO scale. Therefore, the Al
preserved property can be analyzed based on the surface average Al concentration profile in the
bond coat. To avoid contingency factor of a single point, the surface Al concentration in bond coat
is subject to the average value of evenly spaced points in bond coat (as shown in Figures 3, 5 and 7),
5 x 5 =25 points. No. 1, 2, 3, 5 and 7 diffusion couples were chosen to plot the average surface
concentrations profile of component Al. As shown in Figure 11a,b, the surface Al concentrations profile
in the bond coat varies gently, and there is no significant distinction among different systems. While
Al concentrations decrease rapidly with the effect of the temperature gradient, the drop rate of No. 1
and 2 (structure type 2) is largest and levels off first. No. 3 and 7 have the similar drop rates. The curve
slope of No. 5 declines most slowly. As shown in Figure 12, the recession distances of v’ phase after
interdiffusion for 485,000 s with an effect of temperature gradient for different types are shown. As can
be seen, No. 3 (structure type 3) is shortest (35 um) due to the largest y’ phase fraction in bond coat.
No. 2 (67 pm) and No. 5 (75 um) come second, and the degradation of structure type 4 (90 um) is
fastest. Therefore, the Al preserved property of No. 3 and 5 are superior to those of No. 1 and 7.
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Figure 11. Surface Al concentration evolution of v/v’ bond coat annealed (a) at constant temperature
(1373 K) and (b) with the effect of temperature gradient AG = 5000 K/cm.
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Figure 12. Recession distances of v’ phase in different diffusion couple systems after interdiffusion for
485,000 s with the effect of temperature gradient.

Above all, considering the effect of alloy composition on the Al preserved property, the same
conclusion is obtained, the alloy composition falls in between structure type 1 (No. 5) and structure
type 3 (No. 3) is preferential.

4.2. Effect of Bond Coat Thickness

The thickness of the bond coat has direct impacts on the average alloy composition of the entire
bond coat/substrate system, and thus affects the interdiffusion microstructure. Therefore, three sets
of bond coat thickness (12 pm, 40 pum, 80 um) are employed in the present simulations to study its
effect on the cohesiveness and Al preserved property of the bond coat. The thickness of the substrate
is uniformly set as 120 um, so the corresponding ratio of the bond coat to substrate is 1/10,1/3, 2/3,
respectively, where 1/10 corresponds to the industrial case (appropriately 150 um:1500 pm).

Two typical structure types described above, i.e., No. 3 and 9, are chosen to investigate the effect of
the bond coat thickness on the interdiffusion microstructure. As shown in Figures 13 and 14, the bond
coat/substrate systems with different thicknesses have similar microstructure evolution characteristics.
There is no polycrystalline structure formation in the vicinity of the interface for the No. 3 bond
coat/substrate system at 1373 K due to the similar equilibrium aluminum concentration of the y’ and y
phases in the bond coat and substrate. While for the No. 9 bond coat/substrate system, the equilibrium
aluminum concentrations of the v’ and y phases in the bond coat are all slightly higher than those
in the substrate, consequently, the large concentration gradient contributes to the polycrystalline
structure around the interface accompanied with extension into the bond coat. It should be noted that
the width of the polycrystalline region ascends as the thickness increases. In contrast, the effects of the
temperature gradient is a significant and general phenomenon, irrespective of the bond coat thickness,
and can be observed, i.e., the Y’ phase dissolves in high temperature regions and the polycrystalline
structure forms at the bottom of substrate. In addition, there is an obvious layered degradation
phenomenon around the interface in the No. 9 system. Both simulation results demonstrate that the
degradation rate of v/ phases in bond coat decreases as the bond coat thickness increases.
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Figure 13. Interdiffusion microstructure evolution of No. 3 bond coat/substrate system
(Ni-20at.%Al-4at.%Cr/Ni-18at.%Al-12at.%Cr) with different bond coat thickness at constant
temperature 1373 K and with an effect of temperature gradient (AG = 5000 K/cm): (a) 12 um, (b) 40 pum,
and (c) 80 um. The color bar scale indicates the mole fraction of Al in atom percent.
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Figure 14. Interdiffusion microstructure evolution of No. 9 bond coat/substrate system
(Ni-20at.%Al-4at.%Cr/Ni-18at.%Al-12at.%Cr) with different bond coat thicknesses at constant
temperature (1373 K) and with an effect of temperature gradient (AG = 5000 K/cm): (a) 12 um,
(b) 40 pm, and (c) 80 um. The color bar scale indicates the mole fraction of Al in atom percent.

From the perspective of cohesiveness, the thickness of the bond coat should be mediate, as a
thicker bond coat results in large amounts of polycrystalline structure, which is inclined to stress
concentration. The thinner bond coat is irresistible to thermal shock, i.e., the bond coat wears off rapidly.

In order to make a comparison among the bond coats with various thickness, the average surface
aluminum concentrations in bond coat with different thicknesses under an effect of the temperature
gradient (AG = 5000 K/cm) are also shown in Figure 15 (5 x 5 = 25 points for 80 pm, 5 x 2 = 10 points
for 40 um, 5 points for 12 um). As indicated in Figure 15a,b, the surface aluminum concentration
profiles of No. 3 and 9 bond coat/substrate systems present similar features. The drop rate of surface
Al concentration with thickness as 40 um is the lowest for both No. 3 and 9 systems. While the
recession distance of v phases in substrate after interdiffusion for 210,000 s is inversely proportional
to the bond coat thickness in Figure 16.
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Figure 15. Average surface concentration evolution of component Al for bond coat/substrate systems
with different thickness with an effect of temperature gradient (AG = 5000 K/cm): (a) No. 3,
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Figure 16. Recession distance of v’ phase to substrate in bond coat/substrate system with different
thickness with an effect of temperature gradient (AG = 5000 K/cm).

4.3. Design of «y/y' Bond Coat Based on a Semi-Quantitative Structure—Property Relationship

The conclusions drawn from the present work can be generalized for the practical case: When
designing the alloy composition of bond coat, one should make sure accordingly that the equilibrium
aluminum concentrations of the y" and y phases in the bond coat at a target temperature are identical or
close to those in substrate as much as possible, i.e., that the concentration gradient should be controlled
to be as small as possible. This can reduce the generation of the polycrystalline structure. Meanwhile,
the v’ phase fraction in the bond coat at target temperatures should be higher than that in the substrate,
thus slowing the effect of thermal shock from the temperature gradient.

While multi-component Ni-based superalloys are usually selected as a substrate in industrial
conditions, the composition of y +y’ bond coat is primarily made up of NiCrAlPt. A good compatibility
between top coat and substrate should be maintained. It is difficult to apply the above conclusion to
the industrial case directly because superalloys usually consist of more than eight elements. As the
equilibrium aluminum composition may locate in the single-phase region of the ternary phase diagram
for the bond coat system. There exists a huge composition gradient across the whole system, which
can explain the polycrystalline structure observed in most of the reported experiments during the
interdiffusion process.
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Considering that the Ni-based superalloys are usually complex multicomponent systems,
the refractory elements, such as W, Mo and Re etc., may contribute to the formation of detrimental
TCP (topologically close-packed) precipitates around the interface region, which makes the failure
conditions much more complicated. Thus, in order to give a preliminary qualitative evaluation based
on the present work, a simplification that the effect of other phases (TCP phases) and components
are not considered in the design of the bond coat is made. According to the previous analysis,
the preferential alloy composition in the bond coat and substrate should be along the same tie line,
we assume the pending alloy composition in bond coat as y%lgrll d—Coat” yeBlgﬁ d—Coat” y%lgﬁ d—Coat * "+ * ,

iy : elel ele2 ele3 BRI
the known alloy composition in the substrate as XS hstrate’ Youbstrate’ YSubstrate * * + * , the equilibrium

element composition in y and y’ phases calculated based on the composition in the substrate are

xf,lel, xi}?l, xﬁ}ez, xﬁ}?z, xﬁ,leg’, x§}$3, ...... , equilibrium phase fraction in bond coat and substrate
Bond—Coat gBond—Coat (Substrate Substrate : : :

are fy , fyr 1y and f7; , then the following Equation (10) and constraint

conditions should be satisfied:

elel elel ele2 ele2 ele3 ele3
fBondfCoat _ YBond—Coat ¥y _ yBgndfCoating __ YBond—Coat ¥y
!/ - elel elel - ele2 ele2 - ele3 ele3 e
Y X9 =Xy x§F—xy x§7—x§
elel _ elel elel elel
fB?ndfCoat > fSL,1bstrate = yBondl—l(foat *y > xSublstliate_xV
- elel _ .elel = elel _ . elel
Y Y Yy —Xy Yy —Xy
ele2 _ ele2 ele2 __ele2
fBondfCoat > fSubstrate — YBond—Coat ¥ "~ *Substrate *y
/ - / ele2 . ele2 - ele2 . .ele2
Y Y Yyr —xy Yyr —xy
ele3 _ ,ele3 ele3 __ele3
fBOI‘ld—Coat > fSubstrate = YBond—Coat ~*y > XSubstrate —*y
y! Z Ty Iyl T yeled e (10)
s.t.
elel elel elel
Xy < YBond—Coat < Xy
ele2 ele2 ele2
xV < YBond—Coat < xY’
ele3 ele3 ele3
Xy < YBond—Coat < Xy

Thereby, alloy composition of bond coat can be obtained through a rough estimation according to
above Equation (10).

In summary of the above comprehensive analysis, a preliminary conclusion can be drawn
as follows:

e  The optimal alloy composition of the bond coat can be chosen by means of a semi-quantitative
design for the bond coat/substrate system with the identical elements.

e  For the second case, the elements in the bond coat are less than those in the substrate alloys,
the above tie line method is not applicable, but the v’ phase fraction in the bond coat should be
higher than that in the substrate.

e  Besides considering the weight of turbine blades and stress conditions, the thickness of the bond
coat should be thick enough to lower destruction from the temperature gradient.

5. Conclusions

e A group of 2-D phase field simulations coupled with CALPHAD-type databases were performed
to investigate the y + v’ Ni-Al-Cr mode bond coat/substrate systems, aiming to investigate
the influence of the alloy composition, bond coat thickness and temperature gradient on the
cohesiveness and aluminum preserved properties of the bond coat during the interdiffusion
process at high temperatures.

e A semi-quantitative tie-line selection criteria for alloy composition of the bond coat/substrate
system is proposed, i.e., equilibrium Al concentrations of Y’ and y phases in the bond coat should
be similar to that in the substrate, and the phase fraction of v’ in the bond coat tends to be higher
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than that in the substrate, so as to reduce the formation of polycrystal structures and thermal
shock from the temperature gradient.

e The present methods for studying the interdiffusion phenomenon in the Ni-Al-Cr bond
coat-substrate system can be easily extended to the multicomponent industrial alloy system.
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