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Figure S1. XRD pattern of natural goethite powder heated at 450 °C in furnace for 1 hr. 
 
 
Table S1. XRD data in tabular form of natural goethite powder heated at 450 °C in furnace for 1 hr. 
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Figure S2. XRD pattern of natural goethite powder heated at 900 °C in furnace for 1 hr. 
 
Table S2. XRD data in tabular form of natural goethite powder heated at 900 °C in furnace for 1 hr. 

 

 


