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Figure S1. SEM images of the second series of N-CNT samples: №1 (a), №2 (b) and №3 (c) 
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 Figure S2. SEM images of the third series of N-CNT samples grown by the PECVD method 
at a plasma power of 20 (a), 40 (b), and 110 W (c) 
 


