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Abstract: The inherent strong hydrophobicity of Polytetrafluoroetylene (PTFE) microfiltration mem-
branes results in low separation efficiency and easy contamination. In order to enhance its hydrophilic
and antifouling properties, we first modified the PTFE microfiltration membrane by using Polyethy-
lene glycol laurate (PEGML) for first layer deposition and then used Polyvinyl alcohol (PVA)/citric
acid (CA) cross-linked coatings for second layer deposition. The Scanning Electron Microscope
(SEM) results showed that the fibers and nodes of the modified PTFE microfiltration membrane were
coated with PVA/CA hydrophilic coating. FT-IR Spectromete and X-ray photoelectron spectrometer
(XPS) analysis results confirmed that crosslinking of PVA and CA occurred and that PEGML and
PVA/CA were successfully deposited onto the membrane surface. The modification conditions
were optimized by hydrophilicity testing, and the best hydrophilicity of the modified membrane
was achieved when the crosslinking content of PEGML was 2 g·L−1, PVA was 5 g·L−1, and CA was
2 g·L−1. PTFE microfiltration membranes modified by the optimal conditions achieved a water flux
of 396.9 L·m−2·h−1 (three times that of the original membrane) at low operating pressures (0.05 MPa),
and the contact angle decreased from 120◦ to 40◦. Meanwhile, the modified PTFE microfiltration
membrane has improved contamination resistance and good stability of the hydrophilic coating.

Keywords: PTFE microfiltration membranes; hydrophilic; antifouling properties; polyvinyl alcohol;
cross-linking

1. Introduction

PTFE microfiltration membrane has the advantages of acid and alkali resistance, high
and low-temperature resistance, microbial infestation resistance, oil and pressure resis-
tance, and low surface friction coefficient. It is an ideal filtration material for separation.
PTFE microfiltration membranes have been successfully and extensively used in Mem-
brane bioreactor technology to treat domestic wastewater and oil–water separation [1–5].
However, the highly symmetrical structure and extremely low surface energy of PTFE
itself results in strong hydrophobicity, which limits its application in the field of water
filtration. The strong hydrophobicity of polytetrafluoroethylene makes it difficult for water
to penetrate into membrane pores; thus, a high operating pressure is required, and this
results in low flux. At the same time, due to the strong hydrophobic interaction between
PTFE and hydrophobic solutes in water, PTFE membranes are easily contaminated. The
construction of hydrophilic interfaces on the membrane surface is considered a general
method for effectively avoiding or mitigating the adsorption or deposition of contaminants
on the membrane surface [6]. Membrane surfaces with hydrophilic properties can interact
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with water molecules to form a hydrated layer, thus enhancing antifouling ability and
separation efficiency of the filter membrane [7].

In the past few decades, people have performed a lot of work for the hydrophilic
modification of PTFE surface, such as plasma treatment, wet chemical treatment, and
radiation modification, etc. [8–10]. The advantage of this type of modification is that
the hydrophilicity of the modified PTFE membrane is enhanced, and wettability can be
maintained for an extended period. However, it also has disadvantages, such as possible
damage to the molecular structure and morphology of the membrane surface. At the
same time, plasma modification and radiation modification require expensive equipment
support, and the waste liquid generated by chemical treatment is challenging to treat and
easily pollutes the environment [11]. Therefore, these methods are difficult to realize with
respect to application in industries.

In recent years, the cross-linked co-deposition method has received much attention in
the modification of PTFE microfiltration membranes due to its simplicity, low cost, and ease
of industrialization. This method usually involves depositing and wrapping a hydrophilic
layer onto the fibers and nodes of the PTFE microfiltration membrane by crosslinking one
or more hydrophilic substances [12–14]. Polyvinyl alcohol is an environmentally friendly
material with abundant hydroxyl groups in its molecular chain and good hydrophilic
and biocompatible properties. Polyvinyl alcohol has been widely used for hydrophilic
modification of polymeric membranes. Polyvinyl alcohol can be deposited on the surface
of the membrane to form a microgel coating, which has an important influence on the
performance of the separation membrane [15]. Crosslinking can adjust the performance
of the microgel coating, such as improving its solvent resistance, stability in water, and
effectively preventing its plasticization [16–18]. For polyvinyl alcohol, crosslinking is also
needed to improve its stability in the water phase. Yu Gu et al. used PVA solution to
coat PVDF microporous membrane and then used irradiation to crosslink PVA coated
on the membrane’s surface. The modified Polyvinylidene Fluoride (PVDF) microporous
membrane has good oil–water separation performance. However, the expensive irradiation
equipment still limits its application in industrial production [19]. Chengcai Li et al. co-
deposited a crosslinked PVA layer on the PTFE membrane surface, followed by in situ
embedded SiO2 nanoparticle adhesion for the secondary hydrophilic treatment of PTFE
membranes. The results showed that the treated membranes had good hydrophilic and
antibacterial properties [20]. Kunpeng Wang et al. used PVA as a hydrophilic coating
and glutaraldehyde as a cross-linking agent to prepare a hydrophilic coating on the PTFE
surface by electrostatic spinning. The study showed that the PVA crosslinked coating
could effectively prevent the PTFE membrane from oil contamination [21]. However,
crosslinking agents such as epichlorohydrin and glutaraldehyde have certain biological
toxicity, which affects the application of PTFE microfiltration membranes in food filtration,
medical utilization, and other fields. Shafei et al. prepared a PVA coating on the surface of
the nanocomposite membrane by a coating process and crosslinked it using glutaraldehyde.
Their study showed that the antifouling ability of the nanocomposite membrane was
enhanced after coating with PVA, and the retention of Congo red dye could reach more
than 98% [22]. Citric acid is a green food additive that can be crosslinked with PVA
catalyzed by high temperatures above 100 ◦C, providing a new idea for green crosslinking
PVA [23].

The wetting behavior of surfactant solutions on hydrophobic surfaces has a crucial
role in surface interface science. Adsorption of surfactants at the gas–liquid interface is an
effective method for reducing surface tension of liquids, resulting in better wetting of solids
by liquids [24]. The wetting behavior of different surfactants on PTFE surfaces has been
extensively studied, and the wettability of PTFE microporous membranes can be enhanced
by simple surfactant adsorption [25–27]. Polyethylene glycols are widely used in the
hydrophilic modification of membranes and in constructing antifouling interfaces because
of their excellent hydration capacity and anti-protein properties [28,29]. Polyethylene
glycol laurate (PEGML) is a polyethylene glycol-derived nonionic surfactant that is widely



Separations 2022, 9, 2 3 of 16

used in industries because of its low price, low toxicity, volatility, and biodegradability [30].
At the same time, it can be deposited onto the PTFE membrane surface by hydrophobic
interactions and van der Waals forces. However, the wettability from surfactant treatment
alone is not long lasting [31].

We use a combination of surfactants and cross-linked co-deposition double-layer
self-assembly method to hydrophilize the PTFE microfiltration membrane. In this paper,
the PTFE membrane is pretreated by a PEGML solution in order to reduce its surface
tension and initially enhance the wettability of the PTFE microfiltration membrane. In
order to better anchor PEGML to the membrane surface, we used PVA and green non-toxic
CA crosslinked to form a three-dimensional network structure with hydrophilic groups
deposited and wrapped around the fibers and nodes of the membrane. SEM, FTIR, and XPS
characterized the chemical composition and microstructure of the modified PTFE microfil-
tration membranes. At the same time, the modification conditions were optimized, and
the anti-pollution properties and hydrophilic coating stability of the modified membranes
were investigated.

2. Materials and Methods
2.1. Materials

PTFE flat microfiltration membrane (0.22 µm, Support is PET non-woven fabric)
was provided by Changzhou Jinchun Environmental Protection Technology Co., Ltd.
(Changzhou, China). Polyvinyl alcohol (Mw:65742; D:2.48018) was provided by Sinopec
Great Wall Energy & Chemical Co., Ltd. (Lingwu, China). Citric acid (AR) was purchased
from Xinxing Chemical Reagent Co., Ltd. (Hefei, China). Polyethylene glycol monolaurate
(AR) was purchased from Shanghai Macklin Biochemical Co., Ltd. (Shanghai, China).
Anhydrous ethanol (AR), bovine serum protein (AR), disodium hydrogen phosphate
(AR), and sodium dihydrogen phosphate (AR) were purchased from Sinopharm Chemical
Reagent Co., Ltd. (Shanghai, China). Distilled water is homemade at a laboratory. All
reagents were used without further purification.

2.2. Preparation of PTFE-Modified Membranes

The PTFE microfiltration membrane was first soaked in ethanol and shaken in ultra-
sound for 30 min for washing to remove impurities from membrane pores. The washed
PTFE microfiltration membrane is then dried.

The aqueous solution of PVA was obtained by dissolving the polymer in distilled water
and stirred at 95 ◦C for 3 h. Then, different concentrations of CA aqueous solution were
added to the PVA aqueous solution and mixed well. The PTFE microfiltration membranes
were pre-wetted with different concentrations of PEGML ethanol solutions for 30 min. The
pre-wetted PTFE membrane was added to the freshly prepared mixed solution for 30 min
of impregnation coating. After coating, the film is taken out and placed into a vacuum-
drying oven at 50 ◦C for 12 h and finally cured in a blast drying oven at 130 ◦C for 30 min
to achieve crosslinking [32]. After the reaction is completed, the PTFE microfiltration
membrane was thoroughly washed with deionized water until the water was close to
neutral. Transfer the membrane to a vacuum drying oven at 40 ◦C and remove it to obtain
a hydrophilized modified PTFE microporous membrane. This series of modified films
is named M-PEGML_/PVA_/CA_. Moreover, we prepared PTFE microfiltration membranes
modified with PVA/CA coating after pre-wetting using ethanol solution as a comparison
group. This series of modified films was named M-PVA_/CA_. In addition, in order to
optimize hydrophilic modification conditions, membranes pretreated with PEGML only
and membranes coated with PVA solution after pre-wetting with ethanol were prepared.
These two series of membranes were named M-PEGML_ and M-PVA_, respectively. The
preparation conditions for all samples were recorded in Table 1.
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Table 1. Modification conditions of different PTFE microfiltration membranes.

Code Name PEGML(g·L−1) PVA(g·L−1) CA(g·L−1)

M0 0 0 0
M-PEGML1 1 0 0
M-PEGML2 2 0 0
M-PEGML3 3 0 0
M-PEGML4 4 0 0
M-PEGML5 5 0 0

M-PVA5 0 5 0
M-PVA10 0 10 0
M-PVA15 0 15 0
M-PVA20 0 20 0

M-PEGML2/PVA5/CA1 2 5 1
M-PEGML2/PVA5/CA2 2 5 2
M-PEGML2/PVA5/CA3 2 5 3
M-PEGML2/PVA5/CA4 2 5 4
M-PEGML2PVA5/CA5 2 5 5

M-PVA5/CA2 0 5 2
M-PEGML indicates the sample after pre-wetting with PEGML solution. M-PVA indicates the sample coated with
PVA after pre-wetting with ethanol. M-PEGML/PVA/CA indicates samples pretreated with PEGML solution and
then coated with PVA/CA. M-PVA/CA indicates samples pre-wetted with ethanol and then coated with PVA/CA.

The process of hydrophilic modified PTFE microfiltration membrane is shown in
Figure 1a. The scheme of green crosslinking of PVA and CA at 130 ◦C is shown in Figure 1b.
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Figure 1. (a) The illustration of a hydrophilic modification of the PTFE microfiltration membrane.
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2.3. Characterization of PTFE Microfiltration Membrane Structure and Surface
Chemical Composition

The surface morphology of the PTFE microfiltration membrane before and after modi-
fication was observed by scanning electron microscope (JMA-5610LV, JEOL, Tokyo, Japan).
Surface roughness of PTFE microfiltration membrane before and after modification was
examined using laser confocal microscopy (OLS4100, Olympus, Tokyo, Japan). Analysis
of the changes in groups and chemical composition of the membrane surface before and
after modification was examined by using FT-IR (Nicolet iS50, Thermo Fisher Company,
IA, USA) spectroscopy and XPS (ESCALAB 250XI, Thermo Fisher Company, IA, USA).
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2.4. Surface Wettability and Pure Water Flux Testing of PTFE Microfiltration Membranes

The wettability of a membrane is characterized by the water contact angle of the
membrane surface. The water contact angle is measured by a contact angle goniometer
(DSA100, KRUSS, Hamburg, Germany) on the membrane before and after modification.
A membrane is attached to a slide and mounted on the goniometer. A drop of distilled
water (2 µL) is applied to the membrane surface at room temperature. The contact angle
value is obtained as the average of five measurements. Each reported a reliable value as
the average of five measurements. The variation of the contact angle of water drops on
the membrane surface with time was also measured by using the automatic screenshot
function of the contact angle instrument with a 10 s interval.

The pure water flux of the PTFE microfiltration membrane was tested using staggered
flow filtration equipment (SF-MA, Hangzhou Saifei Membrane Separation Technology Co.,
Hangzhou, China). The M0 membrane was pre-wetted in ethanol for 0.5 h before testing,
and then the pre-wetted membrane was washed in distilled water for 2 h. All the modified
membranes were tested directly. Each membrane was filtered with distilled water at a
pressure of 0.1 MPa for at least 60 min before testing in order to ensure a stable flux. Then,
the pure water flux of the membrane was tested at a transmembrane pressure of 0.05 MPa.
Each reported reliable flux result is the average of three measurements. The water flux (JW)
is calculated from Equation (1):

JW =
V

A × ∆t
(1)

where JW is the volumetric permeate water flux (L·m−2·h−1), A is the effective permeate
area of the membrane (m2), and V is the permeate volume (L) during the time interval
∆t (h).

2.5. Anti-Fouling Performance Test of PTFE Microfiltration Membrane

The antifouling performance of the membranes was evaluated by staggered-flow
filtration experiments at pH = 7.4 and 25 ◦C using an aqueous Bovine serum albumin
(BSA) solution as a contaminant model. The concentration of BSA in the feed solution was
0.5 g·L−1. Prior to measurement, the modified membranes were pretreated with deionized
water at 0.1 MPa for at least 60 min to ensure stable membrane flux (JW0). The membrane
was then filtered with BSA solution at 0.05 MPa for 90 min. The steady-state fluxes were
recorded as JWS. Afterward, the contaminated membranes were washed with de-distilled
water at 0.1 MPa for 30 min in order to remove BSA molecules that were loosely deposited
on the membrane’s surface. After rinsing, continue to test the pure water flux of the
membrane, and the pure water flux after stabilization is recorded as the recovery flux (JWR).
The three anti-fouling performance parameters of PTFE microfiltration membranes are
calculated as follows.

FRR (%) =
JWR
JW0

(2)

DRt (%) =
JW0 − JWS

JW0
(3)

DRir (%) =
JW0 − JWR

JW0
(4)

The antifouling performance of the prepared membranes was evaluated by three
antifouling parameters: flux recovery rate (FRR), total flux decline rate (DRt), and reversible
flux decline rate (DRir).

The BSA adsorption test evaluated the static anti-fouling ability of the PTFE microfil-
tration membrane. PTFE microfiltration membranes were made into 2 × 2 cm2 size and
then immersed in 1 g·L−1 BSA solution for 12 h. After 12 h of impregnation, the samples
were removed, and the concentration (C1) of the remaining BSA solution was analyzed by
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UV spectrophotometer, and the adsorption amount of BSA by PTFE membrane before and
after modification was calculated using Equation (5):

Adsorption capacity =
(C0 − C1)× V

A
(5)

where C0 is the initial concentration of BSA solution (g·L−1), C1 is the concentration of BSA
solution after adsorption (g·L−1), V is the volume of BSA solution (L), and A is the sample
membrane area (m2).

3. Results
3.1. Surface Chemical Composition and Microscopic Morphology Analysis
3.1.1. FTIR Analysis

Figure 2 shows the infrared spectra of the PTFE microporous membrane before and
after modification. From Figure 2a, it can be observed that the M0 microporous membrane
only has strong C-F bond stretching vibration peaks at 1210 cm−1 and 1154 cm−1. Figure 2b
is the infrared spectrum of the M-PVA5 membrane. The broad peak near 3347 cm−1 is the
-OH stretching vibration peak, which indicates the attachment of PVA to the surface
of the original PTFE membrane and the introduction of the hydrophilic group -OH. In
Figure 2c, the M-PVA5/CA2 membrane presents -OH stretching vibration peaks at 3347 cm−1

and the stretching vibration peak of ester carbonyl (C=O) at 1721 cm−1, which indicates
the cross-linking reaction between PVA and CA [33] and the deposition of PVA/CA
cross-linked coating onto the membrane surface. Meanwhile, compared with M-PVA5/CA2,
M-PEGML2/PVA5/CA2 has three new characteristic peaks at 2926 cm−1, 2850 cm−1, and
1462 cm−1, which are the characteristic absorption peaks of -CH2 asymmetric and symmet-
ric stretching vibrations and -CH2 antisymmetric deformation vibrations on the hydropho-
bic chain segment of PEGML, respectively. The stretching vibration peaks of -OH and ester
carbonyl (C=O) were still observed. This illustrates that PEGML and PVA/CA cross-linked
coatings were successfully deposited on the surface of PTFE microfiltration membranes.
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Figure 2. Infrared spectra of different PTFE microfiltration membranes: (a) M0; (b) M-PVA5;
(c) M-PVA5/CA2; (d) M-PEGML2/PVA5/CA2.

3.1.2. SEM Analysis

Figure 3 shows the SEM images of the PTFE microporous membrane before and
after modification. Figure 3a shows that the M0 membrane has an apparent “fiber-node”
structure with uniform distribution of membrane pores and smooth fiber and node surfaces.
Figure 3b shows the SEM image of M-PVA5, which shows that the “fiber-node” structure
is still present, the pore size is reduced compared to the original membrane. The surface
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of the M-PVA5 membrane fibers and nodes became rougher due to PVA deposition on
the fibers and nodes of the membrane after coating. Figure 3c shows the SEM image of
the M-PVA5/CA2 modified membrane, from which it can be observed that the gel coating
formed by crosslinking of PVA and CA was deposited and wrapped around the fibers
and nodes of the PTFE microfiltration membrane. In Figure 3d, the M-PEGML2 membrane
has the “fiber-node” structure of the microfiltration membrane. As shown in Figure 3e,
the average pore size of the M-PEGML4 microfiltration membrane decreased, which was
caused by more PEGML adsorbed on the fibers and nodes of the PTFE microfiltration
membrane. Figure 3f shows that the hydrophilic coated layer on the fibers and nodes of the
M-PEGML2/PVA5/CA2 microfiltration membrane is more uniform compared with Figure 3b,c.
This is because the surfactant adsorbed on the surface of the film can reduce the surface
tension of the coating solution so that the PVA/CA mixed solution spreads evenly on the
surface of the film.
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Figure 3. SEM images of the surfaces of different PTFE microfiltration membranes ((a): M0;
(b): M-PVA5; (c): M-PVA5/CA2; (d): M-PEGML2; (e): M-PEGML4; (f): M-PEGML2/PVA5/CA2).

3.1.3. Surface Roughness Analysis

Figure 4 shows the three-dimensional scanned images of different PTFE microfil-
tration membranes recorded by Laser Scanning Confocal Microscopy. The root-average
roughness and root-average arithmetic roughness of each microfiltration membrane are
obtained in Table 2. The surface roughness of the modified M-PVA5, M-PVA5/CA2, and
M-PEGML2/PVA5/CA2 was higher compared to the M0 membrane. The increased roughness
of the membrane surface was a result of the hydrophilic coating deposited on the PTFE
microfiltration membrane surface after modification by different methods. Moreover,
the surface roughness of M-PEGML2/PVA5/CA2 was reduced compared with M-PVA5 and
M-PVA5/CA2. The decreased surface roughness may be due to the pre-adsorption of PEGML
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on the membrane surface, which allowed the PVA/CA blend to coat the membrane surface
more uniformly. This is also consistent with the results observed by SEM.
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Figure 4. Surface morphology images of different PTFE microfiltration membranes ((a): M0;
(b): M-PVA5; (c): M-PVA5/CA2; (d): M-PEGML2/PVA5/CA2).

Table 2. Sq (Standard deviation of asperity height) and Sa (Mean height of asperity) values of
different PTFE microfiltration membranes.

Samples Sq (µm) Sa (µm)

M0 3.3 2.6
M-PVA5 4 3.2

M-PVA5/CA2 4.3 3.4
M-PEGML2/PVA5/CA2 3.8 3

3.1.4. XPS Analysis

The XPS test can analyze the elemental composition of the membrane surface. From
Figure 5a, it can be observed that M0 has distinct C1s and F1s peaks at 284.75 eV and
689.29 eV. The incomplete air extraction may cause the weak O1s peak at 545.48 eV during
the test. The O1’s peak at 545.48 eV is significantly enhanced for M-PVA5, M-PVA5/CA2, and
M-PEGML2/PVA5/CA2 membranes, which is caused by the deposition of different hydrophilic
coatings on the surface of PTFE microfiltration membranes. Meanwhile, the chemical
compositions of the different PTFE microfiltration membranes were recorded in Table 3,
and the results were in agreement with those obtained by XPS spectroscopy. In order to
further reveal the surface chemistry of different microfiltration membranes, we performed
a split-peak fit to C1s. From Figure 5b, it can be observed that the C1s of M0 can be
divided into two peaks corresponding to C-F at 291.9 eV and C-C at 284.3 eV, respectively.
Figure 5c shows a new peak at 285.6 eV corresponding to C-OH in PVA, indicating that
PVA is deposited onto the membrane’s surface. Figure 5d shows a new peak at 288.3 eV
corresponding to the ester carbonyl group (C=O), indicating that PVA and CA crosslinked
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and deposited onto the membrane surface. In Figure 5e, compared with Figure 5d, it can
be observed that the proportion of C=O area at 288.3 eV has increased, which indicates
that PEGML was successfully deposited on the surface of the membrane. The XPS analysis
results are consistent with the infrared analysis results.
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Figure 5. XPS spectra of different PTFE microfiltration membranes (a) and C1s XPS spectra of M0 (b),
M-PVA5 (c), M-PVA5/CA2 (d), and M-PEGML2/PVA5/CA2 (e).

Table 3. Surface element composition of different PTFE microfiltration membranes.

Samples Content (%)

C F O

M0 31.57 66.9 1.53
M-PVA5 58.53 19.73 21.74

M-PVA5/CA2 64.54 5.75 29.72
M-PEGML2/PVA5/CA2 61.7 4.89 33.4
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3.2. Optimization of Hydrophilic Modification Conditions
3.2.1. Effect of PEGML Concentration on the Water Contact Angle of PTFE
Microfiltration Membrane

As shown in Figure 6, the changes of contact angle on the surface of the PTFE micro-
filtration membrane after treatment with different concentrations of PEGML solution are
shown. The contact angle of the M-PEGML1 microfiltration membrane is 107◦, and the sur-
face still shows a hydrophobic state. When the PEGML concentration increased to 2 g·L−1,
the contact angle of the M-PEGML2 microfiltration membrane surface decreased to 80◦, and
the membrane surface realized the transition from hydrophobic to hydrophilic and water
droplets could wet the membrane surface. This is because PEGML can be adsorbed on the
surface of the PTFE microfiltration membrane by the forces of van der Waals forces and
hydrophobic interactions. Thus, the hydrophilic groups on the PEGML chain segments can
enhance the hydrophilicity of the microfiltration membrane surface [31]. At the same time,
the surfactant can reduce the surface tension of the liquid, thus allowing water droplets
to spread out when they come in contact with the membrane surface, further wetting the
membrane surface. When the PEGML concentration was further increased to 4 g·L−1, the
contact angle decreased to 68◦, only 12◦ compared to 2 g·L−1 after surfactant pretreatment.
However, when the concentration of PEGML increased to 4 g·L−1, the surfactant attached
to the fibers and nodes of the membrane increased significantly. Thus, the membrane pore
size decreased, which may not be conducive to the subsequent deposition of PVA/CA
hydrophilic coating on the surface of the membrane (Figure 4e). Therefore, in the following
crosslinking treatment, the membranes were coated with 2 g·L−1 PEGML solution.
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Figure 6. Contact angle of PTFE microfiltration membrane surface after pre-wetting with different
concentrations of PEGML.

3.2.2. Effect of PVA Content on Hydrophilic Properties of PTFE

Figure 7 shows the results of water flux and water contact angle tests of PTFE microfil-
tration membranes modified by coating with different concentrations of PVA solution. The
contact angle of the membrane surface decreases with the increase in PVA concentration.
This is because the higher concentration of PVA increases the hydrophilic hydroxyl groups
on the membrane surface; therefore, the hydrolysis contact angle tends to decrease. The
water flux of the modified PTFE membrane shows a trend of rising and then falling, which
is because the increase in PVA concentration facilitates more hydrophilic groups to attach
to the fiber and node surfaces of the membrane, and the hydrophilicity of the membrane
surface increases; thus, water flux rises. When the PVA concentration is higher than 5 g·L−1,
the water flux begins to decrease because the further increase in PVA concentration results
in some membrane pores being blocked. The average pore size of the PTFE microfiltration
membrane decreases, thus resulting in a decrease in water flux. Therefore, the optimal PVA
concentration in the modified conditions was 5 g·L−1.
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concentrations of PVA solution.

3.2.3. Effect of Crosslinker Content on the Hydrophilic Properties of PTFE

In order to enhance the stability of PVA in the aqueous phase, we used CA and PVA for
chemical crosslinking. We investigated the relationship between the concentration of CA
and the hydrophilic properties of the modified PTFE microfiltration membrane. The effect
of the concentration of CA on the hydrophilic properties of PTFE microfiltration membranes
is shown in Figure 8. Water flux increased from 350.6 L·m−2·h−1 to 396.9 L·m−2·h−1 when
the concentration of CA increased from 1 to 2 g·L−1. Instead, the contact angle increased,
and the contact angle increased because the increase in citric acid content consumed more
hydrophilic groups hydroxyl groups. Hence, the hydrophilicity of the membrane surface
decreased. The increase in water flux may be due to the swelling of the PTFE fibers and
the PVA coating attached to the nodes under pure water filtration. The addition of an
appropriate amount of citric acid helps enhance the crosslinking density of PVA, reducing
the swelling behavior of PVA [34,35]. Therefore, the blockage of the pore size by the
dissolved PVA coating is reduced, and flux is increased. At the same time, the increase in
cross-linking density makes the cross-linked structure more stable, which also improves
the stability of the PVA cross-linked coating in water. However, when the content of CA
was further increased, the water flux showed a continuous decrease, and when the content
of CA increased to 5 g·L−1, the water flux was only 140.4 L·m−2·h−1. This is because
the addition of too much citric acid consumes many hydrophilic groups hydroxyl groups,
making the PVA coating significantly less hydrophilic. Therefore, flux decreases, and haptic
hydrolysis rises. Therefore, the optimal CA concentration was chosen to be 2 g·L−1.

3.3. PTFE Microfiltration Membrane Performance Test
3.3.1. Hydrophilic Performance Test

From Figure 9a, we can observe that the initial contact angle of the M0 is around 120◦,
and there is no significant change in the contact angle within 150 s. The PTFE surface is
strongly hydrophobic, and the unmodified PTFE membrane cannot be wetted by pure
water. The initial water contact angle of the surface of M-PVA5/CA2 membrane was 83◦,
which decreased to 42◦ after 150 s wetting, indicating that the modified membrane has
good hydrophilicity. In this case, M-PVA5/CA2 membrane formed a three-dimensional
network structure on the surface of the PTFE membrane by cross-linking of PVA and CA,
which enhanced the hydrophilicity of the membrane surface. The M-PEGML2/PVA5/CA2
modified membrane showed that the water droplets were wholly absorbed in 50 s and the
initial contact angle reached about 40◦, indicating that the modified membrane surface
has excellent wettability. This is due to the deposition of PEGML on the PTFE membrane
surface through hydrophobic interactions and encapsulation by PVA/CA gel coating,
which further enhances the hydrophilicity of PTFE membranes. Meanwhile, the water
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flux test results in Figure 9b showed the same pattern, with the water flux of M-PVA5/CA2
increasing to 261.4 L·m−2·h−1, while the water flux of M-PEGML2/PVA5/CA2 further increased
to 396.9 L·m−2·h−1, which is about three times the original membrane. At the same time,
the modified PTFE microfiltration membrane does not require pre-wetting treatment,
simplifying the use process and improving separation efficiency. We have compared our
work with related work in recent years, and the results are recorded in Table 4. It can be
observed from Table 4 that our modified PTFE microfiltration membrane has excellent
water flux similar to other studies. At the same time, our method is simpler and cheaper
than other methods. The reagents we use are environmentally friendly. Therefore, the
hydrophilic modification method we use is expected to achieve industrial applications.
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Table 4. Comparison of hydrophilic modification methods of various microfiltration membranes.

Membrane PWF (L·m−2·h−1) Operating Pressure (Mpa) Modification Method

PTFE (0.22 µm) 397 0.05 PEGML/PVA Co-deposition This work

PTFE (0.5 µm) 830 0.1 Grafting gC3N4/TiO2/PAA after
plasma treatment [36]

PVDF (0.22 µm) 785 0.09 PDA/KH550/TiO2 Co-deposition [37]
PTFE (0.2 µm) 175 0.01 P(VP-VTES) Crosslinking [12]

PTFE (0.5 µm) 750 0.1 Grafting TiO2/PAA after
plasma treatment [38]
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3.3.2. BSA Solution Filtration Performance Test

The relationship between the normalized flux and time of different PTFE microfiltra-
tion membranes is recorded in Figure 10, and 0 min corresponds to the stable pure water
flux JW0. The lower FRR and higher DRt of the M0 can be observed in Figure 10, which
indicates the poor antifouling ability of the PTFE original membranes. The hydrophobic-
hydrophobic solid interaction between the PTFE membrane surface and proteins makes it
difficult to recover the contaminated membrane surface by simple washing [39,40]. Com-
pared to the original PTFE membrane, the M-PVA5/CA2 membrane showed a 9% increase in
flux recovery, a 14% decrease in flux drop, and a 9% decrease in irreversible flux drop. This
indicates that the BSA molecules attached to the surface of the M-PVA5/CA2 membrane are
more easily repelled by water, and its antifouling ability is improved compared to the origi-
nal membrane. The deposition of PVA/CA cross-linked coating on the membrane surface
achieves the transformation of the PTFE microfiltration membrane from hydrophobic to
hydrophilic. Thus, the hydrated layer on the membrane surface weakened the hydrophobic
interaction between BSA molecules and the PTFE microfiltration membrane, resulting in
improved antifouling ability [12]. The flux recovery rate, decline rate, and irreversible flux
drop rate of the M-PEGML2/PVA5/CA2 membrane were further improved than compared to
the M-PVA5/CA2 membrane. This is because some hydroxyl groups are consumed during
the esterification reaction between PVA and CA, resulting in fewer hydrophilic groups
in the PVA/CA coating. At the same time, PEGML enhances the hydration capacity of
the co-deposited coating. The uniform PVA/CA coated layer makes it easier for water to
wet the membrane surface. Therefore, water is more likely to wet the M-PEGML2/PVA5/CA2
membrane surface to form a hydrated layer, thus more easily preventing BSA molecules
from coming into contact with the membrane surface. In conclusion, M-PVA5/CA2 and
M-PEGML2/PVA5/CA2 modified membranes have superior anti-fouling ability than PTFE.
Moreover, we tested the BSA adsorption of different PTFE microfiltration membranes, and
the corresponding results were recorded in Table 5. Again, due to the excellent hydrophilic
surface of the modified M-PVA5/CA2 and M-PEGML2/PVA5/CA2 microfiltration membranes,
their BSA adsorption amounts were significantly lower compared to PTFE.
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Table 5. Antifouling performance parameters of different PTFE microfiltration membranes.

Samples FRR (%) DRt (%) DRir (%) Adsorption Quantity (g/m2)

M0 44 83 56 20.94
M-PVA5/CA2 53 69 47 6.25

M-PEGML2/PVA5/CA2 64 65 36 4.8



Separations 2022, 9, 2 14 of 16

3.3.3. Hydrophilic Coating Stability Test

In Figure 11a, the water flux of the modified membrane decreases slightly with the
increase in the number of washes (four hours per wash) and then stabilizes. The membrane
loss of the modified membrane is slight, which indicates that the hydrophilic coating of
the modified membrane has good physical stability. This is because the three-dimensional
network structure formed by the cross-linking of PVA and CA is deposited and wrapped
around the fibers and nodes of the PTFE membrane, which also makes PEGML more
stably anchored to the membrane surface. Figure 11b shows the water flux test of PTFE
microfiltration membranes after 12 h of immersion in solutions of different pH values. The
flux of M-PVA5/CA2 and M-PEGML2/PVA5/CA2 membranes in pH = 3 and pH = 12 solutions
does not drop much compared with the pure water environment, which indicates that these
two modified membranes have good stability in these two solutions. The decrease in the
flux of M-PEGML2/PVA5/CA2 and M-PVA5/CA2 modified membranes was more dramatic in
solutions with pH = 1 and pH = 14. This is due to the hydrolysis of ester groups in strongly
acidic and alkaline environments resulting in the exfoliation of the modified layers [11].
In conclusion, M-PVA5/CA2 and M-PEGML2/PVA5/CA2 microfiltration membranes have good
stability in chemical environments ranging from pH = 3 to 12.
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4. Conclusions

In this paper, a PTFE membrane was pretreated by PEGML and then crosslinked
by PVA and CA at high temperatures to form a gel coating containing many hydroxyl
groups wrapped around the membrane fiber surface to complete hydrophilic modifica-
tion. XPS, IR, and SEM data showed that crosslinking of PVA and CA occurred and that
PEGML and PVA/CA were successfully deposited onto the membrane surface. Due to
the hydrophilic coating formed on the surface of the membrane, the water flux of the
modified PTFE microfiltration membrane is three times that of the original membrane,
and the contact angle drops to 40◦. At the same time, it is easier to form a hydration
layer on the surface of the hydrophilic modified PTFE membrane, which weakens the
interaction between the PTFE microfiltration membrane and hydrophobic contaminants.
Therefore, the antifouling ability of the modified PTFE microfiltration membrane has
been improved. The modified PTFE microfiltration membrane has good flux stability
in pure water and pH = 3~12 chemical environment. This is because the cross-linking
of PVA and CA enables the hydrophilic layer to be firmly deposited and wrapped on
the fibers and nodes of the PTFE microfiltration membrane. In conclusion, this study
achieves the hydrophilic modification of PTFE microfiltration membrane by a low-cost,
green, and simple method, which has good application prospects in the practical industry.
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