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Figure S1. Experimental set-up. 1 and 4 are lenses, 2 and 3 are crio-system and the sample, 5 – 

optical filter, 6 – waveguide, 7 – spectrometer, 8 – PC. 
 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



Table S1. Polynomal parameters for LIR 

 

Polynomal parameters for LIR obtained under 355 nm excitation 

 

Polynomal parameters for LIR obtained under 520 nm excitation 
 

 

 

 

 


