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Supplementary Material 

Supplementary Figure S1: Swelling degree. The degree of swelling of lyophilized 
human and porcine bone ECM (n=3). 

Supplementary Figure S2: Thermo-gravimetric analysis. TGA thermograms of 
lyophilized human and porcine bone ECM and their first derivatives (n=3). 


