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Figure S1: SEM image of aggregated uncoated microspheres (PM). The scale bar represents 5 

m. 

 

Movie S1: Responsiveness of PGM in Gamble’s solution. 

 

 

 

 

 

 

 

 
 
 
 
 
 
Figure S2: Size changes of PGM in Gamble’s solution. 


