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Abstract

:

Extensive durability problems such as weathering and degradation are found in historic Scandinavian brick masonry buildings, especially from the neo-Gothic period. These are largely due to the crystallization of salts and frost action in the bricks and mortars. This article aims to show and illustrate which salts and crystals are found in historic brick masonry buildings and to describe their appearance and behavior. An additional aim is to explore possibilities of preventing salt-related damage on internal masonry wall surfaces, such as using hemp-lime sacrificial plaster beneath the plaster. The objective is to show the mechanisms behind salt-related problems and to perform a case study and a laboratory study on salt-damaged brick masonry containing sodium sulphate. In order to prevent and stop damage to the masonry, it is important to be able to identify the nature of the salt damage and the type of salt that caused the damage. Neo-Gothic brick masonry buildings require well-planned, continuous maintenance of the masonry. It is therefore of the utmost importance to have an understanding of the complex functions of the masonry and of the salts that can cause damage to these historic buildings.






Keywords:


brick masonry; lime mortar; salt deterioration; thenardite; mirabilite; halite; calcite; frost damage












1. Introduction


The main aim of this article is to show in a pedagogic way the most common salts and crystals found in historic Scandinavian masonry buildings, to describe and illustrate how to use ocular methods to recognize them in macroscopic and microscopic scales and to describe their behaviour when causing damage. It seeks to provide an in-depth understanding of salt and frost-related damage and knowledge of how to repair and renovate brick masonry walls without causing additional damage. It is aimed at those having to deal with damaged masonry in practice.



An additional aim is to explore and present a possible new way to prevent or delay salt-related damage on internal masonry wall surfaces. The objective was to perform a case study and full-scale laboratory studies on brick masonry walls with a hemp-lime plaster and to study salt-induced precipitation from the brick wall into the hemp-lime plaster.



Since the early 13th century, brick masonry has been used for construction in the Scandinavian countries [1], using different construction techniques and with the quality of materials varying over time. The differences have led to a variation in the behaviour of these masonries in terms of weathering and degradation. Brick masonry buildings from the neo-Gothic period and to some extent in the neo-Romanesque style have proven to be extra problematic due to their construction method and choice of materials compared to, for example, medieval massive brick masonry buildings. It became clear at an early stage that poor quality bricks and lime mortar with high porosity and poor frost resistance and bricks containing sulphate had been used in the masonry core. The cause of moisture problems in neo-Gothic buildings has been examined in more in-depth studies [2,3,4,5,6]. The types of damage that can be found in these masonries are very similar, due to a large extent on the crystallization of both salts and ice in the porous bricks and mortars. All the salts presented in this paper can be found in the neo-Gothic buildings studied but the photographs used may come from other historic buildings where they are more illustrative. The illustrations and good examples included here are derived from 20 years of practical work with historic masonry buildings and their decay.



This paper, therefore, focuses primarily on salt and frost-related damage found in Scandinavian neo-Gothic masonry buildings based on their structure, function and degradation processes. Its purpose is to provide an understanding of what these salt and frost- related moisture problems entail: their appearance, what causes them and, where possible, measures to minimise their harmful effect on the durability of the masonry. Salt and frost problems in historic Scandinavian masonry buildings are often noted [2,7,8,9,10,11,12], but the complexity of these neo-Gothic brick walls mean that the damage is often very extensive and costly.



This paper is based on previous international and national research, a case study and a laboratory test plus a number of field studies of historic buildings. There is essential international research focusing on the occurrence and behaviour of salts in porous building materials [13,14,15,16,17,18,19,20,21,22,23,24,25,26,27]. These provide in-depth knowledge of how different salts crystallise and cause damage. Microscopy is a widely accessible and relatively straightforward method to identify salts and to determine their occurrence and behaviour in porous building materials. A recent literature review on test methods presents laboratory tests that are often used [28]; very little is said about microscopic methods for identification.



There is also valuable research presenting theoretical models, numerical simulations and quantitative studies on crystal growth in porous building materials in general [29,30,31,32,33,34,35] and in bricks and mortars in particular [36,37,38,39,40].



Several studies on frost damage in porous materials are of interest and have provided more in-depth knowledge of the influence of pore structure on durability [9,11,41,42,43,44,45,46]. Several papers combining numerical models and microscopic and/or macroscopic studies are of interest [44,47,48,49,50]. Some studies using microscopic methods on crystal growth are of particular interest for this paper, and previous research on the subject is of importance for understanding and interpretation [15,51,52,53,54].



The problem has also been studied continuously throughout the 20th century focusing on Nordic climatic conditions and brick masonries [7,8,9,10,11,12,55], and a great number of objects built around the year 1900 have been investigated with the aim of restoration [2,3,4,5,6]. The results presented are the results of the research project ‘Preventing salt-induced precipitation through hemp-lime plaster in older brick buildings’, funded by the Swedish Energy Agency through the “Spara och Bevara” research programme.



The paper is divided into two main parts. The first part describes the Scandinavian neo-Gothic brick masonry buildings and the salt and frost-related damage found in them [2,3,4,5,6]. The second part describes a case study and laboratory study of the use of lime-hemp inside salt-damaged brick masonry buildings.




2. Neo-Gothic Brick Architecture in Sweden


There are extensive salt problems in brick masonry in neo-Gothic buildings in Sweden. The south and west façades of high church towers have exhibited moisture and salt-related problems since the day they were built [2]. The construction of these neo-Gothic buildings was new and innovative in the 1870s, when cement and façade bricks simultaneously came into use in Sweden. Before this period, brick masonry was generally constructed using high-quality brick in homogeneous interacting monoliths in combination with high-quality lime mortar [56,57].



Neo-Gothic buildings were commonly constructed using bricks with air lime mortar (lime:sand ratio 1:2 to 1:3), as described by architects in the building instructions preserved in the archives as well as in literature from the 19th century [58]. It became clear at an early stage that both bricks and lime mortar of poor quality had been used in the masonry core of these buildings. In contrast to the masonry core, the façade was built using hard-burned bricks with a dense surface combined with a thin layer of rigid, dense, cement-rich pointing mortar. Among the bricks in the core there were usually some stones of lower quality that were relatively unburned, of sulphur-containing clay. The sulphur has given rise to salt-related damage in the masonry. Additionally, the façade stones sometimes lacked sufficient anchoring in the masonry core wall, since anchoring was accomplished by means of a header course that was tied to the core of the wall. Sometimes only every seventh course was a header course that was anchored to the masonry behind. This has caused structural problems at times, as the façade brick sometimes became detached from the masonry core. This is evident from the study of archives and pilot studies before restoration on many of those churches [2,3,4,5,6].



When the pointing is stiff and dense and the brick surface is hard and dense there is a risk of crack formation between bricks and joints as well as parallel to the surface layer of the brick, caused by temperature and moisture movements. With façade brick surfaces detaching from the masonry core and with cracks between bricks and joints, water can enter into the masonry by capillary action, leading to moisture accumulation in the masonry core. This, in turn, contributes to frost damage in the surface, dissolution of lime in the core and salt transports with salt crystallization on internal and external wall surfaces. With salts abundantly present in the masonry, salt problems have emerged early, with salt damage internally on the plaster and externally causing brick surfaces, renders and joints to spall off.




3. Finding, Recognizing and Understanding Salt and Ice Deformation in Brick Masonry


It has been known for a long time that the presence of salts can cause damage to masonry. Several ways to avoid salts in brick masonry were documented in the 19th century. Among other things, it is imperative to avoid the inclusion of sand that may contain salts in the mortar [59]. It has also been known that salts of sulphur can be formed in the brick production process if the clay contains pyrite [55,58,60].



Salt weathering can occur in two different ways: chlorides (e.g., from sea salts or food storage) deposit a white beard of salts that grows outwards from the surface (efflorescence), while the salts from the masonry cause material loss since they grow inside a porous media and cause weathering from within (subflorescence). If there is a combination of salts, they will interact and cause damage [61,62]. This paper presents the salts one by one to aid understanding.



Frost can also often be a contributing factor in degradation and the damage can be reminiscent of salt weathering (although no crystals remain to be observed at temperatures above zero).



Sodium sulphate can occur in bricks if they are slightly underburnt. This happens when sulphate reacts with combustion gases forming sulphuric acid [55,63]. If the clay contains pyrite, there is a known risk of the brick containing masonry salts. In the case of proper combustion, all sulphur in the sulphuric acid (FeS2) should be expelled, but sometimes the pyrite is only converted to iron sulphide (FeS) which in itself can contribute to water absorption and expansion [55]. Calcium and carbonates are naturally found in all air lime mortar that occurs in masonry. If there is a presence of acidic salts, the solubility of calcium carbonate increases due to acid-base reactions.



Calcium sulphate (i.e., gypsum) can be used as an additive in cement but it can also be formed on lime-based surfaces when there is sulphur in the air, e.g., from car exhaust fumes [64,65]. Sodium chloride is commonly found in the sea, which is why these salts are often found in sea-facing masonry. Previous use of the building for food storage may also cause salt occurrence in the form of chlorides. Sodium chloride and calcium chloride can also occur in masonry as a result of the use of road salts, for example on stairs and pavements [13].



In order to give a greater understanding of the specific problems that most commonly occur in brick masonry, we provide an in-depth study of the phenomena that can be observed. This involves a deeper understanding of chloride and sodium sulphate and specific problems that are linked to these particular salts. We also discuss the appearance of gypsum clusters and the solubility of calcium carbonate and what happens when calcium hydroxide and calcium carbonate are exposed to water for a long time. In the objects studied in Scandinavia, the following salts and crystals are those most represented to a greater or lesser extent. We also use photographs of other objects with the aim of showing illustrative and pedagogic examples for each crystallization process.



3.1. Sodium Sulphate


The most harmful salts for a plaster or a painted wall appear to be the sulphates [15,66], see Figure 1, Figure 2, Figure 3 and Figure 4. These can be based on sodium Na2SO4 (forming salt crystals called thenardite or mirabilite) but also potassium K2SO4, magnesium MgSO4 and calcium CaSO4 [67]. These are particularly harmful because sulphates crystallise in places where they cause great damage. They can cause disintegration due to crystallization in a porous material and they can also affect the dissolution of lime due to acid-base reactions. Sodium sulphate can crystallise inside the surface and switch between two phases (Na2SO4 and Na2SO4⋅10H2O) with an explosive effect due to hydration pressure and crystallization pressure [15,66].




3.2. Black Crust from Gypsum


Calcium sulphate (gypsum) CaSO3∙2H2O is usually formed on the surface of limestone or lime mortar as sulphur in the air reacts with lime to form gypsum [64,65]. Its salt crystals are called ettringite; see Figure 5. Where parts of the surface layer dissolve, it grows to form an often dirty or black crust on the outside; see Figure 6.



Calcium sulphate forms on a rain-protected surface or crystallises inside a lime mortar by the sulphating of calcium carbonate, forming needles in the voids. Calcium sulphate is often formed when air pollution containing sulphur is involved in the process and is most intensely visible on the surfaces that rain does not reach [64,65]; see Figure 7.




3.3. Chlorides


Sodium chloride NaCl usually deposits on the surface, forming salt crystals called halite; see Figure 8. It grows like a beard, with salt crystals and long strands [26]. If there are tight/impermeable paint layers, it is deposited under the surface and lifts the paint off, but if there is a homogeneous porous material, it is deposited on the surface [10]. If the sodium chloride comes from sea winds, it does not usually cause great damage. In a hydration or dehydration process, it may, however, generate dissolution of the surface, since at different temperatures it can also affect other salts that may be present [62,67]. Sodium chlorides are often found in cellars used for food storage; see examples in Figure 9.




3.4. Calcium Carbonates


Calcium carbonate CaCO3 is the binder in lime mortar and limestone. Calcium carbonate itself has no disintegrating effect when crystallised [67,68], forming salt crystals called calcite; see Figure 10. It can, however, dissolve and recrystallise under prolonged humid conditions and with the presence of acidic salts. Upon recrystallization, it forms crusts that are very hard and difficult to dissolve. These can sometimes be seen on the outside of masonry repointed with cement, in the form of floatstones and stalactites; see Figure 11 and Figure 12. It can also sometimes be seen as a thick, colour- intensive layer on lime render that has a dense film of binder at the surface, where the lime from inside the render has been deposited on the surface in a glassy calcite layer on the external surface of the lime wash; see Figure 13 and Figure 14.




3.5. Ice Formation


Water forms ice crystals, expanding in volume by about 10% and breaking up water-saturated porous materials [45]. Inside unheated (church) towers, it is not uncommon to find thick layers of ice crystals as they form quite slowly on a water-saturated masonry surface; see Figure 15 and Figure 16. The external wall surface may also bear witness to the effect of frost damage such as spalling/flaking of the mortar. In renders, damage can occur between layers of render or between the lime wash and the render; see Figure 17. On brick, ice crystals can cause damage causing parts of the brick to spall off.




3.6. The Behaviour of Different Salts That Cause Degradation


Due to the way different salts behave, they can often be identified based on how they are deposited, the type of damage they have caused and how they crystallise. The appearance of some salt crystals is very characteristic provided they grow from a concentrated saline. These are often easy to recognize both in the field and through a polarisation microscope [12,69]; see photographs on the previous pages.



Different salts act in different ways. Depending on the type of salt present in a masonry, they differ greatly in behaviour in relation to factors such as temperature and relative humidity (RH) [19,68]. For example, each salt has a specific critical RH for crystallization; see Table 1. This RH can also be called equilibrium RH, and it is the climate that a saturated salt solution gives rise to in, for example, a closed climate chamber [23].



Salts react in different ways when they are exposed to water. Salts are readily soluble in water, so that when there are enough water molecules surrounding a salt molecule, a salt solution is formed. If the salt concentration is saturated, a salt solution is formed, otherwise a dilute salt solution [67,68] is formed. In porous materials, the presence of hygroscopic bound water is sufficient for salts to dissolve. The relative humidity together with access to free water affects this process. For crystals that have a critical RH of ~100%, i.e., lime/calcite, access to free water is generally required over a long period to enable them to dissolve.



Different salts grow in different ways, and they each have their own distinct degradation mechanism [23]; see illustrations in Figure 18. Halite grows from the surface in a filiform shape, while mirabilite/thenardite grows inside the material forming a tree-like pattern and causing the material to fall apart. Calcite crystals form a hard, glassy shell on the external surface of a material, while ettringite forms crusts where lime is dissolved and integrated. The drawings of halite and thenardite at Figure 18 show how they are formed through efflorescence and subflorescence on the surface as well as in a material’s voids and capillary pores [23]. In the latter case, the salts rupture the material as the crystallization pressure increases. Ettringite is often formed by lime dissolving on the surface of the material and forming a porous layer of gypsum crystals—as this happens, part of the surface material is dissolved and replaced with gypsum clusters [70]. Calcite can be formed on a surface that is moist over a long period and has access to calcium that can recrystallise. This is illustrated here by a lime render with a dense surface, where lime that has gone into solution is transported outwards and ultimately deposited as an insoluble, glassy crystal film.



Some salts can bind water molecules in the salt crystal (hydration). Interestingly for brick masonry, the two different sodium sulphates are stable in an indoor climate; mirabilite (Na2SO4 · 10H2O) is a hydrated salt, as opposed to thenardite (Na2SO4) which is an anhydrous salt [17,21]. Mirabilite holds ten water molecules bound in each crystal compared to the anhydrous salt which has no bound water at all. This greatly influences the volume of the salt crystals and the crystallization pressure [16,39].



When salts are in solution in masonry, they can affect the pH and thereby the solubility of CaCO3 through an acid-base reaction. They do not otherwise cause great mechanical damage inside the masonry. By contrast, these salts can cause severe damage when they form crystals, and especially when these occur repeatedly in crystallization cycles near the surface [10]. This is particularly evident with sodium sulphate, which shifts between its two different phases, where one crystal is much larger because of its water content. Slow growth of mirabilite from solution produces large hydrated crystals. After some dehydration and hydration, the more sparingly soluble thenardite crystals can form a nucleus from which the mirabilite crystals can grow [21].



When a saline solution dries below its critical RH, salt crystals are formed. The largest crystals are formed at just below the critical RH of the salt [23]. Different salts grow in different ways. When sodium chloride (NaCl) forms halite, the crystals grow in the form of cube-shaped crystals inside a drop of water or larger crystals are formed in the zone between air and water [10]. When they occur in masonry, this means that they have usually grown from the surface through efflorescence. With sodium sulphate, the crystals grow into the saline solution, forming fast-growing, prism-shaped crystals. This causes them to form inside fluid-filled pores by subflorescence, i.e., crystal formation inside the material [10,14].



Sodium sulphate is the salt that can individually cause the most damage through crystallization in masonry, which is due to its two stable crystal phases; hydrated and anhydrous. These two crystal forms at different RH and temperature in accordance with a phase diagram. Likewise, in repeated cycles of crystallization, it can give rise to crystal growth that causes high pressure [21]. With saturated salt solutions where thenardite and mirabilite coexist, crystallization pressure can reach levels of about 30-60 MPa [19], which far exceeds the tensile strength of both granite (about 4.8 MPa), brick (approx. 2.8 MPa) and lime mortar (about 2.1 MPa) [63]. During hydration, thenardite expands in volume by 320% [69]. Crystallization behaviour in porous materials has been clearly and pedagogically illustrated by Pühringer [10] and Zehnder [23].



A phase diagram for sodium sulphate [19] shows how the salt moves between its different phases depending on relative humidity and temperature changes. Every time the climate in the material passes a phase a change occurs, causing what is known as a crystallization cycle, and the salt changes its crystal phase. As a result, the crystals degrade the material with every crystallization cycle. An illustrative phase diagram can be found in the references [19,71]. It is here exemplified in Figure 19, where temperature and RH were measured on an interior surface of a church with salt crystallization problems.



With sodium chloride, for example, one can clearly identify a critical RH for crystallization. However, because sodium sulphate can switch between different phases, no single critical RH can be identified for this salt [16].



Controlling the crystallization process of salts by controlling the (micro)climate in a wall is a possible option, but because sodium sulphate can be dissolved all the time, at various RH values and temperatures, an indoor climate with an RH above 93–95% would be required if the indoor temperature was between 15–20 °C. Unfortunately, this is an inappropriate climate that can cause other damage in the form of degradation of materials, health problems for occupants and, in particular, (micro)biological activity [72]. The greatest damage is caused where the climate frequently shifts within the phase diagram so that mirabilite turns to thenardite and back again, which is why it would be appropriate to avoid this specific climate. The thenardite crystals act as a “breeding ground” for the mirabilite crystals and the total volume, and consequently the crystallization pressure, becomes substantial [20].



When it comes to the presence of sodium sulphate in brick masonry, many case studies [4,5,6] have clearly shown that problems are most severe in façades facing sun, rain and wind. This can be related to areas where temperature and moisture movements at the surface cause most of the micro-cracks between joints and bricks, where moisture loads through (wind-driven) rain are greatest and where the microclimate on external as well as internal walls is affected by the sun and its radiant heat. In the northern hemisphere, walls facing south and west are considerably more vulnerable to weathering from salt and frost damage than walls facing east and north, see Figure 20.




3.7. The Moisture Transport Phenomenon and Degradation of The Masonry Core


In the typical problematic neo-Gothic brick walls, moisture can be absorbed in three main ways; by capillary suction in joints, by capillary suction through weathered bricks and by cracks and cavities between bricks and joints. Problems with roof and sheet coverings can also affect the ability of water to enter the masonry walls. Where the masonry core consists of bricks and lime mortars that are more porous than the façade materials, water can be transported into the masonry core from the façade shell by means of capillary suction.



The water can evaporate by diffusion and capillary transport to the surface. Water can dry out both inwards and outwards. If the masonry core is made of very porous materials as in the walls studied, a great deal of water can accumulate in the masonry and it is difficult for the moisture to dry up as the surface tends to let in more water than can evaporate. When the water is transported towards the interior wall surface, the salts dissolved from the bricks are transported and deposited when the climate is right for the formation of crystals. This results in a discoloured and damaged façade surface. The use of dense paint layers, asphalt coatings or impermeable plasters and renders can further exacerbate the situation so that moisture becomes trapped inside the masonry. With masonry cores, it is interesting to note that the lime in the mortar acts as a poorly soluble salt; see Table 1; CaCO3. A humid environment (RH higher than 100%) and a lengthy period of exposure are required in order for it to dissolve [18]. In addition, if there is a type of salt present that lowers the pH, its solubility increases through an acid-base reaction. Inside masonries, there is usually both exposure to high relative humidity over long periods and a presence of salts—thus, the lime in the mortar can dissolve, pulverising the mortar and reducing its load-bearing capacity.



During the 20th century, most extensive masonry repairs have been carried out using cement-based mortar, regardless of whether the original masonry was built with some type of lime mortar (which can be assumed to be the case for most buildings built in Scandinavia before the 1940s, though with significant variation). It was probably thought that it was important to do the repair using a strong and dense material (cement) and there was no real awareness of the possible negative consequences for the masonry wall. For the brick masonry buildings studied [4,5,6], the archive material shows that, at certain times, people have been aware of this and have tried to retain the use of lime mortar, and both cement and lime-based mortars were used during the second half of the 20th century. In large masonry walls there are always some moisture and temperature-related movements [63], and when they are repaired with a hard, stiff mortar such as cement mortar, lime cement mortar or strong hydraulic lime mortar, cracks in the surface will eventually develop. Water will be able to enter the masonry through these cracks and through weathered brick. If the masonry has a dense surface layer, it may mean that evaporation does not take place at the same rate as humidification, causing moisture to accumulate inside the masonry behind the dense surface. Moreover, if the façade bricks are not well connected to the core of the wall and are partly freestanding, no capillary transport of water can take place and there will only be very limited drying of the core.



When degradation has been ongoing over several decades, which is currently the case with most large historic masonry constructions in Scandinavia, it has often caused the lime binder, initially present as binder in joints and bedding mortars, to leach out [4,56]. The high content of moisture inside the masonry has likewise led to frost damage inside the wall. What remains inside the masonry is not a bedding mortar with bonding ability but mainly moist, lime-containing sand. This phenomenon is described in archive material [5] where it was observed that both the mortar and the bricks had been completely pulverised and had a high moisture content—in older Swedish literature this is sometimes described as “masonry rot” [73,74]; see Figure 21.



This phenomenon may eventually lead to structural problems [18]. During the renovation of one church tower in 1992, the masons noted that the entire interior of the masonry was frozen and pulverised [5]. Where the façade bricks had been laid with insufficient cohesion (with larger bricks in every seventh course instead of every other course), these larger façade bricks had frozen off, see Figure 22. The consequence was that, in addition to the façade layer becoming detached from the masonry core, loose material inside the wall had fallen off behind the façade layer and created an even larger cavity [5]; see illustration in Figure 22. After years of weathering, the surface layers had been damaged, both internally (salt crystals) and externally (salt and ice crystals). Mortar of lime and the wall core of bricks had been frost-damaged and the lime mortar had also leached and lost its adhesion. The outer layer of the façade brick had lost its cohesion since these bricks had spalled off and weathering products had increased the volume of material behind the façade layer, moving it outwards and leaving it unable to return to its original position. When the outer layer had lost its adhesion to the substrate, dehydration towards the core masonry could no longer take place and the denser surface layers thereby delayed diffusion, so an increasing amount of water accumulated in the masonry.





4. Case Studies Using Hemp-Lime as Sacrificial Plaster


Hemp-lime is a building material that is a combination of hemp shiv (the woody core parts of the hemp stem) and building limes. Hemp-lime has been used as a building material for new walls but also as insulation material when renovating or retrofitting historic buildings. While the material has good insulating properties [75,76,77,78], it is also moisture diffusion open, allowing moisture transport through the material. Hemp-lime has a complex porosity; a micro porosity inside the lime binder, meso porosity in the hemp shiv and lime binder and a macro porosity in the material due to the arrangement of the hemp shiv [79,80]. Furthermore hemp-lime works well as a basis for the application of lime render. These characteristics may be beneficial when using hemp-lime as a sacrificial plaster on the internal surface of brick masonry.



A case study and a laboratory study were undertaken.



4.1. ÖRgryte New Church


This brick church has salt-related problems which occurred only some years after it was built. The church was built in the 1890s and designed by the architect Adrian Peterson, who built over 30 similar churches [2,3]. Previous tests with sacrificial plasters were unsatisfactory; immediately after plastering, there were salt deposits in the form of efflorescence and subflorescence, and soon after application the plaster partially spalled off from the wall. The salt causing most damage has been analysed with SEM/EDS and identified as sodium sulphate [4]. The other salts described above are also present in the building but not together with the sodium sulphate on internal plaster surfaces.



In 2016, three new test surfaces of different sacrificial plasters were applied to the internal surface of a brick wall in Örgryte new church [57]. One of these test surfaces was constructed using a layer of 20 mm hemp-lime (1:3 lime:hemp shiv) with a surface finish of 20 mm lime plaster (NHL 3.5). After construction, the surface was worked with a wooden trowel; see Figure 23.




4.2. Test Lab in Lund


A south-facing, brick masonry wall measuring 102 × 212 cm was constructed in 2017 as an external wall in the test lab at the Department of Building Materials, Lund Faculty of Engineering; see Figure 23. Prior to construction, the bricks were immersed in a solution of water saturated with sodium sulphate. Internally, a lime surface finish was applied to the brick. Then, a layer of 100 mm hemp-lime was applied to the wall, with an internal lime plaster.



Material from the hemp-lime at the test lab in Lund was sent to Petrolab in Redruth, UK for production of thin section analysis samples. These were studied and photographed in a Brunel SP1500-XP polarisation microscope. No salts were detected in the samples. After 3,5 years, no salts were visible on the surface of the hemp-lime.





5. Discussion—What Can Be Done to Prevent Salt-Related Damage in Masonry?


Removing salts present in historic masonry walls is almost impossible. For thick masonry such as in basement vaults or high church towers, the salts are present to such an extent and at such depth that they are not accessible to desalination at the surface [7]. However, depending on which salts occur as well as in the form in which they are present in the masonry, the damage can be minimised by taking the following measures:




	
Minimising water supply from the outside;



	
Adapting internal surface layers so that moisture transport can be controlled and drying can take place;



	
Applying climate control measures (primarily indoors);



	
The climate envelope must of course have a functioning water run-off and drainage.








Outer walls should not be able to absorb more water than can be evaporated. If there are points or cracks in the masonry that allow water to enter the wall, the masonry should be able to support moisture transport towards the outside so that drying can take place, i.e., its surface must not be too dense if there are portions of brick with high capillary suction capacity behind the dense surface. In older masonry, there is a constant ageing process, which means that all masonry takes in some water by absorption through vertical wall surfaces such as bricks and joints.



Indoor surfaces should not be too dense so that dehydration can take place. If dehydration is difficult or even impossible, salts are deposited under the surface layer and “eat” into the material underneath. Two examples of documented renovation measures that caused more harm than good are:




	
Repair of lime plaster with a dense plaster based on cement;



	
Painting with latex paint on a lime plaster [4].








If a sacrificial coating of lime plaster is applied on the internal surface of a wall, it needs to have a pore structure that allows it to absorb moisture from the substrate by capillary suction while not containing excessive cavities. There is no clear research as to what such a plaster should look like in detail. If the plaster consists of a lean lime and is porous with a tightly worked surface, it can be subjected to extensive damage [4,69]. Where that happens, the binder is not able to withstand the crystallization pressure formed when salts are deposited in the pores.



Rodriguez-Navarro and Doehne [14] state that in materials containing only a few large voids together with a limited amount of capillary pores (a limited inner surface area), the salt solution can reach the surface more quickly and form efflorescence rather than subflorescence. They have also stated that with pore sizes below 100 nm (thenardite; 5.2 nm for halite), the crystallization pressure will often exceed 3 MPa, which is more than the tensile strength limit values of most inorganic building materials [17]. If the surface layer contains extremely small pores, halite (NaCl) crystals can cause damage through subflorescence.



These are the factors that must be taken into account when undertaking repairs or applying sacrificial or new paint layers to a surface. Mortars must therefore be prepared, applied and processed so that they have a specific pore structure [69]. In addition, different measures are needed depending on the salt that has caused the damage. For chlorides, renovation materials can be chosen whereby salts can be deposited on the surface without causing damage that may be too aesthetically disturbing, such as paint loss. For sulphates, a measure can be chosen whereby salts are deposited inside an inner substrate behind the plaster. This can accommodate the salt crystals and withstand its crystallization pressure without allowing the salts to damage the surface plaster.



Where salts occur indoors or in a plaster, it is possible in some cases to control the climate so as to minimise cycles of crystallization. This is theoretically only possible for certain salts and certain combinations of salts. It is, therefore, first and foremost important to identify which salts are present in the masonry and to identify their critical RH to determine their point of crystallization. If several salts are present, a range of critical RH needs to be calculated [22]. The climate can then be controlled for different spaces so that the changes in RH do not repeatedly pass critical levels. However, external factors can also affect the indoor climate in certain types of spaces. For example, solar radiation can influence both the indoor climate and masonry surfaces, thereby creating local variations in the wall’s microclimate.



When sodium sulphate is present, however, it is difficult, if not impossible, to create an optimal climate to avoid crystallization. This is because it starts to crystallise at very low RH and varies in crystallization phases up to 93% RH at 20 °C [16]. Here, it is important that additional moisture loads on the façade are minimised and evaporation is possible on both the external and the internal surfaces of the masonry.



Results and Discussion of the Hemp-Lime Case Studies


The test wall at Örgryte new church was evaluated regularly over four years. An ocular inspection with macro photography showed no signs of salt efflorescence on the test surface. No salts were visible on the surface of the hemp-lime test wall, whereas salts were observed already after a few months on the surface of one of the other test surfaces, with a sacrificial layer of clay mortars behind the lime plaster.



After one year, severe damage was observed on the external surface of the test wall at Lund Faculty of Engineering, with some extensive scaling caused by the salts inside the brick. However, an ocular inspection with macro photography of the internal wall surface showed no signs of salt efflorescence after 3,5 years. The thin section analysis clearly shows that the lime encloses all the hemp shiv in the material. In addition, two types of micro pore structures can be found; one in the lime plaster and another in the hemp shiv. No signs of weathering or degradation caused by the sodium sulphate could be observed in the thin section samples, see Figure 24.





6. Concluding Remarks


In order to be able to undertake a durable renovation, it is important to first identify the nature of the salt damage and the type of salt that is present in the masonry. The next step is to identify the factors affecting the occurrence of the salt, the salt transport, crystallization patterns and crystallization cycles based on the microclimate at the origin of the damage. Certain factors can then be addressed through continuous maintenance. These are as follows:




	
The masonry’s behaviour in terms of absorption and evaporation, both externally and internally;



	
Thermal and moisture movements, adhesion and compatibility between bricks and pointing mortars;



	
Pore structure and frost resistance of porous materials;



	
Minimisation of crystallization cycles on and near wall surfaces through climate control.








By creating the conditions for an altered microclimate that can be obtained by introducing a heat insulating layer and by ensuring a substrate behind the plaster has a proper pore structure, salt transport to the surface can be slightly reduced. At the same time, the brickwork must be intact in order to reduce water absorption and thus the need for evaporation inwards.



The exterior brickwork materials need to be appropriate and compatible with each other as well as compatible with the original masonry material. They need a suitable pore structure for both moisture transport and frost resistance, and they need moisture and temperature expansion capabilities that can prevent cracking. Research issues relating to the compatibility of repair materials for neo-Gothic brick buildings need to be studied more closely in the future.



Salts deposited internally on wall surfaces move by means of moisture transport into the masonry. As the masonry can absorb a lot of moisture, the salts dissolve and move with the drying water towards a surface. Through temperature changes in the masonry as well as in the surrounding air in combination with high relative humidity, salts in the masonry will often exceed their crystallization thresholds, with repeated damage as a result. With salts such as sodium sulphate, it is not possible to control the indoor climate in order to completely avoid salt crystallization. Instead, the effect of the damage can be minimised by using appropriate and compatible materials when renovating the walls in question.



Maintenance-free materials do not exist, but materials can be more or less complicated to maintain. It is important for maintenance of the brickwork to be easy and manageable, and no measures should aggravate or cause further damage. When choosing brick, mortar, pointing mortar, render and plaster for the renovation of historic masonry walls, it is of the utmost importance to have an understanding of the complex functions of the masonry. The results of the case studies showed that hemp-lime could be a good option for use as a sacrificial plaster on salt-damaged masonry walls. The results from the case study and laboratory study to date have led to full-scale-studies of hemp-lime plaster beneath the internal lime plaster on salt-damaged brick masonry walls. A follow-up is planned in 2021–2022.



This type of neo-Gothic masonry will continue to have some degree of frost and salt-related moisture problems. Careful maintenance planning covering at least the next 50 years is therefore essential. Above all, these buildings require well-planned continuous maintenance of the masonry with damaged material being replaced with appropriate, compatible materials.
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Figure 1. Sodium sulphate photographed in a polarisation microscope: (a) Sodium sulphate is dissolved and recrystallized on the surface; (b) the sodium sulphate crystals grow in tree-like formations from the surface. 
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Figure 2. Sulphates are recognized by the fact that they often grow just below the surface: (a) A surface painted with impermeable paint. When the surface layer is lifted it falls off and leaves a slightly hollow wall surface, covered with white salt crystals; (b) the permeable lime wash is dissolved, leaving only superficial damage on the surface. 
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Figure 3. Crystallised sulphates: (a) Newly crystallised sulphates give the illusion of being soft and fuzzy like cotton; (b) newly formed crystals can be observed as tree-like crystal formations. 
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Figure 4. Sulphate damage to brick and cement surfaces: (a) Test wall built with bricks that were saturated with sodium sulphate. The surface of the bricks has been gradually degraded due to the explosive effect of the salts; (b) on a strong and dense cement plaster, sulphates are visible as dark salt roses where the paint layer has come off and the plaster has darkened as if it were constantly wet. 
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Figure 5. A characteristic gypsum cross as photographed in a polarisation microscope. 
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Figure 6. (a) Black crust is usually seen when sulphur has reacted with lime on the surface of calcareous rock or lime render and lime wash; (b) a close-up of a coloured lime cement mortar where the surface has transformed into gypsum. This causes the surface to appear to be very dirty. The original colour of the lime cement mortar can still be observed. 
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Figure 7. Stockholm Castle showing a coloured lime cement render. As sulphur-containing air causes the formation of gypsum, this usually shows clearly where the rain impinges on a façade. As gypsum is highly soluble in water, the damage is greatest on surfaces sheltered from rain. 
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Figure 8. (a) Halite crystals recrystallised and photographed in a polarisation microscope; (b) a macro photo of compact halite crystals. 
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Figure 9. Examples of halite crystals that formed in basements where food had been stored: (a) Halite crystals on a brick wall; (b) halite crystals grow from a surface, forming both compact crystals and long strands. 
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Figure 10. Polarisation photograph showing a glassy calcite crystal. Usually these are very small, making it difficult to identify them through a polarisation microscope. 
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Figure 11. When lime mortar is trapped in a damp wall that is exposed to water for a long time, the lime dissolves: (a) The mortar in the brick wall is dissolved behind the dense surface of façade brick and cement mortar; (b) lime mortar from the inside of the wall is deposited as floatstone on the surface. 
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Figure 12. Lime dissolved inside masonry repointed with cement is deposited as stalactites on the surface: (a) Stalactites from dissolved lime mortar on Visby city wall; (b) floatstone on a granite wall. 
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Figure 13. Calcite crystals: (a) Calcite crystals have grown slowly over time on a surface with free access to calcium hydroxide and water. The large trigonal crystals are approx. 5 mm; (b) a surface where calcite crystals were formed on the external surface of a matt lime paint. This gives an apparently oily film with a glassy character. The hexagonal shapes of the crystals are discernible. 
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Figure 14. Calcite crystallization and recrystallization: (a) A thick, glassy film of calcite on the external surface of a lime wash. The calcite film prevents new lime wash from attaching, causing the lime wash to spall off when freezing; (b) the surface of a porous lime render restored in the 1970s has changed colour due to some recrystallization. 
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Figure 15. Frost damage on masonry: (a) A layer of ice covering brick inside a church tower. The ice is formed from water-saturated brick and so this effect is not found on the adjacent granite; (b) frost-damaged brick. On some bricks, only the compact surface layer has frozen off, and on others deeper frost damage has resulted in more extensive material loss. 
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Figure 16. Ice crystal formation on masonry: (a) Ice crystals cover the entire inside of a brick tower on a cold winter’s day. Here, the ice crystals have formed an armour-like layer of ice as well as some filiform crystals of approx. 2 cm; (b) an example from a basement where a thick layer of porous ice crystals covers the internal concrete surface. This phenomenon can be observed when porous materials saturated with water are exposed to frost. 
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Figure 17. Spalling of lime mortar due to ice formation: (a) When lime mortar freezes and spalls off it leaves a characteristic flake-shaped pattern; (b) each separate render layer spalled off is caused by freezing temperatures in a lean lime render saturated with water. 
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Figure 18. The general principles for the appearance of the growth of crystals of different salts and how they gradually break down the surface of the material: (a) Halite; (b) mirabilite and thenardite; (c) calcite; (d) ettringite. 
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Figure 19. A diagram of climate measurement—indoor temperature [°C] and relative humidity [%]—in a salt-damaged church on the island of Gotland, Sweden. The indoor climate often exceeds the critical RH of sodium chloride (NaCl) or is between the two crystal phases of sodium sulphate (NaSO4). Illustration by Magnus Wessberg, Uppsala University, and reproduced with his kind permission. 
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Figure 20. (a–c). Examples of salt and frost damage on Swedish neo-Gothic masonries. The extent of the damage depends on a range of factors including exposure to the sun, wind-driven rain and the internal and external microclimate. 
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Figure 21. (a) Neo-Gothic masonry where accumulated moisture inside the masonry has caused “masonry rot”; (b) the bricks have frozen and split, while the lime mortar has assumed the character and characteristics of wet sand. 
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Figure 22. Schematic illustration of damage mechanisms in a solid masonry wall with a brick façade. 
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Figure 23. Hemp-lime case studies: (a) Hemp-lime test surface in Örgryte new church, Gothenburg; (b) test wall of brick with sodium sulphate at Lund University; (c) section of the test wall: 1. Lime plaster, 2. Hemp-lime 100 mm, 3. Lime finish, 4. Brick saturated with sodium sulphate. 
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Figure 24. Hemp-lime from 115–130 mm inside the wall closest to the brick photographed in a polarisation microscope. A homogenous lime (K) encloses the hemp shiv (H). In the lime, there are round air pores of various sizes (P), mostly without capillary pores. In the hemp shiv, the fibre direction can be observed as well as the shiv’s pore structure, which follows the direction of the fibres. The photo shows a 2.65 mm-wide sample. 
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Table 1. Common salts in masonry, their critical Relative Humidity (RH), solubility and molar mass [67,68].
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	Name
	Chemical Formula
	Critical RH for Crystallization at 20 °C [%]
	Solubility [g/L]
	Molar Mass [g/molar]





	halite
	NaCl
	75
	360
	58.5



	thenardite
	Na2SO4
	82
	162
	142



	mirabilite
	Na2SO4·10H2O
	91
	900
	322



	gypsum/ettringite
	CaSO3·2H2O
	~100
	2.4
	172



	lime/calcite
	CaCO3
	~100
	14·× 10−3
	100
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