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Figure S1. Changes in skin morphology in response to incubation time. H&E-stained sections made from skin specimens

after incubation for (a—c) 0 hour (i.e. extracted directly after skin preparation), (d—f) 24 hours, (g-i) 48 hours, and (j-1) 72

hours. Three representative pictures in different magnifications are shown for each time point, with the scale bar repre-
senting 100 pum.
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Figure S2. Changes in Ki67 expression in response to incubation time. Ki67-immunostaining of skin specimens incubated
for (a—c) 0 hour (i.e. extracted directly after skin preparation), (d—f) 24 hours, (g—i) 48 hours, and (j-1) 72 hours. Three
representative pictures in different magnifications are shown for each time point, with the scale bar representing 100 um.



