
 
Figure S1. Cytotoxicity following exposure to silver nanoparticles. HepG2 cells were exposed to 
AgNPs for 24 h at a range of concentrations to assess cytotoxicity following to exposure to AgNPs 
alone. Cell viability was assessed using the MTT assay based on the formation of formazan salts. 
Significant change from nontreated control is marked with an asterisk (*) p‐value < 0.05, using a 
one‐way ANOVA with Bonferroni post‐hoc test (n ≥ 3).   
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