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Supporting Information 

Herein is provided further information about the EDS spectra of the g‐C3N4 and g‐

C3N4/porphyrin. This material is available free of charge via the internet. 

 

Figure S1. EDS spectrum of the g‐C3N4. 
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Figure S2. EDS spectrum of the g‐C3N4/porphyrin. 


