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Figure S1. XRD pattern of KFAM-3. 

 



 

Figure S2. (a) ADF image, (b) EDX spectrum and (c) elemental mapping of KFAM-1. 

 

 



Figure S3. (a) ADF image, (b) EDX spectrum and (c) elemental mapping of KFAM-3. 

 

 

Figure S4. (a) ADF image, (b) EDX spectrum and (c) elemental mapping of KFAM-1 

after cycling. 



 

Figure S5. (a) ADF image, (b) EDX spectrum and (c) elemental mapping of KFAM-2 

after cycling. 

 

 



Figure S6. (a) ADF image, (b) EDX spectrum and (c) elemental mapping of KFAM-3 

after cycling. 

 

Figure S7. XRD patterns of (a) KFAM-1, (b) KFAM-2 and (c) KFAM-3 before and after 

cycle. 

 




