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Figure S1. FTIR spectra of RC25-40 mixture at the beginning and after 1 h of reaction. 

 
Figure S2. Temperature program of DSC measurements. Points A and B indicate the start of record-
ing melting and freezing curves, respectively. Point A is considered the beginning of the reaction 
(time t = 0). 


