
Table S1. Size measurements of PEGAuTSNP, Spike-PEGAuTSNP and TJP1-PEGAuTSNP treatments within HS 
before and after exposure to AntiSpike. 

Size measurement before AntiSpike Size measurement after AntiSpike Δλ 

PEGAuTSNP (NP) 
Size: 21.77 nm 

PEGAuTSNP + AntiSpike 
Size: 90.34 nm 

ΔSize: 68.57 
 

 
Spike NP 

Size:107 nm 

 
Spike NP + AntiSpike 

Size: 119.7 nm ΔSize: 12.7 nm 

 
TJP1 NP 

Size: 395.9 
 

 
TJP1 NP + AntiSpike 

Size: 53.53 
 

ΔSize: -342.37 nm 



 
HS100% + TJP1 NP 

Size: 142.1 
 

 
HS100% + TJP1 NP + AntiSpike 

Size: 172.5 nm 
 

ΔSize: 30.4 nm 

 
HS50% + TJP1 NP 

Size: 211.2 

 
HS50% + TJP1 NP + AntiSpike 

Size: 755 nm ΔSize: 543.8 nm 

 
HS10% + TJP1 NP 

Size:133.1 

 
HS10% + TJP1 NP + AntiSpike 

Size: 179.5 nm 
 

ΔSize: 46.4 nm 

 


