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Figure S1. .GA Calibration curve in chloroform, obtained using a spectrophotometric method at 

λ = 247 nm. 
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Figure S2. . GA calibration curve in PBS utilized to verify the solubility of GA. 

Figure S3. . GA release from GA-NPs in ethanol. 




