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Figure S1 X-ray analysis of BT-PZT-F composite powder after the following mixing times:  

1 h, 2 h, 5 h, 10 h, and 20 h. 
 
 
 

Video S1 Animation images of microtomographic analysis of the internal microstructure of BT-PZT-F and 
BT-BF-F multiferroic composites archived in wmv files. 

 


