
 
Figure S1: EDS spectrum of anorthite 

 



 
Figure S2: EDS spectrum of pyroxene 

 



 

 

Figure S3: EDS spectrum of quartz. 



 

 

Table S1: chemical compositions of anorthite, pyroxene and quartz. 

 

 Spectrum 1 - 
anorthite 

Spectrum 2 - 
pyroxene 

Spectrum 11 – 
quartz   

Na2O 1.03   
MgO 0.91 13.16  
Al2O3 29.58 7.65  
SiO2 46.71 48.85 99.58 
K2O 1.30 0.41 0.42 
CaO 18.25 23.12  
TiO2  0.40  
Fe2O3 2.21 6.41  
Total 100.00 100.00 100.00 

 

 

 


