
 
 

 

 
Macromol 2026, 6, x https://doi.org/10.3390/xxxxx 

Supplementary Materials 

Photopolymerized Gelatin–PNIPAM as Injectable Hydrogel 
Drug Delivery Systems 
Olga Luneva, Eugene Sivtsov, Irina Bagriy, Olga Solomakha, Yulia Nashchekina, Aleksei Nikiforov, Valeria 
Ibragimova, and Evgenia Korzhikova-Vlakh 

 
 

 
Figure S1. 1H NMR spectrum of GN-MA.  
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Figure S2. DSC thermograms of hydrogels: (A) GN-PNIPAM-1_180, (B) GN-PNIPAM-
1_240, (C) GN-PNIPAM-1.5_240, and (D) GN-PNIPAM-1-3_480. 

 
 

 
 


