
1

2

3

Figure S1. Continuous XRD diffractograms for the KCSA pastes with each of the salts. 4
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Figure S2. KCSA particle size. 9

10
11
12
13
14

15

0,1 1 10 100
0

1

2

3

4

5

6

7

8

0,1 1 10 100
0

20

40

60

80

100
 KCSA   CSA

F
re

q
u

e
n

c
y

 (
%

)
V

o
lu

m
e

 (%
)

Particle size (mm)


