
 

 

 

 

 

 

 

 

 

 

 

 

Supplementary materials: 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



CH surface and porosity test report 

 

 
 

 

 

 

 

 

 

 

 

 

 

 

 

 



 

 
 

Figure S1. N2 adsorption isotherm on the CH surface 

 

 

 

 



 
 

 
 

Figure S2. Incremental Pore Volume vs. Pore Width – CH Surface analysis 
 

 

 

 

 



SEM images of CH 

 

 
Figure S3. SEM images of CH – part 1 

 



 

 
Figure S4. SEM images of CH – part 2 


