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Figure S1. Tips morphology. (a) Typical SEM image of a commercial AFM-TERS Tips (Courtesy of Dr. 
Agnes Tempez from HORIBA Scientific). (b) Typical SEM image of an electrochemically etched Au tip. 

 


