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Supplemental data 1 (Figure S1). Characterization of the 3-month-stored IRB-NP tablets. (A) Particle
size frequencies of IRB in the redispersions of 3-month-stored IRB-NP tablets. (B) Powder X-ray
diffraction patterns of 3-month-stored IRB-NP tablets.


